
¢

,soj_ _
Fuel Chemistry Division Preprints, American Chemical Society

AN IN SITU EXAMINATION OF THE FE SPECIES IN THE ARGONNE

PREMIUM COAL SAMPLES USING X-RAY ABSORPTION

SPECTROSCOPY

Stephen R. Wasserman, Randall E. Winans, Kathleen A. Carrado
Chemistry Division

Argonne National Laboratories
9700 South Cass Avenue

Argonne, Illinois 60439

DISCLAIMER

This report was prepared as an account of work sponsored-by an agency of the United States
Government. Neither the United States Government norany agency thereof, nor any of their
employees, makes any warranty, express or implied, or assumes any legal liability or responsi-
bility for the accuracy, completeness, or usefulness of any information, apparatus, product,or
process disclosed, or represents that its use would not infringe privately owned rights. Refer-
ence herein to any specific commercial product, process, or service by trade name, trademark,
manufacturer, or otherwise does not necessarily constitute or imply its endorsement, recom-
mendation, or favoring by the United States Government or any agency thereof. The views
and opinions of authors expressed herein do not necessarily state or reflect those of the
United States Government or any agency thereof.

The submitted manuscript has been authored

by a contractor ot the U.S. Government

under contract No. W-31-109- ENG-38.

AccoflJif_gly, the U. S. Goverflrvler_t ruldil_s a

noi}excluswe, royalty-free licunst.' IO pubhsh

or reproduce the pubhshed form of this

contrd)ution, or allow others to do _o, tur

U. S. Government purposes,

tdi3 :_!E_UT_ONOF ]ills OOQUMENT IS t3NL.IMi'f_:L::i3"



AN IN SITU EXAMINATION OF THE FE SPECIES IN THE ARGONNE PREMIUM
COAL SAMPLES USING X-RAY ABSORPTION SPECTROSCOPY

Stephen R. Wasserman, Randall E. Winans, and Kathleen A. Carrado
Chemistry Division

Argonne National Laboratory
9700 S. Cass Ave.
Argonne, IL 60439

Keywords: XAS, XANES, EXAFS, iron, coals, neural networks

Introduction

The elucidation of the inorganic materials within coals is particularly important for
coal processing, since these compounds may function as in situ catalysts for coal
liquefaction. In addition, these species will have to be separated from the organic species
prior to the use of coal as a fuel or chemical feedstock, a process that will be facilitated by
detailed knowledge of the materials to be removed. In recent years, X-ray absorption
spectroscopy (XAS) has been used to probe the trace transition metals which are contained
within the matrix of coals, 1,2as well as the nitrogen 3 and sulfur 4 functionality within organic
coal constituents. Here we present the results of XAS studies, both near edge (XANES) and
extended fine structure (EXAFS), on the iron species present within the eight Argonne
Premium Coal Samples (APCS). Our aim is to provide at least a semi-qualitative analysis of
the composition of the iron moieties in these particular coals. Previously the determination
of Fe species in coals has been the province of M6ssbauer spectroscopy 5,6 although the
surface iron species of the Argonne coals have also been examined by XPS. 7 Because of the
availability of these alternative methods for analyzing iron, XAS has not been applied, in
general, for this element. Here we compare the results from XAS with those previously
found by M6ssbauer spectroscopy for the Argonne premium coals. 6

Experimental

X-ray absorption spectra were taken on fresh Argonpe Premium Coals, which were
removed from their containers and mounted in holders two days prior to acquisition of the
spectra. The absorption spectra were acquired at beamlines X23-A2 and XI9A of the
National Synchrotron Light Source. The beamlines were equipped with Si[311] (X23) and
Si[220] (X I9) double crystal monochrornators. Harmonics were rejected on X19 by detuning
of the monochromator. Transmission spectra were colltected using ion chambers with
nitrogen fill gas. A Lytle detector with argon fill gas was utilized for the fluorescence data.
The energy calibration was maintained by rnonitoring the maximum at 7112 eV in tile
derivative spectrum of Fe foil. The reported data are the aw_rage of 2 scans.

Results

For convenience we have divided the eight Argonne Premium Coals into two groups
of four. The first set consists of those coals that contain sig,,_ficant amounts of pyrite, FeS2.
The Upper Freeport, Illinois, Pittsburgh, and Blind Canyon coals fall into this category. The
absorption edges and radial structure functions for these samples are shown in Figure 1. The
radial functions indicate the presence of long-range order about the iron, at least out to 8 ,a,.

The second set consists of the Wyodak-Anderson, Pocahontas, Lewiston-Stockton,
and Beulah-Zap coals. Figure 2 presents the absorption edges and radial functions for these
materials. In some of these samples, in particular the Beulah-Zap, the presence of pyrite is
detected. But within this subset, both the absorption edges and the radial distributions



Anderson and the Beulah-Zap apparently contain similar mixtures of iron species, since the
absorption edges are nearly identical. The EXAFS spectra suggest that, at least qualitatively,
the other iron compounds in these four coals are not as well ordered as pyrite.

The analysis of mixtures of materials by XAS is somewhat problematical. We have
used a new approach based on neural networks to separate the individual iron components. 8
The advantage of this method is that spectra of standard compounds which exactly match the
components of the system are not required. There is, however, an accompanying loss in
numerical precision. The network was trained with authentic spectra of FeO, Fe203, and
FeS2, as well as simulated mixtures of these materials. These standards effectively provide a
method for distinguishing between ferrous, ferric, and pyritic species in tile coals. The
resulting network was then verified using ferrous ammonium sulfate, magnetite (Fe304), and
a pyrite whose spectrum differed markedly in intensity from that which was used in the
training process. Finally the network was used to analyze the near edge (XANES) spectra for
each of the Argonne coals. The results of this analysis are shown in Table 1. The numbers in
parenthesis, when present, indicate the actual results from the neural network. Comparisons
on duplicate samples indicate that these numbers are accurate to + 10 % absolute.
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Figure 1. (top) X-ray absorption near edge spectra (XANES) and (bottom) radial
structure functions for iron in Upper Freeport, Illinois #6, Pittsburgh #8,
and Blind Canyon Coals

Table 1 !
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Iron Composition of Argonne Premium Coa,s

Coal " ,.l.,Ferrous (%i Ferric (%) .... Pyritic (%) ,,

Upper Freeport l0 2 88

Wyodak-Anderson 7 59 32

Illinois #6 0 (-2) 0 100 (104)

Pittsburgh #8 0 0 100 (101)

Pocahontas #3 90 (111) 10 (12) 0 (-20)

Blind Canyon 28 8 62

Lewiston-Stockton 51 43 5

Beulah-Zap 0 (-3) 52 48
.........
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Figure 2. (top) X-ray absorption near edge spectra (XANES) and (bottom) radial
structure fimctions for iron in Wyodak-Anderson, Beulah-Zap,
Lewiston-Stockton., and Pocahontas #3 Coals



For seven of the eight coal samples, the results appear reasonable. However, in the
case of Pocahontas, our analysis yields a significant negative percentage of pyrite, while the
ferrous composition is over 100 %. We deduce that the Pocahontas coal consists primarily of
ferrous species, but that the compounds present are not well represented by FeO. The
XANES and EXAFS spectra for this coal support this supposition. The edge spectrum of
Pocahontas does not coincide with those of the other coals. In addition, there is an extra peak
in the radial structure function at 2.6/_ which is not found in the other premium samples.
Both these observations indicate that the iron species in Pocahontas is unique among the
APCS.

The iron compositions presented here are in approximate agreement with those from
M6ssbauer spectroscopy 6 for the Upper Freeport, Illinois #6, Pittsburgh #8 and Blind Canyon
coals. Significant discrepancies exist between the M6ssbauer and XAS analyses for tile
remaining four samples. The question remains as to which technique results in the more
reliable analysis. Fortunately, the radial structure functions provide an independent check on
the pyrite content deduced from the analysis of the XANES spectra. The peak in the radial
distribution at 3.6 A primarily results from an Fe-Fe interaction in pyrite. 9 Figure 3 plots this
feature for six of the APCS. (Pocahontas is omitted for the reasons discussed above, while
lhe iron content of Illinois #6 is virtually identical to that in Pittsburgh #8). The intensity of
this feature clearly correlates with the pyrite content as deduced from the near edge spectra.
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Figure 3. Intensity of FelFe scattering in pyrite from EXAFS. The percentages
of pyrite are those determined from XANES

Summary

We believe that XAS can reliably assign the various iron species present in coal in
terms of Fe(II), Fe(III), and pyritic constituents. A search for the best representation of the
iron species in Pocahontas is underway, since it does not appear to be well represented by the
standards used in this investigation.

In addition, the application of neural networks to the analysis of XANES spectra has
been demonstrated for the first time. This approach appears to be a viable method for the
analysis of complex mixtures.
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