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ABSTRACT U S l" |

Irradiated nuclear fuel has been reprocessed at the Idaho Chemical Processing
Plant (ICPP) since 1953 to recover uranium-235 and krypton-85 for the U. S.
Department of Energy (DOE). The resulting acidic high-level radioactive waste
(HLW) has been solidified to a calcine since 1963 and stored in stainless
steel underground bins enclosed by concrete vaults. Several different types
of unprocessed irradiated DOE-ownedfuels are also in storage at the ICPP.
In April, 1992, DOEannounced that spent fuel would no longer be reprocessed
to recover enriched uranium and called for a shutdown of the reprocessing
facilities at the ICPP. A new Spent Fuel and HLWTechnology Development
program was subsequently initiated to develop technologies for immobilizing
ICPP spent fuels and HLWfor disposal, in accordance with the Nuclear Waste
Policy Act. The Program elements include Systems Analysis, Graphite Fuel
Disposal, Other Spent Fuel Disposal, Sodium-Bearing Liquid Waste Processing,
Calcine Immobilization, and M_tal Recycle/Waste Minimization. This paper
presents an overview of the ICPP radioactive wastes and current spent fuels,
with an emphasis on the description of HLWand spent fuels requiring
repository disposal.

INTRODUCTION

Irradiated nuclear fuel has been reprocessed at the Idaho Chemical Processing
Plant (ICPP) since 1953 to recover uranium-235 and krypton-85 for the U. S.
Department of Energy (DOE). The resulting acidic high-level radioactive waste
(HLW) has been solidified to a calcine since 1963 and stored in stainless
steel underground bins enclosed by concrete vaults. Residual HLLWand
radioactive sodium-bearing waste are stored in stainless-steel underground
tanks contained in concrete vaults. Several different types of unprocessed
irradiated DOE-owned fuels are also in storage at the ICPP. In April, 1992,
DOEannounced that spent fuel would no longer be reprocessed to recover
enriched uranium and called for a shutdown of the reprocessing facilities at
the ICPP. A new Spent Fuel and HLWTechnology Development program was
subsequently initiated to develop technologies for immobilizing ICPP spent
fuels and HLWfor disposal, in accordance with the Nuclear Waste Policy Act.
The ICPP Spent Fuel and Waste Management Technology Development Program
consist of the following basic elements:

J{ Systems Analysis
I Sodium-Bearing Liquid Waste Processing
_{ Calcine Immobilization

Spent Graphite Fuel Conditioning
I Other Spent SpecialF_',elConditioning
I Metal Recycle/Waste Minimization

Systems Analysis will include the identification and evaluation of all
elements related to waste disposal to provide the basis for integrated,
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proactive, strategicdecisionmaking to accomplishthe technologydevelopment
mission. Graphite fuels disposalwill examine,evaluate and developone of
three potentialdisposal paths and the technologiesassociated with one of
those options. Other spent fuel disposal will be concernedwith the
evaluationand developmentof technologiesfor characterizingand processing
or conditioning,for geologicdisposal,metal alloy or metal-cladfuels
presentlystored or slated for future storage at the ICPP. Radioactive
sodium-bearingliquid waste processingwill involvethe evaluation and
developmentof treatmenttechnologieswhich will minimize the quantitiesof
waste to be generated in the future and to be disposed in the repositoryfrom
the existing inventory. Calcineimmobilizationwill investigateand develop
methods to minimize resultinghigh-levelwaste volumes, considerin,all
feasible options, with glass-ceramicas the baselinewaste form. Metal
Recycle/WasteMinimizationis concernedwith the developmentof technologyto
reuse the contaminatedand activatedmetals from decommissionedstructural
material and vessels in the nuclear and DOE defenseprograms. Spent fuel,
immobilizedcalcine, and possiblya small quantityof material resultedfrom
processing the sodium-bearingliquidwaste will be considered for disposal in
a geologic repository. A scheduleof major milestonesof the proposedprogram
is shown in Figure I.

This paper will present an overviewof the ICPP current non-propulsionfuels
and radioactivewastes,with emphasison the descriptionof ICPP HLW and spent
fuel requiring repositorydisposal.

ICPP SODIUM-BEARINGRADIOACTIVELIQUID WASTE

Sodium-bearingradioactivewastes were producedfrom decontaminationand
solvent recovery operationsat ICPP, resulting in approximately1.5 million
gallons currently in storage. This waste is currentlystored in seven
different stainless-steeltanks in concrete vaults of nominal 300,000gallon
(1,100 m3) capacity per tank. Under currentResource Conservationand
Recovery Act (RCRA) Land DisposalRestrictions(LDR) regulations,this waste
must be processed with the Best DemonstratedAvailableTechnology (BDAT) prior
to disposal. Five of the tanks do not meet current seismic codes, and none of
the tanks meet the RCRA requirementsfor secondarycontainment. As a result,
the Consent Order to the State of Idaho'sNotice of Noncompliance (NON)
requires that the sodium-bearingwaste be depletedby 2009 from the five tanks
which do not meet current seismiccodes and by 2015 from the remainingtwo
tanks.

The sodium-bearingwaste is acidic and has an averagecompositionas shown in
Table I. Because of the acidicnature, the waste does not have metal
precipitatesas found in other DOE waste tanks which have been neutralized.
Although sodium-bearingwaste may not fit the legal descriptionof a HLW, the
compositionof some of the radionuclideswill likely be greater than the Class
C LLW and TRU waste limits. Past processingof the sodium waste was
accomplishedby calciningas a blend with acidic HLLW from reprocessing
operations. Because of the low melting range of alkali oxides and resulting
particle agglomeration,the sodium-bearingwaste cannot be calcineddirectly
in tileNew Waste CalciningFacility (NWCF)but must be blended with aluminum
nitrate. Although this flowsheetappearsto be feasible and is considereda
baseline case, the waste volumeswill likely be higher than other options.





Other processingoptions under evaluationincludeseparation processesto
concentratethe radionuclidesto reduce the volume requiringdisposal.

TABLE I. Chemical Composition of Sodium-Bearing Waste

COMPONENT AVG. COMPOSITION RANGE

(moles /liter ) (mo les /i iter )
,:. ., ,_,

Acid (H.) 1.45 0.43 - 1.92,.

Nitrate (NO_-) 4.36 2.93 - 5.79

Aluminum (Al _.) 0.55 0.21 - 0.81......

Sodium (Na +) 1.26 0.78 - 2.00
,,

Potassium (K.) 0.15 0.I0 - 0.23 ,..

Fluoride (F-) 0.07 0.04 - 0.17.....

Zirconium (Zr _) 0.003 0.000 - 0.009.....

Boron (B3+) 0.018 0.007 - 0.024....

Calcium (Ca 2.) 0.04 0.00 - 0.07.,

Chloride (Cl-) 0.02 0.008 - 0.043.......

Iron (Fe 2.'3.) 0.03 0.01 - 0.05......

Chromium (Ct 2+'_''6.) 0.006 0.002 - 0.013

Cadmium (Cd 2_) 0.002 0.000 - 0.004 ,,.

Lead (Pb 2_''+) 0.001 0.001- 0.002

Mercury (Hg _'2+) 0.002 0.001- 0.003 ....

Manganese (Mn 2+'3_'4_'_+) 0.01 0.01 - 0.02,.

Phosphate (PO_3") 0.009 0.002 - 0.023 ...,,

Sulfate (SO42-) 0.04 0.01 - 0.07........

Specific Gravity 1.22 1.15 - 1.26

CALCINED HLW

The calcining process operates by feeding an acidic HLLW to a fluidized-bed
calciner operating at 500° C which forms a mixtureof particles (0.2 - 0.5 mm)
and fines (10 - 200 m). Aluminaand zirconia calcines were generatedfrom
wastes resulting from reprocessingaluminumand zirconium-basedfuels,
respectively. Fluorinel-Naand zirconia-Nacalcinewere produced from a blend
of sodium-bearingwaste and HLLW resultingfrom reprocessinga more recent
fluorinel fuel and zirconia-basedfuel, respectively. Radionuclidecontent in
all of the calcine types is less than about I wt%, and the Curie content and
heat generation is approximately24 kCi/m3 and 70 W/ma, respectively.

Calcine is also a mixed hazardouswaste, and the treatment processfor calcine
immobilizationmust meet LDR. The EPA Third Thirds Rulemaking specifies



vitrification as the best demonstrated available technology (BDAT) for mixed
HLW, and has proposed in another rulemaking that a glass-ceramic process is
also a BDAT for calcine.

The calcined waste is stored near-surface in stainless steel bins within
concrete vaults. The bin sizes are approximately 4-m diameter by 12.5 to
18.5-m high. Some of the bins are cylindrical and others are of an annular
configuration. Currently there is an inventory of 3,500 m3 HLWcalcine at
ICPP with compositions shown in Table II. Not shown in Table II is
zirconia-Na calcine, which has a similar composition to fluorinel-Na calcine.
The amount of alumina, zirconia, zirconia-Na, and fluorinel-Na calcines is
approximately 560, 1250, 950, and 500 m3, respectively. The remaining 240 m3
calcine inventory consists of calcines from processing other minor fuels and
start-up bed material.

Table 11. Composition of ICPP Calcine ]

Type of Calcine and Composition, wt%-.......

Component Alumina Zirconia Fluorinel -Na
Blend a

A1203 82-95 13-17 9

Na20 1-3 --- 4.8

K20 ...... I .2 .....

Zr02 --- 21-27 17-18

CaF2 --- 50-56 41-42

CaO --- 2-4 12

So, ...... 3,...

B203 0.5-2 3-4 3.0-3.4

CdO ...... 6.7-7.0

Misc. 0.5-1.5 0.5-1.5 0.5-1.5

Fission Products <I <I <I
and Actinides

....

" Contains additional nitrate at 10-15 wt% =...

SPENTFUELS

The ICPP currently stores many different types of fuel, including naval
propulsion (approximately 10 metric tons uranium), graphite and special fuels.
This paper will address primarily graphite and special fuels.



Special Fuels

In addition to the sodium-bearing radioactive liquid and the calcined HLW, the
US DOEhas approximately 730 metric tons of material labelled as "special
fuel" because no specific processing technique or recycle facility is
available. There are over 90 identified types of special nuclear fuel at INEL
and over 100 types in the DOEcomplex. Approximately 474 metric tons of
special fuels occupying 60 m3 is stored at the INEL.

The special fuel varies widely in characteristics. There are individual rods
in buckets, fuel assemblies, canned fuel, fuel test assemblies, etc. The
condition of fuel cladding also varies with some fuel intact and capable of
continued storage as is and some fuel reduced to debris in buckets. The
length varies from 6 to 160 inches and effective diameter from I/2 to 18
inches. Enrichments and burn-ups also vary widely. Table III summarizes the
characteristics of special fuels based on enrichment, fuel type, burn-up,
cladding, other materials, hazardous constituents, and leachability.

G_raphite Fuels

There are two basic types of HTGR(High Temperature Gas Reactor) or graphite
fuel here at WINCO. The largest quantity is from the Fort St. Vrain Reactor
(FSV) in Colorado and the rest comes from the Peach Bottom Reactor. The Peach
Bottom fuel is a different configuration then the FSV Fuel but the properties
are similar to the FSV Fuel. The total amount of graphite fuel in inventory
is about 340 metric tons.

The FSV fuel element consists of a 280-Ib hexagonal graphite block, 14.2-in.
across the flats and 31.2-in. high. Each graphite fuel block contains 108
coolant channels and 210 fuel holes, all drilled from the top face of the
element. The fuel holes occupy alternating positions with the coolant
channels in a triangular array within the element structure and contain the
nuclear fuel. The Peach Bottom fuel utilized a 12-ft-long cylindrical fuel
element 3.4 inches in diameter composed largely of graphite, containing about
1.8kg of uranium and thorium. These heavy metals were present as carbon-
coated particles that were formed into compacts by addition and sintering of
carbonaceous materials.

The fuel contains a homogeneous mixture of two types of particles, fissile and
fertile. Fissile particles contain thorium and 93.5% enriched uranium;
fertile particles contain only thorium. The FSVRand Peach Bottom Core 2 fuel
kernels are coated, via a fluidized bed, vapor-phase deposition process, with
three fission products retaining layers of isotropic carbon (hence the name
TRlSO-coated). The inner and outer layers are pyrolytic graphite, and the
middle layer is SiC. There is a fourth layer called the "buffer_,of porous
carbon,next to the kernel of the fissile particlesto provide a volume for
accumulationof fission productgases. The SiC layer is highly resistantto
both oxidation and moisture,even at extremelyhigh temperature. The Peach
Bottom core I particlesdo not containthe protectiveSiC layer.

The fissile and fertileparticlesare blendedand then molded into 1.27-cm
diameter x 4.93-cm long fuel rods (compacts)in the FSVR design. In the Peach
Bottom, the compacts are a 6.86-cmOD, 4.25-cm ID x 7.57-cm long hollow
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cylinder. A carbonaceous binder is used to form the compacts that are later
carbonized by firing at high temperature before insertion into the graphite
blocks.

CALCINE IMMOBILIZATIONTECHNOLOGIES

The objective of the Calcine Immobilization Program is to develop and
demonstrate a process to immobilize ICPP HLWcalcine in an acceptable form and
minimum volume for final disposal. Areas of effort included in this task are
I) defining disposal criteria based on applicable regulations, 2) evaluating
alternative technologies for feasibility and overall volumes, 3) developing
waste form formulations for the feasible alternatives, 4) conducting
nonradioactive and radioactive verification studies of various technologies,
including grinding, degassing, densification, robotic areas, and waste form
formulations, and 5) testing of subsystem components in an integrated pilot
plant to provide operation parameters needed for full-scale design.
=e

Several technologies have been identified to date the could immobilize
calcine; these include vitrification and glass-ceramic processing.
Nonradioactive and modes radioactive laboratory tests have been carried out
to develop glass waste forms for existing calcines. Some nonradioactive
glass-ceramic forms with high waste loadings of 50 to 70 wt percent have been
prepared sing simulated calcine and have shown leach rates similar to glass.
Limited small-scale component and mock-up tests have been performed for
selected unit operations of the glass-ceramic process, including calcine
grinding, Calcine transport, and vessel filling. Simplified, small-scale
calcine retrieval mock-up tests have been run using calcium carbonate as a
nonhazardous stimulant. This work, while not complete, provides confidence
that acceptable processes can be developed in a reasonable period of time.

Nonradioactive and radioactive tests will be run to characterize the glass-
ceramic materials and to verify the acceptable range of compositions for the
most promising formulations. The results of the tests will be used to develop
waste acceptance preliminary specifications (WAPS)and to establish criteria
for pilot-scale tests. Nonradioactive and radioactive tests will be run to
establish feasibility and criteria for component tests.

Calcine retrieval component tests are required to verify new technologies in
pneumatic and robotics areas. Glass-ceramic component tests are required in



all of the unit operations in the process, includingcalcine-additive
blending,grinding, transportvessel filling, remote welding of vessel,
densificationof calcine-additivemixture to form a glass-ceramic,and
packaging and decontaminationof the waste form for disposal. The component
testing will be carriedout in existing ICPP pilot plants and the
MultifunctionalPilot Plant Facility. The results of the these tests will be
used to select the processcomponentsand to design an integratedpilot plant
of demonstrationtests.

The overall program scheduleassumingglass-ceramicshows a record of decision
for the full scale immobilizationplant in the year 2003 and hot start-up of a
product facility in 2014.

Key FY-93 milestones includeupdatingthe ICPP WAPS and reportingthe
developmentprogress of aluminum-silicabased glass-ceramicwaste forms.
Designs for an integratedtest-scalecalcinegrinder and small-scalecalcine
blenderwill be completedand procurement/fabricationefforts for both unit
operationswill be undertaken. Evaluationsof promising separation
technologiesto minimize the volume of high-levelradioactivewaste requiring
permanentdisposal will be initiated. Key equipmentoptions required for
calcine retrievalwill be identifiedand componentevaluationtestingwill be
initiated.

SPECIAL FUEL DISPOSITIONINGPROGRAM

The objectiveof the specialfuel program is to characterizeall the special
fuel at the INEL and to developprocesses for conditioningspent fuel for
dispositioningin a geologic repository.

This program will develop and demonstratemethods for dispositioningof
special fuel. This programwill also develop fuel inspectioncriteria for a
variety of special fuel at the INEL. Fuel will be identifiedfor subsequent
inspectionand characterization. Inspectionissues will be evaluatedand
developmentof fuel inspectioncriteriawill be initiated. The programwill
establishhow the fuel can be conditionedto meet preliminary limiting
conditions and repositorycriteria for long-term,direct dispositioningof
special fuel. Alternativedirect conditioningmethods will be investigated.

The specialfuel potentialconditioningtechnologiesare:



Can the fuel directly - this option includethe addition of poison,glass,
ceramic, metal, corrosionbarrier,or other additive.

m Dilute enriched uranium with depleted uranium - this option include
dissolve,blend and convertto solid, or shred and blend concepts.

u Shred and mix with other material in geometricallysafe can.

I Chloride volatility treatment.

m Reprocess, calcine waste, convert to glass or ceramic.

_{ Cut and package in geometricallysafe can.

I RecycleMetal.

m Others to be identified.

GRAPHITE SPENT FUEL CONDITIONINGPROGRAM

The objectiveof the graphitespent fuel conditioningprogram is to establish
disposal criteria, and to performdevelopment,engineering,and demonstration
of waste conditioningmethodsfor fort St. Vrain and other spent graphite
fuels.

Options for waste managementand disposal of spent graphite fuel elements
includethe following methods:

Dispose of the fuel elementsdirectly by placingthe fuel directly into
canisterswith little or no conditioningof the fuel and then sendingthe
canistersdirectly to the geologicrepository.

I Mechanicallyremove fuel rods and package into a canister with a glass that
fills the voids for repositorydisposal.

Burn the bulk graphite to the SiC layer for the FSVR and Peach Bottom Core
2 fuel. The Peach BottomCore I elementsare assumedto be burned oxide
ash. Dispose of the ash in a glass.

t



U Shred the graphite blocks,burn the bulk graphite,grind the fuel
particles, burn the carbon layers,and then encapsulate (glass)the ash and
remainingoxides and SiC.

| Shred the graphite blocks, burn the bulk graphite,grindthe fuel particles,
burn the carbon layers, and then separatethe fissilematerial. The
fissile material separationwould reduce the chances of a criticalityin
the repository and the material could be recycledfor future use. The
remainingwaste could then be placed in the repositor).

WASTE TO REPOSITORY

The amount of spent fuel, Na-bearingand calcined HLW material were given in
previous sections. The materialsplannedfor repositorydisposal will include
the spent fuel, immobilizedcalcine,aqd possiblya small amount of material
generated from the Na-bearingwaste by separation/concentrationprocesses.
The volume of immobilizedcalcinefor repositorydisposal includes
approximately1,930 canistersof glass-ceramicor 4,920 canistersof glass,
using 1.2 m3 canisters similaras plannedfor commercialfuel disposal. The
disposal volume resultingfrom the current inventoryof 474 metric tons (60
m3) special fuels, 350 metric tons (260 m3) graphitefuels, and approximately
10 tons naval fuels will be determinedas treatmentand packaging options are
developed in the Spent Fuel and Waste ManagementDevelopmentProgram.

DISCLAIMER

This report was prepared as an account of work sponsored by an agency of the United States
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