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1. The following data were obtained in examining the tweive pentagonal
Composition B castings gomprising the explosive charge to be used in the fifth
Rala exieriment involving active material, scheduled to be fired on 3 November 1944.
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Alr oeclusions, max, dia. 2 mm
Alr oeclusions, nam, dia. 1 mm
ALy coclusions, max, dia, 2 mm

Aly ocelusions, max, dia.,2 mm
Aly oceclusions, max. dia. 2 m=
mmw.mdhoz-
Aly ccolusions, max, dis, 1 m
Alyr ocoslusions, max, dia, 1 mm
Alr ceclusions, mam, dia. 2 mm
Air oeclusions, max. dia. 4 m
Aly ocealusions, max, dia, 2 mm
Alr oeclusions, max, dia. 2 mm

#Variations in mixtyefourths of an inoh from a mean value of 5-17/64 inches.
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