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ABSTRACT: We report a tunable library of N,N,N’-trisubstituted selenourea precursors and their reaction with lead oleate at 60-
150 °C to form carboxylate-terminated PbSe nanocrystals in quantitative yields. Single exponential conversion kinetics can be tai-
lored over four orders of magnitude by adjusting the selenourea structure. The wide range of conversion reactivity allows the extent
of nucleation ([nanocrystal] = 4.6-56.7 uM) and the size following complete precursor conversion (d = 1.7-6.6 nm) to be con-
trolled. Narrow size distributions (0 = 0.5-2%) are obtained whose spectral linewidths are dominated (73-83%) by the intrinsic
single particle spectral broadening, as observed using spectral hole burning measurements. The intrinsic broadening decreases with
increasing size (FWHM = 320-65 meV, d = 1.6-4.4 nm) that derives from exciton fine structure and exciton-phonon coupling ra-

ther than broadening caused by the size distribution.

INTRODUCTION

Lead selenide (PbSe) nanocrystals have shown several highly
desirable optoelectronic properties including efficient multiple
exciton generation in photovoltaic devices'” and the assembly
of square and honeycomb lattices with topological states and
Dirac cones in their band structure."® These lattices have po-
tential to display unprecedented electrical transport behavior
provided that disorder from the nanocrystal size distribution
can be reduced.” However, it has proven challenging to synthe-
size PbSe nanocrystals from conventional nanocrystal precur-
sors such as tri-n-alkylphosphine selenides, which are relative-
ly unreactive toward lead carboxylate. Low yields of PbSe (<
3%) are typically formed from more reactive secondary phos-
phine impurities in the tri-n-alkylphosphine starting materi-
al.**  More recently, diphenylphosphine selenide,”™
bis(trimethylsilyl)selenide,'" and other additives such as hexa-
decanediol' have been used to boost the conversion reactivity
and improve the yield, but size control, and in particular, a
high-yielding synthesis of PbSe nanocrystals relevant for pho-
tovoltaic cells (d < 3.9 nm, E, > 1.0 eV), is needed.

In order to address the lack of selenium reagents with reac-
tivity appropriate for the synthesis of PbSe, we developed a
library of N,N,N’-trisubstituted selenoureas. The conversion
reactivity of these precursors can be tailored by adjusting their
substitution pattern, as we recently demonstrated using a li-
brary of analogous thioureas.”” This tunable reactivity allows
the rate of solute supply and the concentration of nanocrystals
formed during nucleation to be adjusted'*"” and the final size
following complete precursor conversion to be controlled.
Herein we report optimized precursors and conditions for the
synthesis of PbSe nanocrystals across a broad range of sizes

and at large scale. Narrow size distributions are obtained
whose absorption spectral linewidths are dominated by the
intrinsic single-particle line broadening rather than heteroge-
neous broadening caused by the size distribution. These nar-
row distributions reveal a decreasing single particle spectral
linewidth as the size of the nanocrystal increases.

RESULTS AND DISCUSSION

Di- and trisubstituted selenoureas can be synthesized from
isoselenocyanates, LiAlSeH, NaHSe, (Me:Al),Se, N-
heterocyclic carbenes, carbon diselenide, and Woollins’ Rea-
gent ([PhP(Se)(u-Se)]2)," but these approaches can be compli-
cated because key reagents or intermediates are unstable or
must be prepared in multiple steps. However, a few disubsti-
tuted selenoureas have been prepared in a single step from
alkyl isocyanides, elemental selenium, and primary amines."*
We have greatly expanded this approach to prepare a library of
di- and trisubstituted selenoureas 1-31 in 60-98% yields (Ta-
ble 1). Unlike thioureas, tri- and di- substituted selenoureas
are air-sensitive,” and in some cases slightly light-sensitive,
eventually depositing elemental selenium over several months
if stored under ambient conditions. Selenoureas are therefore
best handled in the absence of air and stored in the dark,
where they are indefinitely stable.

Scheme 1. Synthesis of N,N’-disubstituted and N,N,N’-
trisubstituted selenoureas.
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Table 1. Library of selenoureas.

R! R? R? Yield (%)
1 n-CyHo Pr ‘Pr 94
2 n-CsHy -(CHa)s- 95
3 n-CaHo n-CaHo n-CaHo 97
4 n-CsHy Et Et 94
5 n-CaHo n-CaHo Me 98
6 n-CsHo Allyl Allyl 97
7 n-CsHy Me Me 88
8 n-CsHy —-(CHa)s- 68°
9 n-CsHy 4-MeO-Ph Me 72¢
10 Cy n-Ci2Has H 90P
11 Cy Cy Cy 65
12 Cy Pr ‘Pr 57
13 Cy Pr Et 79
14 Cy Pr Me 90
15 Cy ~(CHa)s- 82
16 Cy n-CsHy n-CsHy 76
17 Cy Et Et 84
18 Cy Et Me 69
19 Cy 2-Me-(CHa)s- 88
20 Cy tetrahydroisoquinolyl 95
21 Cy Allyl Allyl 98
22 Cy Me Me 76*
23 Cy -(CHz)s- 89
24 Cy 4-MeO-Ph Me 71
25 Cy Ph Me 64¢
26 Cy 4-Cl-Ph Me 27¢
27  n-CieHss Pr Me 76
28  n-CisHss Allyl Allyl 63
29  n-CieHss Ph Me 73
30 ‘Bu Me Me 72
31 ‘Bu ~(CHa)s- 68

Reactions performed on 3 mmol scale for 1 hour unless otherwise
noted. * Performed on 6.6 mmol scale. ® Performed on 10 mmol
scale. ¢ 1.5 hour reaction time. ¢ 2 hour reaction time. ¢ 3 hour
reaction time.

Table 2. Conversion of alkyl isoselenocyanates in the pres-
ence of N-methylanilines (entries 1-4) and dialkylamines
(entries 5-6) determined by ’Se NMR spectroscopy.

R! R? R? Time (h) Conv. (%)
1 n-CsHo  4-MeO-Ph Me 1.5 >99
2 n-CsHo Ph Me 2 85
3 n-CsHo 4-Cl-Ph Me 3 80
4 n-CsHs 4-CN-Ph Me 8 <1
5 n-CsHs n-CsHy n-CsHs 0.5 >99
6 Cy Cy Cy 0.5 87

Isocyanides react with elemental selenium at 100 °C in tolu-
ene to produce isoselenocyanates that are trapped by a variety
of nucleophilic amines to form di- and trisubstituted sele-
noureas. Formation of the selenourea is conveniently moni-
tored by 7Se nuclear magnetic resonance (NMR) spectrosco-
py, where the chemical shifts of alkyl isoselenocyanates (8 = -
345--358 ppm)** and selenoureas (§ = 175-290 ppm) are dis-
tinct (Figure S1). In most cases, the isoselenocyanate does not
accumulate and the rate of selenourea formation is limited by
the dissolution of elemental selenium, which typically reaches
completion over the course of one hour if 100 mesh selenium
powder is used. However, less nucleophilic amines are slower
to react and an isoselenocyanate intermediate can be observed.
For example, while n-butylisoselenocyanate reacts quantita-
tively with electron-rich 4-methoxy-N-methylaniline to form
9 within 35 minutes, the analogous reaction with N-
methylaniline proved more sluggish, requiring more than 2
hours to reach completion. Even more electron deficient 4-
cyano-N-methylaniline proved unreactive toward n-
butylisoselenocyanate over 8 hours (Table 2). Sterically bulky
derivatives such as N,N,N’-tricyclohexylselenourea (2) can
also be prepared in good yields provided that the amine trap-
ping agent is sufficiently basic.

Most selenoureas in Table 1 are readily purified by recrystal-
lization and could be structurally characterized using single
crystal X-ray diffraction analysis (Figure S2). These structures
reveal planar nitrogen atoms, an average C-Se bond length of
1.873 A, and an average /~ NCN bond angle of 117.2° (Table
S1). In all cases, a hydrogen atom was identified on the nitro-
gen atom and the C-Se bond length fell within the range typi-
cal of double bonds. Both features support the selone tauto-
mer, as has been observed in other selenoureas.”

While N,N’-disubstituted thioureas are appropriately reac-
tive for PbS nanocrystal synthesis,” analogous N,N’-
disubstituted selenoureas (10) are too reactive, producing mix-
ing limited kinetics upon injection into lead oleate solution at
relatively low temperatures (80 °C). N,N,N’-Trisubstituted
selenoureas provide slower, controllable conversion reactivity
up to 150 °C. Tetrasubstituted selenoureas such as N,N,N’,N’-
tetramethylselenourea, on the other hand, are not reactive
enough to produce soluble PbSe nanocrystals even at relatively
high temperature (150 °C). Thus, much like was observed with
thioureas, increasing the number of substituents decreases the
reactivity toward lead oleate.

PbSe nanocrystals are synthesized by injection of N,N,N’-
trisubstituted selenoureas dissolved in diphenyl ether, di-
glyme, or dibutyl ether into a solution of lead oleate in alkane
or 1l-alkene solvent at 60-150 °C (Figure 1A, S3). The for-
mation of a deep red/brown color occurs 1-50 seconds follow-
ing the injection, the timing of which depends on the sele-
nourea structure. Monitoring the UV-Vis-NIR spectra of ali-
quots taken from the reaction mixture shows an increase in
the concentration of PbSe and an increase in the average
nanocrystal size (Figure S4). Depending on the selenourea
structure and temperature, the reaction reaches completion
and the nanocrystals approach their final size between 30 se-
conds (12) and 3 hours (9) following the injection. Optimiza-
tion of the reaction temperature led to a convenient synthesis
temperature of 100 °C where the conversion reactivity is con
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Figure 1. A) Reaction scheme for the synthesis of PbSe nanocrystals. B) UV-vis-NIR absorption spectra of aliquots removed from
PbSe nanocrystal synthesis reactions at completion using the indicated precursors. C-E) Transmission electron micrographs of PbSe
nanocrystals synthesized from 3, 7, and 8. R = Ci7Hs3; R', R?, R* = alkyl, aryl.

trolled and does not suffer from mixing-limited kinetics.
Reaction temperatures below 100 °C can lead to broader spec-
tral linewidths. A reaction temperature of 100 °C is considera-
bly lower than typically used to prepare PbSe from
trioctylphosphine selenide (150-180 °C)**” and within the
range of temperatures used to synthesize PbSe from secondary
phosphine selenide precursors (80-135°C).>"

The structure of the selenourea reliably dictates the precur-
sor reactivity and the nanocrystal size following complete con-
version. The library of structures allows a wide range of nano-
crystal sizes to be synthesized (d = 1.7-6.6 nm, Amax(1S—1Sh) =
615-2000 nm) with linewidths indicative of a narrow distribu-
tion of sizes (Figures 1B, S5). The full-width at half-maximum
(FWHM) of the 1S.-1Ss transition ranges from 35-350 meV
and decreases with increasing nanocrystal size (Figures 1B,
4A). At larger sizes (d > 3.9 nm, E; < 1.0 eV), these spectral
linewidths are comparable to the best reported literature spec-
tra,”®* but the smaller nanocrystals synthesized using sele-
noureas (d < 3.9 nm, E; > 1.0 eV), including those that have
band gaps relevant for solar cells (E, > 1.2 eV), have much
narrower linewidths than previous reports (Figure 4A). In the
case of more reactive precursors 1 and 11-15, unusually small
nanocrystals were obtained (d = 1.6-2.9 nm, E; = 1.3-2.1 eV)
with spectral linewidths narrower than any previous exam-
ple'30-32

The kinetics of PbSe formation were monitored in situ using
a dip probe to measure the absorbance at A = 400 nm."” At this
wavelength the absorbance does not depend on the nanocrys-
tal size and is proportional to the concentration of crystalline
PbSe units.® Using "H NMR spectroscopy, clean conversion of
the selenourea to the corresponding N-acylurea and oleic acid
co-products is observed (Figure 1A, S6). The kinetics of the
conversion reaction match the formation of PbSe measured
using absorption spectroscopy (Figure S7). Thus, as was con-
cluded in previous studies of PbS,"” CdSe,'* CdS,*” and CdTe,*
the precursor conversion kinetics can be indirectly monitored
by the appearance of the nanocrystal absorption. Example
UV-Vis absorption kinetics are shown in Figure 2B where the

formation of PbSe approaches completion over the course of
several minutes to an hour. Following a short induction period
preceding crystal nucleation (1-50 sec), the evolution of the
absorbance at 400 nm is well-described by a single exponential
function (Figure 2C, S8) from which we extract a rate constant
(kobs, sec™).

By normalizing the k. to the slowest precursor (26), a series
of relative conversion rate constants (k..) are obtained that can
be used to assess the effect of the thiourea structure on the
conversion reactivity (see Methods). For example, increasing
the steric bulk of the substituents increases the k.. over more
than three orders of magnitude (Figure 2C). A similar increase
in reactivity of thioureas with steric bulk suggests that elimina-
tion of lead sulfide and selenide from a chalcogenoureate
complex may be involved in the rate determining step.” It is
interesting to note that pyrrolidine-derived selenoureas are
relatively unreactive compared to di-n-alkyl derivatives. We
attribute the decreased reactivity to the more acute C-N-C
substituent bond angle of the five-membered pyrrolidine ring
(23, Figure S2L), which lowers its steric encumbrance. Con-
sistent with this hypothesis, the analogous selenourea derived
from piperidine (15, Figure S2D) has a wider C-N-C angle
within the ring and converts at a faster rate. Aryl-substituted
selenoureas (24-26, 9) react an order of magnitude more
slowly than their alkyl analogues (18, 22). Similarly, N,N,N’-
trisubstituted thioureas with aryl substituents are less reactive
toward cadmium oleate than the aliphatic analogues.” Howev-
er, aryl substituents increase the reactivity of N,N’-
disubstituted thioureas toward lead oleate, where deprotona-
tion or nucleophilic attack at the central carbon are thought to
limit the rate of conversion.”” On the other hand, the greater
reactivity of electron-rich and bulky N,N,N’-trisubstituted
selenoureas suggests that the conversion may be limited by
unimolecular elimination of the metal chalcogenide.

Following the nucleation mass balance described by
Sugimoto,” the number of nanocrystals produced by nuclea-
tion (ns, L) is determined by the solute supply rate (Q,, mol
L' s") and the nucleus growth rate (vn, nm® L' s™), where V,
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Figure 2. A) Kinetic studies of PbSe formation from the reaction of lead oleate and selenoureas at 60-120 °C. B) Kinetics of PbSe
formation as measured in situ by the absorbance at A = 400 nm. C) Effect of structural changes on the relative single exponential
rate constants (k./(12) to k.(8), e.g., kr1(24) = k(24)/k(26)) of selenourea conversion. The wide range of reactivity requires that ki-
netics are measured at multiple temperatures. To account for the temperature dependence of the conversion rate constant, 16 and
22-24 were measured at two temperatures, and the change in rate constant was used to normalize the relative rate constants of the
respective temperatures (e.g. k-.(8) = [k(8)""°/k(24)"°] x [k(24)"*"/k(26)'*"“]. D) Nanocrystal concentration versus rate constant
(kobs) of PbSe formation at 80 ° for 3, 5, 18, 19, and 22. Reported k values are averages of three trials.

is the molar volume (nm’® mol™) of a PbSe crystal monomer
(Eq. 1).
QDVm

Un

ny = (D

Consistent with this theory and previous studies of AgCL"
AgBr,"* CdSe,'*” CdS,"” and PbS,” we find that faster sele-
nourea conversion kinetics result in larger nr and smaller final
nanocrystal sizes. This correlation is caused by changes to the
extent of nucleation and is not affected by Ostwald ripening,
which is negligibly slow under our conditions (Figure S9). The
kobs values extracted from PbSe formation kinetics are plotted
versus the resultant nanocrystal concentrations in Figure 2D,
where a linear correlation between the conversion reactivity
and the nanocrystal concentration can be observed. From the
slope of the plot we extract a nucleus growth rate v,, of 0.94
PbSe units/sec according to Eq. 1. Using this growth rate and
the size distributions extracted below, we estimate the length
of the nucleation period to be on the order of 3-16 seconds.

The library of conversion reactivity also allows the reaction
temperature and precursor to be independently optimized to
obtain a desired result. For example, by choosing the appro-
priate precursor, mixing-limited kinetics during the injection

are avoided at large reaction scales (1-5 grams) (Figures 3B,
S10, 11). This allowed us to develop a large scale synthesis of
nanocrystals with a band gap appropriate for the fabrication of
photovoltaic devices (Jmax(1Se—1Sk) = 985-1015 nm). Moreover,
low-boiling solvents (b.p.(1-octene) = 122 °C; b.p.(Bu.O) =
142 °C; b.p.(diglyme) = 162 °C, respectively) can be chosen
that are then easily distilled from the crude nanocrystal prod-
uct, facilitating the isolation process on large scale. Complete
conversion of the starting materials leaves a final reaction mix-
ture whose composition is defined by the starting ratios of
reactants, thereby allowing a standard purification procedure
to be developed that reproducibly produces nanocrystals with
a known ligand coverage (Table S2, Figure S12). Optimized
isolation procedures that provide reproducible chemical com-
positions are especially important in light of the reversible
surface passivation provided by metal carboxylates, which
bind the nanocrystal and influences the photoexcited carrier
recombination.’*

The size distribution of colloidal nanocrystals is often esti-
mated by analyzing the spectral linewidth of the first optical
transition. However, this analysis typically assumes the intrin-
sic linewidth of a single size is much lower than broadening
caused by the size distribution.””** Recent measurements
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suggest that exciton-phonon coupling, spectral diffusion, and
exciton fine structure can account for more than 50% of the
room temperature ensemble linewidth in highly monodisperse
samples, which is at odds with the aforementioned assump-
tion.”*" Moreover, photoluminescence correlation measure-
ments on CdSe quantum dots* and the absorption spectra of
atomically precise CdSe clusters*” show a decreasing intrinsic
linewidth as the size increases. Thus, in samples of colloidal
crystals with narrow size distributions the spectral linewidth of
the ensemble depends on both the intrinsic linewidth of single
particles, the particle size, and the size distribution.
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Figure 3. A) Nanocrystal extinction spectrum for an ensemble
with E; = 1.2 eV (dashed black line) and the spectra of the laser
pulses used for photoexcitation. B) Transient spectra recorded at ¢
= 2 ns as a function of photon energy. C) Transient spectra as a
function of photon energy, offset to account for changes in the
ground state bleach minima.

Given the narrow size distributions evident from the sharp
spectral features in Figure 1B, we sought to estimate the single-
particle spectral linewidth using transient spectral hole burn-
ing measurements.” Wavelength-tunable excitation pulses
that are narrower than the 1S.~1Ss linewidth of our samples
(5-40 meV versus 65-320 meV) were used to selectively excite
a fraction of the ensemble. Following pump-probe delay times
(t = 2 ns) that are much longer than multiexciton lifetimes, we

measure induced changes in the absorption spectrum (DA) as
a function of the pump wavelength. Typical transient absorp-
tion (TA) spectra for an ensemble with E; = 1.2 eV are plotted
in Figure 3. As the excitation pulse is tuned from the tail of the
1S.~1Sn absorption, where only the largest nanocrystals ab-
sorb, to higher energies, we observe a corresponding shift in
the minimum of the ground state bleach signal (Figure 3B).
After accounting for this shift (Figure 3C) and the finite spec-
tral width of the excitation pulses (see Methods),” we decon-
volute the transient absorption spectrum to determine the
average single particle transient absorption linewidth. In all
cases, this width is 17-27% narrower than that of the ensemble
excited far above the band edge. We therefore estimate that the
average single particle linewidth of the 1S.~1S transition in
the steady state absorption spectrum is 73-83% of the ensem-
ble linewidth and conclude that the broadening due to the size
distribution accounts for the remaining 17-27%.

Using the percent narrowing measured with TA, we calcu-
late the intrinsic absorption linewidths of single sizes and plot
them next to the ensemble linewidths in Figure 4A (see also:
Figure S13). A recent measurement of the intrinsic average
single particle linewidth (1S.-1Sn = 1.1 eV, FWHM = 85 meV)
of a single size are in good agreement with our measure-
ments.** A significant decrease in the broadening is evident as
the size of the nanocrystal increases. The broadening derives
from two affects: fine structure in the electronic states that
contribute to the 1S.-1S, band and exciton phonon-coupling.
Tight binding calculations on a series of particle sizes indicate
that broadening caused by fine structure is size dependent may
account for roughly half the observed broadening in Figure 4.%
The remainder can be attributed to thermal broadening such
as exciton phonon coupling, which is predicted to be stronger
in small nanocrystals, although some disagreement exists over
the magnitude of its size dependence.*® Regardless of the
source of the intrinsic spectral broadening, the data clearly
show that the broadening caused by the size distribution is
minor across the wide range of sizes accessible with the sele-
nourea library.

Mechanistic studies of nanocrystal growth often use the
spectral linewidth to argue for or against a particular growth
mechanism: e.g. spectral broadening with increasing size is
signature of Ostwald ripening, while spectral narrowing is
signature of size distribution focusing. However, the size de-
pendence of the single particle linewidth evident in Figure 4
and in other studies®* must be considered in order to correct-
ly extract the size distribution. In particular, the numerous
claims of size distribution focusing should be reevaluated in
light of our finding as well as related work on CdSe and PbS
nanocrystals.”” In the present case, the spectral linewidth is
mostly a consequence of the intrinsic broadening of a single
size and is not significantly influenced by the size distribution.
Indeed, our estimate indicates that the relative standard devia-
tion in the nanocrystal diameter is 0.5-2% for all samples
studied here, corresponding to total distributions in the for-
mula of 3-15 PbSe units, assuming a spherical particle shape.
These distributions are vanishingly small and unlikely to in-
duce significant differences in the relative growth rates within
the size distribution.”
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CONCLUSIONS

We report a library of N,N,N’-trisubstituted selenoureas
whose conversion kinetics to PbSe nanocrystals can be finely
controlled by adjusting their substitution pattern. The nano-
crystal concentration, and therefore the final nanocrystal size
following complete precursor conversion, is readily tuned by
the conversion reactivity. These precursors provide a conven-
ient synthesis of PbSe nanocrystals on large reaction scales
whose spectral features are exceptionally narrow and dominat-
ed by single-particle spectral broadening rather than the size
distribution. This is especially valuable at small sizes where it
has proven difficult to access PbSe nanocrystals whose band
gap is appropriate for solar photovoltaic devices.

EXPERIMENTAL SECTION

General Methods. All manipulations were performed using
standard air-free techniques on a Schlenk line under argon
atmosphere or in a nitrogen-filled glovebox unless otherwise
indicated.

Chemicals. Acetonitrile (299.5%), hexane (mixture of iso-
mers, 298.5%), isopropanol (=99.5%), methanol (=99.8%), and
toluene (299.5%) were obtained from Aldrich and used with-
out further purification. Tetrachloroethylene (anhydrous,
299%), tetrahydrofuran (anhydrous, >299.9%, inhibitor-free),
methyl acetate (99.5%, anhydrous), decane (anhydrous,
299%), dibutyl ether (anhydrous, 99.3%), diethylene glycol
dimethyl ether (“diglyme,” anhydrous, 99.5%) were obtained
from Aldrich, transferred to a glovebox, shaken with activated
alumina, filtered, and stored over activated 3A molecular

sieves for 24 h prior to use. Toluene (299.5), dichloromethane
(299.5%, contains 40-150 ppm amylene as stabilizer), and
diethyl ether (=99.9%, inhibitor-free) were obtained from Al-
drich, degassed, dried in a column packed with activated alu-
mina, and stored in a glovebox over activated 3A molecular
sieves for 24 h prior to use. Pentane (298%) was obtained from
Fisher Chemical, degassed, dried in a column packed with
activated alumina, and stored in a glovebox over activated 3A
molecular sieves for 24 h prior to use. Diphenyl ether (299%),
hexadecane (99%), and n-octane (=99%) were obtained from
Aldrich, stirred with calcium hydride overnight, distilled and
stored in a glove box over activated 3A molecular sieves for 24
h prior to use. 1-octene (99%) was obtained from Acros Or-
ganics, stirred with calcium hydride overnight, distilled and
stored in a glove box over activated 3A molecular sieves for 24
h prior to use. Benzene-ds (d, 99.5%), chloroform-d (d, 99.8%),
dichloromethane-d. (d, 99.8%), tetrahydrofuran-ds (d, 99.5%),
and toluene-ds (d, 99.5%) were obtained from Cambridge Iso-
tope Laboratories and stored in a glovebox over activated 3A
molecular sieves for 24 h prior to use.

Diisopropylamine (299.5%), dibutylamine (299.5%), di-
ethylamine (=99.5%), pyrrolidine (299.5%, purified by distilla-
tion), piperidine (299.5%, purified by distillation), N-n-
butylmethylamine (96%), diallylamine (99%), dimethylamine
(2.0 M in tetrahydrofuran), Dicyclohexylamine (99%), N-
ethylisopropylamine (98%), N-isopropylmethylamine (98%),
N-ethylmethylamine (97%), 1,2,3,4-tetrahydroisoquinoline
(95%), 4-chloro-N-methylaniline (97%), and N-methylaniline
(98%) were obtained from Aldrich, stirred with calcium hy-
dride overnight, distilled and stored in a glove box. 2-
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methylpyrrolidine (98%) was obtained from Acros Organics,
stirred with calcium hydride overnight, distilled and stored in
a glove box. 4-methoxy-N-methylaniline (98%) was obtained
from Combi-Blocks, stirred with calcium hydride overnight,
distilled and stored in a glove box. Dimethyl terephthalate
(299%), tris(dimethylamino)methane (97%), 4-
(methylamino)benzonitrile (97%), and triethylamine (299%)
were obtained from Aldrich and used without further purifica-
tion. Selenium (100 mesh, 99.99%) and phosphorus(V) ox-
ychloride (99%) were obtained from Aldrich and used without
further purification. Lead(II) oxide (99.999+%) was obtained
from Strem or Alfa Aesar and used without further purifica-
tion. Cyclohexyl isocyanide (99%), n-butyl isocyanide (98+%),
and tert-butyl isocyanide (97%) were obtained from Acros
Organics, degassed by the freeze-pump-thaw method, and
stored in a glovebox. Trifluoroacetic acid (99%) and trifluoro-
acetic anhydride (99%) were obtained from Aldrich and used
without further purification. N-n-hexadecylformamide (97%)
was obtained from Alfa Aesar and used without further purifi-
cation. Oleic acid (99%) was obtained from Aldrich or Alfa
Aesar, stored in a -20 °C freezer, and used without further
purification.

Instrumentation. UV-Vis-NIR spectra were obtained using
a Perkin-Elmer Lambda 950 spectrophotometer equipped with
deuterium and halogen lamps and either a PbS or InGaAs
detector. Samples for UV-Vis-NIR and photoluminescence
spectroscopies were dissolved in tetrachloroethylene. A back-
ground spectrum was obtained of the same solvent mixture
and concentration as the sample to be analyzed. Infrared pho-
toluminescence measurements were conducted using excita-
tion from a 6-picosecond supercontinuum laser. After spectral
filtering, the excitation light (590 + 10 nm, < 25 nJ cm™ per
pulse) was focused onto a dilute solution of nanocrystals. The
emission was collected using reflective optics, dispersed by a
1/3-meter spectrometer, and detected with an InGaAs photo-
diode and lock-in amplifier. The grating angle was scanned to
acquire spectra. All spectra were corrected for grating and
detector efficiency, and the measurements were conducted
under inert atmosphere with weak excitation and stirring to
prevent experimental artifacts due to oxidation, multiple exci-
tation, and photo-charging.

NMR spectroscopy was performed on Bruker 300, 400, and
500 MHz spectrometers. ’Se NMR spectra were referenced to
diphenyl diselenide in benzene-ds (464.10 ppm™), which was
sealed inside a glass capillary and placed inside the NMR tube.
Single crystal XRD analysis was performed on either an Ag-
ilent SuperNova SCXRD or a Bruker Apex II diffractometer.
Powder XRD analysis was performed on a Scintag X-ray dif-
fractometer. Transmission electron microscopy (TEM) was
performed on either a JEOL JEM-100CX or a JEOL 2100 TEM.

Kinetics experiments were carried out under nitrogen at 9
mM in selenourea according to Hendricks et al.”* Kinetics
experiments were monitored at 400 nm using a PerkinElmer
316SS dip probe (2 mm path length) attached to a Perkin-
Elmer Lambda 650 spectrophotometer equipped with deuteri-
um and halogen lamps.

Transient spectral hole burning experiments were per-
formed using a commercial amplified Ti:sapphire laser system
(SpectraPhysics) operating at a repetition rate of 1 kHz. Reso-
nant excitation pulses were generated by a collinear optical

parametric amplifier (LightConversion) and the spectrum of
each pulse was measured using a fiber coupled commercial
miniature spectrometer (Ocean Optics NIRQuest). Near-
infrared supercontinuum probe light was generated using a
sapphire plate. Cross-polarized pump and probe beams were
used to reject the scattered pump light. Transient spectra were
recorded on a shot-by-shot basis using a pair of fiber coupled
InGaAs (infrared) diode arrays (Ultrafast Systems). The exci-
tation fluence in each measurement was approximately 100
w/cm?’.

Precursor synthesis. Lead oleate was prepared from lead
trifluoroacetate according to Hendricks et al.”® on 134 mmol
scale. It is important to use high-purity, yellow lead(II) oxide
in this reaction. n-Hexadecyl isocyanide was prepared accord-
ing to Hoertz et al® at 40 mmol scale. N,N,N-N’-
tetramethylselenourea was prepared according to Kantlehner,
Hauber, and Vettel.”

Synthesis of selenoureas 1-31. In a glovebox, selenium (3.0
mmol), amine (3.0 mmol), isocyanide (3.0 mmol), and toluene
(to a total volume of 3 mL) are sealed under nitrogen and the
mixture stirred in an oil bath heated to 100 °C for 1 h. During
this time nearly all of the selenium is consumed and the reac-
tion mixture becomes colorless to yellow. The vessel is then
transferred to a glovebox and, mixture is passed through a
syringe filter (PTFE, 0.2 um), and the volatiles are removed
under vacuum. Solid selenoureas are recrystallized using sol-
vents indicated in the Supplementary Information, isolated by
filtration using a glass fritted funnel, and dried under vacuum
for >3 h. Liquid and low-melting solid selenoureas area placed
under vacuum for 24 h with stirring. Isolated selenoureas are
stored at —-40 °C in a glove box freezer where they are indefi-
nitely stable. All reactions were performed at a 3.0 mmol scale
unless otherwise noted, but can be run at 25 times the scale
and twice the above concentrations without significantly im-
pacting the results.

Example selenourea  synthesis: N,N-dibutyl-N’-
cyclohexylselenourea (16). N,N-dibutyl-N’-
cyclohexylselenourea is prepared according to the general
procedure from dibutylamine (387.7 mg, 3.00 mmol), seleni-
um (236.9 mg, 3.00 mmol), and cyclohexyl isocyanide (327.5
mg, 3.00 mmol) in toluene (2.6 mL). The filtrate is recrystal-
lized by concentration of a saturated solution in toluene under
reduced pressure. The solid is isolated by suction filtration on
a fritted glass funnel, washed with pentane (3 x 4 mL), and
dried under vacuum for >3 h. White solid. Yield: 727.2 mg
(76.4%).

Example selenourea synthesis: N’-cyclohexyl-N-ethyl-N-
methylselenourea (18). N'-cyclohexyl-N-ethyl-N-
methylselenourea was prepared according to the general pro-
cedure from N-ethylmethylamine (177.3 mg, 3.00 mmol),
selenium (236.9 mg, 3.00 mL), and cyclohexyl isocyanide
(327.5 mg, 3.00 mmol) in toluene (2.6 mL). Pentane (6 mL) is
added to the filtrate to induce crystallization, and then the
mixture is cooled in a —40 °C freezer for > 2 hours. Following
this period, the crystals are isolated by suction filtration on a
fritted glass funnel, washed with pentane (3 x 4 mL), and dried
under vacuum >3 h. Pale yellow crystals. Yield: 0.5106 g
(68.8%).



Example selenourea synthesis: N,N-diallyl-N’-
butylselenourea (6). N,N-diallyl-N’-butylselenourea was pre-
pared according to the general procedure from diallylamine
(291.5 mg, 3.00 mmol), selenium (236.9 mg, 3.00 mmol), and
butyl isocyanide (249.4 mg, 3.00 mmol) in toluene (2.6 mL).
Pale yellow, nearly colorless oil. Yield: 757.2 mg (97.4%).

Synthesis of PbSe nanocrystals for absorbance and photo-
luminescence spectroscopies. In a glove box, lead oleate
(231.0 mg, 0.30 mmol, 1.5 equiv) and 1-octene (9.5 mL) are
added to a 40 mL scintillation vial equipped with a stir bar that
is then sealed with a rubber septum. The selenourea (0.20
mmol) and diglyme (0.5 mL) are added to a 4 mL scintillation
vial and sealed with a rubber septum. Both vials are removed
from the glove box, the septa pierced with argon inlet needles,
and placed in oil baths at 100 °C. After reaching thermal equi-
librium (15 minutes), the selenourea solution is injected into
the lead oleate solution. An aliquot (100 pL) is removed at the
desired time and dissolved in tetrachloroethylene (6 mL) for
absorbance spectroscopy. For photoluminescence measure-
ments, the reaction mixture is transferred via syringe into a
Schlenk flask under argon, brought into a glove box, and dilut-
ed in tetrachloroethylene to an absorbance of 0.1-0.3 at the
1Se-1Sh maximum.

Large-scale synthesis of 2.7 nm PbSe nanocrystals. In a
glove box, lead oleate (2.657 g, 3.45 mmol, 1.5 equiv) and 1-
octene (54.6 mL) are added to a 100 mL 3-neck round bottom
flask equipped with a stir bar, that is then sealed with two rub-
ber septa and an air-free vacuum adapter. In a 20 mL scintilla-
tion vial, N,N-dibutyl-N’-cyclohexylselenourea (0.730 g, 2.30
mmol) and dibutyl ether (2.9 mL) are mixed and the vial
sealed with a rubber septum. Both vessels are transferred to a
Schlenk line where they are placed under nitrogen and
brought to 100 °C in an oil bath. Once the temperature is sta-
ble, the solution of selenourea is quickly injected into the clear
colorless solution of lead oleate via a syringe equipped with a
wide gauge needle. The reaction is allowed to run for 10
minutes before the flask is removed from the oil bath and al-
lowed to cool to room temperature. The septa are then re-
placed with glass stoppers under positive argon flow and the
volatiles removed under vacuum. After three hours, the flask is
sealed and transferred to a nitrogen-filled glovebox. The dark
residue is dissolved in 12 mL of a 1:1 pentane/toluene mixture.
50 mL of methyl acetate are added to precipitate the nanocrys-
tals and the mixture is centrifuged (7000 rpm, 10 min), giving
a clear, pale brown supernatant. The dark residue remaining is
dissolved in 12 mL of a 1:1 pentane/toluene mixture, precipi-
tated with 50 mL of methyl acetate, and centrifuged (7000
rpm, 10 min). This process is repeated three more times (five
precipitations in total), and then the nanocrystal solution is
dried under vacuum for > 6 hours. The nanocrystal solid is
dissolved in benzene-ds or toluene-ds for analysis with UV -vis-
NIR and NMR spectroscopies. Yield: 83-97%, based on empir-
ical formulas of (PbSe)(Pb(oleate).). determined spectroscopi-
cally. Commercially available anhydrous octane (b.p. = 125-
126°C) may also be used in place of 1-octene.

Large-scale synthesis of 5.1 nm PbSe nanocrystals. In a
glove box, lead oleate (10.497 g, 13.63 mmol, 1.2 equiv) and 1-
octene (146 mL) are added to a 250 mL 3-neck round bottom
flask equipped with a stir bar, that is then sealed with two rub-
ber septa and an air-free vacuum adapter. To a 20 mL scintilla-

tion vial, N,N-diallyl-N’-butylselenourea (2.945 g, 11.36
mmol) and diglyme (5 mL), were added and the vial sealed
with a rubber septum. Both vessels are transferred to a Schlenk
line where they are placed under nitrogen and brought to 100
°C in an oil bath. Once the temperature is stable, the solution
of selenourea is quickly injected into the clear colorless solu-
tion of lead oleate. The reaction is stirred for 120 minutes be-
fore the flask is removed from the oil bath and allowed to cool
to room temperature. The septa are then replaced with glass
stoppers under positive argon flow and the volatiles removed
under vacuum. After two hours, the flask is placed under ar-
gon and the glass stoppers replaced with rubber septa. 50 mL
of pentane is then added via cannula, and the dark slurry was
transferred via cannula to a Teflon-sealable Schlenk flask and
taken into a nitrogen glovebox. 70 mL of methyl acetate was
added and the mixture was centrifuged (7000 rpm, 10 min.),
giving a clear, pale brown supernatant. The dark residue re-
maining was dissolved in 65 mL of a 1:1 pentane/toluene mix-
ture, precipitated with 135 mL of methyl acetate, and centri-
fuged (7000 rpm, 10 min.). The process of precipitation, cen-
trifugation, and redissolution was repeated three more times.
The nanocrystal solution was then dried under vacuum for 24
hours and the solid dissolved in a mixture of tetrachloroeth-
ylene and benzene-ds or toluene-ds for analysis with UV-vis-
NIR and NMR spectroscopies. Commercially available anhy-
drous octane (b.p. = 125-126°C) may also be used in place of 1-
octene.

Rate of Ostwald ripening experiment. Ostwald ripening
was determined to be negligibly slow by following the same
procedure described for the synthesis of PbSe nanocrystals
for absorbance and photoluminescence spectroscopies. N,N-
diallyl-N’-butylselenourea was injected into the lead oleate
solution at 100 °C. Aliquots (200 uL) were removed at 2 hours,
5 hours, and 8 hours after injection and dissolved in tetrachlo-
roethylene (6 mL) for absorbance spectroscopy.

Determination of oleate, PbSe, and nanocrystal concen-
trations. The concentrations of oleate, PbSe, and nanocrystals
were determined by a combination of '"H NMR and UV-Vis-
NIR absorption spectroscopies. Purified nanocrystals are thor-
oughly dried under vacuum and dissolved in benzene-ds or
toluene-ds. Dimethyl terephthalate (DMT) dissolved in ben-
zene-ds or toluene-ds (100 pL, 50.1 mM) was added to a
known volume of the nanocrystal stock solution and its aro-
matic resonances used as an internal standard for 'H NMR
spectroscopy. The concentration of ligands was determined
relative to the DMT internal standard by integrating the ligand
vinyl and DMT aryl resonances and normalizing for the num-
ber of hydrogens, respectively (2:4). '"H NMR spectra were
acquired with sufficient relaxation delay to allow complete
relaxation between pulses (T1(oleate vinyl) = 1.0 s; T1(DMT
aryl) = 12.0 s; 5x T1 = 60 s). See Figure S12 for an example 'H
NMR spectrum of isolated PbSe nanocrystals. The molar con-
centration of PbSe in these stock solutions was determined by
diluting 10-50 pL to a known volume with tetrachloroethylene
and measuring the absorbance at A = 400 nm. At this wave-
length, the extinction coefficient is independent of size.?

Determination of the number of ligands per nanocrystal
and PbSe units per nanocrystal. The wavelength of the lowest
energy absorption maximum was used to determine the aver-
age nanocrystal diameter.”” Assuming the nanocrystals have a
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spherical shape and the molar volume of bulk PbSe, the num-
ber of PbSe units per nanocrystal was calculated from the
nanocrystal diameter. The concentration of nanocrystals, the
ratio of ligands per nanocrystal, and the ligand surface density
were calculated from the number of PbSe units per nanocrys-
tal, the molar concentration of PbSe, and ligands in the stock
solution.

Estimation of single-particle linewidths. To estimate the
linewidths of the nanocrystal electronic transitions, we use a
modified version of the transient spectral hole burning exper-
iments described in Norris et al.*® Briefly, features in the t = 2
ns transient absorption spectra are fit using a negative ampli-
tude Gaussian function bordered by two positive amplitude
Gaussian functions. The positive functions account for spec-
tral shifts associated with the excited state of the quantum dot
(also known as the biexciton effect).****” A linear baseline was
used to account for the background photoinduced absorption
signals. A typical spectral decomposition is shown in Figure
S14. In all cases, the linewidth of the transition is taken to be
the width of the negative Gaussian signal component (with
variance 62, cured)-

We account for the finite width of the laser pulse spectrum
using by fitting it to a Gaussian lineshape (whose variance is
0%ser). Deconvolution is used to obtain the corrected lin-
ewidths (with variance of 0, 4,;c.) as a function of excitation
energy:

2 — .2 2
Omeasured = Olaser + Jparticle

The finite bandwidth of the laser pulse minimally affects the
measured linewidth. For the sample with E; = 1.2 eV shown in
the main text, the measured and deconvoluted linewidths dif-
fer by only 5%. This is a typical value for the range of samples
reported here (2-7% difference). The high excitation energy
ensemble linewidth is independent of the laser pulse spectrum
since the spectrum is featureless and absorbs roughly equally
over the excitation pulse width in that spectral region. As such,
no deconvolution of the laser lineshape is used to determine
the ensemble widths (extracted using the Gaussian fitting pro-
cedure described above).

The 1S.-1Ss transition is fit to a Gaussian function on an eV
scale. The resulting ¢ (width) parameter is multiplied by the
percent narrowing obtained from spectral hole burning meas-
urements, giving the homogeneous linewidth c,. The inhomo-
geneous broadening is expressed as ¢ — ¢, (in eV) and plotted
in Figure 4 in the main text.

Estimation of relative standard deviation (%RSD). The
absorption spectrum is converted to nanocrystal diameter
according to Dai et al.”:

d = (A-143.75)/281.25

where d is the nanocrystal diameter in nanometers. The 1S.-
1S, transition within this plot is fit to a Gaussian function and
from which ¢ is multiplied by the percent narrowing obtained
from spectral hole burning measurements, giving the single-
particle linewidth ¢, (in nm). These parameters are used to
obtain a relative (%) standard deviation in diameter:

c—c¢
%RSD=T

where d is the average nanocrystal diameter. d is also convert-
ed to a number of PbSe formula units per nanocrystal at each
point:
VieZ wd3Z
Mppse =, =
Vyc  6Vyc

where npps, is the average number of PbSe formula units per
nanocrystal, Vy. is the average nanocrystal volume in nm’
(assuming sphericity), Z is the number of PbSe formula units
per unit cell (Z = 4 for rock salt PbSe), and V. is the volume
of the PbSe unit cell (0.0584925 nm*). The ¢ parameter ex-
tracted from Gaussian fit on this axis is multiplied by 1 minus
the percent narrowing obtained from spectral hole burning
measurements, giving the homogeneous linewidth ¢ in terms
of nppge. The inhomogeneous broadening is again expressed
as ¢ — ¢y, giving the standard deviation in npyg,. These values
are plotted in Figures 4B and 4C in the main text.
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