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Synopsis Quartz- and Sapphire-based, high-resolution, double-bounce monochromators for RIXS 

spectroscopy at the Ir L3 absorption edge are tested. In room temperature operation it is found, that 

Quartz is substantially distorted by even small amounts of incident power, making it unsuitable for this 

application, while Sapphire and Silicon were reasonably unaffected.   

Abstract In the context of a novel, high-resolution resonant inelastic x-ray scattering (RIXS) 

spectrometer, a flat-crystal-based Quartz analyzer system has recently been demonstrated to provide an 

unprecedented, intrinsic energy-resolution of 3.9 meV at the Ir L3 absorption edge (11.215 keV) [1]. 

However, the overall instrument resolution was limited to 9.7 meV, due to the only available high-

resolution monochromator, namely 4-bounce Si(844) with a 8.9 meV band pass. In order to better match 

the potent resolving power of the novel analyzer with the energy band pass of the incident beam, a 

Quartz(309)- based double-bounce, high-resolution monochromator was designed and implemented, 

expected to yield an overall instrument resolutions of 6.0 meV. The choice of lower-symmetry Quartz 

is very attractive because of its wealth of suitable near-backscattering reflections. It was found, 

however, that in room temperature operation typical levels of incident power, barely affecting the Si 

monochromator, caused substantial thermal distortions in the first crystal of the Quartz monochromator, 

rendering it practically unusable. Finite-element-(FEA) and heat-flow analyses corroborate this finding. 

As a high-flux, lower resolution (15.8 meV) alternative, a 2-bounce Sapphire(078) version was also 

tested, and found to be less affected than Quartz, but noticeably more than Silicon. 
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1. Introduction  

The development of crystal-based high-energy-resolution x-ray optics employing other materials than 

the traditional, “ideal crystal” Silicon has received much attention in the last few years [2]. For resonant 

techniques such as RIXS, where the incident energy is predetermined by the selected absorption edge,  

lower-symmetry crystals such as trigonal Quartz and Sapphire offer many more highly-resolving, near-

back scattering Bragg reflections than the higher-symmetry cubic zinc blende crystals, such as Si, Ge 

and the III-V semiconductors. In addition, near-perfect single-crystal Quartz in large sizes is now 

available commercially [3] [4] [5] [6] [7]. RIXS in particular is striving for energy-resolutions in the 

sub-10meV regime [8]. In this regard, a flat-crystal-based Quartz(309) analyzer system was recently 

demonstrated, with an intrinsic energy resolution of 3.9 meV at the Ir L3 absorption edge (11.215 keV) 

[1]. This is unprecedented for a RIXS analyzer. However, the overall resolution of the entire RIXS 

spectrometer was only 9.7 meV, primarily limited by the only available choice of high-resolution 

monochromator, namely a 4-bounce Si(844) with a band pass of 8.9 meV. Thanks to the availability of 

a suitable near-backscattering reflections, a 2-bounce monochromator with symmetric Quartz(309) 

crystals could be devised. The expected band pass was 4.6 meV, which would result in an overall energy 

resolution of 6.0 meV, a much better match to the analyzer resolution. No Si reflection exists that can 

deliver the same resolution in a 2-bounce setting. However, in room temperature operation it became 

evident that thermal distortions of the first Quartz crystal due to typical levels of incident power, which 

barely affect Si monochromators, were so severe that ultimately no exit beam with usable intensity and 

energy resolution could be generated. These experimental findings were subsequently confirmed by 

finite-element analysis (FEA) and thermodynamic considerations, leading to the conclusion that the 

thermal conductivity is too poor to allow Quartz x-ray optics to be used in high-power, high-resolution 

applications.  

Using the same instrumentation and experimental conditions, a set of Sapphire(078) crystals were also 

tested, with the aim of providing a higher-flux, lower-resolution alternative with 15.3 meV intrinsic and 

16.4 meV overall resolution. In actual operation, the thermal distortion of the first Sapphire crystal was 

much less severe than in Quartz, but still noticeably more than for Silicon. This finding is intuitively 

consistent considering thermal conductivities of Quartz, Sapphire and Silicon, combined with their 

thermal expansions at room temperature as indicated in Table 1. It should be noted that data on materials 

properties quoted in the literature, especially for Quartz and Sapphire, are widely scattered [9]. Thus, 

calculations performed for this article are more of a qualitative than of a precise quantitative nature.   

 

2. Experimental 
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The present study was conducted at the RIXS beamline 27-ID at the Advanced Photon Source (APS) 

at Argonne National Laboratory. An independent attempt to implement a Quartz-based monochromator 

was also made at beamline P01 at PETRA III at DESY by two of the co-authors of the present study 

(H.Y., H.G.), however, due to irreversible damage to the crystals during testing, experimental data 

gathered are limited. 

At the APS, Undulator radiation at 11.215 keV, originating from two 2.4m-long, 30mm in-line insertion 

devices was incident on a combination of a water-cooled, double-crystal Diamond(111) high-heat-load 

(HHL-) monochromator, succeeded by an in-air or in-He, double-crystal high-resolution 

monochromator. The latter could be equipped with sets of individual Quartz(309), Sapphire(078) or 

Si(844) crystals. HHL- and high-resolution- monochromators were arranged in dispersive 

configuration, as schematically indicated in Fig. 1. The intensity from the HHL- monochromator was 

determined as 3.4–5.1  1013 photons/s using a PIN diode, resulting in an incident power on the first 

crystal of the high-resolution monochromator of 61 to 92 mW. Aluminium filters of varying thickness 

could be inserted between the two devices to attenuate the incident power. The beam footprint on the 

1st crystal was approximately 0.75×1.5 (v×h) mm2 FWHM. 

2.1. Quartz(309) 

Quartz crystals were manufactured from boules of very low-defect-density material, supplied by 

MuRata (formerly Tokyo Denpa). The boules were oriented to the (309) reflection, cut into flat slabs 

~15×20×2 mm3 in size, and polished at the APS. Prior to installation, the Quartz crystals were 

individually characterized at low incident power. The characterization setup is shown in the inset of 

Fig. 2. It employed a sequence of Diamond(111)-Si(844) monochromators, followed by the Quartz 

crystal to be tested, unconstrained on a high-resolution rotation stage. Rocking curves were recorded 

around the Bragg angle of =88.36º and compared with simulated reflectivity curves. Simulations are 

based on two-beam dynamical diffraction theory [10] [11], overlaying reflectivity curves of 

successive optical elements in angle-energy space. In this way, the entire x-ray environment, from 

undulator source to detector, is taken into account. Rocking curves for the two representative Quartz 

crystals together with the simulation are shown in the left panel of Fig. 2. All crystals tested were 

within 10% of the expected FWHM, although tails deviate somewhat from the simulation. Thus the 

crystals were deemed to be of near-ideal quality. 

The Quartz crystals were mounted in the high-resolution monochromator in a strain-free fashion, 

using very weak leaf-springs made from 0.001"-thick steel foil. The absence of mounting strain was 

verified by recording rocking curves of the second crystal at very low incident x-ray intensity, which 

exhibited widths fully consistent with the previous characterization and simulations. The device was 

then subjected to the full beam from the HHL monochromator (~4  1013 photons/s). Measured 

rocking curves were almost 20-times wider than simulations, as shown in the inset of Fig. 3. It is 
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assumed that the second crystal is not subject to a significant beam intensity, since the ratio of 

reflected and incident intensities at the first crystal can at most be as large as the ratio of high-

resolution- and HHL monochromator band passes (4.6 / ~800 = 610-3). Consequently, the observed 

rocking curve broadening was considered a measure of severe thermal strain in the first crystal. In the 

next step, the incident intensity was successively reduced by inserting aluminum filters, while rocking 

curves were recorded at each point. Results are shown in Fig. 3 for two environments, namely in-air 

and gently flowing, room-temperature He-gas. Here, the broadening relative to the simulated width 

(reference) is graphed as a function of filter transmission. Remarkably, the incident intensity had to be 

reduced by almost 3 orders of magnitude, before an acceptable width was attained. At that point, the 

intensity of the high-resolution beam emitted from the second crystal was too low to be of practical 

use for the very photon-hungry RIXS technique. Also noteworthy is that an expected cooling effect 

from the He environment did not improve the reflection width. 

2.2. Sapphire(078) 

Sapphire crystals were made in co-operation with Rubicon Technology, Inc. Boules of low-defect-

density material were oriented to the (078) reflection. Oriented boules were then cut into 3"-diameter, 

2mm-thick wafers and polished. Flat slabs ~10×15×2 mm3 in size were wire-cut from these wafers 

and then annealed at 1200°C for 24 h. As for the Quartz crystals, prior to installation, the Sapphire 

crystals were individually characterized at low incident power, using the setup shown in the inset of 

Fig. 2. Rocking curves were recorded around the Bragg angle of θ=87.22º and compared with 

simulated reflectivity curves. Results are shown in the right panel of Fig. 2. Again, all crystals tested 

were within 10% of the expected FWHM, and deemed to be of near-ideal quality. 

The Sapphire crystals were mounted in the high-resolution monochromator, and strain-free conditions 

were verified. Subjecting the device to the full incident beam resulted in far less distortions of the 

crystals than in the case of Quartz, as shown in Fig. 4. The maximum rocking curve broadening is 

now less than 30%, and only a light enhancement of the high-angle tail in the high-load case is 

observed with respect to low-load conditions.  

2.3. Finite-element- (FEA) and heat-flow analysis 

In order to put these measurements into context, numerical Finite-Element-Analysis (FEA) was 

performed for the Quartz case, which fully corroborated the experimental findings. Subsequently, it 

was found that the basic behaviour of the Quartz system could also be captured by an analytical 

thermodynamic model of heat flow in a semi-infinite medium. This model allows to make basic 

predictions for different load conditions and even other crystal materials, such as Sapphire and 

Silicon, based on the maximum temperature rise due to the power deposited into the crystal, its 

thermal conductivity and expansion coefficient. 
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For the FEA analysis, a bulk Quartz crystal with the (309) direction as surface normal was modelled 

using the engineering simulation program ANSYS, v17.2. The anisotropic properties of Quartz 

(thermal conductivity, thermal expansion, and Young’s modulus) were taken into account [12]. 

Heating due to the incident x-ray beam was represented by a volumetric density function with 

Gaussian profiles along the surface, and an exponential decay normal to the surface, commensurate 

with the attenuation length of Quartz at 11.215 keV. As thermal boundary condition, natural 

convection in still air at 22°C was applied to the entire crystal surface. Steady state temperature- and 

strain fields were then calculated for various levels of incident power, ranging from the highest 

intensity estimate (5.1  1013 photons/s = 92 mW) down a list of attenuation values similar to those 

used in measurements. In order to convert the data thus obtained to simulated rocking curves that can 

be compared with measurements, further processing was performed with the symbolic computation 

program Mathematica, v11. The insert in Fig. 5 shows the field of strains normal to the surface at full 

power in the region of the beam footprint.  These strains are directly related to local deviations in 

diffraction plane spacing, d/d, which in turn, by virtue of Bragg's law, result in local deviations of 

the Bragg angle of  = (d/d) tan B . Here B is Bragg angle in the absence of strain. Each point is 

now assigned a weight proportional to the incident power density, multiplied by an additional 

absorption factor to account for the reflected beam’s exit path through the crystal. The resulting 

distribution for full power is also shown in the inset of Fig. 5, displaying an asymmetric shape quite 

reminiscent of the measured rocking curve shown in the inset of Fig. 3. Actual rocking curve widths 

as a function of incident power were obtained by convolution of angular deviation distributions with 

unstrained reflectivity profiles, or estimated from a quadrature of the local deviation distribution and 

the width of the unstrained profile. Rocking curve widths obtained in this way are plotted in Fig. 5 

(green curve), showing that the incident-power dependence and the size of the effect of thermal 

distortions on crystal reflectivity closely matches the measurements performed. 

Additional insights can be gained from thermodynamic considerations, which can help to assess the 

severity of thermal strain in different materials and conditions without the need for FEA simulations. 

The analytical model utilized here is known as “idealized heat spreader” [13]. It consists of solving 

the heat conduction equation in steady state for a simplified case, where heat flows into an isotropic, 

semi-infinite medium only within a finite circular region on its surface. The poor thermal conductivity 

of Quartz indeed allows such treatment for a crystal surface larger than the beam footprint and a 

thickness larger than the attenuation length, consequently surface convective effects are neglected and 

all heat generation is confined to the surface. Temperature profiles obtained are solutions of Laplace’s 

equation, subject to the boundary conditions mentioned above. For a circular heat source of radius (a) 

and power P, applied to a material of isotropic thermal conductivity K, the model leads to a maximum 

temperature rise at the surface of  
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∆𝑇𝑚𝑎𝑥 =
𝑃

𝐾𝜋𝑎
   

With K=Kz ~6.42 W/(m·K) [14] and an applied beam size of a=0.451 mm, the maximum temperature 

rise in Quartz as obtained by FEA analysis and the spreader model are indeed consistent with each 

other, as shown in Fig. 5 by the red and orange dashed curves respectively.  

For comparison to the experimental results plotted in figures 3 and 4, the model yields a relative 

broadening of rocking curves based on the maximum temperature rise of 

∆𝜃2,𝑚𝑎𝑥/∆𝜃2,𝑜 = √1 + 𝑆2  

where 

𝑆 ~ 0.03 
𝑃

𝑎
 ∙

𝛼

𝐾
 ∙  

tan 𝜃𝐵0

𝛿𝜃
 

The first factor combines constants and numerical estimates as explained in the supporting 

information. The second factor depends on beam properties (power P and size a), the third on material 

properties (expansion coefficient  and thermal conductivity K), and finally the last on the selected 

reflection (nominal Bragg angle B0 and reflection width ). This approximation results in values of 

14 and 1.3 for Quartz(309) and Sapphire(078) respectively, very close to the values of 18 and 1.3 

shown in Fig. 3 and 4.  

2.4. Quartz-based monochromator at PETRA III at DESY 

An attempt to implement a Quartz-based, double-crystal, high-resolution monochromator for RIXS 

measurements was independently made at beamline P01 of Petra III at DESY. Here the desired 

absorption edge was Ru L3 at 2.838 keV, and Quartz(1,0,-2) crystals from the same source as above 

were used. Initially, measured rocking curve widths were only mildly distorted (<20% FWHM), 

which can be understood by considering relative broadening of rocking curves based on the maximum 

temperature rise. With an incident power on the Quartz crystals ~10 smaller, the tangent of the Bragg 

angle~5 times smaller and the intrinsic reflection width ~5 times larger, this broadening in the PETRA 

III case is quite negligible. However, at PETRA III over a period of 10 hours there followed non-

reversible damage to the Quartz crystals of as of yet unknown origin, which rendered the 

monochromator unusable. No such behaviour was seen at the APS, where thermal distortions 

vanished as soon as the incident power was removed. 

3. Summary and outlook 

In the present study, an attempt was made to harness the wealth of near-backscattering reflections in 

non-traditional, lower-symmetry crystal materials, such as Quartz and Sapphire, for a double-crystal, 

high-resolution RIXS monochromator at the Ir L3 absorption edge. For Quartz(309) at room 

temperature, thermal distortions were so severe, that ultimately no useful beam could be extracted. 
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This thermal behavior was corroborated by finite-element analysis and is also consistent with 

estimations based on the thermodynamic heat-spreader model. 

There are few options for mitigating these thermal deficiencies in Quartz. Uniform cooling or heating 

of the Quartz crystals near room temperature at any of its surfaces would only exacerbate temperature 

differences at best. Even some profiled heating/cooling solution would have to be very precise: 

alignment well within beam size (<0.1 mm), temperature differences well within 0.01 K within beam 

footprint and any additional strain (from mounting heaters, etc.) well below ~10-7. The crystals could 

be made smaller in order to decrease the thermal thickness. However, the lateral sizes would have to 

be reduced to be comparable to beam footprint, which would imply loss of reflecting area for the 

beam tails, and potentially strained crystal edges coming into the beam footprint. The crystal 

thickness could be reduced, but at values comparable to the attenuation length (~350 µm), it is 

doubtful that the crystal quality would still be sufficient. Another mitigation strategy would be to 

spread the beam power over a larger area on the crystal surfaces, by making the first crystal severely 

asymmetric in the direction of glancing incidence, while reversing the asymmetry with the second 

crystal. However, in this case the angular acceptance of the first crystal is substantially increased, and, 

as a consequence, the overall energy resolution greatly suffers. 

Lastly, an option to consider is to cool both Quartz crystals to cryogenic temperatures near 80 K. Then 

the thermal expansion of Quartz is reduced by half, while its conductivity increases by about 5 times 

[9]. All other parameters remaining unchanged, this would reduce the estimated rocking curve 

broadening from ~14 to ~1.7. For the present purpose, this improvement would still be insufficient, 

but might be appropriate for less demanding applications. 

Altogether, the considerations above lead the authors to believe that Quartz at room temperature is not 

a good choice for x-ray optics, such as high-resolution monochromators, when noticeable amounts of 

power as low as 100 mW are involved. 

In contrast, Sapphire crystals showed only mild distortion under similar power conditions and are a 

much better choice for monochromator applications, although still inferior to Si optics. 
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Figure 1 Dispersive arrangement of high-heat-load and high-resolution monochromators. 

Aluminium filters could be inserted between the two devices to reduce the power on the high-

resolution monochromator.   
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Figure 2  Rocking curves of individual Quartz(309) and Sapphire(078) crystals, recorded at low 

incident power, using the setup shown schematically in the insert. Simulated curves (solid red lines) 

are included for comparison. All crystals tested were within 10% of the expected FWHM, although 

tails deviate somewhat from the simulation. 
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Figure 3 Second crystal rocking curve widths of the high-resolution Quartz monochromator as a 

function of incident intensity relative to the full beam from the high-heat-load monochromator. 

Curves for two environments, in-air and in-He are shown. The inset shows the rocking curve at full 

beam compared to a simulated ideal curve. 
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Figure 4 Second crystal rocking curve widths of the high-resolution Sapphire monochromator as a 

function of incident intensity relative to the full beam from the high-heat-load monochromator. The 

inset shows the rocking curve at full beam compared to a simulated ideal curve. 
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Figure 5 Quartz rocking curve broadening (left axis) estimated by FEA (green) compared to 

measurements in-air (blue). Also plotted are the maximum temperature rise (right axis) calculated by 

FEA (orange) and by spreader model (red). Inset: FEA Volumetric normal strain profile for Quartz at 

full load near the beam center. Asymmetries are due to the anisotropy in both thermal conductivity 

and expansion coefficient. Below, a histogram of the weighted distribution of Bragg angle 

displacements. 
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Table 1 Thermal properties of Quartz, Sapphire and Silicon  

 
Thermal Conductivity [W/(m K)]* Thermal Expansion [10-6/K]* 

 
|| to c-axis  to c-axis || to c-axis  to c-axis 

Quartz [12] 10.7 6.2 7.1 13.2 

Sapphire [15] 23.1 25.2 6.66 5.0 

Silicon [16] 149 2.6 

* at room temperature 
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Supporting information  

S1. Finite Element Analysis  

A 25×25×2 mm3 bulk Quartz (309) crystal was modelled and analysed using ANSYS v17.2. The 

anisotropic properties of Quartz (thermal conductivity, thermal expansion, and Young’s modulus) 

were taken into account[1]. The coordinates were defined so that the illuminated crystal face was the 

x-y plane, z points into the crystal and the c-axis lies in the x-z plane, 18.4° from surface normal (z), as 

shown in fig S1a. The beam intensity and power were modelled as a volumetric density function with 

Gaussian beam profiles for x and y and an exponential absorption decay in z. Incidence angle was 

taken to be normal (from 88.36°), any reflected or transmitted intensity were neglected. The power 

density p and total power P are calculated as: 

𝑝(𝑥, 𝑦, 𝑧) = 𝐴𝑒
−(

𝑥2

2𝜎𝑥
2 + 

𝑦2

2𝜎𝑦
2)

. 𝑒
−(

𝑧
𝑙𝑧

)
, 𝑃 = ∫ 𝑝 𝑑𝑣 =

 

𝑧>0

2𝜋𝐴𝜎𝑥𝜎𝑦𝑙𝑧 

with the following parameters from actual beam profile measurements and attenuation length at 

11.215 keV[2]. 

σx= 1.5mm FWHM/2.35 = 0.6383 mm 

σy= 0.75mm FWHM/2.35 = 0.3191 mm 

lz=0.358 mm 

where the value of A [Wm-3] is adjusted to produce the beam power corresponding to the selected 

attenuation. The volumetric power input was implemented in ANSYS using the Mechanical APDL 

function generator. Natural convection in still air (h=10 Wm-2K-1) at 22°C was applied to the entire 
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crystal surface, temperatures and strains were then recorded in their steady state. To model a strain 

free mounting, the “weak springs” constraint was used in ANSYS, where the unsupported object’s 

rigid body motion resulting from small overall force imbalances is suppressed. The resulting 

“mounting strains” induced near the beam footprint were confirmed to be negligible compared to 

thermal strains even for the lowest power considered. A fine mesh was used for the center area 

(3×1.4×2 mm3 xyz) with an element size of 0.15×0.175×0.0625 mm3. Additional intermediate nodes 

were added when running the simulation to increase accuracy as needed but were not used in data post 

processing. 

Data post-processing for the Finite-Element Model was done in Mathematica, where results for 

Normal Elastic Strain in the z-direction and Temperature distribution within the sample were 

evaluated. Simulated strained rocking curves are obtained from a weighted distribution of Bragg angle 

displacements: the angular change ∆θ [rad] of a volume element at position 𝒓⃗   is directly proportional 

to the local normal strain 𝝐(𝒓⃗ ) [m/m] via 

∆𝜃(𝑟 ) = 𝜖(𝑟 ) tan 𝜃𝐵0 

with 𝜃𝐵0 the unstrained Bragg angle and the local weight proportional to the power density times an 

exponential absorption factor to account for the reflected ray’s exit path through the crystal. Note that 

for significant power loads the thermally strained crystal is not in the dynamical diffraction regime, 

therefore the depth dependence of the weights is approximated according to linear absorption, not to 

the dynamical extinction depth. 

Assuming that thermal distortions only occur in the first crystal while the second crystal is essentially 

unaffected, measured widths of second-crystal rocking curves for practical power loads can be 

simulated by convolution of a broadened first-crystal reflectivity with an ideal second-crystal 

reflectivity. Representing the first-crystal reflectivity by its ideal width δθ plus a broadening  

equal to the RMS value of the angular changes defined above, second-crystal rocking curve widths in 

Gaussian approximation are 

∆𝜃2~√2𝛿𝜃2 + √8𝑙𝑛2 ∆𝜃𝜎

2
 

 

From the angular shift data the weighted mean is calculated as 

𝛥𝜃 =
∑ 𝛥𝜃(𝑟 ) 𝑝(𝑟 ) 𝑒

−𝑧
𝑙𝑧⁄

𝑟 

∑ 𝑝(𝑟 ) 𝑒
−𝑧

𝑙𝑧⁄
𝑟 

≅
2

𝑃
∑𝛥𝜃(𝑟 ) 𝑝(𝑟 ) 𝑒

−𝑧
𝑙𝑧⁄

𝑟 

 

and the (biased) standard deviation is then  

∆𝜃𝜎
2 =

2

𝑃
∑[𝛥𝜃(𝑟 ) − 𝛥𝜃 ]

2
 𝑝(𝑟 ) 𝑒

−𝑧
𝑙𝑧⁄

𝑟 
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The resulting second crystal widths are plotted as the green curve in Fig. 5. 

 

S2. Analytical model  

Crystal Temperature profiles are modelled by an idealized thermal spreader such as those used for 

high power electronic devices. The model consists of [13] a continuous, circular (radius a) power 

source P on the surface of a semi-infinite (z>0) medium of isotropic thermal conductivity K. There is 

no heat flow anywhere else, and the temperature rise is relative to that far from the source. The 

temperature rise profile (in cylindrical coordinates, z>0) and maximum temperature rise (at the origin) 

are 

∆𝑇(𝑟, 𝑧) = ∆𝑇𝑚𝑎𝑥 ∙ 𝐹(𝑟 , 𝑎), 𝐹(𝑟 , 𝑎) = ∫ 𝑒−𝜆𝑧𝐽0(𝜆𝑟)𝐽1(𝜆𝑎)
𝑑𝜆

𝜆
,

∞

0

     ∆𝑇𝑚𝑎𝑥 =
𝑃

𝐾𝜋𝑎
 

 

These spatial profiles F are the same for all powers and materials, unfortunately, they cannot be 

expressed in a closed form. Nevertheless, an estimation can still be obtained, as normal strain is 

relatively small and found to be mostly proportional to the temperature rise. 

With these approximations, the weighted RMS of the local angular shifts can be written as 

𝑤𝑅𝑀𝑆[∆𝜃(𝑟 )]~ tan 𝜃𝐵0 𝛼 𝜁 ∆𝑇𝑚𝑎𝑥  𝜎𝐹 

Where ζ<1 represents a reduction of the linear thermal expansion coefficient α since each element 

volume is mechanically constrained to different degrees by the surrounding elements at different 

temperatures, and σF is the weighted RMS value of the F-profiles. Numerical values for σF were 

obtained via Monte Carlo. Estimating the thermoelastic strain field of a semi-infinite heat spreader 

poses a much harder problem and is not necessary for an estimation, so values for ζ where obtained 

from FEA simulations as a weighted average of the effective linear thermal expansion relative to the 

unconstrained value.  

These results are expected to be largely applicable to other cases since the constraints arise mostly 

from the semi-infinite geometry and the F-profiles, which, for beam sizes and attenuation lengths 

similar to those considered here, are not found to vary significantly.  

Using the same Gaussian approximation as for the FEA results, a relative broadening figure is defined 

as the ratio of the full power second crystal rocking curve width to the reference width 

∆𝜃2,𝑚𝑎𝑥/∆𝜃2,𝑜 = √1 + 𝑆2 

with 

𝑆 =
2√𝑙𝑛2  𝑤𝑅𝑀𝑆[∆𝜃(𝑟 )]

 𝛿𝜃
 

Replacing 
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𝑆 =
𝑃

𝑎
 ∙

𝛼

𝐾
 ∙  

tan 𝜃𝐵0

𝛿𝜃
 ∙  

2√𝑙𝑛2

𝜋 
 𝜎𝐹 𝜁 ~

𝑃

𝑎
 ∙

𝛼

𝐾
 ∙  

tan 𝜃𝐵0

𝛿𝜃
 ∙  0.03 

The first factor depends on beam properties (power and size), the second on material properties 

(thermal conductivity and expansion coefficient), third on the selected reflection (Bragg angle and 

reflection width) and the last is a numerical factor containing constants and the numerical values 

mentioned above. 

 


