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ABSTRACT
A new research field of functional materials and device physics
is rising that combines ionic transport with charge carrier mod-
ulation to realize emergent physical properties and discovery of
metastable phases. The paradigm for enabling function extends
far beyond carrier accumulation or depletion in band semicon-
ductors or simplymoving ions through an insulating electrolyte.
Rather, by carefully selecting electronically or structurally fragile
materials, one can collapse or open band gaps via extreme ionic
dopant concentration, or reconfigure their entire crystal struc-
ture to create new phases. Electron–electron and electron–lat-
tice interactions can be coupled or controlled independently in
such systems via electric fields without thermal constraints by
use of ionic dopants. The unifying theme across these studies is
to introduce ions and electrons via electric fields through inter-
faces, with electrochemistry playing a dominant role. In this
review, we briefly summarize this nascent field of iontronics
and discuss principal results to date with examples from binary
and complex oxides as well as selected 2D materials systems.
We conclude the review by highlighting gaps in fundamental
scientific understanding and prospects for the use of such novel
devices in future electronic, photonic and energy technologies.
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1 Ion-electron doping of complex materials

Control over the structure and composition of materials at the atomic scale
is paramount in condensed matter physics and materials sciences. Solid
state electronic and photonic devices pioneered since the 20th century (e.g.
transistors and lasers) typically comprise precisely engineered semiconduc-
tors and heterostructures, and function is achieved by manipulating the
position of Fermi level with respect to the band edges. External fields are
used to control band bending while the band gap does not change sig-
nificantly. In the field of ionic materials and devices (e.g. battery electro-
lytes), however, function is achieved by chemical modification of the entire
material with little regard for Thomas-Fermi screening length, either
through redox processes, interfacial gas–solid/solid–liquid interactions, or
ion transport under chemical potential gradient.

In this review, we describe an emerging field where reversible changes
in the structural and electronic properties of a material can be achieved
with electric fields by moving ions into or out of a material. Electron-ion
coupling is exploited to bridge the gap between traditional fields that
separately focus on electrons or ions [1,2,3,4,5,6,7]. Figure 1(a), shows
the carrier concentration manipulation strategies transforming from
traditional static charge gating to ion doping (electron-ion coupling).
While areal carrier density modulation is possible with traditional solid
gate dielectrics (e.g. silica and hafnia) and electric double layers with
ionic liquids or gels, the extent of carrier density modulation is limited.
In the case of gate insulators, such limit is set by combination of
dielectric breakdown strength and band offset that is spatially limited
to the electrostatic screening length. In case of ionic liquids, the extent
of carrier density modulation is restricted by the chemical stability of the
ionic liquid-semiconductor interface and hence can vary drastically
depending on the specific system. On the other hand, ion doping is
not limited to screening length limitations since it is diffusive.
Additionally, electrostatic modulation is volatile, while ion doping may
have controllable volatility depending on the binding strength of the
dopant to the lattice. The schematic on the far right of Figure 1(a)
shows that band bending is responsible for carrier density modulation
in electrostatic doping, while in the case of ion doping, the extremely
high carrier densities can lead to complete reconstruction of the electro-
nic band structures.

As shown in Figure 1(b), doping a material with ions can not only
modify the lattice and produce structural phase transformations at high
ion concentration, [4,8,9] but also drastically change electronic properties
[6,10–16]. The dopant can be inserted from an external reservoir through
diffusion or by applying an electric field gradient, while inherent instability
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may enable the material to selectively lose ions from one sub-lattice
preferentially. For instance, ion-electron doping can change band filling
in the electronic structure and therefore modify the conductivity of a
material [17]. Such conductivity modulation can also be achieved through
changes in the bandwidth due to structural modifications [18]. In addition,
the magnetic properties of materials can be altered through reversible ion
doping mediated by electric fields [6,7,16,19]. In Figure 1(c), we present
various emerging technologies utilizing ion doping-induced functionalities.
They are categorized into three major areas: electronics, energy, and
emerging applications. The different functionalities and applications are
discussed below and are labeled in the outer ring of Figure 1(c).

Figure 1. Mechanisms and function realization in electrostatic and ion doping processes. (a)
Left and middle columns: schematic of methods and the carrier modulation capabilities of
electrostatic gating and ion doping. Right column: electrostatic gating methods modestly
change electronic band structure through band bending, while ion doping can result in band
structure reconstruction. (b) Ion doping can be used to tune the properties of materials
through structural, orbital, charge and spin degrees of freedom. (c) Functionalities that can be
tuned by ion doping, and potential relevance to electronics, energy and emerging
applications.
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There have been experimental reports demonstrating the tunability of phy-
sical and chemical properties of materials by ion doping, as illustrated in
Figure 2.Hydrogendoping for instance can induce orders ofmagnitude changes
to the electrical conductivity of the perovskite nickelates via a doping-induced
Mott transition – a quantum mechanical effect-driven phase change [4,20].
Oxide materials like strontium cobaltite and two-dimensional bismuth chalco-
genides can switch from optically transparent to opaque states by ion intercala-
tion [3,21]. By tuning of magnetic anisotropy and spin orbital coupling, ion
doping can manipulate the magneto-optical or current-induced magnetic
switching behaviors [22,23]. Ion doping can convert the layered lithium transi-
tion metal oxide LiCoO2, a popular cathode material in lithium ion batteries,
into a highly efficient catalyst for the oxygen evolution reaction in aqueous
solutions [24]. In fuel cells, the electrochemical Nernst potential obtained from a
perovskite nickelate membrane can be raised from 0 V to a near-ideal open
circuit voltage (OCV) by ion induced electron localization [5]. In the layered
transition metal dichalcogenide TiS2, the thermoelectric figure of merit can be
enhanced by at least a factor of four through ion intercalation [25]. Furthermore,
recent studies have shown that the transition temperature of iron-based super-
conductors can be elevated by reversible ion doping, with results similar to those
from substitutional alloy doping [26]. These experimental observations demon-
strate that ion intercalation is capable of manipulating band structure and the
properties of materials beyond traditionally explored paradigms such as strain
engineering, alloying, electrostatic gating, and electromagneticfield excitation. It
provides a new degree of freedom for tuning material behaviors (whether it be
affecting electron properties or lattice structure), enabling the realization of new
metastable phases and functionalities. Band gap tunability by several eV is
possible by this technique that is simply unparalleled.

Representative applications employing ion doping are shown in Figure 3. By
changing the electrical and optical properties of materials, iontronic processes
have been employed in a wide range of applications such as chip-scale sensing
in simulated oceanic environments and smart windows for thermal regulation,
as well as reconfigurable circuits, non-volatile memories, and related electronic
devices [4,13,19,27,28]. Iontronic systems are also relevant to several energy
technologies, allowing the manipulation of electrochemical properties [5,24].
Ion-doped materials have shown great promise as highly efficient catalytic
materials for water splitting (fuel generation) [24] and electrically insulating
membranes for solid state fuel cells that are able to overcome the challenge of
current leakage in the solid state electrolyte upon ion transfer [5]. Moreover,
iontronic materials may be key to the development of nascent research fields
such as brain-inspired computing. The weak binding of ions to the crystalline
lattice allows learning and forgetting behavior akin to the brain [29]. Synaptic
transistors based on field-induced oxygen vacancy formation and annihilation
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Figure 2. Reversible ion doping induced modulation of physical properties. By driving ions in/
out or their spatial re-distribution, various physical and chemical properties of materials can
be greatly modified. Representative examples of functionalities tuned by ion doping include
but not limited to (i) electrical [4,20],(ii) optical [3,21], (iii) magnetic [16,104], (iv) catalytic [24],
(v) electrochemical [5], (vi) thermoelectric [25], and (vii) superconducting properties [26].
Reproduced with permissions from Ref. [4] © Springer Nature 2017, Ref. [20] © Springer
Nature 2013, Ref. [3] © Springer Nature 2017, Ref. [21] © Springer Nature 2014, Ref. [16] ©
Springer Nature 2015, Ref. [104] © Springer Nature 2014, Ref. [24] © Springer Nature 2014,
Ref. [5] © Springer Nature 2016, Ref. [25] © Springer Nature 2015, Ref. [26] © Elsevier 2018.
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have already been fabricated [20], and ion doping has drawn considerable
interest for the design of novel 2D logic devices [30].

In this review, we discuss the governing mechanisms and control of proper-
ties in functional materials by reversible ion doping with special emphasis on
the complex oxides. Section 2 focuses on ion doping techniques and represen-
tative reciprocal and real space characterization techniques used to monitor

Figure 3. Representative application domains exploiting ion doping. The reversible manipula-
tion of physical and chemical properties has been applied in broad range of field spanning
from electronics (e.g. sensors [4], reconfigurable circuitry [13], non-volatile memory [104],
smart window [27], logic units [28]) and energy (e.g. catalysis for water splitting [24], fuel cell
[5], mechanical actuator [142]) to emerging research directions (e.g. 2D logic device [30], bio-
mimetic machine learning [29], and synaptic transistor [20]). Reproduced with permissions
from Ref. [4] © Springer Nature 2017, Ref. [13] © John Wiley and Sons 2016, Ref. [104] ©
Springer Nature 2014, Ref. [27] © John Wiley and Sons 2001, Ref. [28] © John Wiley and Sons
2016, Ref. [24] © Springer Nature 2014, Ref. [5] © Springer Nature 2016, Ref. [142] © John
Wiley and Sons 2006, Ref. [30] © Springer Nature 2015, Ref. [29] © Springer Nature 2017, Ref.
[20] © Springer Nature 2013.
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structural and chemical changes. Specific examples will be presented in Section
3, and detailed mechanisms of ion-electron doping-induced property changes
will be discussed. For clarity, the application of ion-tuned devices will be
classified into the fields of electronics [Section 3.1], energy [Section 3.2], and
emerging areas [Section 3.3]. In Section 4, we present our outlook on the future
prospects and challenges of the field.

2 Ion doping: experimental techniques and characterization

2.1 Ion doping methods

A range of ionic species can be used to modify the properties of materials
or design metastable phases. For example, the incorporation or removal of
small ions such as hydrogen ion (H+) [10,17,31], lithium ion (Li+)
[30,32,33], fluorine ion (F−) [12], O vacancies [11,34–37], and oxygen
interstitials in hexagonal oxides [38] can be used to control a myriad of
properties. Use of protons is particularly suited, and as a strong reducer
can be used to realize powerful control over the valence states in materials.

Ion doping typically initiates at material interfaces, which are classified
as (a) the solid-gas interface, (b) the solid-liquid interface, and (c) the
solid-solid interface, as shown in Figure 4(a)–(c). Researchers have inves-
tigated H+ doping through solid-gas interfaces for strongly correlated

Figure 4. The mechanisms to introduce ions into the materials though (a) Solid-Gas, (b) Solid-
Liquid, and (c) Solid-Solid interfaces.
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oxides SmNiO3 [17] and VO2 [8,9]. In a redox environment, VO2 can be
H+ doped with variable concentration by adjusting the annealing tempera-
ture [39]. Metallization of VO2 has been observed after annealing at
relatively modest temperatures (50–200°C) following the early work of
Andreev et al. [9,40,41] Others have found that light irradiation can be a
powerful means of assisting ion doping processes such that it can take
place at room temperature [13,42]. Another effective H+ doping technique
is the catalytic spillover method with Pt electrodes, which has been
explored for SmNiO3 [17]. At the triple phase boundary of Pt-SmNiO3-
H2, H2, molecules dissociate into atomic hydrogen and split into H+ and
e−, which are then incorporated into the SmNiO3 lattice. This process
realizes electron doping, and electronic transport is suppressed via elec-
tron-electron correlations [17]. Hydrogenation, however, interestingly,
insulating behavior of highly doped VO2 has been observed after hydrogen
doping catalyzed by Pt nanoparticles [8]. This doping process is reversible,
and hydrogen can escape from a material by heating in air.

Ion doping across solid-liquid interfaces can also be realized by using aqu-
eous solutions, ionic liquids, or water. For example, dipping VO2 into a H+-
containing aqueous solution such as glycerol results in metallization of the
oxide [41]. In ionic liquid gating, owing to a very strong electric field (≥10MV/
cm) at the interface, oxygen can be drawn out from amaterial and into the ionic
liquid, or hydrogen ions can be intercalated into the material from the ionic
liquid, depending on the polarity of the electric field. As a result, large change in
resistance or optical transmittance can take place in several materials. Up to
now, ionic liquid gating experiments have been conducted for many systems
including VO2 [10,37], SmNiO3 [17,43], (Fe, Zn)3O4 [36,44], etc. (see more
details in Section 3). Water has also been used as a gating medium for H+

doping. When a voltage of over 1.23 V is applied between an electrode and a
material in water, it ionizes to formH+ andOH−. Thus, under the application of
a positive electric field, H+ can be intercalated into the material [45]. For
SrTiO3-based FETs [46] and side-gated FETs based on VO2 [47], it was
demonstrated that a water-infiltrated nanoporous glass or a humid air gap
can be employed for modulating the channel conductance, respectively.

Ion doping across solid–solid interfaces has been demonstrated using solid-
state electrolytes. When a positive bias is applied across a proton-storing solid-
state electrolyte, hydrogen ions can be injected into amaterial. The advantage of
this doping method is that not only H+ but also Li+ and Mg2+ intercalation can
take place in a controlled manner by gating through electrochemical cells [17].
Electric-field-induced hydrogen injection is non-volatile and reversible. After
removal of an applied electric field, ionic dopants remain in the material, and
the application of a reverse electric-field can be used to remove them. Therefore,
these phenomena can be exploited for use in non-volatile memory devices with
cross-bar or related geometries.
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2.2 X-ray-based characterization and in situ studies

The introduction of ions into a material generally induces structural,
chemical and electronic modifications, albeit weak or subtle in many
cases. These changes can be reliably and precisely detected by modern
X-ray techniques in distinct ways [48]. In this section, we discuss and
illustrate a few representative X-ray scattering, spectroscopic, and ima-
ging techniques useful for ex situ/in situ characterization and probing
both macro- and microscopic changes in an evolving material owing to
the formation, migration, and re-distribution of ionic species. In the
hard X-ray regime (> 4 keV), X-rays can penetrate into complex envir-
onments (whether gas, liquid, or solid media), allowing studies of sub-
Ångstrom-level changes to a material in-situ/operando without severe
beam effects. The structural sensitivity from X-ray scattering can be
complemented with chemical specificity, either by energy-dependent
scattering (e.g. resonant/inelastic scattering) or with spectroscopic tech-
niques, capturing the energy spectrum of the emitted photons or elec-
trons. In the soft X-ray regime (<4 keV), despite limited penetration and
spatial resolution, versatile spectroscopic techniques dedicated to light
elements (e.g. C, N, and O) and transition metal families (e.g. 3d/4d)
can provide exclusive information on the atomic composition, local
bonding and coordination, as well as electronic configurations (e.g.
band structure, orbital filling, and spin orientation). The combination
of X-ray characterization in both hard and soft regimes has become key
to developing a fundamental understanding of functional materials and
devices that exploit controlled ionic behaviors. Moreover, many syn-
chrotron facilities now allow substantial X-ray focusing such that
changes within microscopic regions can be thoroughly investigated in
detail with X-ray imaging and microscopy multi-modalities [49]. The
ever-improving degree of X-ray coherence due to upgrades in synchro-
tron sources makes it easier to directly catch and view ionically affected
regions in real space with temporal correlations. The newest generation
of synchrotrons is developing X-ray toolkits for such purposes [50].

The chemical valence state and electronic band structure changes due to
the insertion or removal of ionic species of materials can be effectively
detected by X-ray spectroscopy measurements including photoelectron-
and fluorescence-based collection modes. In the exploration of a hydro-
gen-doping-induced, multistep phase transformation of strongly correlated
VO2 thin films, Yoon et al. show that the relatively open rutile framework
of VO2 allows reversible hydrogen doping [8]. Catalytically active Pt
nanoparticles assist the doping of hydrogen into the pristine, insulating
VO2 to form metallic HxVO2 phase in the first step; further hydrogenation
leads to the creation of another insulating phase, HVO2. The systematic
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change in the vanadium oxidation state was confirmed by X-ray photo-
electron spectroscopy (XPS), as shown in Figure 5 (a). The HVO2 film is
comprised primarily of V3+ as compared to the pristine VO2 film exhibit-
ing mainly V4+. Moreover, the HVO2 sample shows a significant increase
of intensity from O-H bonds. Near-edge X-ray absorption fine structure
(NEXAFS) measurements at both the vanadium L-edge and oxygen K-edge
(Figure 5 (b–c)) probe the effect of hydrogenation on filling of the t2g
portion of the conduction band. Other than the expected shifts in the V
LIII and V LII edges (Figure 5b), there is a large decrease in the intensity of
the t2g-related p band at the O K-edge (Figure 5c), which is likely due to
electron transfer from hydrogen to vanadium, leading to the insulating
behavior [8].

With regard to detecting changes to the ion concentration profile inside
a material, the resulting effect on average lattice structure can be sensitively
probed by X-ray diffraction through changes to the position of Bragg peaks
[3,51–53]. A recent study of a strongly correlated fuel cell electrolyte [5]
demonstrates that proton incorporation into SmNiO3 lattice engenders
substantial changes to its electronic and ionic conductivity. The chemical
reduction of Ni3+ to Ni2+ could be resolved not only spectroscopically but

Figure 5. X-ray photoemission and absorption spectroscopy revealing hydrogenation-induced
electronic phase transition in VO2 thin film [8]. (a) V 2p and O 1s core-level
spectra of pristine VO2 and fully hydrogenated insulating HVO2, confirming the V valence
change and the existence of O–H bonding after hydrogenation. (b) and (c) show the V L-edge
and O K-edge NEXAFS of pristine VO2 and fully hydrogenated insulating HVO2. The chemical
shift of the V L-edge and the suppression of the t2g band peak in O K-edge are clearly
observed in fully hydrogenated HVO2 films. Reproduced with permission from Ref. [8] ©
Springer Nature 2016.
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also structurally, due to the larger ionic radius of Ni2+ and an elongation of
the Ni-O bond coupled with electron localization, as shown in Figure 6(a).
The electronic change in the hydrogenated regions evident by greater
optical transparency is illustrated in Figure 6(b). Figure 6(c) exhibits a
series of specular diffraction scans for a SmNiO3 epitaxial film grown on
LaAlO3 around the (002) reflection. The pristine and hydrogenated sec-
tions of the SmNiO3 film have characteristic Bragg reflections at different
qz positions (where the scans were measured at spots A, B, C, and D,
shown in Figure 6(b). Real space maps collected at the different qz are

Figure 6. Synchrotron structural characterization of the emergent strongly correlated SmNiO3

(SNO) phase [5]. (a) A larger crystal radius of Ni2+ and electron localization can induce an
increase in the lattice spacing. (b) An optical image of a hydrogenated SNO sample. (c) X-ray
diffraction patterns from the various spots A, B, C and D marked in (b). The difference in the
lattice spacing change can be related to the decreasing doping concentration with increasing
diffusion length from the triple phase boundary where hydrogen enters SmNiO3. (d) Real-
space mapping of the intensity of the Pt (111) peak at qz = 2.78 Å−1 (e) the H-SNO peak 1 at
qz = 3.18 Å−1 (e) and the H-SNO peak 2 at qz = 2.98 Å−1 (f) A clear positive correlation
between the Pt (111) and the qz = 2.98 Å−1 peaks can be seen, whereas the Pt (111) and
qz = 3.18 Å−1 peaks show a negative correlation. Reproduced with permission from Ref. [5] ©
Springer Nature 2016.
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shown in Figure 6(d-f) revealed that the regions between the catalytic Pt
electrodes show the greatest amount of proton incorporation, i.e. the
contrast in Figure 6(f) is reversed when compared to Figure 6(d). Hence,
it is important to know where to investigate in reciprocal space a priori
and exploit in situ/operando techniques to monitor whether the observed
changes are indeed caused by the formation and migration of ionic
species [49].

Note that the effectiveness of the lattice structure detection depends on
the chemical expansivity of the oxide [54,55]. In some cases, the lattice
changes can be very subtle and inhomogenous along the thickness direc-
tion [56]. In this case, surface X-ray diffraction (SXRD) and measurement
of the crystal truncation rods (CTRs) is a valuable technique for the
investigation of such small changes in epitaxial thin films, as the incidence
angle of the X-rays with respect to the sample is kept low to maximize
signal from the thin film. The resulting scattering takes the form of an
interference pattern comprising Bragg rods from both the epitaxial layer
and the substrate [57]. Since the scattering is kinematical, the intensities
along the Bragg rods can be fully analyzed in a straightforward manner
with model-dependent fitting or taking advantage of phase-retrieval algo-
rithms for reconstructing the complete atomic structures [58]. These
methods have proven useful for imaging the depth-resolved atomic struc-
ture and rendering a layer-by-layer density profile along the out-of-plane
direction [59]. Spatial variations across the lateral dimensions of an epi-
taxial film are ‘folded’ together in SXRD, in effect averaging the structure
along these dimensions [60].

If probing lateral inhomogeneities of ionic profile or motion is desired,
one can employ scanning micro- or nanoprobe beams to measure and
determine the variations in chemical profile and atomic structure along the
lateral directions [49]. The ability to gain quantitative understanding of the
complex interactions between the electric field and ionic defects in a
memristive device, as well as the dynamic flow of defects, is necessary
for the development of high-endurance devices such as memristors [61].
The microscopic picture underlying a memristive device is made complex
by the many possible chemical reactions and defect generation/redistribu-
tion triggered by the electric field, thermal gradients, and chemical con-
centration gradients [62]. Therefore, multimodal imaging with structural
and chemical information in a working device is necessary for clarifying
the detailed microscopic mechanisms. In a recent study of electrically
cycled TaOx memristor devices by Kumar et al., operando X-ray absorp-
tion spectromicroscopy is utilized as a powerful element-specific local
probe for investigating chemical and electronic variations of the functional
oxide channel, in particular catching inhomogeneous localized phenomena
related to device evolution and failure with electrical cycling [61]. Figure 7
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(a), shows an apparatus at the Advanced Light Source spectromicroscopy
beamline for focusing the incoming beam and scanning the sample along
the lateral directions of a crossbar TaOx memristor device， while main-
tain specific X-ray energies. Both O K-edge and Ta L3-edge absorption

Figure 7. Operando X-ray spectromicroscopy capturing the active region of a working
memristive device [61]. (a) Schematic of X-ray spectromicroscopy experimental setup includ-
ing the X-rays and the cross-point device. (b) O K-edge X-ray transmission intensity images of
a cross-point device after different numbers of applied 5 V cycles. All maps were obtained
using single X-ray energies between 530 and 533 eV. Blue arrows point to particular ring-like
features in the maps. (c) O K-edge transmission intensity map of a different device cycled to
120,000 cycles imaged at an energy of 531.2 eV. (d) 3D color-intensity plot of the ring seen in
c displaying the profile of the ring of oxygen species. (e) Upper panel: O K-edge absorption
spectra collected in the bright and dark regions of the device. The decomposition of the
spectra into sub-bands was accomplished by fitting separate peaks. Vertical dotted lines
indicate the position of the lowest conduction band, with corresponding colors. Lower panel:
Difference between O K-edge spectra with and without current obtained synchronously in the
same spatial regions as the spectra shown in the upper panel. Reproduced with permission
from Ref. [61] © John Wiley and Sons 2016.
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spectroscopy were used to spatially map the unoccupied partial density of
states of the TaOx film at different resistive switching states. Upon high
voltage electrical cycling of the TaOx devices, the irreversible development
of insulating, submicron features with a ring of oxygen interstitials and an
inner core of oxygen vacancies was imaged with spectromicroscopy, as
exhibited in Figure 7(b–e). The radial oxygen migration can be well
reproduced by a thermophoresis microscopic model involving thermally-
driven lateral forces during dynamic evolution of the conduction channel.
Moreover, the same team developed the capability of time-multiplexed
spectromicroscopy to resolve weak-signal variations and subtle, localized
modifications in a memristor with spatial and energy resolutions of
~30 nm and 70 meV [63]. These spectromicroscopy observations have
helped to verify different theoretical models regarding oxygen ion migra-
tion, ionic defect clustering, localized thermal dissipation, and possible
failure mechanisms of resistance switching [62].

Unlike scanning X-ray probe techniques [64], X-ray reflection interface
microscope (XRIM) is a full-field, hard X-ray microscope and a multiscale
probe for conducting in situ studies of the time evolution of lateral features as
a result of ionic defect formation and migration in thin film materials. XRIM
uses the surface scattering signal in a reflection geometry to spatially resolve
various local surface/interfacial structures (e.g. defect clusters, dislocation
networks, structural domains, and surface/interface topography) with
50 nm lateral spatial resolution (depending on the resolution of the objective
lens) and atomic height sensitivity [65,66]. The major advantage of XRIM lies
in the full-field nature of the technique (e.g. allowing a 20 × 20 μm [2] field of
view) as well as sub-second time resolution [67,68], which stands in sharp
contrast with the more time-consuming scanning X-ray probes.
Furthermore, the XRIM technique can be extended and implemented with
resonant X-ray mode for chemical sensitivity.

The fast developing and emerging coherent X-ray techniques will
bring additional imaging capabilities [50,69,70] for the study of ion-
doped materials and related devices. Instead of using a lens to form
the sample image, coherent diffraction imaging (CDI) relies on capturing
the interference pattern produced by coherent diffraction and exploiting
phase-retrieval algorithms to reconstruct the three-dimensional electron
density and atomic displacement fields in materials [71,72]. The remark-
able sensitivity of CDI in the Bragg geometry (BCDI) to the internal
structure of a sample has made it a powerful tool for imaging local,
nanoscale lattice distortions [73]. The displacement field determined with
BCDI is crucial for identifying the character of different structural
imperfections; BCDI can thus be used to track buried single defects
with nanoscale resolution [74,75]. As illustrated in Figure 8(a), three-
dimensional imaging of topological defect dynamics in individual lithium
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battery cathode nanoparticles has been recently accomplished by employ-
ing BCDI under operando conditions [76]. It was shown by Ulvestad
et al. that the lithium-rich phase nucleates near the dislocation and
spreads in-homogeneously during the structural phase transformation.
Using the dislocation field as a local probe of elastic properties, they also
revealed that a negative Poisson’s ratio can emerge at a region of the
electrode material under high electrochemical potentials. Although oper-
ando BCDI on defect structures has been limited to imaging dislocations
in crystals, there have been continuing developments in analysis [77,78]
and experimental practice [79] for different categories of lattice defects,
including ionic defects (e.g. cation/anion vacancies). Other than imaging
lattice distortions, coherent techniques like X-ray photon correlation
spectroscopy (XPCS) enable access to information regarding lattice
dynamics (i.e. equilibrium or non-equilibrium structural fluctuations)
by constructing the autocorrelation function in the time domain from
each coherently scattered phase object (speckles) [80]. XPCS can be

Figure 8. Bragg coherent diffractive imaging and X-ray photo correlation spectroscopy
imaging defects [76] and probing disorders [83]. Coherent X-rays are incident on a lithium
ion battery cathode nanoparticle (green) containing an edge dislocation. (a) Schematic of an
edge dislocation for a cubic unit cell structure is shown with the extra half plane colored
purple. The diffracted X-rays carry information about the 3D electron density and atomic
displacement fields within the particle that allows the type of dislocation to be identified and
visualized. (b) Upper left: Coherent X-rays are incident on a PbTiO3/SrTiO3 ferroelectric super-
lattice which has serpentine stripe domain patterns with up and down polarization down to
the perovskite unit cell level. Upper right: In the reciprocal space scattering geometry, the
Ewald sphere intersects the ring of domain diffuse scattering (green ring), but does not pass
through the (002) superlattice Bragg reflection (red sphere). Lower: Two-time correlation map
for coherent domain diffuse scattering patterns near phase transition temperature.
Reproduced with permissions from Ref. [76] © The American Association for the
Advancement of Science 2015, Ref. [83] © The American Physical Society 2017.
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applied to the surfaces or buried interfaces of thin film materials in
complex environments to monitor their temporal evolution [81,82]. As
demonstrated in Figure 8(b), Bragg-geometry XPCS has been employed
to study the thermal fluctuations of ferroelectric nanodomains in oxide
superlattices, which exhibit a continuous temporal decorrelation due to
spontaneous domain fluctuations (e.g. spatial disorder) [83]. Extended
XPCS measurements to probe heterogeneous domain dynamics of ionic
defects (i.e. ordered or correlated oxygen vacancies) in functional mate-
rials can be envisioned. The tremendous enhancement in X-ray bright-
ness and coherence to be delivered in nearly diffraction-limited
synchrotron sources (e.g. as from an upgraded Advanced Photon
Source) will enable a new frontier of X-ray characterization and greatly
improved understanding of ion doped materials.

2.3 Real-space probe characterization and in-situ studies

Real-space probes allow the direct visualization of ion-electron coupled
motion inside materials or across physical boundaries with atomic resolu-
tion. By monitoring ionic activity due to local chemical and electronic
structural perturbations with site-specific sensitivity, they can facilitate the
design of novel, ionically driven materials systems and devices in a variety
of energy and electronic technologies [84]. In this section, we highlight two
imaging modalities at the frontier of quantitative ex-situ/in-situ atomic
visualization and probing site-dependent ionic activities in materials.

The resolution of modern, aberration-corrected (scanning) transmission
electron microscopes (STEM) allows imaging of the oxygen sub-lattices,
providing details on octahedral distortions, tilts/rotations, and site occu-
pancy via the angular bright-field or negative Cs imaging technique [85–87].
Recent progresses have demonstrated how such methods provide insight
into defect distribution and evolution. For instance, in an in situ study of
electrically induced oxygen migration and subsequent phase transformation
in a SrCoO2.5−σ epitaxial thin film [88], state-of-the-art STEM characteriza-
tion revealed the extraction pathway of oxygen ions from every other SrO
layer under an electrical bias as well as the abrupt structural collapse beyond
the critical bias voltage of 1.5 V. The in situ visualization of the low-Z oxygen
columns suggested that the highly ordered oxygen vacancy rows are not only
intrinsic ionic diffusion highways but also energetically favorable sites for
the formation of vacancies. The results elucidate the atomistic mechanisms
of field-induced topotactic phase transformations via electro-chemo-
mechanical coupling [88]. In another case study, in situ STEM was used to
observe oxygen vacancy formation in LaCoO3 epitaxial heterostructures in
real-time under electron beam irradiation [89], as shown in Figure 9(a). The
dynamics of the nucleation, growth, and defect entanglements strongly
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couple to the resulting electronic and magnetic properties, making these
STEM observations of the phase transition essential. In addition, these in
situ imaging techniques have been extended to more complex environ-
ments, such as ionic liquid gating where highly anisotropic phase transfor-
mations between the brownmillerite SrCoO2.5 and the perovskite SrCoO3

thin film (e.g. the phase boundary propagating much faster laterally than

Figure 9. Advanced real-space characterization and in situ studies of ionotronic materials and
devices. (a) In situ STEM observation of oxygen vacancy dynamics and ordering in the epitaxial
LaCoO3 thin film induced by the electron beam irradiation [89]. (b) In situ TEM measurements
investigating ionic liquid gating effect for SrCoOx thin film with ionic liquid placement by an
atomic force microscope tip [90]. Gate voltages with both polarities are applied to the ionic
liquid via the gate electrode. STEM-HAADF images of the pristine SrCoO2.5 film and the altered
film after gating with – 3V bias are shown. The white scale bar corresponds to 2 nm. (c) The
schematic principle of electrochemical strain microscopy (ESM) [95]. In ESM, the ionic motion
and the resulting surface strain induced by the applied bias through the contact tip is
detected by the SPM rendering a map of the ionic activity at the nanoscale. (d) Spatially
resolved imaging of ionic conduction channels in the nanocomposite film comprised of SrTiO3

and Sm-doped CeO2 nanopillars (STO-SDC) [96]. The image sizes are all 250 × 125 nm2. Spatial
maps of current response and relative FORC-IV loop area captured at the tip bias voltage of
−8 V. Current versus tip bias voltage plots were collected respectively at the SDC nanopillars
core and the STO region, illustrating the significant difference in local ionic activities.
Reproduced with permission from Ref. [89] © Wiley 2017, Ref. [90] © Creative Commons
Attribution 4.0 International License, Ref. [95] © Wiley 2010, Ref. [96] © Creative Commons
Attribution 4.0 International License.
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through the thickness of the film) can occur deep below the gated surface
(Figure 9(b)) [90].

There have also been a number of important developments in
scanning probe microscopy (SPM) over the last decade that permit
quantitative understanding of the local atomic and electronic struc-
tures of surfaces as well as nanoscale chemical and mechanical
responses of functional interfaces under various external stimuli
[91,92]. For example, Sharma et al. utilized Kelvin probe force micro-
scopy (KPFM) and conducting atomic force microscopy (CAFM) to
study the metal insulator transition (MIT) in epitaxial VO2 thin films
with SPM-tip induced electrochemistry [93]. By alternating between
positive and negative biases, the tip-scanned areas of the VO2 film
exhibited significant electric field-modulated MIT behavior at the
nanoscale via changes in the contact potential difference and strain-
induced surface oxygen off-stoichiometry. This highlights the critical
role of oxygen vacancies in controlling the MIT and their utility for
developing novel electronic and ionotronic devices. Electrochemical
strain microscopy (ESM) (schematically shown in Figure 9(c)) [94],
used to probe local ionically-driven behaviors, is based on the tip
sensitivity to ionic mass flow near the surface region, and in particular
the local strains induced by changes in the concentration of ionic
species (Vegard strain) [92,95]. The detected strain from ESM can be
directly linked to the number of transferred ions, thus providing
information scalable with that obtained by macroscopic electrochemi-
cal characterization methods [84]. Yang et al. recently used SPM-ESM
to explore oxygen ion transport in the heteroepitaxial nanocomposite
comprising SrTiO3 and Sm-doped CeO2 nanopillars (STO-SDC) [96].
As shown in Figure 9(d), they found that the ionic conductivity is at
least one order of magnitude larger than homogeneous SDC thin films.
From in-situ nanoscale mapping of the electrochemical oxidation-
reduction process at different temperatures, Yang et al. found that
the fast ionic-conduction channels were not exclusively limited to
the nanocomposite interface regions but rather distributed within the
volume of the crystalline SDC nanopillars. Such direct visualization of
spatially confined fast ionic/electronic transport by site-specific ESM
imaging promotes improved understanding of the mechanism of ion
conductivity enhancement in oxide heterostructures [97], superlattices,
and nanocomposites [98] designed for low-temperature operation of
ionotronic devices.
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3 Control of physical properties

3.1 Modification of electrical, optical and magnetic properties

The electrical properties of materials such as transition metal oxides, are
quite sensitive to the valence state of the transition metals [99,100], which
can be easily changed by chemical doping [101,102]. Along with changes in
electrical properties, the modified carrier concentration or band structure
can vary the optical properties of materials by changing their absorption or
reflection characteristics. Moreover, reversible ion doping, assisted by
electric fields can reduce or oxidize certain magnetic ions and thus control
their magnetic properties [7,103,104].

3.1.1 Electric field assisted ion migration
As shown in Figure 10(a), under electric field, protons migrate in the
crystal lattice, leading to spatial modulation of the physical properties.
Resistive switching-based non-volatile memory devices (also called
ReRAM) have recently emerged, utilizing redox reactions for their opera-
tion (typically oxygen diffusion through a oxide) [105]. The switching
mechanism of ReRAM is based on the formation/dissolution of local
metallic/oxygen-deficient filaments, while the global composition is
unchanged. Alternatively, the operation of non-volatile electric double
layer (EDL) devices depends on the modulation of entire interface or
bulk composition due to ionic migration. From this point of view, ion-
tronic devices are quite different from filamentary ReRAM.

Figure 10. (a) Schematic illustrations of the concept of electric field assisted ion (proton)
migration device. (b) Out of plane ion migration geometry at interface. (c) In-plane ion
migration geometry at interface.
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Electric-field-assisted ion migration devices can be fabricated with
two-different geometries. Figure 10(b,c) show devices with ions migrat-
ing out of plane and in-plane with respect to the interface. The out-of-
plane ion migration can be implemented using a three-terminal, electro-
chemical field effect transistor. Application of an electric field shuttles
protons in and out of the solid-liquid interface (electric double layer and
water-infiltrated gating) or the solid-solid interface (solid state electro-
lyte gating), quickly changing the conductance of the channel layer. In
EDL-transistor (EDLT) gating, the capacitance of the gating medium
and the channel thickness are both important factors for enhancing the
magnitude of the resistance modulation. Indeed, it is known that ionic
liquids with smaller molecules have larger capacitances, thus permitting
larger on-off ratios [106], Figure 11(a), shows a (Fe, Zn)3O4 EDLT
device with a well-defined channel oxide layer, which shows a higher
on-off ratio when the channel becomes thinner (the change of nonvo-
latile channel conductance, ΔG, are 2.5% for 11 nm channel thickness
and 7.8% for 7 nm, respectively) [107]. This indicates that the chemical
reduction occurs not in the bulk of the channel but at the solid-liquid
interface and vicinity on the channel near the interface as shown in
Figure 11(b). The channel resistance can be well explained by a two

resistor model of ΔG¼ tr σr " σfð Þ
tf σf

, where ΔG, tr, tf, σr, σf are the change of

nonvolatile channel conductance at zero bias, the thickness of the ion
migrated layer at the interface, the channel thickness, the conductivity of
the interface layer, and the conductivity of the pristine channel layer,
respectively. In (Fe, Zn)3O4 EDLT devices, the thickness of the interface
ion migrated layer is estimated to be 0.63 nm [107]. For device applica-
tions, solid-state gating is often preferred, and Shi et al. demonstrated a
colossal change in the conductivity of the SmNiO3 channel in a solid-
state protonic transistor. The gating medium consisted of the combina-
tion of a low-temperature proton conductor (yttrium-doped barium
zirconate) as a proton reservoir and a hydrogen molecule dissociation
layer of Pd, as shown in Figure 11(c) [17].

An in-plane ion-migration device is illustrated in Figure 10(c). The
application of an electric field between two electrodes leads to the
migration of protons and consequently the modulation of the spatial
proton distribution. Such proton-based in-plane resistive switching
memory has been demonstrated using strongly correlated oxides of
NdNiO3 [31] and VO2 [47], Figure 12(a), shows a SmNiO3 film defined
with asymmetric contacting electrodes of Pt and Au. Using the Pt
catalytic spillover method via the solid-gas interface, protons can be
injected into the SmNiO3 film only near the Pt electrode. The applica-
tion of a positive bias at the Pt electrode leads to the enlargement of the
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hydrogenated area (which is the high resistive state) due to the migra-
tion of protons into the entire film, while the negative bias application
results in the reduction of the hydrogenated area. With this property,
proton-based resistive memory devices can be fabricated. Oh et al.
reported similar proton-based resistive switching memory devices in
NdNiO3 with asymmetrical concentration of protons, as shown in
Figure 12(b) [31] High speed multi-state memory devices have been
recently demonstrated utilizing proton re-distribution in nickelates
under pulsed voltages moving this concept closer to GHz electronics
[108]. Another example is a planar VO2 FET device with a humid-air

Figure 11. (a) EDLT devices composed of (Fe,Zn)3O4 channel and TEM image for their interface
[44]. (b) Schematic cross-sectional image of the conduction channel. (c) Layout of the solid-
state proton SmNiO3 transistor, where SmNiO3 serves as the channel layer, yttrium-doped
barium zirconate (BYZ) as proton reservoir, (yttria-stabilized zirconia) YSZ as gate insulator, Pd
as gate electrode as well as H2 dissociation catalyst [17]. Reproduced with permissions from
Ref. [44] © John Wiley and Sons 2014, Ref. [17] © Springer Nature 2014.

ADVANCES IN PHYSICS: X 21



Figure 12. (a) Optical microscope image of SmNiO3 with asymmetric electrodes (Pt and Au).
(b) Two-terminal current-voltage characteristics of ‘asymmetrical’ H-Pt/NNO/NH-Pt (black line),
‘symmetrical’ NH-Pt/NNO/NH-Pt (red line) and H-Pt/NNO/H-Pt (blue line). The inset shows
schematic illustration of NdNiO3 with asymmetric electrodes [31]. (c) An atomic force micro-
scopic (AFM) image of VO2 nanowire device with air gap planar-type gates [47]. (d) The
relative elemental ratios of hydrogen normalized by oxygen in a device after applying
VG = 100 V and in a pristine device. The solid and dashed green lines represent the averages
of the hydrogen atom profiles and the standard deviations [47]. (e) The resistance change of
SmNiO3 due to the water-mediated hydrogenation as a function of applied bias [4]. The
nickelate sensor may detect the electric signal spanning from small marine animals to naval
vessels, the magnitude of electric signals of which are indicated by black arrows respectively.
Reproduced with permissions from Ref. [31] © AIP Publishing 2016, Ref. [47] © Springer
Nature 2015, Ref. [4] © Springer Nature 2017.
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gap as the gating medium (Figure 12(c)) [47]. In this device, the electric
field is converged at the edges of the VO2 channel, which is covered by
adsorbed H2O. Thus, by applying a gate bias voltage (VG), water-
mediated H+ incorporation occurs at the channel edges, followed by
H+ diffusion into the VO2 channel, leading to the metallization.
Figure 12(d) shows spatial mapping of the hydrogen element ratio in
the device after applying the gate bias, which was investigated by time-
of-flight secondary ion mass spectrometry (Tof-SIMS). The hydrogen
content in the VO2 channel is higher than that in other areas of the
device after applying VG. These results provide direct evidence of H+

intercalation into the VO2 channel. Besides the FET devices, the resis-
tance of SmNiO3 is highly sensitive to the applied electrical bias in salt
water [4]. As shown in Figure 12(e), due to the water-mediated H+

incorporation, the resistivity of SmNiO3 increases after a negative bias is
applied. This proton doping in SmNiO3 potentially enables detection of
the electric signals spanning from naval vessels down to the bioelectric
potentials emitted by numerous marine species.

In electric field-assisted ion (proton) migration devices, the ionic fluxes
depend on the ion concentration gradient as well as the electric-field [109].
Thus, the H+

flux (JH) can be described as JH ¼ "D!nH þ μEnH; where
nH is the H+ concentration in the channel, D is the diffusion coefficient,
and μ is the mobility of ions under the electric field E. For enhancing the
modulation efficiency, it was reported that narrowing the channel width is
important for planar VO2-FETs [45], so that the ion diffusion length is one
of the key properties. In addition, the mass and diameter of the hydrogen
ion are only 6% and 25% in comparison to the oxygen ion, making D and
μ larger for hydrogen ions.

3.1.2 Control of optical and magnetic properties
The modified electronic band structure via ion doping can result in large
changes in the optical properties of materials. The changes are typically
due to either opening of the band gap or variations in the optical
constants at certain wavelengths. Normally, protons [3,110,111], oxygen
vacancies [112,113], small ions [114,115], and even defects [116] are
used to dope the materials. Electric fields and electrochemical reactions
can be used to reversibly control those reactions [3,117]. This process is
quite similar to the classic electrochromic process where the absorption
coefficient of materials changes under the application of an electric field
[27,118], by changing the electron concentration in the conduction band
and modifying the band structure due to ion doping. A recent example
comes from Lu et al. [3], where they used a selective dual-ion switch to
transform an oxide thin film among three phases. A film of SrCoO2.5

was grown by pulsed laser deposition, exhibiting the brownmillerite
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structure in the as-grown state. This could be reversibly transformed
into SrCoO3-x (with the perovskite structure) or HSrCoO3 (with an
unknown structure) by applying either a negative or positive bias in
an ionic liquid, respectively, as shown in Figure 13(a). The new phases
were created by oxygen ion or hydrogen ion diffusion driven into the
oxide by the electric field. The change of the optical transmittance in the
visible spectrum is clearly demonstrated in Figure 13(b). In Figure 13(c),
the transmittance measurement is extended into the infrared region, and
distinct optical properties are observed for the three different phases.
While the HSrCoO3 phase is transparent throughout the measured
spectrum, SrCoO3-x is opaque, and SrCoO2.5 is only transparent in the
infrared range. Similar effects were also observed in hydrogen-doped
SmNiO3, with large absorption change observed in the infrared region as
the film was gradually doped by hydrogen [110].

Ion motion controlled by electric fields can exhibit large effects on the
magnetic properties of materials, such as magnetic anisotropy [19],
exchange bias [6], and remanent magnetization [7]. A recent study by
Beach and coworkers showed that the diffusion of oxygen ions at the
interface of GdOx and Co suppresses and regenerates the magnetic coer-
civity of this heterostructure [104]. The schematic structure of the device is
depicted in Figure 13(d), where a GdOx/Co is sandwiched between the gate
(Au/Ta/GdOx) and bottom electrode (Pt/Ta). After applying a negative

Figure 13. Optical and magnetic properties tuned by ion doping. (a–c) Tri-phase-transforma-
tion through positive or negative bias induced ionic doping of a SrCoO2.5 film. (a) Schematic
figure of the device. The direct color change among the phases and transmittance measure-
ments are shown in (b) and (c) [3]. (d–g) Controlling the magnetism of Co through oxygen ion
migration. The device schematic figure is shown in (d). (e–g) show the magnetic property
change under different bias states [104]. Reproduced with permissions from Ref. [3] ©
Springer Nature 2017, Ref. [104] © Springer Nature 2014.
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bias to the gate, oxygen ions drift into the Co layer and suppress the
ferromagnetism of the layer, likely through oxidation of the Co (see
Figure 13(e,f)). By applying a reverse bias for several minutes, the magnetic
properties can be completely restored as shown in Figure 13(g). This
interesting work demonstrates the possibility of controlling magnetism
via the movement of ions and suggests possible applications in future
energy efficient memories and logic devices. The most recent development
of ionic liquid gating incorporating paramagnetic anion groups is worthy
of attention [119]. The movement of the paramagnetic [FeCl3]

− anion
group under electric field allows for reversible switching of ferromagnetic
(FM) states in platinum thin films. Strikingly, itinerant ferromagnetism
with large coercivity and perpendicular anisotropy representing the ideal
two-dimensional Ising-type FM state is induced on the thin film surface.
This indicates that ionic gating using multifunctional ionic liquids could
serve as a versatile experimental platform to exploit rich transport phe-
nomena combining field effect and other strongly correlated electronic
degrees of freedom at ionically gated interfaces.

3.2 Control of electrochemical properties

Energy related materials remain a central research topic due to the increas-
ing demand for renewable energy and the proliferation of mobile devices.
For energy applications, highly efficient materials are required in the
process of energy harvesting, energy conversion, and energy storage
[120–126], where control of structures is important in manipulating their
functionalities and significant advances have been made [127–129]. In this
section, efficiency increase through ion doping will be discussed in terms
of oxygen evolution reaction (OER) electrocatalysis, solid oxide fuel cells
(SOFCs), fuel storage, and thermoelectric properties.

3.2.1 Electrocatalysis for OER
A long-standing challenge in the energy sciences is the efficient splitting of
water. The problem is that the half-reaction known as the OER is slow,
requiring an electrocatalyst for practical applications. Iridium- and ruthe-
nium-based catalysts have been shown to be effective but costly, and much
ongoing research is focused on discovering alternatives. Lu et al. describe
the use of Li1-xCoO2 as an OER catalyst, where the loss of Li from LiCoO2,
a well-known battery material, leads to high activity [24]. Figure 14(a)
(top) shows a schematic of the entire process, and the procedure for de-
lithiation, which takes place in an organic electrolyte, is shown below.
Charging of LiCoO2 removes roughly half of the lithium intercalated
between the CoO2 sheets, resulting in Li0.5CoO2 formation and a change
in electronic structure that renders the new material active for the OER.
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The improvement in catalytic activity for the delithiated compound
(De-LiCoO2) over LiCoO2 is substantial, with a reduced onset potential
of 1.52 V from 1.59 V and a large current increase (3.8 mA/cm2 vs.
2.3 mA/cm2) (red vs. black curves in Figure 14(b)). Based on the Tafel

Figure 14. Ion doping in the energy fields. (a) Electrochemical process to dope LiCoO2 with Li
vacancies [24]. (b) The oxygen evolution reaction current as a function of applied potential
[24]. (c) The schematic figure of a fuel cell based on strongly correlated oxide, where
hydrogen atom doped SmNiO3 serves as the electrolyte [5]. (d) The current density-voltage
behavior of a Pt/H-SNO/Pt-based SOFC at 500°C [5]. (e) Schematic processes of doping the
epitaxial VO2 on sapphire substrates through Pt assisted hydrogen doping. (f) Temperature
dependent resistance measurements VO2 thin films with different level of hydrogen doping
[8]. (g) The experiments flow of how intercalation of organic molecules between the TiS2
layers [25]. (h) Thermoelectric figure of merit (ZT) measurements of TiS2 single crystal and
intercalated TiS2 as a function of temperature [25]. Reproduced with permissions from Ref.
[24] © Springer Nature 2014, Ref. [5] © Springer Nature 2016, Ref. [8] © Springer Nature 2016,
Ref. [25] © Springer Nature 2015.
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slopes for both samples, this difference in onset potential is equivalent to
an improvement in OER activity by a factor of 10. Lu et al. further tested
the generality of the procedure on other LiCo alloys including
LiCoO0.5Ni0.5O2 and LiCo0.5Fe0.5O2. The delithiated compound of
LiCo0.33Ni0.33Fe0.33O2 exhibited the highest activities, with values compar-
able to the best OER catalysts yet discovered.

3.2.2 Hydrogen-doped fuel cell electrolytes
As described by Zhou et al. [5], mixed conducting perovskites can be
transformed into near unity-transference ionic conductors by proton
incorporation, making them highly effective solid electrolytes. The design
of a SNO based fuel cell (Pt/H-SNO/Pt) is shown in Figure 14(c), where
hydrogen is exposed to the anode, dissociating into protons and electrons
and creating Ni2+ at the SmNiO3 surface and triple phase boundaries
(TPBs). This side of SmNiO3 (H-SNO) remains electronically insulating
with hydrogen exposure, but H+ diffuses across the electrolyte due to the
potential gradient while electrons bypass the electrolyte via an external
circuit to generate power. Oxygen recombines with the protons at the
cathode side, with H2O as a by-product. The current density-voltage
behavior of a Pt/H-SNO/Pt-based SOFC at 500°C is shown in Figure 14
(d). The corresponding power densities are shown by the solid lines for
three different cells, with SmNiO3 thicknesses of 1.5 µm for cell 1 and
1.0 µm for cells 2 and 3. As seen, the maximum output is 225 mW/cm2 and
is comparable to other high-performance proton conducting fuel cells in
this temperature range [130].

3.2.3 Chemical fuel storage
Yoon et al. reported changes in electronic structure via hydrogen doping in
VO2 [8]. VO2 is a correlated material that normally undergoes a metal-to-
insulator transition around 68°C upon cooling, but the doping of hydrogen

Figure 14. (Continued).
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into the rutile interstices is known to stabilize the metallic phase down to
room temperature [9,131]. Using Pt nanocatalysts in a hydrogen atmo-
sphere, Yoon et al. were able to form a new, insulating HxVO2 phase, with
the maximum value of x being 1 and thus suitable for hydrogen fuel
storage. Furthermore, hydrogen could be fully removed from the epitaxial
film, such that they could repeatedly demonstrate insulator-metal-insulator
modulation. Figure 14(e) shows the system of 30-nm-thick epitaxial VO2

on either (0001) Al2O3 or (100) TiO2 substrates before and after the
deposition of Pt nanocatalysts to dissociate H2. The samples were annealed
at 120°C in forming gas, leading to hydrogen doping of the VO2.

The effect of hydrogen on the temperature-dependent conductivity is
shown in Figure 14(f) for three different states. Results for the as-grown
VO2 film are presented in plot I, exhibiting the well-known metal-to-insu-
lator transition. As hydrogen enters VO2, electrons fill the V 3d orbitals
(HxVO2), and the resistance decreases, leading to the behavior shown in plots
II and III. As the amount of hydrogen doping reaches saturation in HVO2

(forming V3+ from V4+), the thin film becomes highly insulating across the
temperature range, as shown in plot IV. The behavior is topotactic, in that
the condition of the original VO2 lattice remains intact. As may be expected,
the bandgap of HVO2 becomes large enough such that the film becomes
slightly transparent. While full removal of hydrogen from HVO2 did not take
place under ambient conditions, complete dehydrogenation could be
achieved by annealing at higher temperatures.

3.2.4 Thermoelectrics design
Wan et al. reported an n-type organic semiconductor comprising the inor-
ganic transition metal dichalcogenide, TiS2, and organic cations [25]. The
synthesis process is shown in Figure 14(g), using electrochemical intercala-
tion and solvent exchange. Here, TiS2 single crystals were used as the cathode
in electrochemical cells employing an organic electrolyte (here, hexylammo-
nium chloride in dimethylsulphoxide). An applied potential leads to Ti3+

formation and negative charging of the TiS2 layers (left panel), causing the
organic cations as well as solvent molecules in the electrolyte to intercalate
between the TiS2 sheets (middle panel). Much of the DMSO molecules were
then exchanged with H2O via the solvent exchange process; simultaneously,
the HA ions transformed into a monolayer configuration (right panel). The
resulting superlattice is stable up to 120°C and therefore suitable for room
temperature applications. A high-angle annular dark-field scanning trans-
mission electron microscopy image of the superlattice is shown on the
bottom left of Figure 14(g), with a magnified image on the bottom right.
The bright contrast stems from the TiS2 layers, and the superlattice period is
0.965 nm.

28 H.-T. ZHANG ET AL.



A comparison of the thermoelectric figures of merit for the super-
lattice and a TiS2 single crystal is shown in Figure 14(h). Despite the
presence of interstitial Ti atoms and a high carrier concentration, the
Seebeck coefficient was still relatively high for the dichalcogenide. As
for the intercalated superlattice, the in-plane power factor (σS2) is
lower than that of TiS2 but is higher than any other p-type flexible
thermoelectric material. Most importantly, due to the organic compo-
nent, the in-plane thermal conductivity of the superlattice is much
lower than that of TiS2. This leads to a significant enhancement of
the in-plane ZT, which is 0.28 at 100°C. This value is close to that of
the best-known p-type organic material.

3.3 Iontronics in emerging research fields

The influence of iontronics on early stage fields such as neuromorphic
computing, advanced spintronic and superconducting materials, as well as
two-dimensional materials are reviewed.

3.3.1 Neuromorphic computing
The basic biological neural network in the brain comprises neurons that
are connected by synapses in complex architectures (Figure 15(a)).
Information is transmitted from pre-neuron to post-neuron and scaled
by the synapses, the weight of which can be updated by the time interval
between post-neuron and pre-neuron signals [132]. The neural network
learns to perform a specific task by updating its synaptic weight. As a
result, for the design of device networks similar to the neural network, one
expects its basic units to both process signals and remember its training
history simultaneously. Recent work presents new opportunities for using
oxide quantum materials in neuromorphic computing using electrochemi-
cal ion doping. Figure 15(b) shows a schematic of three terminal synaptic
transistor [20]. The source and drain mimic the pre-neuron and post-
neuron terminals, while the SmNiO3 perovskite oxide film acts as a
channel material that can perform a computing task triggered by gate
pulses. Figure 15(c) illustrates the conductance modulation mechanism
of this device. Under positive gating, oxygen vacancies form in SmNiO3,
leading to the reduction of Ni3+ to Ni2+ and an increase in resistivity.
Under negative bias, oxygen is restored to SmNiO3, oxidizing Ni

2+ to Ni3+,
such that SmNiO3 recovers its low resistance state. Figure 15(d) shows that
by applying a −2.5V pulse, the sheet conductance of device increases by
1,000% in 1,500 cycles. By reversing the bias pulse, the sheet conductance
returns to the initial value in ~900 cycles. Such a device also exhibits both
symmetric and asymmetric spike-timing-dependent plasticity behavior
mimicking biological systems (Figure 15(e)).
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Iontronics based on perovskites further demonstrate the capability for
habituation-based plasticity, which provides a new learning algorithm,
adaptive synaptic plasticity, for neuromorphic computing. Zuo et al.

Figure 15. Iontronics in neuromorphic learning. (a–e) Three terminal synaptic transistor device
based on perovskite nickelate (a–c), the synaptic properties of the device are shown in (d) and
(e) [20]. (f–h) The habituation behavior of quantum materials similar to that of organisms, see
(f). The experimental observation of habituation phenomenon is shown in (g). (h) shows the
recovery of original resistance state after air exposure for 12 h and then the habituation
process can be reproduced [29]. Reproduced with permissions from Ref. [20] © Springer
Nature 2013, Ref. [29] © Springer Nature 2017.
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utilized SmNiO3 thin films with catalytic electrodes deposited on the top
and interfaced this device with a gas environment where the hydrogen
concentration was controlled [29]. As shown in Figure 15(f), after exposing
the device to H2, hydrogen intercalates into the lattice as protons and a
significant amount of Ni is reduced to Ni2+. Such an ion doping process
results in doubly occupied Ni eg orbitals and electron localization. During
subsequent H2 exposures with a short relaxation interval in a H2-free
environment, more protons are doped into lattice but with slower kinetics
and diminished conductance modulation (Figure 15(g)), demonstrating a
habituation behavior like that found in organisms, which is reproducible,
see Figure 15(h). By incorporating the habituation-based plasticity, an
efficient spiking neural network can be constructed without catastrophic
forgetting. The key enablers for this result are the nonlinear changes in
electrical resistance due to doping and ability to control binding of the
dopant to the lattice.

3.3.2 Spintronic and superconducting devices
For copper and iron-based superconductors, carrier doping is critical to
generate high Tc superconductivity and restrain magnetic ordering
[133,134]. Chemical substitution of elements with ones of dissimilar
valence has been utilized to modulate the carrier type and concentra-
tion; this process is mostly irreversible and constrained by chemical
solubility. Using an electric field with an ionic liquid in the EDLT
geometry is another approach for modulating carriers in superconduct-
ing materials [2], but carrier accumulation in the electrostatic gating
region is inefficient in some materials (e.g. MoTe2) for inducing super-
conductivity [135]. Recently, Shi et al. reported that under a large bias
and using a KClO4/polyethylene glycol electrolyte, a electrochemical
reaction between the electrolyte and channel material can occur, result-
ing in bulk ionic doping and an accumulation of carriers far beyond the
level of electrostatic surface doping, leading to the observation of super-
conductivity in MoTe2 [135]. Cui et al. further utilized protonation
process to induce the high Tc phase in iron-based superconductors
[26]. The proton doping process and setup are illustrated in Figure 16
(a) [26]. A FeSeS single crystal is connected with a Pt electrode with a
3V voltage source, and the gap between them is filled with an ionic
liquid (DEME-TFSI and FMIM-BF4) that contains water. The DC
susceptibility of FeSe0.93S0.07 after protonation for six days is shown in
Figure 16(b). Tc1 (~9 K) corresponds to the superconducting transition
of non-protonated region, while for protonated region the supercon-
ducting transition appears at a higher temperature, Tc2 (~42.5 K). These
recent achievements suggest that iontronics that enable higher levels of
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carrier doping can be relevant for the development and study of super-
conducting materials.

Aside from applications in superconductivity, iontronics can also be
applied to spintronic devices. Recent work by Qiu et al. showed that
spin-orbit-torque can be engineered by oxygen manipulation [16]. The
device utilized in this work is shown in Figure 16(c) as Pt/CoFeB/MgO/

Figure 16. Effect of ion doping in superconductivity, spintronics, and two-dimensional
materials. (a–b) Protonation induced superconductivity modulation in FeSe2 single crystal,
where the setup for proton doping is shown in (a) and the higher superconducting transition
temperature after protonation can be observed in (b) [26]. (c–d) Spin orbit torque tuned by
oxygen manipulation. (c) Film structure where SiO2 capping layer control the oxygen level of
the device. The switching of Hall resistance ~ in-plane current curve with reducing capping
layer thickness is shown in (d) [16]. (e–g) Cu doping induced transparency in Bi2Se3 nano-
plates, where the Cu is doped into gap between the two-dimensional layers (e). (f) and (g)
show the transmission optical image of Bi2Se3 nanoplate before and after doping [21]. (h–i) Li-
ion-doping induced electronic ground state variation of layer-structured 1T-TaS2 thin flakes.
(h) Schematic setup of 1T-TaS2 ionic field effect transistor for Li doping. (i) Li-doping induced
phase evolution in 1T-TaS2 thin flakes in three thickness regions [30]. Reproduced with
permissions from Ref. [26] © Elsevier 2018, Ref. [16] © Springer Nature 2015, Ref. [21] ©
Springer Nature 2014, Ref. [30] © Springer Nature 2015.
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SiO2 thin films deposited by sputtering [16]. The thickness of the SiO2

capping layer is varied to control the oxygen level of the layer structure.
With a thinner layer of SiO2, oxygen can diffuse into CoFeB layer through
the SiO2 and MgO layers. Figure 16(d) shows that by reducing the thick-
ness of SiO2, i.e. increasing oxygen level, switching of the Hall resistance
(RH) as a function of in-plane current I can be changed from clockwise (as
guided by arrows) in a 3-nm-thick SiO2 device to anticlockwise in a SiO2-
free device. Although in this work the oxygen level of the devices is
controlled in an irreversible way (changing the capping layer thickness),
it clearly shows the advantages of utilizing ions in spintronics and further
indicates the possibility of achieving reversible manipulation of spin trans-
port through devices designed to exploit controllable ion motion (such as
the methods discussed in Section 2).

3.3.3 Electrochemical design of two-dimensional materials
Layered two-dimensional materials, such as graphene, black phosphorus,
boron nitride, and metal chalcogenides have drawn great attention due to
their variety of novel and interesting chemical and physical properties with
potential applications in optoelectronics, field effect transistors, electro-
catalysts, topological insulators, and thermoelectrics. These two-dimen-
sional materials possess strong covalent bonds between the atoms within
each layer and weak van der Waals interactions between the layers. Due to
this weak interaction, two-dimensional materials are highly tolerant of ion
doping [136,137]. A large volumetric capacitance of cations including Na+,
K+, NH4

+, Mg2+, and Al3+ was reported for two-dimensional titanium
carbide, which is more than 300 F per cubic centimeter (higher than
porous carbon) [138]. The ion doping of two-dimensional materials has
been achieved by both chemical and electrochemical methods, where the
latter one offers reversible ion motion and is also closely related to switch-
able device applications.

Figure 16(e,f,g) show experimental results from Yao et al. on a chemical
doping induced change of optical properties of a Bi2Se3 nanoplate [21].
Bi2Se3 is a two-dimensional material with unique thermoelectric behavior
and was shown to be a topological insulator [139]. As Figure 16(e) shows,
Yao et al. intercalated Cu into the van der Waals gap of Bi2Se3 by adding
the nanoplate to a mixture of 5 ml butanol and 3 mg [Cu(CH3CN)4]PF6
and heating the mixture to 55°C. Figure 16(f,g) show the optical transmis-
sion image of the same Bi2Se3 nanoplate (~8 nm) before and after Cu
intercalation for 1 h, with the nanoplate becoming much more transparent
after Cu intercalation. Besides tuning the optical properties of two dimen-
sional materials, Mouri et al. also reported the modulation of photolumi-
nescence in a monolayer of MoS2 by chemical doping of the p-type
dopants, F2TCNQ and TCNQ [140]. Ion doping has also been used to
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control the competition, cooperation, and coexistence of collectively
ordered electronic states of two-dimensional systems. Figure 16(h) and
16(i) demonstrate tuning of the electronic ground state of the layered
crystal 1T-TaS2 by gate-controlled Li ion intercalation through a ionic
field effect transistor device structure [30]. The gate medium is a gel-like
solid electrolyte with LiClO4 dissolved in polyethylene oxide; the Li ions
can move in and out of the 1T-TaS2 channels under electric field. Figure 16
(i) shows the phase diagram of the 1T-TaS2 flakes under doping in three
thickness regimes, clearly demonstrating the rich electronic states among
the incommensurate charge density wave (ICCDW), textured nearly com-
mensurate CDW (NCCDW), commensurate CDW (CCDW), supercon-
ducting (SC), and insulator by Li ion doping in all samples. These
interesting results suggest that ion doping is a promising approach for
the study of two-dimensional materials, also indicates a bright future of
materials discovery and device innovation in the regime of extreme doping
Figure 16(e-g).

4 Future research needs

We have summarized ion-electron doping mechanisms and recent efforts
to discover functionalities and design new phases in solid materials via ion
doping through soft interfaces (gas, liquid) and solid electrolytes/ionic
reservoirs. A few mechanisms are common to these studies: extreme
carrier doping via intercalation of ions beyond the electrostatic effect, re-
arrangement of the lattice structure due to extreme ion doping, and giant
strain development that can distort lattice symmetry and/or split electron
energy levels. Most interestingly, the use of electric fields makes these
modifications reversible, non-volatile and doping at distinct levels can be
achieved. Such capabilities open up completely new areas for scholarship
in materials science and associated fields such as condensed matter physics
and electrochemistry, as well as applications in several societal-relevant
technologies.

While already impressive proof-of-concept demonstrations in a range of
fields have been reported to date, much work remains. For instance,
theoretical guidance to understand the atomistic pathways governing the
structural modifications is needed. First principles calculations of ion
doping effects have been carried out in recent studies through incorpora-
tion of charge with a compensating background or the dopants [3,4,141].
These studies show the strain evolution due to doping and gap changes,
and provide microscopic understanding of the physics. Defect calculations
involving large unit cells will be required in future to understand how the
band structure evolves as a function of defect concentration. Molecular
dynamics simulations are useful to understand the kinetics and diffusion
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pathways. Free energy calculations of different metastable phases that form
at different doping levels however are as yet unknown. To what extent a
lattice can hold such large amounts of charges and dopants without
transforming into another phase is material dependent, and general prin-
ciples for different crystal structures or anisotropic behavior within a lattice
type are warranted. Electric-field driven diffusion is a key aspect to several
of these approaches, however, kinetic parameters for diffusivity and math-
ematical models for percolative transport across regions of distinct con-
ductivity remain largely unexplored. Theoretical treatments of phase
transforming materials under strong electric fields will enormously help
understand and guide experimental work.

Electrochromic smart windows are among the leading technologies that
may be impacted in the near-term, while in the longer term, brain-like
circuits and non-volatile memory would likely be interesting application
areas. The limits of small-ion mobility in various lattices should be studied
as well as the reliability and thermal tolerances of devices exploiting such
operational mechanisms. Machine learning techniques that are increas-
ingly adopted to guide synthesis of new materials could be explored in this
field to identify systems with tunable fragile band structures or materials
on the cusp of phase transitions. Such studies could pose ionic doping and
the coupling of charge carriers with the lattice as a powerful new approach
to design functional materials that can evolve, be aware of training history
or experience, are environmentally adaptive and can learn. Such evolvable
devices may represent a new paradigm for solid state and hybrid liquid-
solid phase devices of the 21st century in information processing, synthetic
analogs for neuroscience research and energy transfer.
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