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Peierls-Boltzmann transport equation, coupled with third-order anharmonic lattice dynamics calculations,
has been widely used to model lattice thermal conductivity (;) in bulk crystals. However, its application
to materials with structural phase transition at relatively high temperature is fundamentally challenged by
the presence of lattice instabilities (imaginary phonon modes). Additionally, its accuracy suffers from the
absence of higher-than-third-order phonon scattering processes, which are important near/above the Debye
temperature. In this letter, we present an effective scheme that combines temperature-induced anharmonic
phonon renormalization and four-phonon scattering to resolve these two theoretical challenges. We apply
this scheme to investigate the lattice dynamics and thermal transport properties of GeTe, which undergoes a
second-order ferroelectric phase transition from rhombohedral a-GeTe to rocksalt 5-GeTe at about 700 K. Our
results on the high-temperature phase S-GeTe at 800 K confirm the stabilization of 5-GeTe by temperature
effects. We find that considering only three-phonon scattering leads to significantly overestimated k; of
3.8 W/mK at 800 K, whereas including four-phonon scattering reduces x; to 1.7 W/mK, a value comparable
with experiments. To explore the possibility to further suppress k;, we show that alloying 5-GeTe with heavy
cations such as Pb and Bi can effectively reduce x; to about 1.0 W/mK, whereas sample size needs to be

around 10nm through nanostructuring to achieve a comparable reduction of x;.

Thermoelectric materials hold promise to alleviate the
energy crisis and environmental impacts of energy use,
owning to their ability to convert waste heat into electric-
ity. Materials with strong intrinsic lattice anharmonicity
has drawn vast attention because of low lattice thermal
conductivity (k;), which is key for enhancing thermoelec-
tric conversion efficiency. Recently, high thermoelectric
performance has been reported in a series of materials
with structural phase transition such as SnSe,! GeTe,?
and CuySe,? which is primarily ascribed to the ultralow
k; at the high temperature end, suggesting a relationship
between lattice instability (phase transition) and strong
anharmonicity.

GeTe undergoes a second-order ferroelectric phase
transition from rhombohedral «a-GeTe (space group
R3m) to rocksalt 3-GeTe (space group F'm3dm) at the
critical temperature (7,) of 650 4+ 100 K.*® Recently,
GeTe-based thermoelectric materials have been reported
to exhibit high thermoelectric performance,?5 ' show-
ing great potential as a replacement for PbTe-based ma-
terials, which contain highly-toxic Pb that limits their
practical applications. A very high 2T of 2.3 has been
reported in Sb and In co-doped B-GeTe owning to the
superior electronic properties and low &;.!% It is sug-
gested that the phase transition from the low-symmetry
rhombohedral a-GeTe to the high-symmetry rocksalt (-
GeTe plays a crucial role in enhancing thermoelectric effi-
ciency through converging band pockets and suppressing
k. 21213 Therefore, it is fundamentally important to un-
derstand the lattice dynamics and thermal transport in
[-GeTe, insight into which may enable further reduction
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of k; and enhancement of z7T. However, existing theo-
retical studies have thus far only focused on a-GeTe.'516
The comprehensive understanding of S-GeTe is hindered
by theoretical challenges originating from lattice instabil-
ities (imaginary phonon modes) and strong higher-than-
3rd-order anharmonicity inherent in 8-GeTe. Motived by
this point, we perform first-principles-based calculations
of lattice dynamics and thermal transport properties of
B-GeTe at 800 K, near the temperature of optimal ex-
perimental thermoelectric performance.'? To resolve the
imaginary phonon modes, we present an effective scheme
to account for temperature effect by explicitly including
anharmonicity up to 4th order, with a particular focus
on temperature-induced anharmonic phonon renormal-
ization (PRN) and four-phonon scattering.

In order to determine the phonon dispersion in (-
GeTe, we performed density-functional-theory (DFT)!8
calculations using the Ab initio Simulation Package
(VASP).1922 The projector-augmented wave (PAW)?3
method was used in conjunction with the Perdew-Burke-
Ernzerhof (PBE)?%2% exchange-correlation functional.
Supercell (4x4x4) structures were constructed and com-
pressive sensing lattice dynamics (CSLD)? 2 was uti-
lized to extract both harmonic and anharmonic inter-
atomic force constants (IFCs). Fig. 1(a) shows the
phonon dispersion relation of -GeTe at 0 K, where
strong phonon instabilities and imaginary phonon fre-
quencies are found near the I' point and along the I'-
X path in the Brillouin zone. The triply-degenerate
zone-center optical modes (I'y ) with energy of about 114
meV display the strongest instabilities, and the doubly-
degenerate modes at the X point have a lower energy
of 4.0i meV. The mass-reduced polarization vector as-
sociated with one of the triply-degenerate I'; modes,
shown in Fig. 1(c), reveals large magnitude of atomic dis-
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FIG. 1. Phonon dispersions and atom-projected densities of states for rocksalt 8-GeTe computed at 0 K (a) and 800 K (b),
respectively. Imaginary phonon frequencies are denoted by negative values. The triply-degenerate optical modes at the I'
point are denoted as I'; following Ref. [17]. (c) Potential energy surface associated with the frozen I'; mode as a function of
vibrational magnitude computed using DFT (gray disks). The gray dashed lines depict a polynomial fit up to 6th-order. The
solid magenta lines correspond to the effective harmonic potential energy surface of the renormalized I'j mode at 800 K. The
inset shows the atomic displacements associated with one of the three eigenvectors of I'; modes.

placements associated with a stretch of the Ge-Te bond.
The corresponding potential energy surface (PES) ex-
hibits a double-well shape with the rocksalt structure
at the dynamically-unstable saddle point and minimum
energies 14.4 meV below the saddle point. Our results
are consistent with a previous first-principles study by
Wdowik et al,'” which identified similar phonon disper-
sion curve and double-well PES.

Physically, these imaginary phonon frequencies are at
odds with the experimentally-observed stability of (-
GeTe above T,, which reveals that harmonic approxi-
mation is no longer valid and anharmonic effects are
pronounced with sufficiently large displacive amplitudes.
It is evident from the double-well PES that high-order
anharmonicity with at least a quartic term is required
to stabilize B-GeTe above T.. To obtain properly-
renormalized phonon frequencies at finite temperature,
we adopt a phonon renormalization (PRN) scheme based
on iteratively refining temperature-dependent effective
harmonic IFCs. This scheme is similar to the temper-
ature dependent effective potential (TDEP)3? method in
the sense that both methods extract effective harmonic
IFCs that best fit the forces experienced by atoms at
finite temperature. Our PRN scheme consists of two es-
sential steps: (1) generating a thermal distribution of
atomic displacements according to the given temperature
and calculating the residual forces experienced by atoms,
and (2) fitting effective harmonic IFCs by minimizing the
corresponding force prediction error. Note that in order
to obtain properly-renormalized phonon frequencies, only
harmonic IFCs are fitted so that higher-order terms are
effectively renormalized into the harmonic IFCs. In prac-
tice, we start with the harmonic IFCs computed at 0 K to
obtain thermalized structures, and then iterate the above
two steps by monitoring the convergence of the renor-
malized phonon frequencies and vibrational free energy.
Different from the TDEP method,?" however, we employ
IFCs up to 6th order extracted using CSLD?6:27 to ef-
ficiently predict forces for thermalized supercell struc-
tures, and instead of performing time-consuming first-

principles molecular dynamics simulations, we generate
temperature-dependent atomic displacements according
to a quantum covariance matrix 2,4 p5°13? of atomic
displacements,
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where m, w, n° and e are atomic mass and phonon

frequency, population (at the given temperature based
on Bose-Einstein distribution), and eigenvector, respec-
tively. The variables a/b, «/f and X\ are indices for
atom, cartesian coordinate, and phonon mode, respec-
tively. Numerical details of IFCs fitting, iterative phonon
renormalization and a benchmarking study of SrTiOg are
given in the supplementary material (SM).

Upon performing the phonon renormalization proce-
dure at 800 K, we find that the energy of the I'; modes
renormalized from 117 meV to 7.8 meV as shown in Fig.
1(b), demonstrating that 5-GeTe is indeed dynamically
stable above T,.. A simplified interpretation of this anhar-
monic stabilization in the frozen phonon picture is that
the high-temperature 5-GeTe is an effectively averaged
structure with atoms moving frequently across nearby lo-
cal energy minima, and therefore, the effective harmonic
PES associated with I'; modes at 800 K is positive def-
inite, as shown in Fig. 1(c). Compared to the phonon
dispersion at 0 K, three optical branches and acoustic
modes along I'-X and T'-K paths are significantly renor-
malized. With temperature increased from 0 K to 800
K, we find that the phonon density of states (DOS), as
shown in Fig. 1(a) and (b), exhibits several noticeable
changes: (1) the low-lying Ge peak at 5.9 meV increases
to 7.3 meV and a new Ge peak appears near 13.3 meV,
and (2) the low-lying Te peak at 9.1 meV is significantly
softened to join the low-lying Ge peak, while high-lying
Te peak at 12.8 meV is only slightly hardened. There-
fore, we expect significant change in computed x; with
PRN, despite the fact the DOS associated with unstable
phonons is confined to a small reciprocal-space volume.'3
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FIG. 2. (a) Number of allowed three- and four-phonon processes that conserve crystal momentum and energy using renormalized
phonon dispersion at 800 K. The insets show various types of scattering processes. (b) Mode-dependent three-phonon scattering
rates at 800 K, wherein splitting ({—) and combination ({4 ) processes are denoted as red squares and green circles, respectively.
(c) Mode-dependent four-phonon scattering rates at 800 K, wherein the splitting ({—_), redistribution({+—), and combination
(¢++) processes are denoted respectively as magenta squares, blue circles and brown triangles. (d) Energy cumulative r; (solid
lines) and thermal conductivity spectra s;(hw) (dashed lines) at 800 K. (e) Mean free path (MFP) cumulative x;(A) (solid
lines) as defined in Eq.(3) at 800 K. (f) x; including phonon-boundary scattering as a function of sample size at 800 K.

With the stabilized structure and corresponding
phonon properties, it is possible to compute the lattice
thermal conductivity. Within the framework of anhar-
monic lattice dynamics (ALD) and Peierls-Boltzmann
transport equation (PBTE)3*35 under the relaxation
time approximation, the lattice thermal conductivity ten-
sor (/ifﬁ ) is expressed as a sum over contributions from
phonon modes in the first Brillouin zone,

1
fi?‘ﬁ =NV ; C’Avafn\, (2)

where C, v§ and 7, are heat capacity, group velocity
and lifetime of phonon mode A, respectively. N and
V' are respectively the number of sampled phonon wave
vectors and the volume of the primitive cell. To calcu-
late x;, C\ and vy is extracted from phonon dispersion,
and Ty is typically computed by considering anharmonic
three-phonon scattering (lowest order in perturbation
theory). Recently, Feng et al.3®3" and Thomas et al.>8
have demonstrated that even for diamond, silicon, and
germanium, which are weakly anharmonic compounds,
scattering rates from four-phonon processes are com-
parable to three-phonon scattering rates near the De-
bye temperature. Considering the strong quartic anhar-
monicity associated with S-GeTe reflected in the double-
well PES, significant four-phonon scattering is expected
at 800 K. Therefore, we estimate mode-dependent life-
times by taking into account both three- and four-phonon
scattering processes, as well as isotopic scattering, us-
ing Matthiessen’s rule. Specifically, we include split-
ting ((— : A — A1 + A2) and combination processes

({+ : A+ A1 = Ag) for three-phonon scattering. And for
four-phonon scattering, we consider splitting ((__ : A —
A1+ A2+ A3), redistribution ({4 : A+A; = Ao+ A3), and
combination ({44 : A4+ A1 + A2 — A3) processes [see Fig.
2(a)].3¢ We employ an approximated solution for PBTE,
namely, the single mode relaxation time approximation
(SMRTA), which could lead to potential underestimation
of k; (compared to that obtained by full iterative solu-
tion of the PBTE) if phonon scattering is dominated by
normal processes. However, we find that the underes-
timation due to SMRTA is negligible when only three-
phonon scattering is considered for 5-GeTe at 800 K (see
Fig. S5 in the SM). Due to the much heavier compu-
tational burden, we are unable to iteratively solve the
PBTE?* including four-phonon scattering processes.

It is noteworthy that a recent study by Ju et al.*! re-

veals significant long-range effect on the IFCs in rocksalt
PbTe due to resonant bonding,*? which leads to a strong
dependence of phonon dispersion and k; on the number of
neighbor shells and number of atoms in supercell. Since
[-GeTe adopts the same structure and orbital configu-
rations as PbTe, we perform additional convergence test
using larger supercell (up to 250 atoms) and longer cutoff
distance (up to 7th neighbor) for 3rd-order anharmonic
interactions. We find that 4 x 4 x 4 supercell and includ-
ing up to the 5th neighbor cubic anharmonicity lead to
reasonably good convergence of phonon dispersion and
#; when only three-phonon scattering is considered. Due
to the combinatorial explosion in the number of param-
eters associated with the 4th-order IFCs and large com-
putational cost in evaluating four-phonon scattering,36:43



the 4th-order anharmonicity is limited to the 2nd near-
est neighbor. Detailed formulations of three- and four-
phonon scattering rates and convergence tests of k; are

included in the SM.

Our results show that four-phonon processes are more
numerous than three-phonon ones, and also contribute
significantly to the total scatterings. Fig. 2(a) displays
the number of captured phonon processes that conserve
both crystal momentum and energy. With a 14x14x14
mesh of phonon wave vectors, the number of splitting and
combination three-phonon processes are on the order of
10. In contrast, the number of four-phonon processes
is significantly larger, with the dominating redistribution
processes on the order of 1011, Fig. 2(b) and (c) show the
corresponding mode-dependent phonon scattering rates.
In the three-phonon processes, phonon scattering rates of
low-energy /high-energy modes are mainly from combina-
tion/splitting processes, consistent with the energy con-
servation constraints. With respect to the four-phonon
processes, the total scattering rates have predominant
contributions from redistribution processes due to the
large number of scattering events. The comparison be-
tween three- and four-phonon scattering rates reveals
that, contrary to expectations, for S-GeTe at 800 K, four-
phonon scattering is comparable in strength to three-
phonon scattering over the entire energy range. Par-
ticularly, four-phonon scattering is even stronger than
three-phonon scattering for phonon modes with energies
ranging from about 10 meV to 15 meV.

Correspondingly, inclusion of four-phonon processes
changes the value of k; significantly. Fig. 2(d) shows
the computed k; and its spectra x;(hw). Including only
three-phonon scattering leads to x; of 3.8 W/mK at
800 K, while further including four-phonon scattering
significantly reduces ; to 1.7 W/mK, a reduction of
nearly 55%. The calculated r;(fw) indicates that con-
tributions to total x; from phonon modes with energies
larger than 6.5 meV are significantly suppressed, which
is consistent with the observed large four-phonon scat-
tering rates. We find that the values of x; predicted
considering both three- and four-phonon scattering rates
achieves reasonably good agreement with various exper-
imental reports,>!1713 as detailed in Table I. The re-
maining discrepancy may be attributable to the scat-
tering from experimentally identified Ge vacancies.510-12
We further estimate the effect of Ge vacancies on k; by
treating it perturbatively as an isotopic effect accord-
ing to Ref. [44,15]. In this estimate, Ge vacancies at
2.1 atomic %, corresponding to a hole concentration of
7.8x10%° cm~3 in Ref. [11], would further suppress x;
from 1.7 W/mK to 1.5 W/mK, which brings the pre-
dicted value to an excellent agreement with experimen-
tally measured x; of 1.4 W/mK in Ref. [11].

In order to assess the potential to enhance 2T by re-
ducing k; through nanostructuring, we examine the mean
free path (MFP= A) cumulative lattice thermal conduc-
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as shown in Fig. 2(e). We see that (1) the maximum MFP
is about 100 nm, whether or not four-phonon scattering
is included, (2) major heat-carrying phonon modes have
MFPs in the range of 1 to 10 nm, and (3) four-phonon
scattering significantly suppresses heat conduction from
phonon modes with MFPs larger than 5 nm. To quan-
tify the effect of nanostructure or grain size on x;, we ad-
ditionally consider phonon-boundary scattering, the re-
laxation time of which is expected to be predominantly
diffuse at 800 K,** that is, 7x Boundary = L/20%, where
L denotes the sample size. Fig. 2(f) shows that sample
size of about 10 nm is required to suppress k; to about
1.0 W/mK when both three- and four-phonon scatterings
are included.

Another widely-adopted strategy to reduce k; is
through alloying.  Since experiments have reported
significant improvement of thermoelectric performance
of GeTe via alloying with cations such as Sb, Bi
and Pb,2%10713 we investigate their role in reducing
ki We treat the additional effects of alloying on the
phonon spectra and x; approximately, by accounting for
mass disorder-induced extrinsic phonon scattering using
Tamura’s theory.*S From Table I, we see that alloying
GeTe with 10% of either Bi or Pb reduces x; to about 0.8
W /mK due to the large mass contrast compared with Ge,
while alloying with 10% Sb only slightly reduces &; to 1.4
W/mK. Our results on Bi- and Pb-doped GeTe are over-
all consistent with experimental measurements?810-12
(see Table I) and the larger x; observed in experiments
may be due to the solubilities of Bi and Pb less than
10%.2® However, our results for Sh-doped GeTe are sig-
nificantly larger compared to experimental values.'!:!3
It should be noted that there is also large discrepancy
among different experiments (see Table I). Since Sb has a
solubility of about 10% in GeTe and less lattice mismatch
compared to Bi/Pb, other phonon scattering mechanisms
beyond mass disorder scattering are required to explain
the significantly reduced x; in Geg gSbg.1Te. As suggest
by Perumal et al.,'? other factors may include various
nano/mesoscale structures such as defect layers, solid so-
lution point defects, and nanoprecipitates. Moreover,
there may be interplay between (Ge) vacancy concen-
trations and alloying elements, as recently identified in
InSb,*” which would also influence the value of ;. These
factors may be explored in further investigations.

In summary, we have used a first-principles-based
scheme that is capable of resolving lattice instability at fi-
nite temperature to model lattice dynamics and phonon
properties of rocksalt 5-GeTe. This scheme, combined
with three- and four-phonon scatterings and Peierls-
Boltzmann transport equation, enables us to model lat-
tice thermal transport in 5-GeTe at 800 K. Lattice ther-
mal conductivities were computed and analyzed. The



TABLE I. Computed x; (W/mK) of pristine GeTe and
Sb/Bi/Pb-alloyed GeTe at 800 K compared with experimental
measurements at or near 800 K above T, (770 K in Ref.[2],
710 K in Ref.[8], 800 K in Ref.[10] and Ref.[11], 720 K in
Ref.[12] and 780 K in Ref.[13]). The fraction of Sb/Bi/Pb is
shown in parentheses.

GeTe Gei_zSbyTe Gej_.Bi,Te Gei_,Pb,Te
Exp. 1.362  0.72 (0.1)™ 1.08 (0.065)™ 1.06 (0.13)?
144"  0.76 (0.1)* 1.28 (0.05)*2
1.40"% 115 (0.1)'*  1.10 (0.1)®
This  1.70/1.50° 1.42 (0.1)  0.81 (0.1)  0.82 (0.1)

study

& With additional Ge vacancies at 2.1 atomic % as in Ref.[11]

results show that the current approach is able to ex-
plain the dynamical stability of S-GeTe at 800 K and
the experimentally-observed lattice thermal conductivi-
ties of both pristine GeTe and Bi/Pb-alloyed GeTe, thus
allowing further improvement of z7" through phonon en-
gineering.
Supplementary Materials

See supplementary material for detailed descriptions of
the theory, computational parameters, interatomic force
constants and various convergence tests.
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