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We report the molecular beam epitaxial growth, structure, and electronic measurements of single-
crystalline LaAuSb films on Al2O3 (0001) substrates. LaAuSb belongs to a broad family of hexagonal
ABC intermetallics in which the magnitude and sign of layer buckling have strong effects on prop-
erties, e.g., predicted hyperferroelecticity, polar metallicity, and Weyl and Dirac states. Scanning
transmission electron microscopy reveals highly buckled planes of Au-Sb atoms, with strong inter-
layer Au-Au interactions and a doubling of the unit cell. This buckling is four times larger than the
buckling observed in other ABCs with similar composition, e.g. LaAuGe and LaPtSb. Photoemis-
sion spectroscopy measurements and comparison with theory suggest an electronic driving force for
the Au-Au dimerization, since LaAuSb, with a 19-electron count, has one more valence electron per
formula unit than most stable ABCs. Our results suggest that the electron count, in addition to
conventional parameters such as epitaxial strain and chemical pressure, provides a powerful means
for tuning the layer buckling in ferroic ABCs.

Structural distortions, especially layer buckling, are
key to understanding and controlling the ferroic prop-
erties of hexagonal ternary intermetallics (composi-
tion ABC) [1–3]. For example, consider the par-
ent centrosymmetric ZrBeSi-type structure (space group
P63/mmc), which consists of planar graphitic (BC)n−

layers that are “stuffed” with an An+ spacer (Fig. 1(a)).
Compounds with this structure are typically semimetals
or Dirac semimetals, e.g., LaCuSn [4] and BaAgBi [5].
Upon decreasing the An+ cation size via isovalent substi-
tution, the (BC)n− planes typically buckle in a unidirec-
tional pattern due to increased interlayer interactions, to
yield the polar LiGaGe-type structure [2, 6] (space group
P63mc, Fig. 1(b)). Here, the polar distortion gives rise
to polar metallicity in the metallic state (e.g. LaAuGe,
LaPtSb [7, 8]) and predicted hyperferroelectricity in the
insulating state (e.g. LiZnAs, NaZnSb), in which the
long-range polarization is robust against the depolariz-
ing field [2, 9]. In such compounds the properties are
determined by both the magnitude and the long-range
ordering of the planar buckling, d, defined as the dis-
placement along the c axis between dissimilar atoms in
the buckled BC plane [2]. Due to this breaking of in-
version symmetry, Weyl nodes are also predicted to ex-
ist in many LiGaGe-type ABCs (e.g. KMgBi, LiZnBi)
[1, 10, 11]. Tuning the magnitude and sign of buckling
is proposed to change the crystal momenta and chirality
of the Weyl nodes, or cause them to merge into a sin-
gle Dirac point [1]. All of these predicted properties are
defined by the buckling d in the system, therefore it is
crucial to understand the origins of the buckling observed
in these structures.

Recent experiments and theory suggest that in addi-
tion to cation size, the electron count may be an impor-
tant handle for controlling the layer buckling. Whereas

most stable ABCs have 18 (or 8) valence electrons per
formula unit corresponding to a filled s2p6d10 (or s2p6)
configuration, the family LnAuSb (Ln = lanthanide) has
19 valence electrons. The extra electron destabilizes the
unidirectionally buckled LiGaGe-type structure, instead
favoring a highly buckled structure with significant Au-
Au interlayer bonding (Fig. 1c, YPtAs-type) [6]. Impor-
tantly, although the resulting dimer buckled structure is
centrosymmetric, the magnitude of buckling in the AuSb
planes is predicted to be much larger than that observed
in the LiGaGe-type polar structure [6]. First principles
calculations also suggested that LaAuSb hosts a Dirac
cone within 100 meV of the Fermi energy [6]. There-
fore, an understanding of the coupling between electronic
structure (electron count) and layer buckling in LnAuSb
may be a path towards tuning the buckling, and hence
ferroic properties, of LiGaGe-type compounds.

Here we use molecular beam epitaxy (MBE) to demon-
strate the first epitaxial growth of LaAuSb. Our large
area single crystalline films enable detailed structure and
electronic property measurements and provide a path
towards integration in layered heterostructures. The
films are single crystalline and epitaxial to the c-plane
Al2O3 substrate, as measured by x-ray diffraction (XRD)
and reflection high energy electron diffraction (RHEED).
Scanning transmission electron microscopy (STEM) mea-
surements reveal that the AuSb layer buckling is four
times larger than the buckling in the 18-valence com-
pounds LaPtSb and LaAuGe. Photoemission spec-
troscopy measurements of the valence bands are consis-
tent with density functional theory calculations, and sug-
gest that buckling results from an electronic instability
that is suppressed in the buckled Au-Au dimer struc-
ture. Our results provide a route towards tuning the
layer buckling and potential ferroic order in hexagonal
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ABCs.

FIG. 1. Structural distortions in hexagonal ABC compounds
[12]. (a) The centrosymmetric ZrBeSi-type structure, con-
sisting of graphite-like BC planes. (b) The polar LiGaGe-
type structure, defined by unidirectional buckling d of the
BC planes. In both ZrBeSi and LiGaGe-type structures, the
stacking of the BC planes follows a B�C �B�C sequence.
(c) The centrosymmetric YPtAs-type structure consisting of
an alternating “up-down” buckling of the BC planes and a
doubled unit cell along the c axis. The BC planes follow a
B�B�C �C stacking sequence. (d) In-plane crystal struc-
tures of the ABC compounds and comparison to the sapphire
substrate.

LaAuSb films were grown in a custom MBE system
(MANTIS Deposition) on Al2O3 (0001) substrates (MTI)
at a growth temperature of 650◦C as measured by pyrom-
eter. The lattice mismatch between LaAuSb and Al2O3

is 3.2% tensile. Following the film growth, most samples
were capped with amorphous Ge to prevent oxidation
upon removal from the vacuum system. La and Au fluxes
of 1.5�1013 atoms/cm2s were supplied from effusion cells,
as measured by an in-situ quartz crystal monitor (QCM).
Due to the high relative volatility of Sb, a 30% excess flux
of Sb (2�1013 atoms/cm2s) was supplied using a cracker
cell, similar to the strategy used for cubic Heusler com-
pounds [13–15]. Absolute fluxes were calibrated ex-situ
by Rutherford Backscattering Spectrometry (RBS).

Figures 2a-d show typical RHEED patterns for the
Al2O3 substrate and the LaAuSb film. The combination
of sharp and streaky patterns and Kikuchi lines indicates
the relatively smooth epitaxial growth with no apparent
secondary phases. We observe persistent RHEED inten-
sity oscillations throughout the entire growth, indicating
a layer-by-layer growth mode. A representative example
is shown in Fig. 2e, with a fundamental period of 70
s and a doubled beat period of 140 s. By comparison
with the expected fluxes from QCM and RBS calibra-
tions, this fundamental period of 70s corresponds to two
formula units (f.u.) of LaAuSb (Fig. 1c).

FIG. 2. RHEED patterns and intensity oscillations. (a,b)
RHEED patterns of the Al2O3 substrate along the [1230]
and 1010] azimuths, respectively. (c,d) The corresponding
RHEED patterns for the LaAuSb film. (e) RHEED intensity
oscillations of the specular (red) and +1 (green) spots ob-
served during growth. The corresponding integration boxes
are shown in panel (c).

Phase purity and single-crystal quality were confirmed
ex-situ by x-ray diffraction (XRD) using a Panalytical
Empyrean diffractometer with Cu Kα radiation. All
scans used a quadruple-bounce Ge 220 monochromator
on the incident beam. A second triple-bounce monochro-
mator inserted in the diffracted beam path was inserted
for the rocking curve measurements. Figure 3a shows
the θ � 2θ scan (red online) in which we observe only
the expected sharp 000l reflections and no secondary
phases. For comparison we also plot a 2θ scan of a
LaAuGe film (blue online), which has 18 valence elec-
trons and crystallizes in the undimerized LiGaGe-type
structure [7]. The presence of the 0002, 0006, 00010, and
00014 superstructure reflections in the LaAuSb confirms
the doubling of the unit cell along the c axis, consis-
tent with Au-Au dimerization. For samples grown at
temperatures below 500◦C, we do not observe the half-
order superstructure reflections, suggesting a loss of long-
range order. The superstructure-ordered sample grown
at 650◦C displays sharp Kiessig fringes (Fig. 3b). The
fringe spacing, averaged up to the fifth order, of 0.21
degrees corresponds to a film thickness of 41 nm, or
98 formula units, in good agreement with the 100 for-
mula units expected from RHEED oscillations and QCM
fluxes. Rocking curve widths for the film and substrate
are sharp and approximately equal (3.32 and 3.5 arc
seconds, respectively), indicating a high degree of in-
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FIG. 3. X-ray diffraction of LaAuSb films on Al2O3 (0001).
(a) θ�2θ scan of LaAuSb film (19 valence electrons) and com-
parison to LaAuGe (18 valence electrons) [7]. The LaAuSb
shows half-order superstructure reflections, corresponding to
a doubled unit cell along the c axis. Reflections from the sub-
strate are marked by asterisks. (b) Higher resolution θ � 2θ
scan around the 0002 reflection of LaAuSb, showing sharp
Kiessig fringes. (c) Pole figure of the LaAuSb 1014 reflection
and sapphire 1012 reflection, showing the epitaxial relation-
ship between the film and substrate. (d) Rocking curve scans
of the substrate and film showcasing the high crystallinity of
this film.

plane ordering (Figure 3d). Pole figure measurements
of the film 1014 and substrate 1012 reflections confirm
the [101̄0](0001)LaAuSb k [101̄0](0001)Al2O3

epitaxial re-
lationship (Fig. 3c). From the pole figure and the mea-
sured out-of-plane lattice constant of c = 16.79 Å, we
extract an in-plane lattice constant of a = 4.65 Å. This
agrees well with the experimental powder diffraction lat-
tice constants of c = 16.8315 Å and a = 4.63838 Å [6],
indicating the 41 nm film on sapphire is nearly fully re-
laxed to the bulk lattice parameter.

Scanning transmission electron microscopy (STEM)
measurements confirm the Au-Au dimerized structure
with a high degree of AuSb layer buckling. These mea-
surements were performed using a FEI Titan STEM
equipped with probe corrector using an operating volt-
age of 200 kV. High angle annular dark field (HAADF)
STEM images were collected with a 24.5 mrad probe
semi-convergence angle, 18.9 pA probe current, and

FIG. 4. (a) HAADF-STEM image of the LaAuSb film show-
ing the long-range ordering of the Au-Au dimerized structure,
oriented along a [1230] zone axis. The [0001] growth direction
points upwards. (b) Zoomed in region of the image in (a) to
show finer details of the atomic structure. The cartoon ball-
and-stick model in (b) is added as a guide to the eye where the
grey, gold, and purple balls represent La, Au, and Sb atoms,
respectively.

HAADF detector range of 53.9-269.5 mrad. Annular
bright field (ABF) images were collected simultaneously
with an ABF detector range of 5.7-12.6 mrad. The sam-
ple was prepared for analysis using focused ion beam
(FIB) milling. A FIB lamella was lifted out and attached
to a Cu support grid prior to the final FIB milling to a
thickness of � 100 nm. The final milling step was done
using Ar ion milling using a Fischione Nanomill oper-
ated at 900 V, bringing the sample to a final thickness
of � 20 � 40 nm before being transferred to the TEM


