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Abstract

A series of double-perovskite oxides, Sr.RNbOg (R= Sm, Gd, Dy, Ho, Y, Tm, and Lu) were
synthesized and their crystal structure and powder diffraction reference patterns were determined
using the Rietveld analysis technique. The R= Gd, Ho, and Lu samples were studied using
synchrotron radiation while R=Sm, Dy, Y, and Tm samples were studied using laboratory X-ray
diffraction. Members of Sr,RNbOg are monoclinic with a space group of P2:/n and are isostructural
with each other. Following the trend of ‘lanthanide contraction’, from R=Sm to Lu, the lattice
parameters ‘a’ of these compounds decreases from 5.84697(9) A to 5.78151(4) A, b from
5.93168(12) A to 5.81030(3) A, ¢ from 8.32095(11) A to 8.19022(6) A, and V decreases from
288.512 (7) A® to 275.128 (2) A3, In this double perovskite series, the R®* and Nb®" ions are
structurally ordered. The average Nb-O bond length is nearly constant, while the average R-O
bond length decreases with the decreasing ionic radius of R**. Powder diffraction patterns for these
compounds have been submitted to the Powder Diffraction File (PDF).
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Introduction

The efficiency and performance of thermoelectric energy conversion or cooling is related to the
dimensionless figure of merit (ZT) of the thermoelectric (TE) materials, given by ZT = S?T/px;,
where T is the absolute temperature, S is the Seebeck coefficient or thermoelectric power, pis the
electrical resistivity, and k is the thermal conductivity (Nolas et al., 2001). For high temperature
waste heat conversion applications, low-dimensional layered oxides have been found to have
potential high efficiency. Examples of these oxides include “natural superlattice” oxides such as
NaCo.04 (Terasaki et al., 1997), CazC0409 (Grebille, et al., 2004; Masset et al., 2000; Li et al.,
2001; Minami et al, 2002; Wong-Ng et al., 2007; Otani, et. al., 2007; Wong-Ng et al., 2010);
Bi>Sr2C020x (Wang et al., 2009), (Bi.Pb)CuSeO (Wong-Ng et al., 2016) and (Bi.A)CuSeO (A=Ba,
Srand Ca) (Wong-Ng et al., 2017). The search for oxide compounds with superior thermoelectric
properties continues.

Pervoskite materials such as Lai-xAxCoOs (A=Ca, Sr) (Wang et al. 2010; Sehlin et al., 1995) and
RCo00Os (Moon et al., 2001) have demonstrated large Seebeck coefficient and low resistivity.
SroRNbOgs is a series of double pervoskites that may have potential for thermoelectric applications
as well. These compounds have been reported to have long range magnetic ordering at low
temperature, and is frustrated by the geometry of the crystalline lattice, a situation known as
geometrical magnetic frustration (Karunadasa 2003; Henmi and Hinatsu, 1999).

Since X-ray diffraction is a non-destructive technique for phase identification, X-ray diffraction
patterns are especially important for phase characterization. Therefore, the main goal of this
investigation is to determine the crystal structure, crystal chemistry and experimental powder X-
ray diffraction patterns for the analog series Sr.RNbOs (R= Sm, Gd, Dy, Ho, Y, Tm, and Lu), and
to make these patterns available in the Powder Diffraction File (PDF) (PDF 2017; McMurdie et
al. 1986; Wong-Ng et al., 2001).

Experimental Details

Sample preparation

Samples were prepared in two groups (R= Gd, Ho and Lu as the first group and R=Sm, Dy, Y and
Tm as the second group). All samples were prepared by heating a stoichiometric mixture of SrCOs,
R203, and Nb2Os in air. Sm>03 was first heat-treated at 550 °C overnight prior to use to ensure the
absence of carbonates and hydroxides. Samples were weighed out, well-mixed and calcined
overnight at 750 °C, 950 °C for 2 days, 1200 °C for 2 days and finally at 1250 °C for another 2
days, with intermediate grindings. During each heat treatment, the samples were furnace cooled.
The phase purity of the samples was established by powder X-ray diffraction. Patterns were taken
at 300 K.

X-ray Rietveld Refinements and Powder Reference Patterns

For R = Gd, Ho, and Lu powder patterns were collected from rotated 0.7 mm capillary specimens
at the MR-CAT 11-1D beamline at the Advanced Photon Source at Argonne National Laboratory,



using a wavelength of 0.49516 A. High resolution synchrotron X-ray powder diffraction data were
collected using beamline 11-BM at the Advanced Photon Source (APS), Argonne National
Laboratory. Discrete detectors covered a final angular range from 0° to 50°, with data points
collected every 0.001° in 26 at a scan speed of 0.01°/s. The instrumental optics of 11-BM
incorporate two platinum-striped mirrors and a double-crystal Si (111) monochromator, where the
second crystal has an adjustable sagittal bend (Wang et al., 2008). The diffractometer is controlled
via EPICS (Dalesio et al., 1994). A vertical Huber 480 goniometer positions 12 perfect Si (111)
analyzers and 12 Oxford-Danfysik LaCls scintillators, with a spacing of 2°in 26 (Lee et al., 2008).
Capillary samples are mounted by a robotic arm and spun at = 90 Hz. Data are normalized to
incident flux and collected while continually scanning the diffractometer 20 arm. A mixture of
National Institute of Standard and Technology standard reference materials, Si (SRM™ 640c) and
Al,03 (SRM™ 676), is used to calibrate the instrument, where the Si lattice constant determines
the wavelength for each detector. Corrections are applied for detector sensitivity, 20 offset, and
small detector wavelength differences, before merging the data into a single set of intensities
evenly spaced in 20. For R =Sm, Dy, Y, and Tm, the Sr.RNbOs patterns were measured from flat
plate specimens using Cu K, radiation on a Scintag PAD V diffractometer equipped with an Ortec
intrinsic Ge detector.

The Rietveld refinement technique (Rietveld, 1969; Larson and von Dreele, 2004) with the
software suite GSAS (Larson and Von Dreele, 2004) was used to determine the structure of
SroRNDbOe. The structure of the Sro.EUNbOg phase (PDF 4-18-9033) (PDF, 2017; Huang et al,
1991) was used as a model for refinement. Reference patterns were obtained with a Rietveld
pattern decomposition technique. Using this technique, the reported peak positions were derived
from the extracted integrated intensities, and positions calculated from the lattice parameters.
When peaks are not resolved at the resolution function, the intensities are summed, and an
intensity-weighted d-spacing is reported. They are also corrected for systematic errors both in d-
spacing and intensity. In summary, these patterns represent ideal specimen patterns.

Bond Valence Sum (V) Calculations

The bond valence sum values, Vy, for Sr, R, and Nb were calculated using the Brown-Altermatt
empirical expression (Brown and Altermatt, 1985; Shannon, 1976), and the results are also listed
in Table 3. The Vyof an atom i is defined as the sum of the bond valences vj; of all the bonds from
atoms i to atoms j. The most commonly adopted empirical expression for the bond valence vij as a
function of the interatomic distance dj is vij = exp[(Ro - djj)/B]. The parameter, B, is commonly
taken to be a "universal" constant equal to 0.37 A. The values for the reference distance, Ro: Sr-O
2.118, Nb-O 1.911, Sm-0 2.088, Gd-O 2.065, Dy-O 2.036, Ho-O 2.023, Y-O 2.014, Tm-O 2.000,
Lu-O 1.971 (Brown and Altermatt, 1985).

Results and Discussion

The structural details are summarized in Table 1 and in the supported information (cif files). The
trends in lattice parameters (Table 1) show that the seven SroRNbOs compounds are isostructural,
and crystallized in a distorted v2a x \2a x 2a perovskite superstructure, with a space group of P24/n.



Table 1 also gives the refinement residuals for Sr2RNbOs (R= Sm, Gd, Dy, Ho, Y, Tm, and Lu).
Figures 1 provides the Rietveld refinement results for Sr.DyNbOg as an example. The observed
(crosses), calculated (solid line), and difference XRD patterns (bottom) for SroLuNbOe, as
determined by the Rietveld analysis technique, are shown. The difference pattern is plotted at the
same scale as the other patterns up to 60° 20. At higher 26 angles, the scale has been magnified
five times. The row of tick marks refers to the calculated peak positions. The refinement residuals
mainly reflect variations in the counting times, and the presence of traces of additional impurities.

It is noted that the structure of larger size lanthanide members SroLaNbOs (Huang et al., 1991;
Trunov et al. 1983) and SroPrNbOe (Trunov et al. 1983) is cubic with space group Fm-3m. The
structure transition from cubic to monoclinic P21/n for the smaller size SroRSbOe. Table 2 lists the
lattice parameters and calculated density, Dx for the P2:/c SroRSbOs. It is seen that the lattice
parameters a, b and ¢ for the monoclinic structures all decrease from R=Sm to Lu (a from
5.84697(9) A to 5.78151(4) A, b from 5.93168(12) A to 5.81030(3) A, and ¢ from 8.32095(11) A
to 8.19022(6) A, following the trend of ‘lanthanide contraction’. The calculated density values,
Dy, increase as the size of R decreases (5.927 g/cm® to 6.508 g/cm?®). Figure 3 gives the plot of the
unit cell volumes, V, of Sr,RNbOs vs. Shannon ionic radius of R** (rr). The unit cell volume
decreases across the lanthanide series from Sm to Lu, or with the decreasing size of the ionic radius
(Shannon, 1976) (lanthanide contraction) of the metal ion at the octahedral site. This decreasing
volume is a result of the decrease in all the a-, b-, and the c-parameters.

The atomic coordinates, displacement parameters for the structures of Sr.RNbOg are given in
Table 3. The trivalent lanthanides and pentavalent antimony are found to be fully ordered in the
double-perovskite arrangement of alternating octahedra sharing corner oxygens. Our results show
agreement with observation by Karunadasa et al. (2003) in which the R®" and Nb®" are fully
ordered in the double-perovskite structures, except for the R=Nd phase. The structure consists of
corner-sharing alternate NbOg and ROs units in the form the zig-zag chains along the c-axis. Sr in
general has a 12-coordination environment.

Table 4 gives the bond distances of Sr-O, R-O, and Nb-O, and bond valence sum values (V) of
the cation sites. From R=Sm to R=Lu, Nb atoms in the octahedral sites, the V}, values for the Nb
sites are mostly less than 5.0 (except for R=Tm with a value of 5.17) and in general increases as
the size of R3" decreases. The less than 5.0 value indicates the sites are under tensile stress. The Vj
values for the Sr site in the SroLnSbOe series are all around 2.0 (from 1.8 to 2.1). Note that all R
sites are significantly greater than 3.0 (except for the smallest R=Tm compound), representing a
large compressive stress or overbonding for the R sites.

In the monoclinic Sr.RNbOe series, there are three R-O-Nb angles (R-O4-Nb, R-O5-Nb, and R-
0O6-NDb) that are between different NbOg and ROs octahedral units (Table 5). While the R-O6-Nb
angle is a measure for the deviation from ideal value of 180° along the c-axis, the R-O4-Nb and
R-O5-Nb angle bending are related to the rotation of the octahedra with respect to the ab plane
(Figs. 3 to 4). These R-O-Nb angles all deviate rather significantly from 180° (approximately
between 143° and 161°). The R-O4-Nb angles range from 146° to 161°; the R-O5-Nb angles range
from 143° to 156°; R-O6-Nb angles range from 148° to 158°. One also notes that the R and Nb
sites in the NbOg and ROg octahedra also have distorted environment, as evidenced from different
R-O and Nb-O distances (Table 4), and different O-R-O and O-Nb-O bond angles (Table 5). While



the O4-R-0O4 and O4-Nb-04 angles are 180°, the remaining O-R-O and O-Nb-O angles all deviate
from 90°.

Reference x-ray diffraction pattern

The powder X-ray diffraction pattern of SroLUNDbOs is given in Table 6 as an example. In this
pattern, the symbols 'M' and '+' refer to peaks containing contributions from two and more than
two reflections, respectively. The peak that has the strongest intensity in the entire pattern is
assigned an intensity of 999 and other lines are scaled relative to this value. In general, the d-
spacing values are calculated values from refined lattice parameters. The intensity values reported
are integrated intensities (rather than peak heights) based on the corresponding profile parameters.
For resolved overlapped peaks, intensity-weighted calculated d-spacing, along with the observed
integrated intensity and the hkl indices of both peaks (for ‘M”), or the hkl indices of the strongest
peak (for ‘+’) are used. For peaks that are not resolved at the instrumental resolution, the intensity-
weighted average d-spacing and the summed integrated intensity value are used. In the case of a
cluster, unconstrained profile fits often reveal the presence of multiple peaks, even when they are
closer than the instrumental resolution. In this situation, both d-spacing and intensity values are
reported independently. The reference patterns for Sr.RNbOg have been submitted for inclusion in
the Powder Diffraction File (PDF): Sro.SmNbOs (00-63-698); SroGdNbOe (00-062-323);
Sr.DyNDbOg (00-062-325); Sr.HONbOs (00-62-324); Sr2YNbOs (00-62-297); SraTmNbOs (00-62-
326); Sr2LuNbOs (00-62-300).

Summary

Crystal structure and reference patterns of the double perovskites Sr.RNbOs (R=Sm, Gd, Dy, Ho,
Y, Tm, and Lu) series have been determined and published as part of the Powder Diffraction File.
Among the series, the literature reported phase of R=La (cubic) and R=Pr (cubic) are different
from the rest of the lanthanide members with smaller size of R. Sr.2RNbOs (R= Sm, Gd, Dy, Ho,
Y, Tm, and Lu) adopt the monoclinic P21/n space group. The structure consists of corner-sharing
alternate NbOs and ROg units in the form the zig-zag chains along the c-axis. Sr in general has a
12-coordination environment. The deviation from ideal perovskite geometry has been discussed.
Bond valence sum calculations indicated that all Nb adopt 5+ valence state in these compounds,
except with large tensile stress (Vp values mostly < 5 except for the R=Tm member). Compressive
stress has been found at the R3* site throughout the series (Vy ranges from 3.0 to 3.7).
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Figure legends

Fig. 1. Observed (crosses), calculated (solid line), and difference XRD pattern (bottom) for
Sr.DyNbOg by Rietveld analysis technique. The observed data are indicated by crosses and
the calculated profile is the solid line. The vertical lines below the profiles mark the
positions of all possible Bragg reflections. The difference pattern is plotted at the same

scale as the other calculated peak position.

Fig. 2. Plot of unit cell volume of Sr,RNbOg (R=Sm, Gd, Dy, Ho, Y, Tm, Yb, and Lu vs. r(R*")
(where ‘r’ is the Shannon Ionic Radii (1976)), space group P21/n.

Fig. 3. Crystal structure of Sr.DyNbOe at room temperature showing the unit cell outline and the
Top view (viewing along c) of B-site octahedra.

Fig. 4. Crystal structure of SroDyNbOe at room temperature showing the unit cell outline and the
View along a.



Table 1. Results of Rietveld Refinements for Sr,RNbO,(R= Sm, Gd, Dy, Ho, Y, Tm, and Lu)

R Sm Gd Dy Ho Y Tm Lu
BVr, A 2.088 2.065 2.036 2.023 2.014 2.000 1.971
Space Group P2,/n P2,/n P2,/n P2,/n P2,/n P2,/n P2,/n
Rup 0.1566 0.1776 0.1186 0.1658 0.1480 0.0890 0.1694
R, 0.1223 0.1366 0.0893 0.1303 0.1016 0.0659 0.1339
. 3.643 1.983 4.572 2.055 6.262 3.612 2.070
R(F) 0.0803 0.0868 0.1552 0.0997 0.0639 0.0578 0.1292
RoO3 cubic, wt% - 0.22(6) 1.6(2) 0.43(5) 1.2(2) 1.4(1) -
monoclinic, wt% - 1.2(1) - - - - -
R3NDO7, wt% - 0.28(7) - 1.74(4) - - -




Table 2. Crystallographic Data for Sr,RNbOs (Space group: P21/n) for R=Sm, Gd, Dy, Ho, Y, Tm and
Lu); r(r*" is the Shannon ionic radius (1976) using VI coordination.

Cell Parameters

R rr*) s.p. Dx
a (A) b(A) c(A) B) V(A g.cm
sm .958 5.84697(9) 5.93168(12)  8.32095(11) 90.2649(9)  288.512(7) P2:1/n 5.927
Eu  .947 5.844 5.925 8.307 90.22 287.66 P2:i/n  5.959 (Maupoey, 2012)
Gd .938 5.83333(2) 5.91016(2) 8.29095(3)  90.1968(3)  285.837(1) P2:i/n 6.058
Dy .912 5.81448(10) 5.87239(10)  8.2534(2) 90.1540(15) 281.810(10) P2:/n 6.206
Ho .901 5.80600(2) 5.85649(2) 8.23730(4)  90.1529(4)  280.090(2) P2:i/n 6.273
Y .900 5.80787(8) 5.85753(9) 8.23820(14) 90.1579(11  280.261(6) P2:/n 5.369
™m .880 5.79479(7) 5.83082(6) 8.21261(9)  90.1439(9)  277.490(6) P2:i/n 6.380
Lu .861 5.78151(4) 5.81030(3) 8.19022(6)  90.1163(5)  275.128(2) P2:i/n 6.508




Table 3. Atomic coordinates and isotropic displacement factors for Sr,RNbOs (R= Sm, Gd, Dy,

Ho, Y, Tm and Lu). Values inside brackets are standard deviations. (Space group: monoclinic

P21/n).

Atom x N z Occ. Uiso

(1) R=Sm

Sml 0.0 0.0 0.0 1.0 0.0040 (6) 2d
Nb2 0.0 0.0 0.5 1.0 0.0046 (6) 2c
Sr3 0.0099 (8) 0.5374 (3) 0.7520(6) 1.0 0.00406(8) 4e
04 0.199(2) 0.330(2) -0.040(3) 1.0 0.0071(5) 4e
05 0.401(2) 0.532(3) 0.2356(7) 1.0 0.016(3) 4e
06 0.184(2) 0.286(2) 0.552(3) 1.0 0.016(3) 4e
(11) R=G

Gd1l 0.0 0.0 0.0 1.0 0.001 2
Nb2 0.0 0.0 0.5 1.0 0.001 2
Sr3 0.0064 (4) 0.53549(24) 0.75050(26) 1.0 0.002 4
04 0.2209(13) 0.3059(14) -0.0447(15) 1.0 0.005 4
05 0.4134(15) 0.5269(19) 0.2353(4) 1.0 0.005 4
06 0.1924 (14) 0.2774(12) 0.5479(14) 1.0 0.005 4
(iii) R=D

Dyl 0.0 0.0 0.0 1.0 0.01 2
Nb2 0.0 0.0 0.5 1.0 0.01 2
Sr3 0.0033(12) 0.53229(32) 0.7501 (e6) 1.0 0.01 4
04 0.2275(27) 0.3018(27) -0.040(4) 1.0 0.0233 4
05 0.3826(25) 0.5042 (30) 0.2339(8) 1.0 0.0233 4
06 0.2106(31) 0.2612(30) 0.5417(35) 1.0 0.0233 4
(iv) R=Ho

Hol 0.0 0.0 0.0 1.0 0.001 2
Nb2 0.0 0.0 0.5 1.0 0.001 2
Sr3 0.0038(5) 0.52970(28) 0.75017(27) 1.0 0.002 4
04 0.2201(14) 0.3062(15) -0.0453(106) 1.0 0.005 4
05 0.4114(16) 0.5316(21) 0.2356(4) 1.0 0.005 4
06 0.1902(15) 0.2805(13) 0.5471(16) 1.0 0.005 4
(v) R=Y

Y1l 0.5 0.0 0.0 1.0 0.0102(9) 2
Nb2 0.0 0.5 0.0 1.0 0.0095 (8) 2
Sr3 0.0073(4) 0.53247(16) 0.7499(6) 1.0 0.0139(3) 4
04 0.2326(19) 0.2954(18) -0.0281(19) 1.0 0.0093 (15 4
05 0.4287(18) 0.5246(13) 0.2356(9) 1.0 0.0093 (15 4
06 0.2011(21) 0.2688(19) 0.5495(18) 1.0 0.0093 (15 4
(Vi) R=Tm

Tml 0.5 0.0 0.0 1.0 0.0119(5) 2
Nb2 0.0 0.5 0.0 1.0 0.0072(6) 2
Sr3 0.0096 (7) 0.53058(19) 0.7475(4) 1.0 0.0136(3) 4
04 0.2338(21) 0.2971(21) -0.0283(29) 1.0 0.023 (2) 4
05 0.4223(23) 0.5127(17) 0.2348(7) 1.0 0.023 (2) 4
06 0.2007 (20) 0.2660(19) 0.5353(25) 1.0 0.023 (2) 4
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Table 4. Interatomic distances and bond valence sums (Vy) for Sr.RNbOs. Values inside
brackets are standard deviations. The bond valence values, r, ( A) are 2.088 (Sm), 2.065(Gd),

2.036 (Dy), 2.023(Ho), 2.014 (), 2.000 (Tm), 1.971 (Lu), 2.118 (Sr), and 1.911 (Nb).

Atom Atom Distances Vb
(i) R=Sm
Sml 04 X2 2.303(7) 3.486
Sml 05 X2 2.279(7)
Sml 06 X2 2.285(7)
Nb2 04 X2 2.053(7) 4.091
Nb2 05 X2 2.053(7)
Nb2 06 X2 2.052(7)
Sr3 04 2.39(2) 2.062
Sr3 04 3.01(2)
Sr3 04 2.80(3)
Sr3 05 2.439(14)
Sr3 05 2.64(2)
Sr3 05 3.438(15)
Sr3 06 2.460(15)
Sr3 06 2.83(2)
Sr3 06 2.97(2)
(ii)R=Gd
Gd1l 04 X2 2.251 (4) 3.581
Gdl 05 X2 2.256(4)
Gdl 06 X2 2.261(5)
Nb2 04 x2 2.025(5) 4.417
Nb2 05 X2 2.023(3)
Nb2 06 X2 2.025(3)
Sr3 04 2.505(9) 1.888
Sr3 04 2.832(13)
Sr3 04 2.933(13)
Sr3 05 2.480(9)
Sr3 05 3.406(9)
Sr3 05 3.370(11)
Sr3 05 2.645(11)
Sr3 06 2.518(9)
Sr3 06 2.812(12)
Sr3 06 2.944 (13)
(iii)R=Dy
Dyl 04 X2 2.237(8) 3.370
Dyl 05 X2 2.298(8)

Dyl 06 %2 2.218(8)
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.017(3) 4.498
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Table 5. Selected bond angles (°) for Sr.RNbOs. Values inside brackets are standard deviations.

O-R-O O-Nb-O R-O-Nb

R

04-R-04 04-R-06 04-R-O5 05-R-06 04-NbO4 04-Nb-O6 04-Nb-O5 0O5-Nb-O6 R-O4-Nb R-06-Nb  R-O5-Nb

05-R-05

06-R-06
Sm 1800 922(7) 934(7) 915(7)  180.0 945(8) 92.7(9) 91.4(7) 145.8(7) 147.5(8) 147.3(7)
Gd 1800 90.9(4) 91.3(4) 92.1(4)  180.0 91.3(4) 91.0(5) 90.8(4) 152.3(5) 151.2(5) 151.3(4)
Dy 1800 916(8) 92.3(8) 93.9(9)  180.0 93.9(9) 95.8(10) 93.0(9) 155.2(11) 157.9(12) 143.3(7)
Ho 1800 916(4) 92.0(4) 91.9(4) 180.0 91.0(4) 91.3(5) 918(5) 151.9(5) 150.7(5) 150.2(5)
Y 180.0 91.1(6) 93.5(5) 94.3(5) 180.0 90.3(7) 90.4(6) 91.1(5) 160.8(8) 152.9(6) 155.9(6)
Tm 1800 90.7(6) 92.6(7) 90.4(6) 180.0 90.4(7) 925(9) 91.2(7) 160.7(9) 158.1(8) 154.9(7)
Lu 1800 93.0(5) 90.7(5) 90.7(6) 180.0 91.0(6) 91.7(7) 91.1(6) 150.2(6) 147.6(5) 151.9(6)




Table 6. X-ray powder pattern for Sr.DyNbOs, P21/n, a=5.81448(10) A, b= 5.87239(10) A, c=8.2534(2) A, B=
90.154(2)°. the symbols 'M" and '+ refer to peaks containing contributions from two and more than two reflections,
respectively. The symbol *indicates the particular peak has the strongest intensity of the entire pattern and is
designated a value of ‘999’.

d I h k 1 d I h k 1 d I h k 1
4.7848 7 0 1 1 4.7543 10 1 0 -1M 4.7543 10 1 0 1M
4.1302 91 1 1 oM 4.1302 91 O 0 2M 3.6949 18 1 1 -1M
3.6949 18 1 1 1M 2.9362 283 0 2 0 2.9200 999 1 1 -2M
2.9200 999 1 1 2M 2.9072 217 2 0 0 2.7664 27 O 2 1
2.4989 7 1 2 -1 2.4856 18 2 1 -1M 2.4856 18 1 0 3M
2.0651 376 2 2 oM 2.0651 376 0 0 4M 2.0055 21 O 2 3+
1.8552 10 1 3 0 1.8472 26 2 2 2+ 1.8405 © 1 1 4M
1.8405 © 3 1 oM 1.8099 11 1 3 -1M 1.8099 11 1 3 1M
1.6920 134 1 3 -2M 1.6920 134 1 3 2M 1.6882 153 0 2 4
1.6832 190 2 0 -4M 1.6832 190 3 1 -2M 1.6796 154 2 0 4M
1.6796 154 3 2 2M 1.6535 © 2 2 -3 1.4681 32 O 4 0
1.4613 65 2 2 -4 1.4585 52 2 2 4 1.4536 37 4 0 0
1.4454 5 0 4 1 1.3790 5 1 3 4 1.3105 20 2 4 0
1.3072 31 3 3 -2 1.3058 61 1 1 -6M 1.3058 61 3 3 2M
1.3044 36 1 1 6 1.3027 38 4 2 0 1.1962 24 O 4 4
1.1898 11 4 0 -4 1.1868 15 4 0 4 1.1837 5 2 4 -3
1.1826 5 2 4 3 1.1403 5 1 5 -1 1.1089 23 1 5 -2M
1.1089 23 1 5 2M 1.1068 17 2 4 -4 1.1055 29 2 4 4M
1.1055 29 1 3 -6M 1.1045 16 1 3 6 1.1030 35 3 1 -6M
1.1030 35 4 2 -4M 1.1004 51 5 1 -2+ 1.0988 20 5 1 2
1.0329 27 4 4 0 1.0317 11 O 0 8 0.9763 16 3 5 =2
0.9756 14 3 5 2 0.9742 18 3 5 -6 0.9732 32 0 2 8M
0.9732 32 2 0 -8M 0.9722 37 3 3 6M 0.9722 37 5 3 -2M
0.9712 35 2 0 8M 0.9712 35 5 3 2M 0.9691 13 6 0 0
0.9276 5 2 6 0 0.9244 16 4 4 -4 0.9237 19 2 2 -8
0.9230 14 4 4 4 0.9223 14 2 2 8 0.9202 16 6 2 0
0.8829 13 1 5 -6M 0.8829 13 1 5 6M 0.8792 15 5 1 -6
0.8781 7 6 0 -4 0.8770 12 5 1 6 0.8762 7 6 0 4
0.8460 14 2 6 —-4M 0.8460 14 2 6 4M 0.8441 15 O 4 8
0.8424 10 4 0 -8 0.8412 21 6 2 -4 0.8402 8 4 0 8
0.8397 23 6 2 4 0.8303 7 1 7 0 0.8261 14 1 7 -1M
0.8261 14 1 7 1M 0.8239 5 1 5 =7
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