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Atomic layer deposition for membrane interface engineering
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In many applications, interfaces govern the performance of membranes. Structure, chemistry, electrostatics, and other
properties of interfaces can dominate the selectivity, flux, fouling resistance, and other critical aspects of membrane
functionality. Control over membrane interfacial properties, therefore, is a powerful means of tailoring performance. In this

minireview, we discuss the application of atomic layer deposition (ALD) and related techniques in the design of novel

www.rsc.org/

membrane interfaces. We discuss recent literature in which ALD is used to 1) modify the surface chemistry and interfacial

properties of membranes, 2) tailor the pore sizes and separation characteristics of membranes, and 3) enable novel

advanced functional membranes.

1. Introduction

Water stress—and its interrelation with

burgeoning societal concern, and new methods for efficiently

energy—is a

and effectively purifying water are of critical importance.
Membrane technologies are of particular interest in tackling
water crises owing to their comparative advantages of low
energy consumption and high separation efficiency.’ The
membrane surface plays a crucial role during separation
processes because it directly contacts and interacts with the
filtrating medium.*> Membrane interface engineering involves
physical or chemical processes that tailor the surface properties
of a membrane to enhance performance or even to impart
novel functionality. Numerous surface modification strategies,
including plasma treatment,®’ dip-/spin-coating,® surface
grafting,>'® interfacial assembly,? surface deposition,'314
among others,’> have been developed. These conventional
methods often face a variety of challenges such as poor stability,
damage to membrane structure, limited applicable substrates,
and non-uniform modification. Polyolefins and fluoropolymers,
polyethylene (PE), polypropylene (PP),
polytetrafluoroethylene (PTFE), and polyvinylidene fluoride

such as

(PVDF), are the most prevalent materials for commercial
membranes owing to their good mechanical strength and
stability. Most of the physical and chemical
approaches listed above are unable to successfully modify these

chemical

membranes because of their low-energy surface and inert
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chemical structure. On the other hand, surface modifications
with inorganic components offer alternative pathways to
membrane interface engineering, in particular (but not
exclusively) for polymer membranes.1® Such strategies combine
the advantages of both organic and inorganic materials and can
introduce novel properties and functionality (e.g. catalytic, anti-
bacterial, and adsorptive activities) to the membrane surface.
Compared with grafting organic components, integrating
inorganic components with polymer membranes is more
challenging due to the poor interfacial compatibility between
the two components, and a pre-modification step is often
required to enhance the interactions between the membrane
surface and the inorganic components, which complicates the
modification process.
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Figure 1. Schematic illustration of atomic layer deposition (ALD) and
sequential infiltration synthesis (SIS) processes.

Atomic layer deposition (ALD) is a process by which
alternating surface-limiting exposures of reactant vapors enable
layer-by-layer growth of materials such as metal oxides, metals,
and even organic materials (Fig. 1, top).”*® In a typical ALD
cycle, the substrate is put in a near-vacuum chamber filled with
inert gas (i.e. N3, Ar), and precusor vapors carried by inert gas

are alternatively pulsed into the chamber. An atomic layer of
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precursor adsorbs on the substrate surface to subsequently
react with the second one, and between each pulse a purge step
is performed to remove the excess precursors.'® ALD can form
a conformal and tunable coating on substrates with diverse
materials, morphologies, and sizes. ALD has found technological
maturity in semiconductor device fabrication, and in research
environments it is applied in a wide range of applications.
Recently, membrane interface engineering has emerged as an
exciting additional opportunity. ALD has three major
advantages compared with traditional membrane interface
Firstly, ALD is a
independent process that can be directly conducted even on

engineering methods. largely substrate-
recognized low-energy surfaces such as PTFE (the nucleation
mechanisms may be different for surfaces with different
chemistries). Secondly, ALD creates a conformal coating even
on highly tortuous substrates such as membranes, which not
only retains the original pore structure of the membrane but
also achieves nearly 100% coverage. This combination of
attributes is important for catalytic or adsorptive membranes
requiring high active area. Lastly, the coating thickness can be
precisely and continuously tuned within a wide range from
nanometers to micrometers.

Sequential infiltration synthesis (SIS), another interface
engineering method,?*?* is derived from ALD but is a
qualitatively different process—and it, too, has demonstrated
promise in tailoring membrane properties.?> In SIS, the
integrated exposure to the alternating vapor precursors is
orders of magnitude larger than in ALD. This larger exposure
allows the precursors to diffuse into polymer substrates rather
than simply decorating the surface (Fig. 1, bottom). If the
polymer has sites that will bind the first precursor, either by
functional groups designed into the polymer itself or through
defects/impurities, inorganic material can be grown within the
near-surface of the substrate in a self-limited fashion. The
kinetics of SIS are more complex than those of ALD because of
the added aspect of in- and out-diffusion of precursors and
reaction products, so process design becomes more important.
Because the inorganic material is grown within, rather that on,
the substrate, pore constriction is minimized while still allowing
for manipulation of the physicochemical properties of the
interface.

Despite these advantages of ALD in membrane interface
engineering, research in this field is still in its infancy. Much
remains to be learned, and there are undoubtedly opportunities
not even yet envisioned for application of ALD and/or SIS in
membrane science and engineering. ALD provides an ideal
platform to investigate the relationship between membrane
surface properties and membrane performance, and a powerful
tool to reveal the interacting mechanisms between membrane
surfaces and filtrating media. In this minireview, we summarize
the
engineering. We categorize the literature into three sections

recent advances in ALD-based membrane interface

categorized by the roles ALD plays in these applications.
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2. ALD for membrane interface modification and
functionalization

2.1 Direct surface modification

Hydrophilization One of the most important targets for membrane
interface engineering is control over the wettability of the
membrane surface. The challenge lies in the hydrophilization of
membranes made of low-surface-energy materials such as PTFE and
PP. These materials have non-polar hydrophobic surfaces that are
chemically inert. ALD provides a promising hydrophilization strategy
for these materials as it enables conformal coating with a hydrophilic
material in spite of the non-reactive surface of the underlying
membrane. For example, PTFE membranes can be directly modified
with Al;03 through ALD without any pre-treatment (Fig. 2a).2® The
underlying mechanisms of Al,05; deposition are different for the
inert PTFE surface compared to other membranes with polar
surfaces. In the case of inert PTFE surfaces, discrete nanoparticles
nucleate during the initial stages of ALD because of the dearth of
With additional
nanoparticles proceed to grow by normal ALD into large clusters and

active binding sites. cycles, the nucleated
eventually coalesce into a continuous coating. As a result, more than
300 ALD cycles may be needed to realize the hydrophobic-to-
hydrophilic transition of the membrane surface. A uniform and
conformal coating with fewer ALD cycles can be achieved by
activating the inert membrane surface to induce rapid nucleation. Xu
et al. pre-treated PTFE membranes with short-time, low-power air
plasma and then deposited TiO, on them (Fig. 2b).?” The resulting
membrane surface showed high uniformity and was rendered
hydrophilic with only 100 ALD cycles. ALD on PP membranes is similar
to ALD on PTFE. Both plasma?® and nitric acid activation?® have been
demonstrated to promote the deposition process in this system.
Applications of these hydrophilized membranes include anti-
fouling surfaces, oil/water separations, and Li-ion battery separators,
among others. Nikkola et al. applied ALD of Al,03 on commercial
nanofiltration (NF) and reverse osmosis (RO) membranes to improve
the anti-biofouling property of the membranes.?° Bacterial adhesion
was slightly alleviated in membranes with thin ALD coatings due to
the promoted hydrophilicity of the surface. Increased numbers of
cycles and deposition at higher temperatures led to surprisingly large
water contact angle increase, which might be ascribed to residual Al-
CH3 groups from the trimethylaluminum precursor. Juholin et al.
deposited ZnO on commercial NF membranes for mining wastewater
treatment and found both flux and anti-fouling performance to be
improved.3! To investigate the anti-fouling performance of different
ALD oxide coatings, Li et al. compared the static adsorption of
protein-polysaccharide hybrids on ZnO-, Al;03-, and TiO,-coated
PVDF membranes.3? Each oxide showed improved performance over
the nascent membrane, and the ZnO-coated membrane showed the
lowest adsorption to both bovine serum albumin (BSA) and sodium
alginate (SA). TiO,-coated membranes were more easily fouled by SA,
while Al,03-coated ones showed poor resistance to BSA. The specific
interactions between particular foulants and particular metal oxide
surfaces dictate how readily adhesion and fouling can occur.
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Figure 2. SEM images of a) nascent and Al>O3-coated (300 ALD cycles) PTFE
membranes, and b) nascent and TiO:-coated (300 ALD cycles) PTFE
membrane pre-treated by air plasma. Reprinted with permission from ref.26
and 27. Copyright 2012, 2013, Elsevier. c) Anti-crude-oil performance of
membranes coated with different oxides by ALD. Reprinted with permission
from ref.36. Copyright 2018, ACS. d) Scheme of surface charges on AAO and
SiO2-coated AAO membranes. e) Membrane potential versus NaCl solution
concentration ratio. [J and A represent the nascent and Al;O3s-coated
membrane, while B represents the SiO2-coated membrane. Reprinted with
permission from ref.39. Copyright 2013, ACS.

Recently, membranes coated with minerals have attracted interest
for oil/water separations because of their rigid hierarchical structure
and abundant hydrophilic surface moieties.333° Our recent research
investigated the anti-crude oil performance of membranes coated
with different oxides by ALD (Fig. 2c).3® SnO,- and TiO,-coated
membranes provided much better crude oil protection than Al;03-
and ZnO-coated membranes. Molecular dynamic simulations
revealed that the hydration layers on SnO;, and TiO, surfaces are
particularly tight and dense in a neutral aqueous environment,
enabling facile release of the crude oil from the oxide surface under
water.

ALD-modified membranes are also compelling candidates for the
separator of lithium-ion batteries. The separators serve as a physical
barrier between anode and cathode to avoid short circuits.
Commercial separators made of polyolefins generally suffer from
poor wettability to the electrolyte and undesired thermal shrinkage
under high operating temperatures, both of which can be addressed
by ALD. Oxide coatings can increase the membrane surface
wettability for higher electrolyte uptake, facilitating ion transport
across the separator. The rigid inorganic coating can also stabilize the
soft polymeric skeleton from harsh external environments like high
temperature. Chen et al. coated polyethylene separators with TiO,
through ALD.3” Both surface wettability and thermal stability were
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significantly improved, and superior battery performance was
achieved.

Surface charge regulation Beyond enhancing membrane surface
wettability, ALD can be used to engineer membrane surface charges
via the different isoelectric points of various metal oxides. lon
transport through nano-channels can be regulated by channel
diameter and surface charge, both of which can be tailored by ALD
through the number of ALD cycles employed and the choice of
material deposited. It is worth mentioning that surface charge effects
become significant when the channel dimension approaches nearly
double the Debye length, at which scale the ion transport is governed
by the electric double layer.38 Romero et al. fabricated a series of
anodic aluminum oxide (AAO) membranes of varied pore size
through anodization and modified the inner channels with SiO, by
ALD (Fig. 2d).3° The Al,03 membrane is positively charged while the
SiO; coating is negatively charged in neutral pH. Therefore, the SiO,
coating can notably reduce the effective fixed charge and alleviate
the coulombic barrier effect to cation transport (Fig. 2e). Other metal
oxides were investigated in a follow-up study, further demonstrating
the wide materials library available in ALD for effective fixed charge
engineering.*® This library extends beyond metal oxides to other
materials with high surface charge. For example Matthieu et al. grew
boron nitride (BN) on AAO membranes by using BBr; and NH3 as ALD
precursors.*! The highly charged surface dramatically hinders ionic
transport across the membrane beyond simple pore-size sieving.
Conductivity through the membrane is in the same order of
magnitude for NaCl solutions with concentration ranging from 10™*
to 1 mol- L™}, which shows weak concentration dependence as the
result of the high charge density of the BN surface.*?

Functionalization Due to their highly porous structures and large
surface areas, membrane materials are ideal supports for catalysts
and adsorbents. Both adsorption and catalytic processes occur at the
interface, so high surface coverage of functional materials
beneficially impacts membrane performance. Compared with other
functionalization strategies, such as blending or post-grafting, ALD
can conformally modify the membrane surface without significantly
changing the underlying porous structure. Semiconducting catalysts,
such as TiO, and ZnO, are obvious choices for photocatalytic
applications. Chen et al. deposited TiO, followed by Pt onto AAO
membranes.**> Both annealed TiO,-coated and Pt/TiO,-coated
membranes exhibited photocatalytic activity to degrade methyl blue
under UV light. However, TiO; catalysts show limited activity under
visible light because of the wide band gap, and the requirement of
UV light increases costs and limits real-world applications. In an
effort to overcome this limitation, Li et al. deposited TiO, and ZnO
alternatively to fabricate a hetero-structured catalytic layer on PVDF
membranes. The catalytic activity in the visible light region was
enhanced because the photo-generated electron—hole pairs could
transport between TiO, and ZnO for effective charge carrier
separation.* The optimal TiO,/ZnO ratio in their study was 1:3.
Another approach to enabling visible-light-driven photocatalysis is to
dope TiO, to shift its band-edge into the visible range. In our
previous work, we fabricated N-doped TiO, coatings on ceramic
membranes by employing TiCl, and H,0 as ALD precursors with
intermittent pulses of NH3-H,O (Fig. 3a).*> High temperature (>375
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°C) was needed to initiate the reactions to allow for substitutional
doping of O sites with N. The N-doped TiO, coated membranes
displayed excellent photocatalytic activity to degrade methyl orange
under simulated sunlight as well as enhanced hydrophilicity (Fig. 3b).
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Figure 3. a) Scheme of ALD process for N-doped TiO2 coated membrane. b)
Visible light photocatalytic activity of N-doped TiO2> coated membrane for
degrading methyl orange. Reprinted with permission from ref.45. Copyright
2017, Wiley. c) Fabrication of amphiphobic fibrous membrane by ZnO ALD and
fluorination. d) and e) are nascent and ZnO-coated PTFE membranes, respectively.
Reprinted with permission from ref.52. Copyright 2016, ACS.

Affinity interactions can also be imparted to membranes using ALD
strategies, offering a new route to designer adsorbents. Some ALD
coatings exhibit strong adsorption activity to organic pollutants in
water. For example, ZnO-coated membranes can adsorb both
positively and negatively charged dyes through electrostatic,
hydrogen bond, and chelation interactions.*® Moreover, ZnO applied
on AAO membranes has also shown anti-bacterial activity.*”

2.2 Intermediate layer for post-functionalization

While in many applications the ALD coating serves as the active
layer itself, ALD coatings can also serve as an intermediate layer
for post-functionalization. Al,Os can be grown on the entire
interior pore surfaces of highly tortuous membranes by SIS or
ALD, leaving a hydroxyl-terminated surface that can
accommodate a wide range of grafting macromolecules.*® For
example, Al,03-coated membrane and sponge surfaces were
rendered hydrophobic after grafting fluoric or alkyl silanes,**—!
and such membranes can be applied in oil/water separation.
ZnO is one of the most widely used intermediate layers for post-
modification because it can act as a seed layer for ZnO nanorod
growth, which can not only change the surface chemistry but
also introduce functionality associated with hierarchical
structures.®?>* For example, Wang’s group fabricated a ZnO
layer on PP nonwoven fabric surfaces, and subsequently grew
ZnO nanorods by a hydrothermal process.>® The resulting
structure of arrayed nanorods introduced a new function: to
reserve liquids within structures for switchable oil/water
separation. When the fabric was pre-wetted with water, it
exhibited underwater oleophobicity, allowing water
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permeation and rejecting oil. If the fabric was instead initially
wetted with oil, the performance was reversed. In other work
from the Wang group, the ZnO nanorods were decorated with
Ag nanoparticles and then applied as an anti-bacterial air
filter.>* Utilizing the discrete nanoparticle deposition by ALD on
inert polymer surfaces, Wang’s group used PTFE membranes as
a substrate for the growth of isolated ZnO nuclei. The nanoscale
roughness associated with this deposit, coupled with
subsequent surface fluorination, enabled an amphiphobic
device that showed effective filtration of organic aerosols (Fig.
3c-e).>?

3. ALD for membrane structure regulation
3.1 Tuning membrane pores

The layer-by-layer nature of ALD enables researchers to control
the morphology of membranes via constriction of pore size. As
a universal strategy, ALD can be applied on both polymer®® and
ceramic membranes,®® with straight>”*® or tortuous®® pore
structures. For example, Wang’s group deposited Al,O3 on ZrO,
ceramic membranes®® and track-etched polycarbonate
membranes to modify the membrane pore size.*” The rejection
to BSA increased while the permeate flux decreased with
increasing number of ALD cycles. When the underlying material
is different than the ALD-deposited surface, the effects of pore
size constriction must be decoupled from the change in surface
wettability and chemistry. The same group coated TiO, on PVDF
membranes with increasing cycle numbers and observed a
trade-off effect. At low cycle numbers, the pure water flux was
increased due to the promoted hydrophilicity of TiO, over PVDF.
However, at approximately 120 cycles, the constriction of the
pore dimension outweighed the enhancement of the TiO,
surface and the flux began to decline.>® Similar phenomena
were reported by Lee et al.*®

At sufficient thickness, inorganic ALD coatings can become
brittle materials and can compromise the mechanical
properties of the resultant membrane. To address this problem,
Wang’s group attempted to deposit polyimide on
polyethersulfone membrane surface for pore size
adjustment.>®%° pyromellitic dianhydride and ethylenediamine
were used as the precursors through a variant of ALD known as
molecular layer deposition (MLD). The polyimide coating could
be further crosslinked by ethylenediamine for improved
hydrophilicity and stability.?® The flexibility of the membrane
was retained after MLD. Moreover, the thermal stability of the
membrane could be significantly enhanced by polyimide
coating because of its high-temperature resistance.

3.2 Selective layer construction

The discussion so far has detailed ALD-modifications to

ultrafiltration that
separations based on size-selective sieving. Another class of

microfiltration and membranes achieve
membranes composed of a dense skin layer and a porous support
layer are known as thin film composite (TFC) membranes, in which
the separation mechanism is based on diffusion across the dense skin

layer. Such membranes find wide use in nanofiltration, reverse
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osmosis, forward osmosis, and gas separation. Researchers have
used ALD to construct TFC membranes by completely sealing up
pores via layer-by-layer constriction. A small-pore substrate, as well
as brief pulses and exposure durations are normally applied to avoid
undesired defects and locate the deposition at the near-surface
region. For example, Tran et al. deposited a thin layer of TiO, on the
top surface of an Al,0; ceramic membrane.5! They firstly dip-coated
a boehmite sol on the substrate surface to reduce the pore size
(forming a y-Al,O3 top layer), and subsequently used TiO, ALD to seal
this material into a dense layer. The obtained membrane showed a
separation factor of 5.8 for H, in a H,/CO, mixture at 448 K,
competitive with other inorganic gas separation membranes. ALD-
based TFC membranes have also been applied in aqueous
separations. Song et al. deposited titanicone, using TiCl, and
ethylene glycol as the precursors, onto AAO membranes with
asymmetric pore structures. Calcination of the titanicone at 400 °C
to remove the organic constituents produced a dense TiO, layer.5?
The prepared membrane could not reject salts effectively, but was
extremely effective at rejecting dyes like methyl blue. Chen et al.
conducted the same process on the lumen surface of an Al,03/TiO;
ceramic tubular membrane, which is more suitable for practical
separation processes.®® The membrane flux decreased from ~100 Lm-
2h-lbar? to 45 Lm2h?bar? while the molecular weight cut-off was
reduced from ~7200 Da to ~2600 Da. Direct deposition of TiO, on an
ultrafiltration membrane could also be used narrow the pore
size,%*%> but the TFC membranes formed by ALD showed poor
rejection to divalent ions. Again, most of these membranes were best
used to remove larger organic dyes because of the intrinsic
micropores in inorganic ALD coatings.

(1)
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Figure 4. a) Scheme of polyimide (PI) deposition on AAO membranes with
different exposure time. b) SEM images of nascent and Pl-coated
membranes with 120 ALD cycles. c) Permeability and rejection of BSA
solution of membranes with short and long exposure time. Reprinted with
permission from ref.66. Copyright 2017, Elsevier.

Polymeric TFC membranes are most commonly fabricated
through an interfacial polymerization process. As mentioned in
section 3.1, Wang’s group developed a novel polyimide TFC
membrane on AAO substrates based on ALD (or, more precisely,
MLD).%¢ By applying a short-exposure duration, the deposition
process could be limited to the top surface of the substrate,
rather than the whole membrane, and finally achieve a TFC
membrane (Fig. 4a-b). The TFC membrane showed much higher
rejection with increasing ALD cycles compared with the PI-
modified membrane (Fig. 4c).

4. ALD for advanced membranes and membrane
processes

This journal is © The Royal Society of Chemistry 20xx

4.1 Janus membranes

The emerging concept of Janus membranes has attracted
widespread interest owing to their broad potential in
membrane processes such as emulsification/demulsification,®”
membrane distillation,®® and aeration,®® to name a few. The
term “Janus membrane” refers to a membrane where the two
opposing properties,
hydrophilicity/hydrophobicity, or positive charges/negative
charges.”®’! In general, Janus structures can be achieved by
integrating two distinct layers or by conducting asymmetric
modifications to an extant membrane. Though ALD has
generally been used as a conformal technique in membranes,
control over the diffusion of the precursor vapors through
highly tortuous and high-aspect-ratio porous materials can
enable gradient coatings leading to Janus membranes. The
control over the precursor dosing and total number of cycles
allows for precise control of the modification gradient from one
side of the membrane to the other. Our group performed
diffusion-controlled ALD of AlLOs on hydrophobic PP
microfiltration membranes (Fig. 5a).”2 Only one surface of the
membrane was exposed to the precursors, and the Knudsen
flow and low nucleation rate of the process yielded
hydrophilicity gradients that could be arbitrarily tuned (Fig. 5b).
This approach to fabricating Janus membranes offers a level of
control unachievable using most other methods.

Alternatively, depth-limited physicochemical masking of the
pore surface can bypass the need for diffusion-based control in
ALD Janus membrane fabrication. Fu et al., for example, applied
ALD as a surface modification strategy to fabricate Janus
membranes for CO, separation.”® A porous AAO membrane was
modified with hydrophobic silane via ALD followed by O, plasma
treatment on the top surface, which oxidized away the silane to
a certain depth rendering the exposed Al,O3 surface active for a
subsequent ALD coating.

4.2 Isoporous membranes templated by block copolymers

surfaces have such as

Block copolymers (BCPs) are materials that self-assemble into
chemically distinct nanoscale patterns (spheres, lamellae,
cylinders, etc.) with dimensions dictated by molecular weight
and penalty of mixing between blocks. In the context of
membranes, BCPs can assemble into thin films with
bicontinuous sponge-like with straight
cylindrical domains,’® serving as a template for membrane
fabrication. While selective block etching and selective solvent
swelling have been used to transform these nanoscale domains
into pores to yield a polymer membrane, ALD and its variant SIS
can be used to transform one block into a metal oxide. Nealey’s
group conducted SIS of Al;03 on cylinder-forming poly(styrene-
block-methyl methacrylate) (PS-b-PMMA) films to fabricate
isoporous Al,O3 ultrafiltration membranes (Fig. 5¢).”® In the BCP
film, the PS block forms the cylinder phase, and the precursors
can solely bind with the (matrix) PMMA domains because of the
formation of a complex with the PMMA carbonyl moieties.®?
Straight pores were obtained by removing the unmodified PS
blocks by O, reactive ion etching. The PMMA that is swollen
with metal oxide by the SIS is also removed in this process,
leaving behind Al,O3 that directly matches the original PMMA

structures’*’> or
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template, with some shrinkage in thickness associated with the
lost PMMA. The Al;Os-infiltrated skeleton could not only adjust
the membrane pore size for various separation demands, but
also increase the hydrophilicity and stability of the membrane
(Fig. 5d). The narrow pore distribution of the BCP-templated
membranes exhibited much higher selectivity, in particular to
proteins with similar size. The separation selectivity is closely
related to the environment pH, and the maximum protein flux
is achieved at the isoelectric point of the protein (Fig. 5e).
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Figure 5. a) Fabrication process and mechanism of Janus membrane by
diffusion-controlled ALD. b) Thickness control of the Janus membranes by
ALD exposure time. Reprinted with permission from ref.72. Copyright 2018,
Wiley. c) Fabrication of block copolymer (BCP) templated Al>Os isoporous
membrane by SIS and corresponding SEM images. d) Pore size of BCP-
templated membranes decreases with SIS cycles. e) Selectivity of BSA/BHb
by nascent AAO and BCP-templated membranes. Reprinted with permission
from ref.76. Copyright 2018, Wiley.

5. Conclusion and perspective

In this minireview, we present the recent advances of ALD, a well-
known nanofabrication technology, as applied to membranes and
membrane processes. ALD enables the deposition of atomically

6 | J. Name., 2012, 00, 1-3
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precise conformal layers of a wide variety of materials (inorganic
metal oxides, metals, etc.), and initial studies have shown that ALD
can completely and conformally cover the inner pore structure of
highly tortuous polymer membranes. Introducing an inorganic
conformal coating allows researchers to extend the functionality of
membranes in several domains: 1) The new surface chemistry can
improve hydrophilicity and sometimes introduce new functions like
catalytic and adsorptive activity. 2) The inorganic coating can act as
a platform for functional molecule grafting via silane-coupling or
other chemistries. 3) The layer-by-layer growth of ALD can allow for
precision pore-size tailoring. 4) By controlling the diffusion of
precursors through ALD parameters, the deposition can be located
at the membrane top surface or inner structure, enabling the
fabrication of TFC membranes and Janus membranes. While the
literature has a growing number of reports in this field, much remains
to be learned regarding the use of ALD and related methods (SIS,
MLD, etc.) in interface engineering for high-performance and multi-
functional membrane materials.

The capacity of ALD to integrate materials is arguably undervalued.
The conformal coating can serve as an adhesive to integrate, for
example, nanomaterials with membranes. In our recent research, we
applied ALD on calligraphy-ink-coated membranes and other
substrates for solar steam generation,”” and the ALD coating could
stabilize the ink-coating against re-dispersion into the surrounding
water. Beyond the applications discussed in this minireview, organic-
inorganic composite membranes may also find uses in membrane
distillation, enzyme
membrane bio-reactors, and many other applications.'® Most such

membrane contactors, immobilization for
applications require high surface coverage of inorganics, which can
be easily achieved by ALD. Although the standard layer-by-layer ALD
growth has been shown to improve membranes, moving forward
researchers are increasingly exploring processes that deviate from
this typical growth pattern. SIS, for example, has emerged as a
technique to replicate the membrane structure with a hybrid
polymer-inorganic material, rather than just a coated polymer.
Diffusion-limited techniques, too, offer enticing possibilities such as
enabling Janus membranes with new functionality. These types of
processes will facilitate interface engineering that simpler ALD
cannot achieve. Lastly, compared with other strategies to fabricate
Janus membranes, diffusion-controlled ALD can precisely tune the
ratio and gradient of the two properties in a Janus structure, which
provides a useful tool to investigate the unusual transport
mechanisms of Janus membranes as well as regulate their
performance. Given the diverse library of substrate materials
combined with the many inorganic species that can be deposited by
ALD and related methods, coupled further with the potential for
post-functionalization and process innovations, the
opportunities for advances in membrane science and engineering
are virtually limitless.
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