Managing hysteresis of GdsSi>Gez by magnetic field cycling
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Abstract

Influence of magnetic field cycling through the first-order magnetostructural transformation on
the magnetic and magnetocaloric properties, as well as hysteresis of polycrystalline GdsSi>Ge:
has been studied using magnetometry. The cycling has minimal effect on the magnetic field-
induced entropy change and the phase transformation temperature of the material. On the other
hand, magnetic hysteresis decreases by 30% after approximately ten cycles and remains low
unless the sample is moved far into the paramagnetic regime. Factors playing a role in the

history dependence of hysteresis have been discussed.

Introduction

Magnetocaloric effect (MCE) — a change in material’s temperature during adiabatic application
and removal of a magnetic field — is a fundamental magnetothermal phenomenon of practical
importance, e.g., in energy-efficient solid-state magnetocaloric refrigeration.>' 2 Rooted in

coupling of atomic magnetic moments with external magnetic field, MCE is intrinsic to all
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magnetic materials, even those that are weakly magnetic or paramagnetic. For instance,
adiabatic demagnetization of paramagnets has been realized in commercial refrigeration systems
and is employed in laboratory practice to reach ultralow temperatures. Away from the absolute
zero and in fields that can be sustained with permanent or/and superconducting magnets, MCEs
are maximized near spontaneous magnetic phase transitions where the changes of magnetization
with temperature, [dM/dT|, are both the largest and remain substantial as the magnetic field, H,
increases. Continuously operating cryogenic magnetocaloric refrigeration (MCR) systems for
liquefaction of hydrogen or cooling of helium below its superfluid transition temperature have

been demonstrated and employed in laboratory research as well.

MCR near room temperature is complicated by the fact that lattice heat capacity of many solids
is already at or approaching the fundamental limit of 3R J mol(atoms)* K, where R is the
universal gas constant. Hence, for the majority of conventional magnetic materials, magnetic
field-independent lattice entropies dominate over the magnetic field-induced magnetic entropy
changes around 300 K, leading only to insignificant adiabatic temperature changes.
Consequently, research activity in this temperature region was dormant until late 1990s, although
feasibility of near room temperature regenerative MCR has been demonstrated using elemental

gadolinium in 1976.*

Giant magnetocaloric effects (GMCEs) tunable between cryogenic and room temperatures
reported in GdsSixGes-x family® ¢ showed a path forward in the design of new materials and
compounds by making use of lattice entropy changes coupled with magnetic entropy changes,
where both can be actuated by reasonably low magnetic fields. For example, GdsSi>Ge2 exhibits
isothermal entropy change, |AS|, in excess of 20 J Kg* K™ with adiabatic temperature change,

|ATad|, reaching ~15 K between ca 270 and 300 K when the driving magnetic field varies



between 0 and 50 kOe.” A number of promising materials exhibiting GMCEs were discovered,
and numerous proof-of-principle MCR systems were demonstrated over the last 20 years,
proving that near room temperature cooling with magnetocaloric effect has a

future 2,8,9,10,11,12,13,14,15,16,17

Despite exhibiting one of the largest reported ATad, GdsSi2Gez has several drawbacks. One of the
alloy components — germanium — is rare, and when the compound is prepared from “99.9 %
pure” gadolinium, the material must be annealed at temperatures as high as 1570 K to realize its
GMCE." Further, this intermetallic compound is brittle, and therefore has poor mechanical
stability, plus its performance may be affected by measurable hysteresis. Discoveries of Fe;P-
and La(Fe1-xSix)13-based materials!®!%2 addressed the downside related to the unfavorable
chemical makeup of GdsSixGes-x, even though their synthesis is rather complicated. Poor
mechanical stability, intrinsic to the majority of intermetallics, can be addressed by creating
appropriate composites.?>?2232425 Managing hysteresis and irreversibilities in GdsSi.Ge, and
other materials while preserving the giant magnetocaloric effects, on the other hand, is quite

difficult.

In principle, hysteresis in GdsSi.Ge, can be reduced and even completely suppressed by
chemical substitutions, but a common penalty is the destruction of the first-order
magnetostructural transition responsible for GMCE, and its replacement by a second-order
magnetic-only phase transformation with conventional MCE which is lower by a factor of two or
more.?®?” To make GMCE practical, materials subjected to continuous
magnetizing/demagnetizing cycling near the corresponding phase transition temperatures must

exhibit minimum irreversibilities, i.e., they must have low energy losses. Understanding of the



factors influencing magnetic field-induced direct and reverse magnetostructural transitions is,

therefore, important to manage associated hysteresis, % 28-32

Magnetic hysteresis of approximately 5 kOe reported in GdsSi>Ge; single crystals when a
magnetic field is cycled up and down above the Curie temperature of the compound is about half
that (ca 10 kOe) typically reported for polycrystalline materials with the same composition.®
Assuming that the hysteresis observed in single crystals is dominated by energy barriers between
the low-field monoclinic paramagnetic (PM) and high-field orthorhombic ferromagnetic (FM)
phases of GdsSi>Ge>, phase nucleation and Kinetic barriers, and therefore hysteresis, can be
controlled by “training” and/or by properly designed microstructure of polycrystals.* 3% The
training, which consists of cycling materials through first-order transitions, is known to
measurably change properties of polycrystalline GdsSixGes-x materials that undergo
isosymmetric phase transitions near or below ~100 K.*>%¢ Since GdsSi,Ge: exhibits a different
magnetostructural transition, i.e., it proceeds with the change of symmetry, reversible formation
of nano-twins,*>*° and is characterized by a smaller phase volume change,*! the effects of
training are both of fundamental and practical interest. As far as we are aware, only one similar
system, i.e., a thin film of GdsSi13Ge2.7 has been examined in the past, where cycling of the film
through the magnetostructural transformation reduces its magnetocaloric effect, mostly due to

lower crystallinity and a reduced fraction of the SmsGes-type phase.*?

Experimental Methods

Polycrystalline GdsSi.Ge, material used in this study is from the same batch that was employed
in an earlier investigation of its barocaloric effect.** The sample was prepared by arc-melting of
the pure elements and annealed at 1570 K for two hours in an open tantalum container placed

inside a high-vacuum induction furnace. The X-ray powder diffraction (XPD) pattern recorded



at room temperature confirms that the majority of the sample crystallizes in the monoclinic
phase** of GdsSi,Ge,. A minor amount (~6 vol. %) of Gd(Si1-xGex) phase with x = 0.5 and CrB-
type structure was also detected. Back-scattered scanning electron microscopy (BS-SEM)
combined with electron dispersive spectroscopy confirms that the impurity phase is indeed the
CrB-type phase, which is paramagnetic in the investigated range of temperatures and magnetic
fields, with stoichiometry close to Gd(Sio.sGeo.4), see Supporting Information, Figure S1 and
Table S1. The Bragg peaks of silicon-rich GdsSi2+sGe2-s phase with the orthorhombic GdsSis-
type structure, often present in minor quantities in the nominally stoichiometric GdsSi>Ge>
alloys,* were not observed, although given the complexity of the XPD pattern we cannot
completely rule out its presence in small concentration (~1-2 vol. % max). This silicon-rich
phase is not discernible in the BS-SEM image due to negligible difference in contrast when & is

small.

All magnetic measurements were performed in a DynaCool Physical Property Measurement
System (PPMS, Quantum Design) using a vibrating sample magnetometer (VSM) option. A
total of four samples extracted from the same batch were examined to verify reproducibility of
the results. The magnetization (M) as a function of temperature (T) was measured in a low
magnetic field of 100 Oe to verify Curie temperatures, Tc, of all samples. All of them showed
typical first-order magnetostructural transitions with Tc = 265 K on heating, and with thermal
hystereses of 5 K.** The four specimens where then subjected to cyclic measurments using
protocols 1, 2, and 3 described in the next paragraph. All four showed practically identical
behaviors, hence only one of the samples was fully examined further by applying protocols 4

through 7, results of which are reported here.



Cyclic M vs. H measurements were performed at 270 K (just above Tc) by sweeping the
magnetic field from 0 up to 40 kOe at 100 Oe sec™ (henceforth the initial magnetization sweep),
then sweeping the field from 40 kOe down to 0 at the same rate (henceforward the return
magnetization sweep). First (hereafter protocol 1), the sample was loaded in a PPMS, and its
temperature was lowered to and set at 270 K. After establishing temperature stability for 20 min,
isothermal M(H) measurements were performed for 80 full cycles sweeping the magnetic field
from 0 to 40 kOe and back to 0. Next, (hereafter protocol 2), the sample was kept at 270 K for
30 minutes, following which M(H) data were recorded for 40 additional full cycles. Then
(protocol 3), the sample was heated to 340 K, i.e., well into the paramagnetic region (75 K above
Tc), to fully remove any remaining (i.e., trapped) field-induced ferromagnetic phase, then cooled
back to 270 K in H =0 at 10 K min™, kept at T = 270 K for 20 min, and the isothermal magnetic
field cycling was performed 40 times. Protocol 4 repeated protocol 3 except with the slower
cooling rate of 1 K min™ from 340 K to 270 K, also in H = 0. In protocol 5, the sample was
heated to 340 K and then cooled down to 270 K at 10 K min in a 50 kOe magnetic field, then
held for 20 min to stabilize the temperature, subsequently slowly removing the field to 0 at 270
K and recording M(H) data for 40 full cycles. This measurement was followed by protocol 6,
where the sample was cooled to 10 K, held there for 30 min and warmed back to 270 K at 10 K
min? (all in H = 0), where another 40-cycle measurement data set was obtained, after
establishing temperature stability for 20 min. In protocol 7, the sample was taken out of the
PPMS after completing protocol 6 and stored at room temperature for 30 days, after which
another set of cyclic measurements (80 cycles between 0 and 40 kOe) was recorded at 270 K, i.e.
following protocol 1. In addition to 100 Oe sec™ field sweep rate constant for all protocols, 40

measurement cycles were performed similar to protocol 1 but with an order of magnitude lower



field sweep rate of 10 Oe sec™®. Isothermal M(H) data recorded in protocols 1 through 5 are

depicted in Fig. 1(a-e).

To quantify magnetic hysteresis one needs to define the corresponding critical fields, Hc, even
though both direct (during the initial magnetization sweep) and inverse (during the return
magnetization sweep) magnetostructural transitions occur in GdsSi.Ge> over the range of
magnetic fields. Thus, for all protocols, Hcs were assigned as magnetic fields corresponding to
half of the largest magnetization recorded during the measurements, i.e., when M(Hc) = %M (H =
40 kOe). The observed magnetic field hysteresis, AHnyst, is then defined as AHnyst = Hci — Her,
where Hg; is the critical magnetic field during the initial magnetization sweep and Her — the
critical field during the return magnetization sweep. As also follows from the data presented in
Fig. 1, cycling the material through the magnetostructural transformation leads to minor but
noticeable enhancement of low-field ferromagnetism in most protocols. We quantify this by
introducing initial, M, and final, Ms, magnetizations. Mi; is determined by extrapolating the
linear portions of M(H) data before the field-induced transitions, typically below 10 kOe, to H =
0, whereas Mt is determined by extrapolating nearly linear portions of M(H) data recorded above

~30 kOe to 1/H = 0.

In all protocols, the deviations from the set temperature of 270 K did not exceed £0.25 K.
Considering that the temperature sensitivity of the critical field of the first-order phase transition
in GdsSizGez is 1.69(1) kOe K1, the errors in the determined Hei and Her do not exceed +0.43
kOe. The magnetocaloric effect was calculated using iso-field M(T) measurements recorded in
different applied magnetic fields,* both before executing the measurements following protocol 1
and after completing protocol 7 to check whether magnetic field cycling affects the giant

magnetocaloric effect and Tc.



Results and discussion

The very first M(H) measurement at 270 K (Fig. 1a, protocol 1) shows AHnyst = 8.8 kOe, which
quickly decreases as cycling continues, and hysteresis width is reduced close to 30% by the 10"
cycle (Fig. 2). The reduction of the field sweep rate from 100 to 10 Oe sec™ does not change the
observed behavior (inset in Fig. 1a and Fig. S2 in Supplementary Information). With further
cycling, AHnyst continues to decrease, albeit at a much slower rate of ~20 Oe cycle™, stabilizing
at AHnyst = 6.1 kOe beyond cycle #40. In addition to lowering the hysteresis width, the cycling
also reduces both critical fields: Hcj from 20.9 to 17.4 kOe, and Hcr from 12.3 to 11.3 kOe. In
contrast, the hysteresis remains unchanged, measuring 6.1 kOe in all cycles, including the first,
in the measurement protocol 2 (Fig. 1b). Behaviors similar to protocol 1 are observed in
protocols 3, 4, 5 (Fig. 1c, d, and e, respectively) and 7 (not shown) but for protocol 5, AHnyst
during the first cycle is lower when compared to protocols 1, 3, and 4 (Fig. 1e, f). Asalso
follows from Fig. 1, the initial magnetization, M;, first increases rapidly in protocols 1 and 3-7,

and then approaches a steady-state, but the final magnetization, Mg, remains practically constant.

The dependence of both critical fields and AHnyst on the cycle number is shown in Fig. 2, where
Hci, continuously decreases from the start, while Her shows an unexpected shallow maximum at
the beginning, and then starts to decrease similarly to Hc beyond the tenth cycle. The variation
of (M — Mi)/M¢ qualitatively yet closely follows the variation of AHnyst, as also illustrated in Fig.

2. We will discuss this point later in this article.



Both critical fields are strongly dependent on sample temperature,*® so potential changes as a
result of GMCE, i.e., due to self-heating when H increases and self-cooling when H decreases, or
random temperature fluctuations in sample environment during the measurements must be
considered. Given the identical behaviors of four different specimens with different mass (they
ranged from 13 to 20.5 mg), rather low magnetic field sweep rates (the roughly 10 kOe field
change over which the phase transformation is basically complete takes 100 sec), and the fact
that sample temperature is controlled by helium exchange gas, it is unlikely that self-heating
(cooling) due to GMCE plays any role. Further, systematic reduction of hysteresis, especially
during the first 10 cycles, is too large to be associated with minor temperature instabilities of
either the sample or the measurement system. If uncontrolled temperature fluctuations are
responsible, such effects will play a role during the later cycles as well, which is not the case.
Finally, the same behavior is fully reproducible in the measurements under different protocols

(see Figs. 1a, c-e) confirming that the observed changes in Hci, Her, and AHnyst are intrinsic.

Figure 3 compares M(T) data collected in a 100 Oe magnetic field before executing protocol 1
and after completing protocol 7. The temperature dependencies of magnetization before and
after the cycling measurements remain practically identical near the main magnetostructural
transition, and less than 1 K difference in Tc‘s between the two sets of M(T) is likely associated
with a conventional training effect. Below 200 K the magnetization of the cycled sample is
slightly higher, likely reflecting either or both a minor magnetocrystalline anisotropy®
(polycrystalline GdsSi>Ge> often exhibits at least some texturing during solidification after arc-
melting on a water-cooled copper hearth) or/and a random change of demagnetization since the
specimen was an irregularly shaped piece of a polycrystalline material. A weak anomaly at 301

K reflects the presence of a small amount of the orthorhombic silicon-rich GdsSi2+sGe2-s phase



not detected in XRD measurements, which has a higher Curie temperature compared to the

majority monoclinic GdsSi,Ge, phase.*’

The magnetic entropy change (-ASwm), one of the critical parameters determining the
magnetocaloric response, was calculated from iso-field M(T) data collected before protocol 1
(not shown) and after protocol 7 (Fig. 4a). The transition remains sharp in magnetic fields up to
50 kOe, and it gradually shifts towards high temperature with the application of magnetic field,
which are typical and well-known characteristics of the first-order magnetostructural
transformation in GdsSi>Gez. The M(T) data show that cycling while reducing hysteresis by at
least 30%, has little, if any, effect on the first-order nature of the phase transformation in the title
material. Further, ASm remains unchanged, retaining a sizeable maximum value of -16 J Kg* K
for a 15 kOe magnetic field change (Fig. 4b). Minor changes in the shape and less than 1 K

displacement of the ASm(T) peak are consistent with conventional training effects.

There may be several possible reasons behind decreasing the hysteresis as a result of cycling
through the transition by sweeping the magnetic field up and down. One plausible explanation is
the training effect, especially considering minor yet noticeable change in the behavior of ASm(T).
Conventionally, training implies that the material is conditioned after each cycle to overcome
kinetic and energy barriers with less resistance. It is well-known that the nucleation of the
ferromagnetic phase of GdsSi>Ge: is seeded in certain locations, usually phase boundaries
between the matrix and plate-like inclusions of a minor (ca 1-2 vol.%) Gds(Sis-xGex) impurity
phase.3* These boundaries act as a permanent source of strain due to different crystal structures
of the matrix and the platelets, and therefore promote the nucleation of the low-volume
orthorhombic ferromagnetic phase in the bulk of the high volume monoclinic paramagnetic

matrix. The effect is asymmetric, i.e., the boundaries play little to no role during the reverse

10



transition, where the high-volume phase must nucleate in the low-volume matrix,>* which is
consistent with a rapid reduction of Hci and only a minor variation of Hcr during the first few
cycles (Fig. 2). After the initial training, which typically leads to minor changes in the
microstructure, the effect becomes less prominent, although a slow reduction of both Hci and
Hcr continues. While plausible, the training hypothesis implies that the hysteresis should remain
low after the initial training is completed. At first, this, indeed, seems to be the case, because in
protocol 2, when the sample was held at the same temperature (270 K) in a zero magnetic field
for 30 min, there is no increase in the initial hysteresis, nor there is a change in hysteresis during
subsequent cycling (Fig. 1). Also for protocol 6, in which the sample was cooled down to 10 K
in a zero field, brought back to 270 K, and cycled again, there was no change in hysteresis as

well (data not shown).

However, when the sample is removed from the measurement system and stored at room
temperature (~30 K above Tc of 265 K) for a few weeks, the “training” effect disappears: the
measurements performed with protocol 7 (data not shown) follow the data for protocol 1
presented in Fig. 1 with high precision. Further, protocols 3 and 4 indicate that even relatively
fast heating of the sample to 340 K (~75 K above Tc) without a magnetic field, followed by
cooling down to 270 K restores the initial Hei, Hcr, and hysteresis irrespective of the cooling rate.
These observations suggest that the training hypothesis is not suitable to explain the observed
changes in both the critical fields and hysteresis. Thus, the answer to the question of what causes

the material’s return to the initial state in a warmed-up sample has to be found elsewhere.

By carefully examining the behavior of magnetization near H = 0 (Figs. 1 a, c, d) it is easy to see
that a small but measurable amount of the high-field FM orthorhombic phase is retained (or

trapped) after the first cycle, and its concentration continues to slowly increase in each of
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protocols 1, 3, and 4. In protocols 2 and 5 (as well as in protocol 6 for which data are not shown
since they follow protocol 2), the amount of the trapped FM phase is already substantial during
the first cycle. These observations indicate that the sample, once magnetized and demagnetized
at 270 K, cooled to 10 K and warmed back to 270 K in zero field, or cooled in magnetic field
from 340 to 270 K, enters the mixed-phase state,*® where the high-temperature, low-field PM
and the low-temperature, high-field FM phases of GdsSi>Ge; coexist. The trapped FM phase is
indeed different from the 1-2 % impurity orthorhombic GdsSi2+sGez-sa phase which has Tc of
~301 K and whose concentration is unaffected by the cycling, see Fig. 3. This trapped FM phase
appears to play a significant role in the progression of the direct (field-up) transformation by
providing additional nucleation centers and reducing both Hci and hysteresis already after the
first magnetization-demagnetization cycle, and as field cycling continues. Storing the sample
around 300 K or heating it to 340 K fully converts the trapped FM phase back to the

paramagnetic monoclinic phase, and has the most profound effect on restoring hysteresis.

The arguments presented in the previous paragraph are supported by how the trapped FM phase
evolves with cycling. Comparing M; and Mg in all protocols, except protocols 2 and 6, the FM
fraction builds continuously with an increasing number of cycles and the initial increase from the
1% to the 5" cycle is the most substantial, growing slowly afterward. Further, as illustrated in
Fig. 2, AHnyst and (Ms — M;)/M¢ show qualitatively similar variations with the number of cycles,
indicating a clear correlation between the amount of the trapped ferromagnetic phase and the
width of hysteresis. After demagnetization at 340 K, the lack of trapped FM nucleation centers
rises Hei back to the virgin values. Once the presence of the trapped FM phase is (re)established,
the hysteresis quickly decreases again. The phenomenon is fully repeatable in subsequent

cycling experiments. This is further confirmed by protocol 5 where the sample was cooled down
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to 270 K from 340 K in the presence of a 50 kOe magnetic field. Cooling in magnetic field also
traps a certain amount of the FM phase, and AHhyst in the first cycle of protocol 5 measurement is
smaller than in other protocols (Fig. 1f). We also note that (M — M;)/M¢ during the first cycle is
~0.99, close to but slightly smaller than 1, confirming the presence of about 1 % of the silicon-
rich ferromagnetic GdsSi2+sGez-s impurity phase, fully consistent with its Curie temperature of

301 K seen in Fig. 3.

Our results on the macroscopic cycling behavior of GdsSi>Ge, can be further explained
considering the microscopic nature of the observed phenomena. The trapped orthorhombic
ferromagnetic phase is not a thermodynamically stable second phase at 270 K, but its presence is
a result of minor irreversibilities intrinsic to the martensitic-like crystallographic transformation
in GdsSi>Ge,. Earlier detailed microscopic studies of the transition in both GdsSi>Ge; and
GdsSi15Ge2 s compounds using transition electron microscopy (TEM) and selected area electron
diffraction (SAED)**? showed that a certain amount of the orthorhombic phase coexists with the
monoclinic matrix within a single crystal or a grain. The formation of the monoclinic phase
always involves nano-twinning along the b-axis (the longest axis of the unit-cell).3® The
twinning minimizes internal strain caused by the substantial lateral shifts of the alternating slabs
and a switch from the y = 90° in the orthorhombic structure to y = ~93.2° in the monoclinic. Ina
real material nano-twinning generates stalking faults,*® where the lateral shift fails to occur and
locally the structure remains orthorhombic, extending over a few nanometers. One may
speculate that the number of such stacking errors increases substantially during the initial few
cycles through the magnetostructural transition, and then reach a plateau — precisely what is also
seen in Figure 2. The phase co-existence observed experimentally by TEM was also confirmed

by x-ray single crystal diffraction.*® Further, the magnetic field dependent x-ray powder
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diffraction studies of GdsSi15Gezs as well as structurally similar materials, such as GdsGes*® and
ThsSiz2Ge1 * show that the magnetic field-induced transformations in these systems are often
incomplete with two different phases retained, especially when the magnetic field is applied and

removed in the vicinity of Tc.

In summary, analysis of the experimental results described above together with the available
literature on the microscopic mechanisms and progression of magnetostructural transformations
in closely related materials indicates that the trapped FM orthorhombic phase is most likely
homogenously distributed across the material. The amount of the trapped phase may and does
increase with cycling as the stacking errors accumulate during multiple transitions. This phase
sets and developes rapidly during the first few cycles, and then its concentration increases at a
progressively slower rate. The fact that the trapped phase is distributed evenly through the
sample, and is not located at the grain boundaries only, helps to explain why the transition is
occurring smoothly instead of showing multiple steps. At the same time, the formation of the
trapped FM phase is a kinetically arrested, diffusionless process, which can be easily reversed by

moving the sample further into the paramagnetic region.
Conclusions

Magnetocaloric performance of GdsSi>Ge: is favorably affected by repeated cycling through the
magnetostructural phase transformation with an external magnetic field. The magnetocaloric
effect practically does not change after hundreds of cycles through the transition, while the
initially substantial hysteresis is reduced by 30% after only 5-10 cycles. Cycling experiments
performed using different protocols indicate that the ferromagnetic orthorhombic phase trapped
after the application and removal of magnetic field is responsible for the lower hysteresis. The

hysteresis remains low (6 kOe) as long as additional nucleation centers in the form of the trapped
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ferromagnetic orthorhombic GdsSi>Ge, phase remain intact, but it returns to the initial value (~9

kOe) when they are removed by warming the material up further into the paramagnetic regime.

Supplementary Material

See supplementary material for a) results of the back-scattered scanning electron microscopy
(BS-SEM) combined with electron dispersive spectroscopy (EDS) data, and b) comparison of
M(H) data measured at T = 270 K using protocol 1 with100 and 10 Oe sec! magnetic field sweep

rates.

Acknowledgments

This work was performed at the Ames Laboratory and was supported by the Division of
Materials Science and Engineering of the Office of Basic Energy Sciences, Office of Science of
U. S. Department of Energy (DOE). Ames Laboratory is operated for the U. S. DOE by lowa
State University of Science and Technology under Contract No. DE-AC02-07CH11358. All
microscopy and related work were performed using instruments in the Sensitive Instrument

Facility in Ames Lab.

15



140 — ; : 140 — . : 140 — ‘ ‘
ol (a) Protocol 1 - (b) Protocol 2 o0 [ (€) Protocol 3
100 100+ “ep 100
) o0 20 ‘\
= s0) ' Cycle #1 to 80 E 80} Cycle #1 to 40 g 80 " Cycle #1 to 40 ]
% 60 ‘ D 60 2 6ot E
~— S~
§ 401 > 40p § 40+
20} 20 20t
ol " kod " of , ot
0 10 20 30 40 50 0 0 20 30 40 50 0 10 20 30 40 50
H (kOe) H (kOe) H ( kOe)
140 g : : 140 — . ‘ 140 — : ‘ :
. )
el (d) Protocol 4 o [ (e) Protocol 5 120 L (B) M(H) during cycle #1
i . e - 1 o' &
/ ' le #1 to 40
ER;  Cycle#1to40 ] B 801 Cycle#l to 40 ] 3 s0r —— Protocol 1 |
= g g ol g o —— Protocol 2 |
5 6 5 6 3 6
~— N ~— —— Protocol 3
§ i 2 U E Ul — Protocol 4
20l 201 20+ —— Protocol 5 -
Or 0r 0k
0 0 20 30 40 50 0 0 20 30 40 50 0 0 20 30 40 50
H (kOe) H (kOe) H (kOe)

Fig. 1. (a-e) Isothermal M(H) cycling data for GdsSi>Ge> recorded at 270 K with different
measurement protocols, see Experimental Methods for details, and (f) comparison of the first
cycles for protocols 1 through 5. Main panels are for 100 Oe sec magnetic field sweep rate, and

inset in (a) is for 10 Oe sec™! magnetic field sweep rate.
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Fig. 2. Critical fields, Hci and Her, the width of magnetic hysteresis, AHnyst, and (Ms - M;)/Ms as
functions of cycle number during the measurements using protocol 1. Hci, Her and AHnyst are

shown for every cycle from 1 through 5, then every 5 cycles through cycle 40, and finally every

10 cycles; (M - M;)/Mt are shown for cycles 1, 2, 5, 10, 20, 30, 40, 70, and 80.
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Figure 3. Magnetization measured as a function of temperature in 100 Oe magnetic field during
heating and cooling before executing the measurements in protocol 1 and after completing all of
the magnetic cycling measurements following all seven protocols, i.e., after a total of 320 cycles.
Arrow in the main panel points to Tc of a minor GdsSi2+sGez-s impurity, which exhibits a simple,
anhysteretic ferromagnetic ordering transition at 301 K. Inset clarifies behaviors in the
immediate vicinity of the main magnetostructural transformation with arrows indicating the

directions of temperature changes.
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Figure 4. (a) M(T) curves measured after completing protocols 1 through 7. Measurements were

performed during heating in magnetic fields 0.1, 0.5, and 1.0 kOe, then with 2.5 kOe step

between 2.5 and 20 kOe and with 5 kOe step between 20 and 50 kOe. (b) Comparison of the

magnetic entropy change, ASw, for AH = 15 kOe calculated from the M(T) data before executing

measurements following protocol 1 and after the measurements following protocol 7, i.e., after a

total of 320 field-up/down cycles.

19



References

1. K. A. Gschneidner and V. K. Pecharsky, Annu Rev Mater Sci 30, 387-429 (2000).

2. A. Smith, C. R. H. Bahl, R. Bjork, K. Engelbrecht, K. K. Nielsen and N. Pryds, Adv
Energy Mater 2 (11), 1288-1318 (2012).

3. L. Zhang, S. A. Sherif, T. N. Veziroglu and J. W. Sheffield, Int. J. Hydrog. Energy 19
(12), 945-956 (1994).

4. G.V.Brown, J Appl Phys 47 (8), 3673-3680 (1976).

5. V. K. Pecharsky and K. A. Gschneidner, Phys Rev Lett 78 (23), 4494-4497 (1997).

6. V. K. Pecharsky and K. A. Gschneidner, Appl Phys Lett 70 (24), 3299-3301 (1997).

7. A. O. Pecharsky, K. A. Gschneidner and V. K. Pecharsky, J Appl Phys 93 (8), 4722-4728
(2003).

8. E. Bruck, Hbk Magn Mat 17, 235-291 (2008).

9. K. A. Gschneidner, V. K. Pecharsky and A. O. Tsokol, Rep Prog Phys 68 (6), 1479-1539
(2005).

10.  X. Moya, S. Kar-Narayan and N. D. Mathur, Nat Mater 13 (5), 439-450 (2014).

11. E. Bruck, O. Tegus, D. T. C. Thanh and K. H. J. Buschow, J Magn Magn Mater 310 (2),
2793-2799 (2007).

12. V. Franco, J. S. Blazquez, J. J. Ipus, J. Y. Law, L. M. Moreno-Ramirez and A. Conde,
Prog Mater Sci 93, 112-232 (2018).

13.  T. Gottschall, D. Benke, M. Fries, A. Taubel, 1. A. Radulov, K. P. Skokov and O.
Gutfleisch, Adv. Funct. Mater. 27 (32), 6 (2017).

14.  S.Jacobs, J. Auringer, A. Boeder, J. Chell, L. Komorowski, J. Leonard, S. Russek and C.

Zimm, Int J Refrig 37, 84-91 (2014).

20



15.  C.R. H. Bahl, K. Engelbrecht, D. Eriksen, J. A. Lozano, R. Bjork, J. Geyti, K. K.
Nielsen, A. Smith and N. Pryds, Int J Refrig 37, 78-83 (2014).

16.  T. Gottschall, A. Gracia-Condal, M. Fries, A. Taubel, L. Pfeuffer, L. Manosa, A. Planes,
K. P. Skokov and O. Gutfleisch, Nat Mater 17 (10), 929-+ (2018).

17.  C.Zimm, A. Boeder, B. Mueller, K. Rule and S. L. Russek, Mrs Bull 43 (4), 274-279
(2018).

18.  O. Tegus, E. Bruck, K. H. J. Buschow and F. R. de Boer, Nature 415 (6868), 150-152
(2002).

19.  S. Fujieda, A. Fujita and K. Fukamichi, Appl Phys Lett 81 (7), 1276-1278 (2002).

20.  A. Fujita, S. Fujieda, Y. Hasegawa and K. Fukamichi, Phys Rev B 67 (10) (2003).
21. M. Yue, J. Zhang, H. Zeng, H. Chen and X. B. Liu, J Appl Phys 99 (8) (2006).

22.  J. Lyubina, U. Hannemann, L. F. Cohen and M. P. Ryan, Adv Energy Mater 2 (11),
1323-1327 (2012).

23. H. Zhang, J. Liu, M. X. Zhang, Y. Y. Shao, Y. Li and A. Yan, Scripta Mater 120, 58-61
(2016).

24.  Y.Y.Shao, J. Liu, M. X. Zhang, A. Yan, K. P. Skokov, D. Y. Karpenkov and O.
Gutfleisch, Acta Mater 125, 506-512 (2017).

25. M. F. Ozaydin and H. Liang, Appl Phys Lett 105 (6) (2014).

26. V. K. Pecharsky and K. A. Gschneidner, J Magn Magn Mater 167 (3), L179-L184
(1997).

27. V. Provenzano, A. J. Shapiro and R. D. Shull, Nature 429 (6994), 853-857 (2004).
28.  A. Diestel, P. Chekhonin, R. Niemann, W. Skrotzki, K. Nielsch and S. Fahler, Phys

Status Solidi B 255 (2) (2018).

21



29. L. F. Cohen, Phys Status Solidi B 255 (2) (2018).

30.  T.D.Brown, T. Buffington and P. J. Shamberger, J Appl Phys 123 (18) (2018).

31.  X.B.Liu,D.H.Ryan, L. M. D. Cranswick, D. M. Liu, H. G. Zhang, M. Yue and Z.
Altounian, Aip Adv 7 (5) (2017).

32. Y. Liu, L. C. Phillips, R. Mattana, M. Bibes, A. Barthelemy and B. Dkhil, Nat Commun 7
(2016).

33.  C. Magen, L. Morellon, P. A. Algarabel, M. R. Ibarra, Z. Arnold, J. Kamarad, T. A.
Lograsso, D. L. Schlagel, V. K. Pecharsky, A. O. Tsokol and K. A. Gschneidner, Phys Rev B 72
(2) (2005).

34.  J. D. Moore, K. Morrison, G. K. Perkins, D. L. Schlagel, T. A. Lograsso, K. A.
Gschneidner, V. K. Pecharsky and L. F. Cohen, Adv Mater 21 (37), 3780-3783 (2009).

35. M. Manekar, M. K. Chattopadhyay, R. Kaul, V. K. Pecharsky and K. A. Gschneidner, J
Phys-Condens Mat 18 (26), 6017-6032 (2006).

36. J.B. Sousa, M. E. Braga, F. C. Correia, F. Carpinteiro, L. Morellon, P. A. Algarabel and
R. Ibarra, J Appl Phys 91 (7), 4457-4460 (2002).

37. J.B. Sousa, M. E. Braga, F. C. Correia, F. Carpinteiro, L. Morellon, P. A. Algarabel and
M. R. Ibarra, Phys Rev B 67 (13) (2003).

38. R. P. Pinto, J. B. Sousa, F. C. Correia, J. P. Araujo, M. E. Braga, A. M. Pereira, L.
Morellon, P. A. Algarabel, C. Magen and M. R. Ibarra, J Magn Magn Mater 290, 661-664
(2005).

39.  J. Meyers, S. Chumbley, W. Choe and G. J. Miller, Phys Rev B 66 (1) (2002).

40.  W. Choe, G. J. Miller, J. Meyers, S. Chumbley and A. O. Pecharsky, Chem Mater 15 (7),

1413-1419 (2003).

22



41. L. Morellon, P. A. Algarabel, M. R. Ibarra, J. Blasco, B. Garcia-Landa, Z. Arnold and F.
Albertini, Phys Rev B 58 (22), 14721-14724 (1998).

42.  A.L.Pires, J. H. Belo, I. T. Gomes, R. L. Hadimani, D. L. Schlagel, T. A. Lograsso, D.
C. Jiles, A. M. L. Lopes, J. P. Araujo and A. M. Pereira, Thin Solid Films 621, 247-252 (2017).
43.  S.Yuce, M. Barrio, B. Emre, E. Stern-Taulats, A. Planes, J.-L. Tamarit, Y. Mudryk, K.
A. Gschneidner, V. K. Pecharsky and L. Mafosa, Appl Phys Lett 101 (7) (2012).

44. V. K. Pecharsky and K. A. Gschneider, J Alloy Compd 260 (1-2), 98-106 (1997).

45, H. N. Bez, H. Yibole, A. Pathak, Y. Mudryk and V. K. Pecharsky, J Magn Magn Mater
458, 301-309 (2018).

46. E. M. Levin, V. K. Pecharsky and K. A. Gschneidner, Phys Rev B 62 (22), 14625-14628
(2000).

47.  A. O. Pecharsky, D. A. Gschneidner, V. K. Pecharsky and C. E. Schindler, J Alloy
Compd 338 (1-2), 126-135 (2002).

48. Y. Mudryk, A. P. Holm, K. A. Gschneidner and V. K. Pecharsky, Phys Rev B 72 (6)
(2005).

49, M. Zou, Y. Mudryk, V. K. Pecharsky, K. A. Gschneidner, D. L. Schlagel and T. A.

Lograsso, Phys Rev B 75 (2) (2007).

23



	Managing hysteresis of Gd5Si2Ge2 by magnetic field cycling
	Abstract
	Introduction
	Experimental Methods
	Acknowledgments
	References


