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We present a comprehensive investigation on anisotropic magnetic and magnetocaloric properties
of the quasi-two-dimensional weak itinerant ferromagnet trigonal CrsTes single crystals. Magnetic-
anisotropy-induced satellite transition 7™ is observed at low fields applied parallel to the ab plane
below the Curie temperature (7. ~ 230 K). T is featured by an anomalous magnetization downturn,
similar to that in structurally related Crls, which possibly stems from an in-plane antiferromagnetic
alignment induced by out-of-plane ferromagnetic spins canting. Magnetocrystalline anisotropy is
also reflected in magnetic entropy change ASy (T, H) and relative cooling power RCP. Given the
high Curie temperature, CrsTeg crystals are materials of interest for nanofabrication in basic science

and applied technology.

I. INTRODUCTION

Achieving long-range magnetism at low dimensions as
well as high temperature is of great importance for the
development of next-generation spintronics. As stated in
the Mermin-Wagner theorem,! materials with isotropic
Heisenberg interactions can not magnetically order in the
two-dimensional (2D) limit. Strong magnetic anisotropy
such as exchange anisotropy and/or single-ion anisotropy
may remove this restriction. Recently, 2D long-range fer-
romagnetism was observed in van der Waals (vdW) Crls
and CryGesTeg,2 8 however the Curie temperature T, is
significantly lowered when reducing to monolayer or few
layers. The corresponding 7. in monolayer and bilayer
was only ~ 45 K for Crlz and 25 K in CroGesTeg, re-
spectively. Therefore, high-T, ferromagnets with strong
anisotropy are highly desirable.

Binary chromium tellurides Cr;_,Te are such promis-
ing candidates with high-T, ranging from 170 to 360 K
depending on different Cr vacancies.” '* The carriers of
magnetism in Crlz and CryGeyTeg are Cr3t ions with
spin S = 3/2 which are octahedrally coordinated by Te
ligands and form a honeycomb magnetic lattice in the ab
plane. Cry_,Te crystallizes in a defective NiAs structure,
showing similarities in crystal structure, magnetic ion,
and magnetic ordering. The mechanism of FM in this
system could be attributed to the dominant FM superex-
change coupling between half-filled Cr t3, and empty e,
states via Te p orbitals, against the AFM direct exchange
interactions of Cr ty, states. The saturation magnetiza-
tion in Cr;_,Te is observed as 1.7 ~ 2.5 pp, which is
much smaller than the expected moment value of Cr us-
ing ionic model due to the spin canting, itinerant nature
of the d electrons and the existence of mixed valence Cr.'*
The electronic structure of Cri_,Te has further been s-
tudied by photoemission spectroscopy,'® showing the im-
portance of electron-correlation effect. Here we focus on
trigonal CrsTeg with = 0.375, which has a higher T,
of 230 K compared with monoclinic space group.!62°
Strong magnetic anisotropy with out-of-plane easy c axis
has been confirmed.!! Critical behavior analysis of trig-

onal CrsTeg illustrates that the ferromagnetic state be-
low T, conforms to three-dimensional (3D) Ising model,*?
holding a high potential for establishing long-range mag-
netic order when thinned down to 2D limit. Anisotropic
anomalous Hall effect (AHE) was recently observed in
trigonal CrsTeg.?%2! Calculations of band structure is
desired to explain its origin, calling for precise structural
information.

Magnetocaloric effect (MCE) in the FM vdW materials
provides important insight into the magnetic properties.
The magnetocrystalline anisotropy constant K, is found
to be larger for CrySis Teg when compared to CroGesTeg,
resulting in larger rotational magnetic entropy change at
T..?2 Crl; also exhibits anisotropic —AST%® with values
of 424 and 2.68 J kg~ K1 at 5 T for H || c and H | ab,
respectively.?? Intriguingly, there is an anisotropic mag-
netic anomaly T just below T, in low fields;?23 the origin
of T is still unknown.

In this work we investigate the anisotropy of magnetic
and magnetocaloric properties in trigonal CrsTeg single
crystal. A satellite transition 7™ below T, was observed,
at which the huge magnetic anisotropy emerges. We as-
sign its origin to the interplay among magnetocrystalline
anisotropy, temperature and magnetic field. Whereas the
anisotropic magnetic entropy change ASys in CrsTeg is
small, the magnetocrystalline anisotropy constant K, is
found to be temperature-dependent and comparable with
Crlz and CroGegyTeg. As a result of high-T,, in CrsTeg, it
would be of interest to design low-dimensional FM het-
erostructures.

II. EXPERIMENTAL DETAILS

Plate-like single crystals of CrsTeg were fabricated by
the self-flux method and the surface is the ab plane.'?2°
The structure was characterized by powder x-ray diffrac-
tion (XRD) in the transmission mode at 28-D-1 beamline
of the National Synchrotron Light Source IT (NSLS II) at
Brookhaven National Laboratory (BNL). Data were col-
lected using a 0.5 mm? beam with wavelength A\ ~ 0.1668



TABLE I. Structural parameters for CrsTes obtained from
synchrotron powder XRD at room temperature.

Chemical formula CrsTes
Space grroup P3m1
a (A) 7.7951
c(A) 11.9766
atom site = y z Occ.  Uiso (A?)
Cr Crl 0 0 0 0.87  0.0019
Cr Cr2 0.4920 0.5080 0.2515 1 0.0019
Cr Cr3 0 0 0.2747 1 0.0019
Cr Crd 0.5 0 0.5 0.264 0.0019
Te Tel 0.3333 0.6667 0.1164 1 0.00468
Te Te2 0.3333 0.6667 0.6217 1 0.00468
Te Te3 0.1652 0.8348 0.3816 1 0.00468
Te Te4 0.8285 0.1715 0.1301 1 0.00468

A. A Perkin Elmer 2D detector (200 x 200 microns) was
placed orthogonal to the beam path 990 mm away from
the sample. The x-ray absorption spectroscopy measure-
ment was performed at 8-ID beamline of NSLS II (BNL)
in fluorescence mode. The x-ray absorption near edge
structure (XANES) and the extended x-ray absorption
fine structure (EXAF'S) spectra were processed using the
Athena software package. The extracted EXAFS signal,
x(k), was weighed by k? to emphasize the high-energy os-
cillation and then Fourier-transformed in a k range from
2 to 12 A~! to analyze the data in R space. The magne-
tization data as a function of temperature and field were
collected using Quantum Design MPMS-XL5 system in
temperature range 200 ~ 280 K with a step of 4 K on
cleaved crystals in order to remove surface contamination
of residual Te flux droplets on the surface.

III. RESULTS AND DISCUSSION

Rietveld powder diffraction analysis was carried out on
data obtained from the raw 2D diffraction data integrat-
ed and converted to intensity versus @ using the Fit2d
software where ) = 4wsinf/\ is the magnitude of the
scattering vector.?* The refinement was performed using
GSAS-II modeling suite.?> Figure 1(a) shows the refine-
ment result (goodness of fit ~ 4%) of CrsTeg (0.885 by
weight) and residual Te flux impurity (0.115 by weight).
The crystal structure of trigonal CrsTeg can be well re-
fined in the P3m1 space group with four crystallograph-
ically different sites for both Cr and Te atoms, leading to
the formation of a five-layer superstructure of the Cdls
type.?6 The detailed structural parameters are summa-
rized in Table I. The superstructure is composed of three
types of Cr layers with a stacking sequence abcba. Cr2
and Cr3 occupy the vacancy-free atomic layers, while Crl
and Cr4 distribute in the metal-deficient layers [inset in
Fig. 1(b)]. The average Cr-Te bond distances in vacancy-
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FIG. 1. (Color online). (a) Refinement of synchrotron x-ray
diffraction data of CrsTes: data (solid symbols), structural
model (red solid line), difference curve (blue solid line, offset
for clarity). Vertical tickmarks denote reflections in the main
phase (black, top row) and the secondary Te impurity (red,
bottom row). (b) Normalized Cr K-edge XANES spectra and
(¢) Fourier transform magnitudes of EXAFS data of CrsTes
taken at room temperature. The experimental data are shown
as blue symbols alongside the model fit plotted as red line.
The inset in (c) shows the corresponding EXAFS oscillation
with the model fit.

free layers range from 2.701 to 2.805 A, match well with
the reported values for Cry(Si,Ge)oTeg (2.741 - 2.803 A)
and CrTes (2.700 - 2.755 A).26 However, the Cr-Te bond
distances in metal-deficient layers are shorter with values
of 2.673 - 2.681 A. The shortest Te-Te interatomic sepa-
rations range from 3.664 to 3.779 A, significantly shorter
than the sum of their anionic radii 4.2 A, indicative of
weak bonding interactions with a quasi-2D character.
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FIG. 2. (Color online). (a)-(d) Temperature dependence of
zero field cooling (ZFC) and field cooling (FC) magnetization
of CrsTes measured at indicated fields applied along the ¢
axis. (e) Temperature-dependent dM/dT derived from FC
curves with H || ¢. (f)-(i) Temperature dependence of ZFC
and FC magnetization of CrsTes measured at indicated fields
applied in the ab plane. (j) Temperature-dependent dM/dT
derived from FC curves with H || ab.

Figures 1(b) and 1(c) show the normalized Cr K-edge
XANES spectra and Fourier transform magnitudes of
EXAFS spectra of CrsTeg, respectively. The XANES
spectra is close to that of CryTes with Cr3* state.?” The
prepeak feature is due to a direct quadrupole transition
to unoccupied 3d states that are hybridized with Te p
orbitals. In the single-scattering approximation, the EX-
AFS could be described by the following equation:?®

.52 2R;
x(k) = Z JZ;;O filk, Ri)e™ =~ e 90 sin 2k R, + 6,(k)),
where N; is the number of neighbouring atoms at a dis-
tance R; from the photoabsorbing atom. S3 is the passive
electrons reduction factor, f;(k, R;) is the backscattering
amplitude, A is the photoelectron mean free path, §; is
the phase shift of the photoelectrons, and o? is the cor-
related Debye-Waller factor measuring the mean square
relative displacement of the photoabsorber-backscatter
pairs. The corrected main peak around R ~ 2.7 A in
Fig. 1(b) corresponds to the Cr-Te bond distances [Cr2-
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FIG. 3. (Color online). Magnetization as function of field at
various temperatures for (a) H || ¢ and (b) H || ab, respec-
tively. Ac susceptibility real part (c) m/(T) and (d) imagi-
nary part m”(T') as a function of temperature measured with
oscillated ac field of 3.8 Oe and frequency of 499 Hz applied
in the ab plane and along the c axis, respectively.

Tel: 2.70(1) A, Cr2-Ted: 2.74(2) A, Crd-Te2: 2.683(1)
A] extracted from the model fit in the range 2 A to 3 A,
only slightly modified when compared with the average
bond distances. The peaks in high R range are due to
longer Cr-Cr (3.01 A ~ 3.29 A) and Te-Te (3.66 A ~ 3.78
A) bond distances and multiple scattering effects.
Temperature dependence of zero field cooling (ZFC)
and field cooling (FC) magnetization M (T taken at var-
ious magnetic fields for CrsTeg is presented in Fig. 2.
We observe an interesting anisotropic magnetic response
for fields applied along the c axis and in the ab plane,
respectively. In Fig. 2(a), for H || ¢ at 10 kOe, a typical
increase in M (T') on cooling from high temperature cor-
responds well to the reported paramagnetic (PM) to FM
transition.'® An appreciable thermomagnetic irreversibil-
ity occurs between the ZFC and FC curves in lower field-
s [Figs. 2(b)-2(d)], in the magnetically ordered state,
indicating magnetocrystalline anisotropy. On the other
hand, for H || ab, an anomalous peak feature is observed.
The ZFC and FC magnetization in fields ranging from 10
kOe to 10 Oe are virtually overlapping in the whole tem-
perature range [Figs. 2(f)-2(i)]. A similar magnetization
downturn below T, is also seen for Cro(Si,Ge)2Teg and
Cr(Br,I)3,293% at which the strong magnetic anisotropy
emerges. Since the ZFC curve might be influenced by the
domain wall motion, we summarize the field dependence
of T, (the minimum of dM/dT) and T* (the maximum
of dM/dT) from FC magnetization. As shown in Figs.
2(e) and 2(j), both T, and T* are field-dependent but
with an opposite tendency, i.e., with increasing field the
T. increases whereas the T gradually decreases.
Isothermal magnetization M (H) for H || ¢ exhibits a
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FIG. 4. (Color online). Typical initial isothermal magnetiza-
tion curves from 7" = 200 K to 280 K with temperature step
of 4 K measured (a) in the ab plane and (b) along the ¢ axis,
respectively. (c) Temperature-dependent anisotropy constant
K, (left axis) and the ratios of [M/M(160K)]™"F1/2 with
n =1, 2, and 4 (right axis).

clear FM behavior at low temperatures and a linear PM
behavior with small slope at 300 K [Fig. 3(a)]. The mild
hysteresis for both orientations indicates the behavior ex-
pected for a soft ferromagnet. The observed saturation
magnetization of M =~ 1.8 up/Cr for H || ¢ at 5 K which
is smaller when compared to the expected value for Cr
free ion (3 p1p/Cr), indicating weak itinerant nature of Cr
or canted FM in CrsTeg.'® The saturation field H, could
be derived from the 2 component of the intercept of two
linear fits, one being a fit to the saturated regime at high
fields and one being a fit of the unsaturated linear regime
at low fields. As we can see, the magnetization is much
easier to saturate for H || ¢ [Fig. 3(a)] than for H || ab
[Fig. 3(b)], indicating that the c axis is the easy mag-
netization direction. The large disparity of H, for two
orientations can be explained by easy (hard) natures of
the domain wall motion along different ¢ (ab) axes. Fig-
ures 3(c) and 3(d) present the temperature dependence
of ZFC ac susceptibility measured with oscillated ac field
of 3.8 Oe and frequency f =499 Hz. A pronounced broad
peak is observed at T, in the real part m’, i. e. at 238 K
for H || ab and at 231 K for H || ¢. An additional anoma-
ly occurs just below T, as seen in an obvious hump in the
imaginary part m’ at 199 K for H || ¢, further confirming
the anisotropic magnetic response.

Using the Stoner-Wolfarth model a value for the mag-
netocrystalline anisotropy constant K, can be estimated
from the saturation regime in the isothermal magnetiza-
tion curve. Figures 4(a) and 4(b) present the magneti-
zation isotherms with field up to 5 T in the temperature
range from 200 to 280 K for both H | ab and H || c.
When H || ab, where the anisotropy becomes maximal,
the saturation field H, is associated with the magne-
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FIG. 5. (Color online). Temperature dependence of magnetic
entropy change —ASj; obtained from magnetization measure-
ment at various magnetic field changes (a) in the ab plane and
(b) along the c axis, respectively. Inset shows the field depen-
dence of —ASjs at low temperature. The rotational magnetic
entropy change —AS3; as a function of (c) temperature and
(d) field.

tocrystalline anisotropy constant K, and the saturation
magnetization M, with pg being the vacuum permeabil-
ity: 2K, /My = poHg.3' Figure 4(c) exhibits the tem-
perature dependence of derived K, for CrsTeg, which is
about 94 kJ cm™3 at T = 160 K. The K, in CrsTeg
is larger than those for Cry(Si,Ge)sTeg and CrBrg,2?:30
which most likely results in a more apparent magnetiza-
tion downturn anomaly in CrsTeg [Figs. 2(f)-2(i)]. Here
we propose that the origin of this downturn in the mag-
netization curve for H || ab is a continuous reorientation
of the magnetization direction as a result of an inter-
play between the magnetocrytalline anisotropy, field and
temperature. The magnetocrytalline anisotropy favors a
magnetization direction perpendicular to the ab plane,
which for H || ab the field wants to align the magnetiza-
tion direction parallel to the field. Assuming an external
field H; is higher than the anisotropy field H* at temper-
ature 77 below T, the magnetization vector is aligned
along the external field direction. By reducing the exter-
nal field to a value Hy below H* at fixed 17, a tilting of
the magnetization vector towards the easy c axis will be
achieved. The tilting in turn leads to a reduction of the
magnetization component parallel to the field. This is
like the spin-flop mechanism that usually is observed in
an AFM ordered state. Such feature is also presented in
the field-dependent magnetization in the hard ab plane
[Fig. 3(b)] at 5 and 100 K.

Furthermore, the magnetocrytalline anisotropy K, for
Cr5Teg is found to be temperature-dependent [Fig. 4(c)],
gradually increasing with decreasing temperature. This
tendency arises solely from a large number of local
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1.81.%° Inset shows T} vs HY? with A = + 7.

spin clusters fluctuating randomly around the macro-
scopic magnetization vector and activated by a nonze-
ro thermal energy.3?33 In a simple classical theory,
(KM MPHY2 where (K(™M) is the anisotropy ex-
pectation value for the n** power angular function,3%33
in the case of uniaxial anisotropy n = 2 and of cubic
anisotropy n = 4, leading to an exponent of 3 and 10, re-
spectively. The temperature-dependent M,/M;(160K),
[My/M(160K))3, and [M,/M4(160K)]!° are also plot-
ted. The comparison in Fig. 5(c) points to the predom-
inant uniaxial anisotropy with some deviation to cubic
anisotropy in CrsTeg. As discussed above, reducing the
external field from Hy passing H* to Hs at T} (< T%)
results in a tilting of the magnetization vector towards
the easy c axis. The observed temperature-dependent K,
gives a reduction of magnetic anisotropy when increasing
temperature to To (> T*). Then the alignment along the
magnetic easy axis becomes less favorable upon warming,
which leads to a stronger tilting of the magnetization
vector towards the ab plane and an increased experimen-
tally observed ab-component magnetization. Therefore,
the spin configuration of CrsTeg below T is supposed to
be an out-of-plane FM order with in-plane AFM com-
ponents, calling for further neutron scattering measure-
ment. This canted FM configuration might arise from
the ordered Cr-vacancies induced modification of local
structure and indicates competing exchange interactions
exist in CrsTeg.

To further characterize the anisotropic magnetic prop-

erties in Cr;Teg, we investigate the anisotropic magnetic
entropy change:

7798 2 oM
ASy (T, H :/ <> dH:/ () dH,
w (T, H) o \0H), o \oT ),

where (S—E)T = (%—%)H is based on Maxwell’s relation.?

In the case of magnetization measured at small discrete
field and temperature intervals,

4

S M(Ty, HYdH — [T M(Typ0, H)dH

ASu (T, H) = T, — Ty

Figures 5(a) and 5(b) show the calculated —ASy (T, H)
as a function of temperature in selected fields up to 5 T
with a step of 1 T applied in the ab plane and along the ¢
axis, respectively. All the —ASy (T, H) curves feature a
broad peak in the vicinity of T.. The value of —AS); in-
creases monotonically with increasing field; the maximal
value reaches 1.39 J kg=! K~! in the ab plane and 1.73 J
kg~! K~! along the c axis, respectively, with field change
of 5 T. Most importantly, the values of —AS); for the
ab plane are negative at low temperatures in low fields,
however, all the values are positive along the ¢ axis. The
field dependence of —ASy; (T, H) at low temperature [in-
set in Fig. 5(a)] shows a clear sign change for H || ab.
This behavior is similar with that in Crlz,?® in which the
magnetic anisotropy originates mainly from the superex-
change interaction.?® The calculated magnetocrytalline
anisotropy decreases with increasing temperature [Fig.
4(c)], whereas the magnetization may exhibit opposite
behavior. At low fields, the magnetization at higher tem-
perature could be larger than that at lower temperature
[Figs. 2(f)-(i) and 3(b)], which gives a negative —AS),.
The rotational magnetic entropy change AS%, can be cal-
culated as ASE (T, H) = ASy (T, H.) — ASy (T, Hap).
As shown in Fig. 5(c), the temperature dependence of
—ASE(T, H) also features a peak at T, with the field
change of 0.2 T, however, the temperature of the max-
imum —ASE (T, H) moves away from T, to lower tem-
perature with increasing field. When T < T, the field
dependence of —ASE (T, H) increases rapidly at low field
and changes slowly at high field [Fig. 5(d)]. This pos-
sibly reflects the anisotropy field in CrsTeg, which de-
creases with increasing temperature and gradually dis-
appears when T' > T,.. The obtained —AS); of CrsTeg is
significantly smaller than those of well-known magnetic
refrigerating materials, such as GdsSioGes, LaFq3_,Si,,
and MnP;_,Si,,?% however, comparable with those of
Cr(Br,I)3 and Cra(Si,Ge)yTeg.2237:38

For a material displaying a second-order transition,?
the field-dependent maximum magnetic entropy change
should be —AST:*® oc HP 40 Another important param-
eter is the relative cooling power RCP = —AST** x
5Trwmm. ' The —ASY** is the maximum entropy
change near T, and 6Tpw g is the full-width at half
maximum of —ASy;. The RCP also depends on the field
with RCP «x H?. Figure 6(a) displays the temperature
dependence of p(T) in various out-of-plane fields. At low

9



temperatures, well below T,, p has a value which tends
to 1. On the other side, well above T,, p approaches 2
as a consequence of the Curie-Weiss law. At T = T,
p reaches a minimum. Figure 6(b) summarized the field
dependence of —AST;** and RCP. The RCP is calculated
as 131.2 J kg~! with out-of-plane field change of 5 T for
CrsTeg, which is comparable with that of Crlz (122.6 J
kg~! at 5 T).2? Fitting of the —AST:*® and RCP gives
p=0.667(2) and ¢ = 1.12(2).

Scaling analysis of —ASj; can be built by normalizing
all the —AS)s curves against the respective maximum
—ASTe® namely, ASyr/AST® by rescaling the reduced
temperature 64 as defined in the following equations,*?

0_ = (Tpeak‘ - T)/(Trl - Tpeak)» T < Tpeakv

0+ = (T - Tpeak)/(Tr2 - Tpeak)a T> Tpeaka

where T,y and T, are the temperatures of two reference
points that corresponds to ASy (Ty1,Tr2) = %AS]\”}M.
Following this method, all the —ASy (T, H) curves in
various fields collapse into a single curve [Fig. 6(c) and
inset]. The values of T,; and T,y depend on H'/? with
A = B+~ [inset in Fig. 6(d)].*? In the phase transition re-
gion, the scaling analysis of —AS); can also be expressed
as —ASy /ay = H" f(e/HY?), where apy = T, 1 AT B
with A and B representing the critical amplitudes as in
M(T) = A(—¢)? and H = BM?, respectively, and f(x)
is the scaling function.*® If the critical exponents are
appropriately chosen, the —ASy;(T) curves should be
rescaled into a single curve, consistent with normalizing
all the —AS); curves with two reference temperatures
(Ty1 and Ty2). This is indeed seen in Fig. 6(d) by us-
ing the values of f = 0.315 and v = 1.81,'° confirming
that the critical exponents for CrsTeg are intrinsic and

accurately estimated. As is well known, the critical ex-
ponents 8 = 0.25, v = 1.75 and 8 = 0.325, 7 = 1.24 are
expected for 2D and 3D Ising models, respectively. The
spatial dimension extends from d = 2 to d = 3 passing
through T, confirms that trigonal Crs;Teg features quasi-
2D character. The spin dimension of Ising-type n = 1
implies strong uniaxial magnetic anisotropy, which is of
high interest for establishing long-range magnetism down
to 2D limit.**

IV. CONCLUSIONS

In summary, we have studied in detail the anisotropy
of magnetic and magnetocaloric properties of trigonal
Cr5Teg with a high-T, of 230 K. A satellite transition T*
is confirmed below T, featuring an anomalous magneti-
zation downturn when low field applying in the hard ab
plane. A canted out-of-plane FM configuration with in-
plane AFM components is supposed for CrsTeg, suggest-
ing the existence of competing exchange interactions. In-
trinsic magnetocrystalline anisotropy in trigonal CrsTeg
is established and also reflected in anisotropic magnetic
entropy change. Taken its high-T,. and strong anisotropy,
CrsTeg is a promising material to gain further insight in-
to low-dimensional ferromagnetism and is of high interest
or nanofabrication that could led to ferromagnetic het-
erostructures devices.
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