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As the energy density ceiling (~700 Wh kg−1) of conventional 
lithium transition metal oxide (LiMO2, M = Ni, Co, Mn) 
cathodes is approached, hybrid anion- and cation-redox 

(HACR) cathodes1 compete with purely anion-redox LinS and 
LinO (refs. 2,3) cathodes as candidates for next-generation batter-
ies. Li-rich Li1+XM1−XO2 (LXMO) with a layered structure is one 
of the most promising HACR cathodes4,5. The lattice structure is 
a solid solution or a fine-phase mixture of Li2MnO3 and LiMnaN
ibCo1−a−bO2 (NMC) lattice motifs6,7, with Li-layer (LiL) and tran-
sition metal-layer (TML) cation sites. In the Li2MnO3 motif, one-
third of Mn ions in the TML are replaced by Li ions (LiTML), leading 
to plenty of axial Li–O–Li configurations (each O is bonded to 
six Li/M)8. Consequently, certain O2p orbitals are less hybridized 
with the transition metal (M) d orbitals, and thus they have higher 
energies than those in 100% axial Li–O–M configurations9 (as in 
NMC). These oxygen anions in LXMO could be oxidized more 
easily when the material is charged and subsequently contribute to 
capacity in battery cycles.

Anion-redox capacity can be reversible or irreversible. To har-
ness the oxygen anion-redox contribution to double the energy den-
sity, it behoves one to ponder the cause of irreversibility. It has been 
reported10,11 that the migration barrier of O− is only 0.9 eV, whereas 
that of O2− is 2.3–4.0 eV in Li2MnO3. Generally, the oxidation of 
O2− → Oα− (α < 2, peroxide- or superoxide-like)12 when charged to 
high voltages (>4.3 V versus Li+/Li) makes oxygen more mobile 
and easier to escape from a metal oxide particle, resulting in oxygen 
vacancies, transition metal co-migration and structural collapse, 
with a telltale fingerprint of continuous voltage decay10,13–16 and con-
sumption of electrolyte17. Oxygen release into the liquid electrolyte 
must be prevented in battery cycling.

In uniformly Li-rich particles, structural collapse tends to start 
from the surface11,18,19. Wang et al.10 reported that once O vacancies are 
produced at the surface of LXMO, a massive number of new structural 
flaws nucleate, leading to the propagation of the crystal collapse into 
the whole particle. The oxygen release will persist over hundreds of 
cycles, with continuous M reduction and oxygen void formation10,15,16. 
While metal oxide coatings20,21 and other surface treatments22 were 
performed to improve the cycling capacity, few have addressed the 
problem of voltage fading and electrolyte consumption.

Inside LXMO, the heavy use of O redox triggers local oxygen 
mobility. But global oxygen mobility, defined by percolating oxygen 
transport from the particle core to the surface, should be avoided 
at all costs. As shown in Fig. 1a, if near the surface, we can remove 
all LiTML and even substitute some LiLiL with MLiL without disrupting 
the single crystallinity, then the M valence can be locally reduced, 
which would ensure less anion redox in cycling (Supplementary 
Fig. 1). When we make X < 0 near the surface (‘Li poor’), the ini-
tial M valence would drop below +3, which suppresses anion redox 
while promoting cation redox, which will lower the concentration 
of mobile Oα− (α < 2) near the surface.

Herein we demonstrate a concept of full Li-gradient 
Li1+X(r)M1−X(r)O2 (LX(r)MO) particles, as illustrated in Fig. 1b, where 
X(r) is a function of position r, with X(rcore) = Xrich > 0, where 
rcore is the interior of the particle (Xrich = 0.2 in this work) and 
X(rsurface) = Xpoor ≤ 0. In other words, we make Xpoor < 0 to cut down 
both O anion redox and mobility near the surface without extra lat-
tice defects23. The gradient design calls for the primary particles to 
be crystallographically coherent from the Li-rich bulk to the Li-poor 
surface (Fig. 1c–e), instead of having grain or phase boundaries in 
between like traditional coatings.
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This continuous gradient from ‘Li richness’ to ‘Li poorness’ in the 
LX(r)MO single crystal achieves the following goals. First, the Li-rich 
core (Li1.2M0.8O2) that takes up most of the particle volume has very 
high capacity, due to oxygen anion-redox contribution from the ample 
axial Li–O2p–Li configurations9 (region B in Fig. 1c) embedded inside, 
akin to the Li2O–LiO–LiO2 ‘solid oxygen cathode’ concept2 but well 
mixed at the atomic scale. Meanwhile, the epitaxially coherent Li-poor 
region near the surface (region A in Fig. 1c), which mainly features 
Li–O–M and even M–O–M configurations, prevents oxygen ions 
from being oxidized and escaping into the electrolyte. The MLiL pillars 
would greatly stabilize the layered structure4 (Fig. 1d,e) at the surface. 
Essentially, the Li-poor surface can be considered ‘immunized’ against 
oxygen release in electrochemical cycling, due to earlier preventive 
ejections of LiO from the surface at a high annealing temperature 

of 700 °C. Then the oxygen redox in room-temperature cycling can 
only happen in the bulk, but oxygen cannot trespass the ‘immunized’ 
Li-poor surface and escape into the electrolyte. Second, in practical 
full cells, very little liquid electrolyte is used. Since the carbonate elec-
trolyte can be oxidized easily in the presence of freed oxygen24–26, mini-
mizing oxygen release ensures a long battery life under parsimonious 
electrolyte condition. In subsequent sections, we will demonstrate 
excellent voltage retention of our LX(r)MO material against Li4Ti5O12 
anode in capacity-matched full cells with parsimonious electrolyte 
(2 g Ah−1) and at relatively high C-rates ≥1C (1C ≡ 250 mA g−1).

Creation of Li-gradient single crystals
Pioneering work has been done to create gradient distribution in 
transition metals Ni, Mn and Co27,28. However, there have been no 
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attempts to create gradients in Li richness/poorness (LiTML/MLiL) as 
it appears that Li+ ions can easily diffuse throughout the particle, 
making it challenging to maintain a Li gradient in primary particles. 
But scrutiny of the Li1+X(r)M1−X(r)O2 concept indicates that a Li gradi-
ent in an uncharged state is equal and opposite to a M gradient. M 
would be a slow diffuser if there were no M vacancies or other lat-
tice defects, so this ‘Li gradient’ in the discharged state could stay a 
permanent feature at room temperature. Constructing this M gradi-
ent requires a high-temperature process, so in this work we develop 
a high-temperature leaching method with molten MoO3. We start 
with uniform-concentration Li-rich LXMO particles, which react 
with a small amount of sintering aid (liquid molybdate) at 700 °C 
via the following reaction:

Li1þXrichM1�XrichO2 þ βMoO3 !
Li1þXrich�2βM1�XrichO2�2β þ βLi2MoO4 þ β

2 O2ð"Þ ð1Þ

in effect extracting 2βLiO ¼ βLi2Oþ β
2 O2ð"Þ

I
from the near-surface 

region of LXMO, where β is the progress variable. The sintering aid 
works by reacting with the ceramic host to form a liquid layer (MoO3-
Li2O eutectic liquid solution at >525 °C, Supplementary Fig. 2),  
wetting and wrapping around the host particles. The temperature 
is also high enough to anneal the layered crystal, eliminating Li/O 
vacancies left behind to obtain a dense crystal29:

Li1þXrich�2βM1�XrichO2�2β !
ð1� βÞLið1þXrich�2βÞ=ð1�βÞMð1�XrichÞ=ð1�βÞO2

� ð1� βÞLi1þXpoorM1�XpoorO2

ð2Þ

with Xpoor = (Xrich − β)/(1 − β) and some volume shrinkage.
Liquid-phase diffusion is much more rapid than solid-state dif-

fusion, so reaction (1) is initially rate-controlled by solid-state dif-
fusion. Thus the progress variable β in Li1þXrich�2βM1�XrichO2�2β

I
 is 

spatially dependent, with β(rcore) ≈ 0, while β(rsurface) > 0 or even as 
large as β(rsurface) > Xrich. In other words, the surface can actually 
become Li poor while the core still keeps the initial Li richness. As 
long as the MoO3 fraction, w, is small (such as 4–6 wt%), the liquid 
will reach thermodynamic saturation at time tsaturation for dissolving 
Li2O, after which no more LiO can be leached out. By adjusting w 
and duration t of reaction (1), we are able to throttle β(rsurface) ≥ Xrich 
and end up with Xpoor = (Xrich − β)/(1 − β) ≤ 0 on the surface, while 
still keeping an Xrich core.

Reactions (1) and (2) require only basic solid-state reaction in 
an air furnace and are highly scalable. Because Li2MoO4 is water 
soluble, a simple sonication in water can etch away the Li2MoO4 at 
room temperature by

Li2MoO4 ! 2Liþ aqð Þ þMoO2�
4 aqð Þ ð3Þ

after reactions (1)–(3) remained unchanged compared with G0. The 
inductively coupled plasma atomic emission spectroscopy (ICP-
AES) analysis in Fig. 2b and Supplementary Table 2 showed that 
the particle-averaged Li content decreased from 1.221 ± 0.003 (G0) 
to 1.173 ± 0.003 (G4) (± s.d.). The well-retained layered structure 
and epitaxial crystallinity from the bulk up to the surface in G4 can 
be visualized by the STEM-HAADF image in Fig. 1c and the high-
resolution transmission electron microscopy (HRTEM) image in 
Supplementary Fig. 3.

An electron energy-loss spectroscopy (EELS) line scan was used 
to quantify the Li-gradient profile across the G4 particle (diam-
eter ≈ 400 nm), as shown in Fig. 2c. Since Li can barely be quan-
tified by EELS, we sum up the molar ratio of transition metal to 
oxygen, σ ≡ M/O = ∑(Mn + Co + Ni)/O, which should be equal 
to (1 − X(r))/2 for Li1+X(r)M1−X(r)O2, to obtain the X(r) profile. As 
shown in Fig. 2d, the X ≈ 0.20 in the bulk agreed well with the 
feedstock Li1.20Mn0.48Co0.16Ni0.16O2, but near the surface, within 
a depletion zone thickness of ~17 nm, X(r) gradually decreased 
from 0.20 to about −0.05 from the bulk to the surface (the ratio 
of Mn, Co and Ni was kept close to 3:1:1 everywhere). Thus, the 
Li-poor surface had a composition of Li0.95Mn0.63Co0.21Ni0.21O2. The 
X(r) profile of the particles leached with 6 wt% MoO3 (G6) is shown 
in Supplementary Fig. 6, which indicates an ~18 nm Li-depletion 
region from Li1.20Mn0.48Co0.16Ni0.16O2 to ~Li0.90Mn0.66Co0.22Ni0.22O2 
at the surface of an ~310 nm particle. The thickness and depletion 
extent of this Li-gradient layer can be adjusted based on the amount 
of MoO3 (Supplementary Discussion 1 and Supplementary Table 3),  
the leaching temperature and the time to optimize the electrochem-
ical performance.

The composition gradient resulted in a decreased XRD inten-
sity ratio of I(003)/I(104) (Supplementary Fig. 3) due to MLiL in G4 
(Fig. 2e). It has been reported that small amounts of MLiL pillars can 
stabilize the layered structure in cycling4,30. The Li-gradient region 
also has reduced cation valence, as LiO was leached from the par-
ticle to keep charge balance from Liþ1:20Mn4þ0:48Co

3þ
0:16Ni

2:5þ
0:16 O

2�
2 rcoreð Þ

Ito Liþ0:95Mn3:17þ0:63 Co3þ0:21Ni
2þ
0:21O

2�
2 rsurfaceð Þ

I
. The increased ratio of Mn 

L3 peak area to L2 peak area (AL3/AL2) on the EELS curve in Fig. 2f 
clearly indicates that Mn3+ was generated31,32 and gradually increased 
in concentration from the bulk to the surface. There is electrostatic 
potential variation and band bending inside the particles, similar to 
p–n junction with gradient doping. The reduced valences of other 
M from the Li-rich bulk to the Li-poor surface were shown with 
soft X-ray absorption spectroscopy (sXAS) in Supplementary Fig. 7.  
Pre-positioning these reduced-valence MLiL at the surface sup-
presses anion redox and keeps the surface fully dense in cycling.

Therefore, we have successfully synthesized LX(r)MO single crys-
tals with fully coherent layered lattice even when Li content varied 
from very rich (X = 0.2) to slightly poor (X = −0.05). All the oxygen 
sites in Li1+X(r)M1−X(r)O2 were fully occupied and formed an inte-
gral oxygen framework, favourable for both Li and electron con-
duction33, as well as stress accommodation27. This is substantially 
different from coatings, which have unavoidable grain or phase 
boundaries that are preferential locations for stress-induced spall-
ation and oxygen mobility.

Suppressed oxygen release and enhanced cycling of 
LX(r)MO
Differential electrochemical mass spectrometry (DEMS) was per-
formed on G0, G4 and G6 samples. From Fig. 3a, an O2 (gas) evolution 
peak of 3.4 × 10−4 μmol was detected from G0 in the first cycle, but 
very little O2 (gas) was detected from either G4 or G6. In the second 
cycle, the O2 (gas) signals for G4 and G6 were entirely absent, while 
there was still an obvious O2 (gas) signal for G0. Thus, the Li-gradient 
surface had indeed suppressed oxygen gas release in charging. Also, a 
notable amount of CO2 (gas) was released from G0, which was almost 
absent for G4 or G6. This is the key evidence for carbonate electrolyte 

With reactions (1)–(3), we created a Li-gradient region at the 
surface of, originally, Li1.20Mn0.48Co0.16Ni0.16O2 (labelled as G0) 
particles with 4 wt% MoO3 leaching (G0 → G4) and obtained the 
lattice-coherent LX(r)MO particles. As we can see from the X-ray 
diffraction (XRD) pattern and STEM high-angle annular dark 
field (HAADF) in Supplementary Fig. 3, G0 featured a conven-
tional Li-rich layered structure6,7. As expected, the new phase that 
appeared after reactions (1) and (2) had the composition of Li2MoO4 
(Supplementary Fig. 4) instead of MoO3. The scanning transmission 
electron microscopy energy-dispersive X-ray spectroscopy (STEM-
EDS) mapping in Fig. 2a showed that the newly formed Li2MoO4 
was located only at the particle surface. The XRD pattern and EDS 
mapping on G4 (Supplementary Fig. 5) confirmed that Li2MoO4 was 
completely removed after sonication in water, while no Mn, Co or 
Ni was lost from the particle (Supplementary Table 1). The XRD 
pattern also indicated that the structure of the final product (G4) 



decomposition when encountering freed oxygen24–26. Since liquid 
electrolyte is only ~40 wt% of the cathode in industrial batteries, and 
because the anode, cathode and separator must be wet while also 
being consumed on the anode side, the electrolyte is often the most 
limiting resource in full-cell cycling. LX(r)MO should lead to better 
full-cell cycle life, which we will verify later in this article.

G0, G4 and G6 were then tested in half-cells. As shown in Fig. 
3b, in the first cycle under 0.1C (1C ≡ 250 mA g−1), G0 could be 
charged to 347.2 mAh g−1 but discharged only to 261.9 mAh g−1 with 
an initial Coulombic efficiency (CE) of 75.4%. G4 could be charged 
to 322.8 mAh g−1, but it could discharge to 293.1 mAh g−1 with a 
much higher initial CE of 90.8%. G6 had an even higher initial CE of 
91.4%, but it could be charged only to 305.9 mAh g−1 and discharged 
to 279.7 mAh g−1. Thus, we should be aware that while increasing w 
and the amount of LiO extracted can improve the initial CE, one will 
also lose some capacity. So the amount of MoO3 used in leaching 
needs to be optimized to balance the trade-off between discharge 
capacity and cycle life under parsimonious electrolyte condition. 
It is encouraging that the gradient LX(r)MO particles improved the 
first-cycle CE by >15%.

The charge/discharge profiles at 0.2C are shown in Fig. 3c and 
Supplementary Fig. 8. G0 had seriously degraded discharge pro-
files after only 50 cycles. However, both the capacity and voltage 
were well retained for G4, which kept very similar discharge pro-
files even after 200 cycles. The capacity, average discharge voltage 
and energy density retention are summarized in Fig. 3d. G4 had 
not only much higher initial average discharge voltage and capac-
ity (3.602 V, 280.7 mAh g−1) than G0 (3.533 V, 249.4mAh g−1) but 
also much better capacity and voltage retention. After 200 cycles 
at 0.2C, G4 maintained a discharge capacity of 250.4 mAh g−1 with 
3.368 V average voltage, while G0 retained only 198.5 mAh g−1 with 

2.944 V average voltage. In terms of energy density, G4 could reach 
1,011 Wh kg−1 initially and still retained 892 Wh kg−1 after 100 cycles 
and 843 Wh kg−1 after 200 cycles, whereas G0 had only 589 Wh kg−1 
after 200 cycles. G4 had enhanced capacity and voltage retention at 
other rates as well (Supplementary Figs. 8 and 9).

Voltage decay can be better understood by comparing the cyclic 
voltammetry (CV) between G0 and G4 in Fig. 3e,f: The oxidation 
peaks of G0 and G4 in the second cycle at 3.8 V and 4.2–4.6 V are 
dominated by Ni2+/3+/4+/Co3+/4+ cation oxidation and oxygen anion 
oxidation, respectively. After 50 cycles, the peak area of G0 at high 
voltage in charging seriously decreased due to less oxygen anion oxi-
dation, while that due to Mn3+/4+ redox increased, inevitably down-
shifting the reduction peak to a lower voltage of ~3.0 V. Thus, the 
average discharge voltage of G0 would continuously decay during 
cycling. However, for G4 (Fig. 3f), both peaks of oxygen anion redox 
and Mn3+/4+ redox remained almost unchanged after 50 cycles. This 
further confirmed that continuous oxygen loss was prevented in G4, 
and no additional Mn3+ was generated in room-temperature cycling. 
In contrast, the departure of oxygen/LiO and the reduction of cation 
valence also happened in G0 but, notably, during electrochemical 
cycling at room temperature, where severe structural disruptions 
and side reactions with the electrolyte occur; this was unlike in G4 
where most of the structural defects were annealed out preventively 
under a controlled high-temperature environment. This is like the 
difference between the rout of an army and an ordered retreat. The 
average charge and discharge voltages in the cycling can be found 
in Supplementary Fig. 10. Galvanostatic intermittent titration tech-
nique (GITT) analysis (Supplementary Fig. 11) indicated that G4 had 
both well-maintained thermodynamic open-circuit voltage profiles 
and suppressed kinetic titration voltage drops after 150 cycles, while 
those of G0 both decayed severely (Supplementary Discussion 2).
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charging. Although quantitative valence analysis is difficult for Ni 
and Co ions because of the absence of standard Ni4+ and Co4+ mate-
rial references, we can still see that both the Ni and Co valences 
increased a lot after charging, from both FY and TEY Ni sXAS L3 
edges (Fig. 4c and Supplementary Fig. 12; refs. 38,40). However, in 
the Li1.2Mn0.48Co0.16Ni0.16O2 bulk of G4, even if all Ni and Co ions 
were oxidized to +4 after charging (see quantitative estimate in 
Supplementary Discussion 3 based on FY sXAS analysis, which 
reflects mainly the core, but also some surface information, thus 
slightly different from the illustrative Fig. 1a), M can supply at most 
δ+ = 0.42e (= 132 mAh g−1), and the remaining 0.63e ( =197 mAh g−1) 
must come from oxygen anion redox, demonstrating the genuine 
HACR nature1 when averaging over the LX(r)MO particle volume. 
In contrast, in just the Li0.95Mn0.63Ni0.21Co0.21O2 surface region, even 
if all the 0.81e (= 221 mAh g−1) is acquired from M redox, the Ni 
and Co ions were required to be oxidized to only about +3.52 after 
charge, which leaves room for them to reach higher valence before 
the oxidation of oxygen37,40,41 needs to be initiated.

We also performed an EELS line scan on a charged particle pre-
pared by focused ion beam to obtain the depth profile of oxygen 
oxidation states in a G4 particle (Fig. 4e). It clearly shows that the 
split peak of the O K edge at 530 eV was isolated, with the peak 
at 532 eV at the surface, but peak A gradually grew stronger and 
enclosed peak B when moving to the bulk. It has been shown that 
peak A grows to enclose peak B only when O2p contributes to capac-
ity12,35–37. The EELS result provided additional qualitative support 
for the claim that oxygen was highly redox active in the bulk but 
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Stabilized Mn valence and phase in cycling
sXAS was performed to distinguish the oxidation states of elements 
in the bulk and at the surface of G4 particles. The diameters of G4 
particles range between 200 and 400 nm, so the fluorescence yield 
(FY) mode with detection depth of 100 to ~200 nm can collect the 
information from rcore, whereas the total electron yield (TEY) mode 
displays only the information at the surface within a few nanome-
tres depth34. The O K edge starting at 528 eV comes from the excita-
tion of O1s electrons to the hybridized M3d–O2p orbitals, which has 
been widely used to indicate the overall change of M–O oxidation 
states12,35–37. In Fig. 4a, by quantifying the intensity integral of the 
normalized sXAS O K edge peaks under FY and TEY modes at 
527.5–534.2 eV, it can be confirmed that more electrons had been 
extracted from the Li-rich bulk (δ+ = 1.05, 329 mAh g−1) than from 
the Li-poor surface (δ+ = 0.81, 221 mAh g−1) in the initial charge 
(Supplementary Note 1).

Meanwhile, sXAS M L3,2 edges are ideally suited to quantify 
the M valence in G4

37–39. Figure 4b,c shows the Mn and Ni sXAS 
L3 edges before and after charge. It can be clearly seen that the Mn 
FY L3 edge did not change (both being +4), while the TEY edge 
changed a lot after charge. Quantitative analysis37–40 on TEY Mn L3 
edge (Fig. 4d) indicated that 5% Mn2+, 54% Mn3+ and 41% Mn4+ 
(average Mn valence of +3.36) was contained in the Li-poor surface 
of G4 particles before charge. After charging to 4.8 V, Mn4+ increased 
to 96%, Mn3+ decreased to 4%, and Mn2+ was totally gone (aver-
age Mn valence of +3.96). Therefore, Mn contributed no capacity in 
the Li-rich bulk, but 0.38e (0.63 × 0.6e) at the Li-poor surface while 



gradually became less oxidized and even totally unoxidized near 
the surface when charging. Thus Mn, Ni, Co and O oxidation state 
profiles throughout the G4 particle in the charge process are shown 
schematically in Fig. 4f–h and Supplementary Video 1 (assuming 
that all Ni and Co ions can be oxidized to +4 in the Li-rich bulk). 
They show that O in rcore contributes significant capacity, but O in 
rsurface does not participate in anion redox, so the altered-valence 
oxygen mobility (that is, local oxygen mobility) can be limited to 
inside the particle.

The eliminated global oxygen mobility can stabilize Mn valence 
in battery cycling. Figure 5a shows the FY XAS Mn L edge of G0 
and G4 before cycling and after 150 cycles. It clearly shows that 
even though Mn3+ was pre-positioned in the Li-poor surface of G4, 
the amount of Mn3+ did not increase in G4 after 150 cycles, while a 
massive amount of new Mn3+ was introduced in G0 during cycling. 

Figure 5b,c shows high-resolution TEM images of G0 and G4 after 
100 cycles. It can be clearly seen that for G0, as many references 
have also reported10,15,16, a great deal of structural damage and many 
phase transformations occurred, especially near the particle sur-
face. By contrast, little phase transformation or structural collapse 
was found in G4 after 100 cycles. The phase difference between G0 
and G4 can be seen more explicitly from the XRD analysis after 150 
cycles in Supplementary Fig. 13. From the STEM-HAADF image 
in Fig. 5d, we can see that MLiL pillars (consistent with our density 
functional theory (DFT) simulation, Fig. 5d) were also well pre-
served after 100 cycles. Therefore, the coherent Li-gradient surface 
assisted by MLIL pillars had effectively supported the layered struc-
ture, preventing ‘army rout’ during prolonged cycling.

Phase stabilization can significantly enhance the kinetics in 
cycling. With GITT, Li diffusivity D̂Liþ
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 in the 3rd cycle and 
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the 150th cycle were compared between G0 and G4 in Fig. 6a 
and Supplementary Discussion 4. It can be seen that D̂Liþ

I
 of G0 

degraded by nearly an order of magnitude after 150 cycles, while 
that of G4 barely changed. Electrochemical impedance spectroscopy 
(Supplementary Fig. 14) showed that the charge-transfer resistance 
of G4 was also significantly stabilized in cycling. The stabilized Li 
ion conductivity and interfacial impedance improved the cycling 
performance under higher rates. The cycling of G0 and G4 at 1C 
(Fig. 6b) showed that G0 had a discharge capacity of 223.3 mAh g−1 
at the beginning, but it quickly decreased to 188.2 mAh g−1 after 
100 cycles. G4 had a discharge capacity of 262.6 mAh g−1 at the 
beginning and still had discharge capacity of 238.0 mAh g−1 after 100 
cycles. As shown in Fig. 6b, G4 could discharge nearly 925 Wh kg−1 
in the first cycle and retained 808 Wh kg−1 after 100 cycles, whereas 
G0 could only discharge 793 Wh kg−1 at the beginning and faded to 
571 Wh kg−1 after 100 cycles at 1C. Remarkably, for the 100th cycle 
under 1C, G4 had 42% higher discharge energy density than G0.

The minimized release of freed oxygen decreases side reactions 
and electrolyte consumption42–46. To simulate the operation of prac-
tical cells in industry, we used only ~2 g Ah−1 electrolyte in a capac-
ity-matched full cell to see how many cycles the cells could survive. 
Li4Ti5O12 was used as the anode to avoid side reactions with the very 
limited electrolyte. From Fig. 6c,d it can be seen that, although both 
G0 and G4 could be charged to ~300 mAh g−1 in the initial cycle, 
G0 could only discharge to 188.1 mAh g−1 in the first cycle, and it 
decreased quickly to 132.3 mAh g−1 after 50 cycles at 0.2C. The con-
sumption of liquid electrolyte due to reactions with the freed oxy-
gen rapidly increased the impedance and dried out the full cell. In 
contrast, G4 could discharge to 276.9 mAh g−1 in the first cycle and 
could still discharge to 225.5 mAh g−1 at 0.2C after 50 cycles. This 
means G4 can work well in lean-electrolyte conditions prevalent in 
industrial batteries.

Conclusions
We developed a scalable solid-state synthesis method to produce 
Li-gradient Li1+X(r)M1−X(r)O2 particles through a high-temperature 
LiO leaching by molten MoO3. The bulk and the surface regions 
share a fully occupied oxygen framework without grain or phase 
boundaries or appreciable lattice defects. Particles with a high-
energy-density core region that has excess axial Li–O–Li configura-
tions and extra anion-redox activities are now individually wrapped 
by an epitaxially coherent surface region with no Li–O–Li axes 
and even some M–O–M axes configurations—that is, ‘atomic pil-
lars’ that prevent structural collapse when Li is extracted—to pre-
vent near-surface oxygen ions from participating in anion redox 
and gaining mobility. After that, only axial Li–O2p–Li embedded 
inside the interior can be activated for HACR, which is akin to the 
Li2O–LiO–LiO2 cathode concept2 but well mixed at the atomic scale. 
These oxygen ions are well trapped in the particle bulk due to the 
absence of percolating diffusion pathways to the surface (the con-
cept of ‘solid oxygen’).

Our high-temperature surface treatment can be generalized to 
leach other elements to avoid unexpected surface reactions; for 
example, we may leach out Ni from Ni-rich NMC particles with 
other reagents that create a Ni-poor surface to reduce Li/Ni cation 
mixing during cycling. By further optimizing the amount of leach-
ing agents, the temperature and the time of the reactions, one may 
obtain the transition metal gradient and Li-richness/poorness gra-
dient profiles that enable the best electrochemical performance for 
HACR cathodes.

Methods
Synthesis of the uniformly Li-rich particles. The Li-rich Li1.20Mn0.48Ni0.16Co0.16O2 
material was prepared by a wet co-precipitation method followed by a solid-
state reaction process. First, MnSO4·H2O (Reagent Plus, ≥99%, Sigma-Aldrich), 
NiSO4·6H2O (ACS Reagent, ≥98%, Sigma-Aldrich) and CoSO4·7H2O (Reagent 

Plus, ≥99%, Sigma-Aldrich) were completely dissolved in deionized water with 
a molar ratio of 3:1:1. Then 0.5 mol l−1 NaOH solution was titrated into the 
solution with stirring in an 80 °C water bath until the pH reached 8–10. Stirring 
was maintained for 2 h, and then the solution was cooled to room temperature in 
air. The sediments were separated from water by centrifugation and washed with 
water. This process was repeated three times. Subsequently the product was dried 
at 80 °C in a vacuum oven to obtain a powder precursor. After that, the precursor 
was heated at 400 °C for 3 h to obtain a black intermediate product, and then it was 
mixed with LiOH·H2O (ACS Reagent, ≥98%, Sigma-Aldrich). Finally, the mixture 
was heated at 600 °C for 3 h and then at 900 °C for 10 h to obtain the uniformly Li-
rich Li1.20Mn0.48Ni0.16Co0.16O2 material G0.

Creation of Li-gradient LX(r)MO. (NH4)6Mo7O24·4H2O (4–6 wt%) was dissolved 
in deionized water, and the pH was adjusted to 8–10 with NH3·H2O. Then the 
as-prepared Li1.20Mn0.48Ni0.16Co0.16O2 material was added to the solution and 
dispersed with high-power ultrasound for 1 h and then evaporated with stirring 
in an 80 °C water bath. The powder was milled for a while and heated at 300 °C 
for 2 h, then kept at 700 °C for 10 h. Then the product was milled again and 
dispersed in deionized water by ultrasound for 1 h, and the solid was separated by 
centrifugation. Finally, the solid was dried at 150 °C in a vacuum oven for 3 h to 
obtain the final product.

Characterizations. XRD was performed on a PANalytical X’Pert PRO X-ray 
diffractometer using a Cu target under 45 kV and 40 mA. The data were collected 
at 2° per minute and analysed with the HighScore Plus software. Scanning electron 
microscopy was performed on a Zeiss Merlin high-resolution scanning electron 
microscope. The sample for atomic resolution STEM imaging was prepared 
by focused ion beam lift-out using the FEI Helios 600 with a Ga ion source. A 
platinum layer was deposited on top of a particle to protect the cathode particle 
before the lift-out. The HAADF images in STEM are taken from the aberration-
corrected JEOL JEM-ARM200F operated under 200 keV, equipped with a cold 
field emission source. The probe convergence angle on a sample is 23 mrad, 
with the inner and outer diameters of the HAADF detector being 68 mrad and 
280 mrad, respectively. The 2 K images (2,048 × 2,048 pixels) were acquired with a 
dwell time of 16 μs pixel−1. EELS spectra were acquired using an FEI Talos F200X 
scanning/transmission electron microscope (200 kV) at the Center for Functional 
Nanomaterials, Brookhaven National Laboratory and using the aberration-
corrected JEOL JEM-ARM200F, both with a dual EELS spectrometer. We used dual 
EELS to collect both the low-loss and high-loss spectra, and the low-loss spectra 
were utilized to correct the drift of the zero-loss peak. Based on the full-width at 
half-maximum of the zero-loss peak, the optimal energy resolution of EELS is 
about 0.7 eV. The EELS data were analyzed and processed with Gatan software. 
HRTEM images were taken on a JEOL 2010F at 200 kV. Local chemical analysis 
was performed using STEM-EDS with a HAADF detector.

sXAS measurements were carried out at the IOS (23-ID-2) beamline at the 
National Synchrotron Light Source II at Brookhaven National Laboratory. Spectra 
were acquired in total electron yield (TEY) and fluorescence yield (FY) modes. 
The estimated incident X-ray energy resolution was ~0.05 eV at the O K edge. The 
monochromator absorption features and beam instabilities were normalized by 
dividing the detected PFY and TEY signals by the drain current of a clean gold 
I0 mesh placed in the incident beam. TEY spectra were recorded from the drain 
current of the sample and PFY data were acquired using a Vortex-EM silicon 
drift detector. The sXAS spectra for the O K edge were recorded over a wide 
energy range, from 520 to 565 eV, covering energies well below and above sample 
absorptions. The normalization of the O K edge was performed12 as follows. (1) I0 
normalization: the sample signal is divided by the incident intensity measured from 
the sample drain current from a freshly coated gold mesh inserted into the beam 
path before the X-rays can impinge on the sample. (2) A linear, sloping background 
is removed by fitting a line to the flat, low-energy region (520–524 eV) of the sXAS 
spectrum. (3) The spectrum is normalized by setting the flat, low-energy region to 
zero and the post-edge to unity (unit edge jump). The photon energy selected for 
the post-edge was 560 eV, beyond the region of any absorption (peaks).

Electrochemical test. R2032 coin cells were used for the electrochemical tests 
in this work. Half-cells were fabricated from a cathode of 80 wt% active material, 
10 wt% carbon black and 10 wt% polyvinylidene fluoride (PVDF) binder, which 
was pasted on an Al current collector at a loading of 10 mg cm−2; an anode 
of Li metal sheets; a separator of Celgard 2400 polymer; and a commercial 
electrolyte solution of 1 M LiPF6 dissolved in a mixture of ethylene carbonate 
(EC) and diethyl carbonate (DEC) with a volume ratio of 1:1 and 2 wt% vinylene 
carbonate additive. A Land CT2001A 8-channel automatic battery test system 
(Wuhan Lanhe Electronics) was used for charging/discharging of the cells. An 
electrochemical workstation (Gamry Instruments, Reference 3000) was used for 
the CV scan between 2.2–4.8 V. GITT was also performed on the electrochemical 
workstation with constant current for 200 s followed by 1,800 s relaxation with 
an upper voltage of 4.8 V and a lower limit of 2.0 V. Electrochemical impedance 
spectroscopy was performed between 0.1 Hz and 1 MHz with a 10 mV amplitude. 
The electrochemical tests were all carried out at room temperature. A homemade 
quantitative spectrometer for DEMS was used to detect and analyse the gas 
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during the cell testing. Two glued polyether ether ketone (PEEK) capillary tubes 
were used for inlet and outlet of gas. The cell was fabricated in a glove box where 
O2 < 0.1 ppm. Then, the output tube was connected to a commercial Thermo 
Scientific mass spectrometer. High-purity argon gas was used as the carrier gas 
with a flow rate of 3 ml min−1 during the cycling process. In the CV process, the 
scan rate was 0.05 mV s−1, and mass spectrometer spectra were collected every 30 s.

First-principles calculation. The calculation is performed using density functional 
theory (DFT) within the spin-polarized generalized gradient approximation 
(GGA) including the on-site Coulomb interaction correction (GGA + U), in the 
form of the Perdew–Burke–Ernzerhof ’s exchange-correlation functional. The 
code is implemented in the Vienna Ab initio Simulation Package (VASP). The 
planewave energy cut-off is 400 eV. The U values of Mn, Co and Ni are 3.9, 3.3 and 
6.2 eV, respectively.

Data availability
The data that support the plots in this paper and other findings of this study are 
available from the corresponding author upon reasonable request.
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