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We report a comprehensive inelastic neutron scattering study of the hybrid molecule-based multiferroic
compound (ND4)2FeCl5·D2O in the zero-field incommensurate cycloidal phase and the high-field quasicollinear
phase. The spontaneous electric polarization changes its direction concurrently with the field-induced magnetic
transition, from mostly aligned with the crystallographic a axis to the c axis. To account for such a change
in polarization direction, the underlying multiferroic mechanism was proposed to switch from the spin-current
model induced via the inverse Dzyaloshinskii-Moriya interaction to the p-d hybridization model. We perform
a detailed analysis of the inelastic neutron data of (ND4)2FeCl5·D2O using linear spin-wave theory to quantify
magnetic interaction strengths and investigate the possible impact of different multiferroic mechanisms on the
magnetic couplings. Our result reveals that the spin dynamics of both multiferroic phases can be well described
by a Heisenberg Hamiltonian with easy-plane anisotropy. We do not find notable differences between the optimal
model parameters of the two phases. The hierarchy of exchange couplings and the balance among frustrated
interactions remain the same between two phases, suggesting that magnetic interactions in (ND4)2FeCl5·D2O
are much more robust than the electric polarization in response to delicate reorganizations of the electronic
degrees of freedom in an applied magnetic field.
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Crystalline condensed-matter systems are assemblies of1 25

lattice, charge, and spin degrees of freedoms with a hierarchy26

of complex interactions. In thermal equilibrium, materials27

may display various linear responses to small external stimuli,28

such as strain to stress, polarization to electric fields, and29

magnetization to magnetic fields. A cross coupling of po-30

larization (magnetization) with a magnetic (electric) field is31

generally referred to as the magnetoelectric effect [1]. Single-32

phase magnetoelectric materials that host both ferroelectric33

order and (anti)ferromagnetic order are called multiferroics34

[2]. Understanding microscopic instabilities that give rise to35

these coupled phenomena is of fundamental interest.36

Ferroelectric order requires breaking the spatial inversion37

symmetry. This can be achieved by a polar distortion driven38

by a structural instability, such as in BiFeO3, where the major39

source of polarization is produced by Bi3+ displacements [3].40

The long-range magnetic ordering in this material occurs on41

a different site [4], Fe3+, and at a temperature ∼460 K lower42

than the ferroelectric ordering TFE ≈ 1103 K. Although two43

types of order coexist in BiFeO3, they are of completely44

different origins and separated in energy scales. As a result,45

the coupling between them is quite weak. This is the typical46

case for so-called type-I (or proper) multiferroics. In com-47

parison, the type-II (or improper) multiferroics [5,6], such48
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as TbMnO3, are known for their strong magnetoelectric cou- 49

pling effect, which is driven by correlated electronic degrees 50

of freedom. The spatial inversion symmetry in TbMnO3 is 51

broken by the formation of a cycloidal spin structure, and the 52

electric polarization is created by the lattice response to mag- 53

netic frustration through the inverse Dzyaloshinskii-Moriya 54

(DM) mechanism [7–9]. Naturally, in this case, ferroelectric 55

ordering is strongly coupled with magnetic ordering. The 56

direction of the electric polarization is completely switchable 57

by rotating the spiral plane in an applied magnetic field [10]. 58

Meanwhile, chiral magnetic domains can also be selected by 59

poling electric fields [11]. However, the absolute magnitude of 60

the polarization in TbMnO3 is rather small [10], only ∼0.1% 61

of BiFeO3, and the transition takes place at a much lower 62

temperature, TFE ≈ 28 K. 63

The intimate coupling between ferroelectricity and mag- 64

netism in multiferroics provides a new knob to tune materials 65

across quantum phase transition [12], realizing novel emer- 66

gent phases. The progress of multiferroic research is heavily 67

driven by discoveries of new materials. Most known mul- 68

tiferroic compounds are transition metal oxides, such as 69

TbMnO3 [9–11,13–17], MnWO4 [18], Ni3V2O8 [19], CuO 70

[20], and LiCuVO4 [21], to name some that have spiral spin 71

order [22]. The discovery of multiferroic behavior in crys- 72

talline molecule-based magnets and metal-organic framework 73

materials has significantly expanded our horizon [23–26]. 74

Structurally, such hybrid magnets consist of “hard” poly- 75

hedron building blocks bridged by “soft” organic linkers. 76

This unique combination makes their magnetic properties 77
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highly tailorable. One can manipulate interaction pathways,78

spin anisotropy, and effective dimensionality via ligand en-79

gineering. Interesting new phases can be readily stabilized80

with modest fields and pressures. Therefore, hybrid molecule-81

based multiferroics are an excellent platform to explore new82

physics, as well as to develop next-generation multifunctional83

devices.84

The linear magnetoelectric response was recently dis-85

covered in the molecule-based compounds A2[FeCl5 · H2O],86

A = K, Rb, or Cs [27]. The crystal structure of this family87

of compounds consists of distorted [FeCl5 · H2O]2− octahedra88

linked by a network of hydrogen bonds [28]. A single mag-89

netic ordering transition was observed in all three compounds90

at temperatures ranging from 14 to 4.5 K. Electric polarization91

can be induced in the ordered phases by applying an external92

magnetic field [27]. Interestingly, these materials transform93

into a multiferroic when the alkali metals are replaced by94

ammonium cations [NH4]− [29]. In this case, electric polar-95

ization emerges spontaneously in zero field at the onset of the96

low-temperature cycloidal magnetic ordering—a key differ-97

ence from linear magnetoelectric materials. Comprehensive98

thermodynamic measurements reveal rich multiferroic phase99

diagrams in an applied magnetic field along the crystallo-100

graphic a and c axes, while the b axis is the magnetic hard101

axis [29,30]. The magnetic structures in different phases were102

solved from single-crystal neutron diffraction using deuter-103

ated samples [31–34].104

(NH4)2FeCl5·H2O undergoes three transitions en route to105

multiferroicity in zero field. First, a structural transition oc-106

curs at TS ≈ 79 K. The crystal symmetry is lowered from107

orthorhombic Pnma to monoclinic P1121/a with a detectable108

∼0.1◦ change in one of the cell angles. This change is asso-109

ciated with an orientational ordering of [NH4]+ groups [34]110

[Fig. 1(a)]. Next, a long-range magnetic ordering takes place111

at TN ≈ 7.3 K, stabilizing a collinear sinusoidal structure with112

magnetic moments along the a axis [35]. At TFE ∼ 6.8 K,113

the magnetic structure changes to an incommensurate cy-114

cloid in the ac plane with propagation vector k = (0, 0, 0.23)115

[Fig. 1(b)]. At the same time, a spontaneous electric polar-116

ization emerges along a. The magnitude of this polarization117

is quite small at T = 3 K, only ∼1% of the polarization in118

TbMnO3. The direction of the polarization is consistent with119

the prediction of the inverse DM mechanism, P ∼ ri j × (Si ×120

S j ), where Si × S j//b and ri j//c and therefore P//a.121

A spin-flop transition occurs in the multiferroic phase of122

(NH4)2FeCl5·H2O at B ≈ 5 T when the field is applied in the123

a axis, resulting in a k = 0 quasicollinear magnetic structure124

[Fig. 1(b)]. A similar transition happens at a lower field of125

B ≈ 3.5 T when field is applied along the c axis [29,30]. In126

both cases, the electric polarization rotates to the c axis and127

increases linearly up to the highest field of B = 14 T in the128

measurement. The spin-current model can no longer explain129

the observed electric polarization in these spin-flop phases.130

Surprisingly, a spin-dependent p-d hybridization model pro-131

duces a nonvanishing polarization along the c axis for fields132

applied in either the a or c axis, based on the local environ-133

ment of Fe3+ and the canted spin structure [32].134

It is rather unusual to have two unrelated mechanisms135

active in a single material. If the multiferroic mechanism136

switches, does it leave a fingerprint in the microscopic mag-137

FIG. 1. Low-temperature crystal and magnetic structures
determined by neutron diffraction study using deuterated
(ND4)2FeCl5·D2O. (a) Partial crystal structure and magnetic
exchange pathways of (ND4)2FeCl5·D2O below the structural
transition at TS ≈ 79 K. The transition is associated
with an orientational ordering of [ND4]− tetrahedra. Two
symmetry-inequivalent groups of [ND4]− are rendered in gray
and blue. Three dominant exchange interactions (J1, J2, J4) are
plotted as solid lines, and two subleading ones (J3, J5) are plotted
as dashed lines. Antiferromagnetic J2 and J4 bonds form a buckled
frustrated triangular-lattice plane (orange). The octahedrally
coordinated local environment of the Fe3+ atom produces a
weak easy-plane magnetic anisotropy, which coincides with the
ac plane and is illustrated by orange disks on one of the four
Fe3+ sublattices. (b) The low-temperature magnetic structures of
(ND4)2FeCl5·D2O in zero field [cycloidal, k = (0, 0, 0.23)] and high
fields [quasicollinear, k = (0, 0, 0)], projected onto the ac plane. 2
White transverse cycloids of spins are stabilized by competing J2

(orange) and J4 (green) exchanges on the buckled triangular-lattice
plane. The open and solid arrows represent spins on two parallel
cycloids. Magnetic moments on sublattices 1 and 3 in the same unit
cells (gray) are strictly antiparallel, so the moments on sublattices 3
2 and 4 across neighboring unit cells are favored by the dominant 4
antiferromagnetic J1 (blue) couplings. The subleading interaction
J5 is omitted for clarity. A spin-flop transition leads to the canted
antiferromagnetic structure when an external field (≈5 T) is applied
along a at T = 2 K. The electric polarization switches from mostly
parallel to a to parallel to c after the transition.

netic interactions? In a broader context, we often think of the 138

exchange interactions as “constants,” but in reality the lattice 139

may be distorted in order to relieve magnetic frustration, 140

which in turn affects magnetic interactions through the com- 141

plex interplay of various degrees of freedom in the material. 142
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Different multiferroic phases of (NH4)2FeCl5·H2O are readily143

accessible at modest fields and temperatures, providing us144

an excellent example to explore such influence. Moreover, a145

pressure-induced multiferroic reentrant behavior was recently146

discovered in deuterated (ND4)2FeCl5·D2O [36]. Our work147

on quantifying the magnetic interactions at zero pressure pro-148

vides a basis for understanding such exotic behavior.149

To determine the microscopic exchanges in the different150

multiferroic phases, we map out the entire energy and mo-151

mentum dependence of excitation spectra in zero field and152

B = 6 T measuring a large deuterated single-crystal sample153

of (ND4)2FeCl5·D2O using neutrons. A deuterated sample154

is needed for inelastic neutron scattering measurements to155

reduce the incoherent scattering background from hydrogen156

[33]. A large single crystal of 0.6 g was mounted on an157

aluminum plate and aligned in the (0, k, l ) scattering plane158

using the CG-1B alignment station at the High Flux Isotope159

Reactor (HFIR), Oak Ridge National Laboratory (ORNL).160

Two separate nonpolarized experiments were performed161

using the same mount in zero field and applied fields on the162

Cold Neutron Chopper Spectrometer (CNCS) at the Spalla-163

tion Neutron Source (SNS), ORNL [37]. An incident energy164

of Ei = 3.32 meV in the high-flux mode was used in the165

CNCS experiments, yielding an elastic energy resolution166

(FWHM) of ≈0.12 meV. A liquid-helium cryostat was used167

to cool the sample down to the base temperature of T ≈ 2 K168

in both zero-field and field experiments. An 8 T vertical cryo-169

magnet was used in the latter experiment to supply a field up to170

B = 6 T along the a axis of the sample. An instrumental back-171

ground data set was collected at T = 20 K with a cryomagnet172

and subtracted out in data processing (Fig. S3 in the Supple-173

mental Material [38]). No background subtraction was applied174

to the zero-field data. The raw event data were symmetrized175

according to the mmm point group of the high-temperature176

space group Pnma and converted into a histogram format177

in MANTID [39]. During this process, a detector efficiency178

correction using a vanadium standard was applied. The time179

of flight in the zero-field experiment was corrected by a time180

offset to account for the shift of elastic line (Fig. S2). The181

histogram data were imported into HORACE [40] and modeled182

using the linear spin-wave theory (LSWT) [41] and SPINW183

[42].184

Complementary polarized neutron scattering measure-185

ments were carried out on the Hybrid Spectrometer186

(HYSPEC) at SNS, ORNL [43,44]. An incident energy of187

Ei = 3.8 meV and Fermi chopper frequency f = 180 Hz were188

used in the experiment, yielding an elastic energy resolution189

(FWHM) of ≈0.12 meV. The incident neutron beam was190

polarized using a vertically focusing Heusler monochromator,191

and the outgoing beam was analyzed using a radially collimat-192

ing supermirror array. The flipping ratio was ∼11 based on193

measurements of the (0,2,0) nuclear Bragg peak. Additional194

neutron scattering data were collected on the Cold Neutron195

Triple-Axis Spectrometer (CTAX) at HFIR, ORNL [38].196

Before diving into the detailed modeling of the magnetic197

interactions in (ND4)2FeCl5·D2O, we first use the polarized198

neutron technique to examine the excitation spectrum in 199

the zero-field cycloidal phase and characterize the nature of 200

different magnetic modes. Our main observations are summa- 201

rized in Fig. 2. The low-energy window (<1.2 meV) is shown 202

to highlight the excitation spectrum in different polarization 203

channels. There is no magnetic signal at higher energies for 204

this cut [see Fig. 3(a)]. The usual selection rule requires 205

that only magnetic fluctuations perpendicular to the scattering 206

wave vector Q can be detected by neutrons. In addition to this 207

rule, the spin-flip (SF) channel in polarized neutron scattering 208

experiments is sensitive only to magnetization components 209

perpendicular to neutron polarization, while the non-spin-flip 210

(NSF) scattering is sensitive only to components parallel to 211

neutron polarization. In the Px mode, where the neutron is 212

polarized along the scattering wave vector Q, scattering inten- 213

sities appear only in the SF channel, confirming the magnetic 214

nature of the excitation spectra. In the Pz mode, where neutron 215

polarization is perpendicular to Q and the scattering plane, 216

the scattering signals clearly split into two parts, the optical 217

branches in the SF channel and the acoustic branches in the 218

NSF channel. The former corresponds to fluctuations out of 219

the cycloidal plane and along the b axis. These modes are 220

gapped due to the additional energy cost in overcoming the 221

easy-plane anisotropy. The latter corresponds to fluctuations 222

along the a axis. They are gapless modes coming from col- 223

lective rotation of spins within the easy plane, also known as 224

phason modes. 225

Magnetic couplings in (ND4)2FeCl5·D2O are quite com- 226

plex. The exchange pathways up to the fifth-nearest neighbors 227

are shown in Fig. 1. To make progress in quantifying magnetic 228

interactions in (ND4)2FeCl5·D2O, we keep the complexity of 229

the model to a minimum and introduce a Heisenberg Hamil- 230

tonian in a magnetic field with an easy-plane anisotropy, 231

H =
∑

i< j

Ji jSi · S j + D
∑

i

(
Sb

i

)2 + gB
∑

i

Sa
i , (1)

where Si is the spin operator of the Fe3+ ion on site i with 232

length S = 5/2, D is the single-ion anisotropy, and g = 2 is 233

the electron g factor. Note that our model does not include a 234

DM interaction term. As we will discuss later, although the 235

DM interaction is required to generate the polarization, it is 236

very weak in this material and will not substantially change 237

the spin wave spectra. We perform independent pixel-to-pixel 238

fittings to a volume of four-dimensional (h, k, l, E ) data with 239

0 � h � 0.5 r.l.u., 0 � k � 2 r.l.u., 0 � l � 2 r.l.u., 0.25 � 5240

E � 2 meV, collected in the zero-field cycloidal phase, and 241

a volume of three-dimensional (k, l, E ) data with 0 � k � 2 242

r.l.u., 0 � l � 2 r.l.u., 0.25 � E � 2 meV, collected in the 243

canted antiferromagnetic phase of B = 6 T. Due to the narrow 244

opening of the vertical magnet, the momentum transfer along 245

h is limited and integrated over |h| < 0.05 r.l.u. in an analysis 246

of the field data. A simple linear background, Ibk(Q, E ) = 247

abkE + bbk, is included in fitting each data set. The calculated 248

spectra are convoluted with instrumental resolution (FWHM 249

≈0.12 meV): 250

E

NS2
= −8J2 cos(2πkc/2) + 4J4 cos(2πkc) − 4J1 cos(2πkc/2 + φ) − 4J3 cos(2πkc/2 − φ) + 4J5 cos(φ), (2)
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FIG. 2. Polarized neutron scattering data of (ND4)2FeCl5·D2O measured at T = 2 K with incident neutron energy Ei = 3.8 meV on the
HYSPEC instrument. (a) Energy-momentum slices in the spin-flip (SF) and non-spin-flip (NSF) channels with neutrons polarized along the
momentum transfer (Px ‖ c) and perpendicular to the scattering plane (Pz ‖ a). (b) Constant-Q cuts at the incommensurate ordering wave
vector. (c) Schematic plot of the scattering geometry in the polarized neutron experiment, showing the cycloidal plane (pink disk), polarization
of incoming neutrons (black arrows), and scattering wave vector (yellow arrow).

J4 = 1

2 sin(2πkc)
[2J2 sin(2πkc/2) + J1 sin(2πkc/2 + φ) + J3 sin(2πkc/2 − φ)], (3)

J5 = (J1 − J3) sin(2πkc/2)/ tan(φ) + (J1 + J3) cos(2πkc/2). (4)

In zero field, we obtain two analytic constraints of ex-251

change parameters, Eqs. (3) and (4), by minimizing the252

energy, Eq. (2), with respect to the incommensurate wave253

vector kc and the phase difference φ between sublattices 1254

and 4. The exchange parameters J4 and J5 are calculated255

using these constraints in every iteration of the fitting proce-256

dure, so that the correct magnetic ground state is enforced.257

The source of frustration comes from antiferromagnetic J2258

and J4 on the buckled triangular-lattice plane. Setting all the259

other exchanges to zero, we recover the well-known result for260

stabilizing a spiral structure with 2πkc = 2 arccos[J2/(2J4)]261

in the Heisenberg model on an anisotropic triangular lattice262

[45]. The relative phase difference φ of cycloids on different263

sublattices in (ND4)2FeCl5·D2O is tuned by the exchange264

parameters J1, J3, and J5. Fittings are performed for kc = 0.23265

r.l.u. and various values of the phase difference φ ranging266

from 30◦ to 48◦; see Fig. S4 for details. The result shows that267

our inelastic fitting is sensitive to the phase difference in the268

cycloidal ground state and yields an optimal value of ∼39◦,269

which reasonably agrees with the experimental value, 41.5◦,270

determined from neutron diffraction [31]. The fitted exchange271

model parameters are reported in Table I for the case of φ =272

41.5◦. To avoid any bias in determining the model parameters273

in the high-field phase, no constraints are applied in fitting274

the B = 6 T data. The comparison between experimental data275

and corresponding fits is presented in Fig. 3 for selected cuts. 276

See Sec. S4 of the Supplemental Material [38] for more de- 277

tails. The agreement is fairly good for both phases across the 6278

whole reciprocal space detected in the experiments. From the 279

parameter correlation matrix given in Tables S1 and S2, we 280

find that J1 and J2 are negatively correlated to a high degree, 281

0.881, in both models. To investigate such correlation, we map 282

out χ2
red for the zero-field model in the parameter space of J1 283

and J2 with all the other parameters fixed at optimal values. 284

The result in Fig. 4 reveals an elongated region with small 285

χ2
red, which is the source of large correlations between the two 286

parameters. However, it is important to note that we do not 287

have a line of degeneracy in the parameter space. Moreover, 288

the elongated contours smoothly converge toward the point 289

of optimal fit indicated by the star. To quantify the parameter 290

uncertainty in the local region of parameter space, we report 291

the errors in Table I as the change in a parameter that produces 292

a 5% increase of χ2
red with all the rest of the parameters fixed 293

at optimal values. Within this error estimation, we can confi- 294

dently conclude that our model is a unique local minimum. To 295

further examine whether our model is the global minimum, we 296

performed 100 fittings, starting with randomized initial values 297

within ±50% of the optimal fits. The majority of fittings (79 298

cases) converge and yield the same set of optimal parame- 299

ters with �5% of standard deviations. The rest of the fits 300

004400-4



XV10522B PRB May 29, 2021 3:54

MAGNETIC EXCITATIONS OF THE HYBRID … PHYSICAL REVIEW B 00, 004400 (2021)

FIG. 3. Magnetic excitations of (ND4)2FeCl5·D2O measured at T = 2 K in B = 0 and 6 T applied field with incident neutron energy
Ei = 3.32 meV on the CNCS instrument and a comparison with the respective best fits using linear spin-wave theory. (a) Representative energy-
momentum slices in the (0, k, l ) plane of the zero-field data and its best-fitted model. An integration over |�l| � 0.05 r.l.u. (|�k| � 0.05 r.l.u.)
is performed for constant-k (-l) cuts. (b) Momentum dependence of excitation spectra of the zero-field data and the model integrated over
±0.05 meV at selected energies. (c) and (d) Similar plots for the B = 6 T data and the best-fitted model. Note that the discrepancy between
the data and modeling for the l = 0.5 r.l.u. data at 6 T can be attributed to background oversubtraction, as illustrated in Fig. S3. An integration
over |h| � 0.05 r.l.u. is applied throughout all panels. The fitted linear background functions are not plotted for clarity.

either find local minimums with higher reduced χ2
red (6 cases)301

or generate imaginary modes in the LSWT calculations (15302

cases) due to incompatibility with the experimental cycloidal303

ground state. Global minimum analysis is also performed for304

the high-field model and yields similar results.305

Two important conclusions can be drawn from our de-306

tailed LSWT modeling. First, the zero-field and high-field307

inelastic data can be satisfactorily described by essentially the308

same model within the estimated parameter errors. We further 309

cross-check the incommensurate ordering wave vector kc and 310

the phase difference φ of the 0 T cycloidal phase using the 311

6 T model parameters and do not find significant difference 312

from the experimental values (fixed in fitting the zero-field 313

data). Vice versa, we compute the canting angle θ at 6 T 314

using the 0 T model and obtain results almost identical to 315

the 6 T model. We also find the saturation magnetic field 316

TABLE I. Values of the best-fitting parameters for (ND4)2FeCl5·D2O in two different multiferroic phases. The large reduced χ2
red for the

zero-field data is due to incoherent backgrounds that cannot be fully accounted for using a simple linear background function. The parameter
θ is the canting angle of spin on sublattice 2 from the crystallographic c axis. The error is estimated by the change in a parameter that produces
a 5% increase of χ 2

red, with all the rest of the parameters fixed at optimal values. The two models are consistent within the estimated errors. 7

B (T) J1 (meV) J2 J3 J4 J5 D χ 2
red kc φ (deg) θ (deg)

0.0 0.177(10) 0.064(5) 0.029(7) 0.056a 0.035a 0.015(7) 22.96 0.23b 41.50b 12.02c

6.0 0.181(13) 0.051(3) 0.033(4) 0.055(3) 0.039(7) 0.014(6) 1.31 0.24c 40.25c 12.66

aJ4 and J5 are calculated on the fly using Eqs. (3) and (4).
bThe incommensurate ordering wave vector kc and the phase difference φ between spin on sublattices 1 and 4 are fixed in fitting of the zero-field
data.
cValues are computed using optimal fitting parameters.
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FIG. 4. A χ 2
red map in the parameter space of J1 and J2 with

all the other parameters fixed at optimal values. The star indicates
the optimal fit. The numbers on the white contours label percentage
increases from the minimal value of χ 2

red.

to be ∼27.5 T for both models, close to the experimental317

value of Bsat ≈ 30 T [30]. In light of the evidence that the318

underlying multiferroic mechanism switches from the spin-319

current model to the p-d hybridization model under magnetic320

field [32], it is quite surprising that such change leaves very321

few dynamical fingerprints in the magnetic excitation spectra.322

Second, the fitted values of J2 and J4 are very close, indeed323

giving rise to expected magnetic frustration. This is in sharp324

contrast to models of K2FeCl5 · H2O extracted from inelastic325

neutron data [46], where J4 is significantly smaller than J2.326

Therefore, a collinear structure instead of cycloid is stabi-327

lized at zero field in this compound [47]. The presence of328

ammonium groups is closely related to the enhancement of329

J4 and the magnetic frustration in the system. A recent neu-330

tron diffraction study under pressure suggests that a moderate331

external pressure may alter the conformation of ammonium332

groups and produce novel multiferroic reentrant phenomenon333

in (ND4)2FeCl5·D2O [36].334

Finally, we discuss several subtle aspects that are not taken335

into account in our current modeling. At room temperature,336

the only symmetry of the Fe3+ site is a mirror plane per-337

pendicular to the b axis. This symmetry is broken below the338

structural transition at TS ≈ 79 K associated with [ND4]+339

groups ordering in a staggered pattern along the b axis.340

Consequently, all the exchange couplings, except the ones341

connecting the fourth neighbors, split into two symmetry-342

inequivalent groups, despite having almost identical bond343

lengths. Such bond splitting may be amplified by pressure344

and may give measurable effects in the dynamical response345

of the high-pressure phases. Our model does not include the346

antisymmetric DM interaction (DMI), although it is allowed347

by symmetry and the spin-current model does require DMI 348

to generate electric polarization. The strength of such in- 349

teractions is expected to be very weak, as the polarization 350

observed in experiment is quite small. Strong spin-orbital 351

couplings are required for it to be significant. The Fe3+ ion 352

has quenched orbital angular momentum in the electronic 353

ground state determined by Hund’s rules, which should lead 354

to extremely weak DMI. Furthermore, weak DMI would gen- 355

erate cycloids with very long wavelengths (small ordering 356

vectors), but the cycloid observed in (ND4)2FeCl5·D2O has 357

a short wavelength corresponding to kc ≈ 0.23 r.l.u. Clearly, 358

DMI cannot be the origin of the cycloidal spin structure in 359

zero field. Instead, the frustrated J2-J4 exchanges are the key 360

to understand the zero-field cycloidal phase as shown in this 361

work. Another subtle aspect is the anisotropy within the easy 362

plane. As mentioned in the beginning, the spin-flop transitions 363

take place at different critical fields when external magnetic 364

fields are applied along a and c. This can be understood 365

by replacing the easy-plane anisotropy with two easy-axis 366

anisotropies in the ac plane. It is a subleading anisotropy 367

that plays an important role in creating distorted cycloids and 368

odd harmonics of magnetic Bragg peaks in the intermediate- 369

field regime [33]. We observe a small spin gap [∼0.038(53) 370

meV] associated with this weak anisotropy [38]. However, 371

its value cannot be obtained reliably from our data due to 372

the strong temperature damping effect. In this work, we con- 373

ducted a systematic inelastic neutron scattering study of the 374

molecule-based multiferroic compound (ND4)2FeCl5·D2O in 375

the zero-field cycloidal phase and the high-field canted an- 376

tiferromagnetic phase. Even though the electric polarization 377

measurements of (ND4)2FeCl5·D2O suggest a switch of the 378

multiferroic mechanism from the spin current model to the 379

p-d hybridization model concurrent with the field-induced 380

transition, our LSWT analysis for both phases arrived at es- 381

sentially the same magnetic model, implying that magnetic 382

exchange interactions in (ND4)2FeCl5·D2O are much more 383

robust than electric polarization in response to external mag- 384

netic fields. 385
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