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Abstract 

 The recent hydrodynamic phonon transport theory for graphitic materials has been 

supported by the measurements of the second sound at temperatures up to about 100 K. When 

boundary scattering becomes comparable to momentum-conserving normal phonon scattering 

processes that are responsible for phonon hydrodynamics, Poiseuille phonon flow phenomena 

can emerge to give rise to unique size-dependent thermal conductivity in thin graphite. Here 

we examine the thickness range for the Poiseuille phonon flow to become observable in thin 

graphite with the use of both deviational Monte Carlo calculations and four-probe thermal 

transport measurements. As the basal-plane thermal conductivity calculated by prior first-

principles theories saturates to the graphite value when the thickness is increased to five 

graphene layers, graphite dispersion is used in the current calculations of thin graphite of 

micrometer thickness and a 23-layer thick ultrathin graphite (UTG) sample. The calculations 

show that diffuse surface scattering by surface defects can lead to Poiseuille phonon flow at 50 

K in thin graphite with the thickness close to several micrometers but not in the 65-m thin 

graphite and 23-layer UTG, where phonon scattering by the top and bottom surfaces become 
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respectively much less and more frequent than the normal processes. In addition, the 

calculation results with the bulk graphite dispersion and diffuse surface scattering show 

decreased basal-plane thermal conductivity with decreasing thickness, opposite to recent 

thermocouple measurements of thin graphite samples. In comparison, the calculation results 

reveal that partially diffuse surface defect scattering can yield the four-probe measurement 

results of UTG samples, which are prepared here with an improved process to minimize surface 

contamination. 

 

 

 

I. Introduction 

 The strong covalent bonding of light elements in graphite and graphene leads to high 

basal-plane lattice thermal conductivity.1 Several recent theories have suggested that the high 

thermal conductivity consists of a large contribution from the low-frequency flexural phonons 

because of their large density of states and strong normal scattering.2,3 In addition, the reflection 

symmetry in graphene prohibits phonon-phonon scattering processes that involve an odd 

number of flexural phonons. Normal scattering of the small-wavevector flexural phonons 

conserve the phonon momentum similar to intermolecular scattering. In an intermediate 

temperature range that is large compared to those found for other bulk crystals,4–8 normal 

scattering of a large population of flexural phonons in the highly anisotropic layered structure 

is more frequent than Umklapp processes that do not conserve phonon momentum.9,10 

Consequently, a hydrodynamic phonon transport regime emerge in between the low-

temperature ballistic regime without phonon-phonon scattering and the high-temperature 

diffusive regime dominated by momentum-destroying Umklapp or defect scattering.9–12 The 

hydrodynamics theory of phonon transport in graphite has recently been supported by the 
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observation of the second sound, which is the phonon equivalent of the sound wave in a gas, 

by a diffraction grating measurement13 and a pump-probe thermal reflectance measurement14 

at temperatures as high as about 100 K.   

 In addition to second sound, hydrodynamic phonon transport can produce a similar 

heat flux pattern as the Poiseuille flow when the transport cross section is reduced to be 

comparable to the normal scattering mean free paths (MFPs).15–17 Such phonon Poiseuille flow 

can give rise to a more rapid increase of the thermal conductance with temperature than the 

ballistic thermal conductance because momentum-conserving normal processes increases the 

momentum relaxation length compared to the ballistic limit. Similarly, it can lead to size-

dependent thermal conductivity behaviors that are distinct compared to the size effects 

associated with ballistic transport. The size-dependent thermal conductivity caused by 

hydrodynamic, ballistic, and other non-diffusive phonon transport phenomena has received 

considerable interest in recent years due to both the rich fundamental physics and their 

relevance to heat dissipation in functional devices and materials.   

Experimental studies of thermal transport in thin graphite and its monolayer graphene 

limit have continued to produce intriguing results. Electro-thermal measurements have 

observed decreased basal-plane thermal conductivity of few-layer graphene (FLG) in contact 

with a disordered support that scatter graphene phonons,18,19 somewhat similar to conventional 

diffuse surface scattering that reduces the in-plane thermal conductivity of thin films and 

nanowires.20 In comparison, a micro-Raman thermometry measurement obtained an increased 

basal-plane thermal conductivity as the layer thickness of suspended few-layer graphene (FLG) 

was decreased toward a single layer,21 in agreement with the expectation that elimination of 

phonon modes with out-of-plane wavevectors reduces the phonon scattering phase space in 

two-dimensional (2D) systems with defect-free, atomically smooth and specular surfaces.3 

Notably, a recent thermocouple-based steady-state measurement reported an increase of both 
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the thermal conductivity and the peak temperature of graphite with decreasing thickness from 

580 m to 8.5 m.22 The observed trend is opposite to those found in other thin films with 

diffuse surfaces, which reduce the thermal conductivity magnitude and increase the peak 

temperature with decreasing thickness due to increased phonon-boundary scattering compared 

to the intrinsic phonon-phonon scattering processes.20 Meanwhile, the thickness range for the 

reported thermal conductivity increase is orders of magnitude larger than that found in a prior 

first-principles phonon transport calculation,3 for which the calculated thermal conductivity of 

graphite starts to increase only when the thickness is reduced to about five atomic layers. Since 

the size confinement effects on the phonon dispersion and scattering phase space have already 

been accounted for in the first principles calculation,3 it raises a question whether the 

measurement results for thin graphite can be attributed to such confinement effects. In addition, 

it is important to clarify the thickness dependence that can be produced by phonon Poiseuille 

flow in mesoscale graphite samples with a thickness more than a few nanometers and less than 

1 mm.   

The large variation of the thermal conductivity values and trends measured for thin 

graphite and FLG samples reflect not only the different sample qualities but also the challenges 

in thermal transport measurements of these small-size, high-thermal conductivity samples. 

Micro-Raman thermometry measurements of FLG are subject to limited temperature sensitivity, 

large uncertainty in the optical absorption, and artifacts caused by strain and local non-

equilibrium among different phonon polarizations inside the tightly focused laser spot.23,24 

Meanwhile, contact thermal resistance has yielded uncertainties in the results obtained by two-

probe thermal transport measurements with electro-thermal microbridge devices, where the 

complicated microfabrication processes can contaminate the sample surfaces.25 Similar contact 

resistance error exists in thermocouple-based steady-state measurements of high-thermal 

conductivity materials, especially mesoscale samples, where the heat loss through the 
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thermocouples can be appreciable compared to heat conduction in the small-cross section 

samples.26     

This article attempts to clarify the thickness-dependent thermal conductivity of thin 

graphite via both numerical solutions of the phonon Peierls-Boltzmann equation (PBE) in 

three-dimensional (3D) real space and four-probe thermal transport measurements. By 

assuming the phonon dispersion of graphite and accounting for both phonon-phonon and 

phonon-surface scattering processes in the anisotropic structure, a deviational Monte Carlo 

(MC) calculation shows decreased thermal conductivity with decreased thickness from 65 m 

to several nanometers, as expected. The calculated temperature dependence and the heat flux 

profile are used to identify the thickness range for phonon Poiseuille flow to occur in thin 

graphite. The thickness dependence obtained by the MC simulation is opposite to the recent 

thermocouple measurement results of thin graphite samples thicker than 8.5 m.22 However, 

the MC results with diffuse surface scattering and graphite phonon dispersion are rather close 

to four-probe thermal transport measurement results of ultrathin graphite samples (UTG) in the 

thickness range between 13 and 23 layers, which are prepared in this work with an improved 

method to reduce surface contamination.   

 

II. Theory 

 In the prior first principles based theoretical calculation of the thermal conductivity of 

defect-free multi-layer graphene (MLG),3 the unit cell contains the entire MLG thickness to 

yield a strictly 2D reciprocal space, while a 3D reciprocal space with a small dimension along 

the cross-plane direction is a suitable representation only when the unit cell is repeated along 

the thickness direction to yield a periodic superlattice structure. Interlayer interactions in the 

MLG unit cell result in additional optical phonon polarizations in the 2D Brillouin zone 

compared to monolayer graphene. These optical polarizations represent essentially non-

Th
is 

is 
the

 au
tho

r’s
 pe

er
 re

vie
we

d, 
ac

ce
pte

d m
an

us
cri

pt.
 H

ow
ev

er
, th

e o
nli

ne
 ve

rsi
on

 of
 re

co
rd

 w
ill 

be
 di

ffe
re

nt 
fro

m 
thi

s v
er

sio
n o

nc
e i

t h
as

 be
en

 co
py

ed
ite

d a
nd

 ty
pe

se
t.

PL
EA

SE
 C

IT
E 

TH
IS

 A
RT

IC
LE

 A
S 

DO
I: 

10
.10

63
/5.

00
78

77
2



7 
 

propagating standing waves along the thickness direction. Such standing waves appear as a 

result of interference between a lattice wave and its reflection by the specular surface of MLG 

thinner than the phonon coherent length. As the thickness exceeds the coherence length,27 

modes propagating along the thickness direction emerge and replace the standing modes, 

giving rise to the graphite phonon dispersion at a sufficient thickness. The coherence length is 

expected to be larger than the phonon wavelength and smaller than the scattering mean free 

path that governs the lattice thermal conductivity. As the phonon mean free path appear to be 

about 20 nm on average19 and may reach about 200 nm28,29 for heat-carrying phonon modes 

propagating along the c axis of graphite, the bulk graphite phonon dispersion is expected to be 

applicable and surface defects would be required to yield a thickness-dependent thermal 

conductivity in thin graphite samples with a micrometer scale thickness. For UTG with a 

thickness smaller than 20 nm, a better understanding of the phonon coherence length is required 

to evaluate the size effects on the phonon dispersion. For different superlattice structures based 

on either argon or silicon with very different bulk phonon mean free paths,30 the coherence 

length is calculated to be similar and just a few nanometers, somewhat larger than the 

wavelength of heat-carrying phonons and much smaller than the mean free paths of heat-

carrying phonons in silicon.31 Moreover, the calculated basal-plane thermal conductivity for 

defect-free MLG approaches the graphite value when the MLG thickness exceeds just five 

atomic layers.3 Based on this result, treating the interlayer interaction as either propagating 

modes along the c axis in a 3D graphite phonon dispersion or as additional optical modes in a 

2D Brillouin zone do not yield detectable difference in the calculated in-plane thermal 

conductivity for MLG thicker than five layers.   

Theoretical calculations of phonon transport to examine the size effect in three-

dimensional finite size samples with surface defects require the solution of the PBE in real 

space. Past studies have solved the PBE in real space for steady-state thermal conductivity, but 

Th
is 

is 
the

 au
tho

r’s
 pe

er
 re

vie
we

d, 
ac

ce
pte

d m
an

us
cri

pt.
 H

ow
ev

er
, th

e o
nli

ne
 ve

rsi
on

 of
 re

co
rd

 w
ill 

be
 di

ffe
re

nt 
fro

m 
thi

s v
er

sio
n o

nc
e i

t h
as

 be
en

 co
py

ed
ite

d a
nd

 ty
pe

se
t.

PL
EA

SE
 C

IT
E 

TH
IS

 A
RT

IC
LE

 A
S 

DO
I: 

10
.10

63
/5.

00
78

77
2



8 
 

either in low-dimensional materials32–34 or under relaxation time approximation of the internal 

phonon scattering processes.35–37 The exact solution with a full scattering matrix in three-

dimensional reciprocal space and three-dimensional real space was not obtained until a very 

recent work that solved the PBE in all seven dimensions including time domain.14 

To investigate the impact of sample dimension and all boundary scatterings of graphite, 

we solved the PBE in the three-dimensional thin graphite with inputs from first-principles 

calculations. The steady-state PBE with a full scattering matrix is 

𝐯𝑖 ∙ ∇𝐫𝑓𝑖(𝐫) =∑𝐶𝑖𝑗𝑓𝑗(𝐫)

𝑗

(1) 

where 𝑖  and 𝑗  indicate a phonon state, 𝑓  is the phonon distribution function, 𝐯  is the 

phonon group velocity, 𝐫 is the position vector in the three-dimensional real space, and 𝐶𝑖𝑗 

is the element of scattering matrix 𝐂. The details of first-principles calculations of phonon 

dispersion and scattering matrix can be found in a recent literature.14 The PBE was solved by 

a deviational MC method, which has been used to study steady-state thermal transport in two-

dimensional graphene ribbons32–35 and transient wave-like thermal transport in three-

dimensional graphite.14 The details of the algorithm can be found in these literatures. Here we 

implemented the MC method for thermal conductivity calculation of three-dimensional 

crystalline graphite.  

In the MC calculation, hot and cold reservoirs were attached to the left and right 

surfaces in the length direction, respectively. Fully diffuse boundary scattering was applied for 

the side edges of a sample with finite width (W). For the top and bottom surfaces of thin 

graphite with a finite thickness (t), the specularity parameter (p) vales were chosen in the range 

between 0 for fully diffuse scattering and 1 for fully specular reflection.  

As a comparison, a solution of the PBE was obtained with the use of an iterative scheme 

based on the assumption of homogenous 𝑓 distribution on each cross section to approximate 
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∇𝐫𝑓𝑖  as(𝑑𝑓𝑖
0 𝑑𝑇⁄ )∇𝐫𝑇,  where 𝑓𝑖

0  is the Bose-Einstein distribution. In this calculation, the 

boundary scattering rates were taken as the phenomenological models for the diffusive (D) and 

ballistic (B) phonon transport limits, respectively, according to38–40 

𝜏D,𝑖
−1 =

|𝑣𝑥,𝑖|

𝐿
+
|𝑣𝑦,𝑖|

𝑤
+
|𝑣𝑧,𝑖|

𝑡
(2) 

𝜏B,𝑖
−1 =

2|𝑣𝑥,𝑖|

𝐿
+
2|𝑣𝑦,𝑖|

𝑤
+
2|𝑣𝑧,𝑖|

𝑡
(3) 

We start by examining the thickness dependence of the thermal conductivity of thin 

graphite samples with infinite length and width, and thickness of 8.5 m and 65 m, 

respectively, which are the two smallest values reported in the recent thermocouple 

measurement.22 With the phonon dispersion taken as the graphite dispersion, discretization of 

the rather thick samples into a large number of grids is necessary to obtain sufficient fine grids 

for the MC result to converge to the expected graphite value when all the surfaces are assumed 

to be specular. For diffuse surfaces, the thermal conductivity calculated with the graphite 

dispersion and 25 x 25 x 5 grids in reciprocal space decrease with reduced thickness at 

temperatures below 150 K, as shown in Fig. 1(a). Above 150 K in Fig. 1(a), the thermal 

conductivity converges to bulk values calculated for an infinitely large sample and measured 

for HOPG.42 The calculated thickness dependence is negligible, suggesting negligible surface 

scattering effect in samples thicker than 8.5 m. In Fig. 1(b), we show the thermal conductivity 

with thicknesses from a few nanometers to several hundreds of nanometers. 

A decreasing thermal conductivity with decreasing thickness is observed at all 

temperatures, which is shown clearly in Fig. 1(c) and opposite to the trend reported by the 

recent thermocouple measurement.22 Even with diffuse top and bottom surfaces, in addition, 

the calculation has yielded much higher thermal conductivity peak values and lower peak 

temperatures than the thermocouple measurement results. The presence of grain boundaries in 

the measurement samples are expected to increase the peak temperature and suppress the peak 
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magnitude without increasing the thermal conductivity above that for a single crystal sample 

of the same thickness, opposite to the behavior shown for the 8.5 m thick sample in Fig. 1(a).    

We would like to point out that the higher thermal conductivity for thinner samples reported in 

ref. 22 is yet to be properly supported by established theory. The paper connects their 

observation to the larger size of the first Brillouin zone along the c-axis of the thinner samples 

and thus weaker U-scattering involving the reciprocal lattice vector along the c-axis. However, 

the bulk dispersion should still be applicable to graphite samples thicker than a few 

micrometers. Moreover, reduced or increased U-scattering along the c-axis does not affect the 

thermal transport in the a-b plane, which was discussed in the recent study,12,41 as it does not 

destroy the phonon momentum along the heat flow direction.  

 

 

Figure 1 MC calculation results of the thermal conductivity of infinitely long and wide graphite samples 

as a function of temperatures with (a) a thickness of 65 m and 8.5 m, compared with the iterative 

solutions of infinitely large graphite with the same grid in reciprocal space, and measured results of 

bulk HOPG from ref. 42, (b) a thickness from a few nanometers to several hundreds, and as a function 

of the thickness (c) at temperature 70, 150, and 200 K. 

 

To investigate whether phonon Poiseuille flow can occur in this thickness range in an 

intermediate temperature range, we calculate the temperature dependence of thermal 

conductivity. Figure 2 shows the temperature exponent as a = d(ln)/d(lnT) for the three 

samples at different temperatures compared to the ballistic limit. At 50 K, a calculated for the 

8.5-m sample is much larger than the ballistic limit, indicating the thermal conductivity 

increases with temperature faster than that in the ballistic case. This behavior is a typical 
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characteristic of phonon Poiseuille flow and agrees with the heat flux profile calculated in Fig. 

3 where we show the heat flux across the thickness for the 8.5-m thick graphite sample at 50 

and 100 K. A clear parabolic distribution is observed at 50 K indicating the existence of phonon 

Poiseuille flow that suppresses the lattice thermal conductivity. As a comparison, the heat flux 

is uniform at the center at 100 K due to the increased phonon-phonon scattering compared to 

boundary scattering. To better understand the size dependence of phonon Poiseuille flow, we 

show the phonon MFPs and the projected MFPs on the in-plane and cross-plane directions in 

Fig. 4. Due to the high anisotropy in graphite, the z components of MFPs are the relevant length 

scales for comparison with the sample thickness.43 Both the overall MFPs and the z components 

by normal scattering are around several micrometers for heat carrying phonons, in the same 

range of the thickness of 8.5 m sample but much smaller than 65 m.  

 

 

Figure 2 Temperature exponent of the thermal conductivity of the 335 nm, 8.5- and 65- m thick 

graphite samples in comparison with the ballistic limit at different temperatures. The exponent of the 

8.5-m thick sample exceeds the ballistic limit at 50 K. 
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Figure 3 Heat flux profile across the thickness for the 8.5-m graphite sample at 50 and 100 K. The 

parabolic profile observed at 50 K indicates phonon Poiseuille flow. 

  

 

Figure 4 (a) Spectral phonon MFPs, (b) the xy components, and (c) the z components for normal and 

Umklapp scattering at 50 K. 

 

We further extend the calculation to a 23-layer UTG sample with the length (L), width 

(W), and thickness (t) being 5 μm, 1.75 μm, and 7.7 nm. The UTG sample was discretized 

into 50  10  5 grids in the real-space domain. The first Brillouin zone of reciprocal space was 

discretized with a 15  15  3 grid. The time domain was discretized with time steps from 7 to 

1 ps at temperatures from 80 to 400 K. 

Figure 5(a) includes the calculated MC results for the UTG sample with bulk phonon 

dispersion, diffuse side edges, and different specularity parameters for the top and bottom 

surfaces. For fully diffuse scattering at the top and bottom surfaces (p=0), the MC calculation 
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results are well below those calculated for the bulk samples and the thin graphite samples with 

8.5 m and 65 m thickness. As p increases toward 1 for specular scattering at the top and 

bottom surfaces, the calculated thermal conductivity increases considerably. As a comparison, 

for samples with infinite length and diffuse scattering at the top and bottom surfaces, expanding 

the finite side edges to infinite width only increases the thermal conductivity slightly. Moreover, 

a graphite sample with the same 5-m length but infinitely large cross section shows only a 

small increase compared to the UTG sample with specular top and bottom surfaces but diffuse 

side edges (p=1), and a small decrease compared to the infinitely large bulk sample. These 

comparisons reveal that the scattering at the side edges and the two ends yield a much smaller 

reduction in thermal conductivity compared to diffuse scattering at the top and bottom surfaces 

in the UTG. 

 

Figure 5 Temperature-dependent thermal conductivity from theoretical calculations (lines) compared 

with the measured ultrathin graphite samples in this work (unfilled symbols) and in literatures (filled 

symbols). (a) The dotted line is for an infinitely large sample. The dash-dotted lines are MC results for 

length L = 5 m and infinite width and thickness (upper, black), infinitely long and wide sample with 

thickness t = 23 layers (middle, orange), and infinitely long sample with W = 1.75 μm and t = 23 layers 

with diffuse scattering at the top, bottom, and side edges (lower, purple). The dashed lines are MC 

simulation results of a UTG sample with length L = 5 μm, width W = 1.75 μm, and thickness t = 23 

layers, diffuse scattering at the side edges, and different specularity (p) specified for top and bottom 

surfaces. The case with p = 0 is plotted with a solid line. (b) The two dash-dotted lines are calculation 

results from an iterative solution with phenomenological diffuse boundary scattering models for the 

diffusive (D) and ballistic (B) phonon transport limits, which are higher and lower than the MC 
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simulation results for the UTG sample with length L = 5 μm, width W = 1.75 μm, and thickness t = 23 

layers (blue, solid). Error bars and shaded regions are used to show the measurement and calculation 

uncertainties, respectively. The results of six UTG samples measured here are compared with the 

reported measurement results for a supported 27-layer sample from ref. 19 and a suspended 7-layer 

sample in ref. 45. 

 

Figure 5(b) shows that the MC calculation results fall within the two iterative solutions 

calculated with the phenomenological boundary scattering models for the ballistic and diffusive 

phonon transport limits in the UTG. As shown in Fig. 6, the exponent of the temperature 

dependence of the calculated thermal conductivity of the UTG sample with either diffuse or 

specular top and bottom surfaces is still smaller than that of the ballistic limit. Here, phonon 

Poiseuille flow does not occur in the UTG sample because the normal scattering MFPs are 

larger than both the 1.75 μm width along the in-plane direction and the 7.7 nm thickness for 

the cross-plane direction. The optimal width and thickness for phonon Poiseuille flow in 

graphene and graphite are expected to be several micrometers at temperatures below 100 K, 

based on the thickness dependence results calculated here and several previous studies of the 

width dependence.33,34,37,41,44 

 

Figure 6 The exponent of temperature dependence of the calculated thermal conductivity as a function 

of temperature for the UTG sample with length L = 5 μm, width W = 1.75 μm, and thickness t = 23 

layers. The dashed line and dash-dotted lines indicate the same conditions as those in Fig. 5(a). 
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III. Experiment 

Due to the aforementioned challenges associated with contact resistance errors and 

heat loss into thermometers in steady-state thermal conductivity measurements of high-thermal 

conductivity mesoscale samples, there exist insufficient thermal conductivity measurement 

data for comparison with the current and past theories of phonon transport in thin graphite 

samples. Although the recently reported four-probe thermal transport measurement method has 

addressed these measurement errors,45,46 the method is limited to samples with a thermal 

resistance that is comparable to the thermal resistance of the suspended thin film thermometer 

lines. Consequently, this method can be used to measure only UTG samples with a much 

smaller cross section and larger thermal resistance than thin graphite samples with a thickness 

in the micrometer scale. Therefore, only UTG samples have been measured in this work to 

provide experimental data for comparison with the calculation results for such UTG samples, 

leaving measurements of thin graphite samples for a further experimental study to address the 

discrepancy between the current calculation results and the existing thermocouple 

measurement results.  

The UTG samples were exfoliated from different graphite sources on top of the surface 

of a 300 nm thick SiO2 grown on a silicon substrate. The graphite sources include natural 

graphite (NG) and commercial HOPG from both SPI supplies (HOPG 1) and TipsNano (HOPG 

2). The thickness of the exfoliated UTG flakes was determined by atomic force microscopy 

(AFM) measurements. Figure 7(a) shows a prefabricated SiO2 beam transferred with the use 

of a sharp tungsten tip on top of the exfoliated flake. The oxide beam acted as a hard mask 

during oxygen plasma patterning of the graphite flake sample. Following the patterning, a layer 

of polymethylmethacrylate (PMMA) was spun onto the substrate to act as a carrier film for 

subsequent transfer of the patterned flake and oxide beam hard mask, which prevented the 

PMMA from contacting the top surface of the graphite flake. For the transfer, the PMMA film 
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along with the sample and oxide beam stack was released from the silicon substrate via dilute 

hydrofluoric acid (HF) etching of the oxide film under the graphite flake. The released PMMA 

film was then transferred onto multiple Pd/Cr/SiNx thermometer lines that were patterned on 

top of another Si substrate, as shown in Fig. 7(b). Electron beam lithography was used to open 

windows in the PMMA at the intersection of the oxide beam and the underlying metal 

resistance thermometer lines. Diluted HF was used to etch the exposed SiO2 beam through the 

open window in the PMMA, followed by evaporation of Cr and Pd and removal of the PMMA 

in acetone to lift off Pd/Cr anchors to fix the graphite flake onto the thermometer lines. The 

thermometer lines and the graphite sample were then suspended by etching of the underlying 

silicon in tetramethylammonium hydroxide (TMAH) or potassium hydroxide (KOH). The 

oxide beam was subsequently removed in HF. The measurement device was dried in a critical 

point dryer. Figure 7(c) shows the suspended UTG sample on the four-probe microdevice. The 

suspended sample was loaded in the evacuated sample space of a cryostat for multi-probe 

thermal transport measurements. The measurement was performed by resistively heating each 

single metal thermometer line while simultaneously measuring the electrical resistances of all 

thermometer lines, as described in a previous report.45 

 

Figure 7 Optical micrographs of (a) a prefabricated SiO2 beam (white) that has been transferred on the 

surface of a graphite flake (blue) exfoliated on top of a 300-nm SiO2 film (purple) of a Si substrate, and 

(b) the patterned ultrathin graphite flake (NG 1) and oxide beam that have been transferred together 

with a PMMA carrier film onto eight Pd/Cr/SiNx thermometer lines supported on a Si substrate. (c) 

Scanning electron micrographs (SEM) of a 23-layer natural graphite sample (NG 1-b) suspended onto 

four lines of a multi-probe measurement device. 
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Upon the completion of the thermal measurements, Raman spectroscopy, scanning 

electron microscopy (SEM), and atomic force microscopy (AFM) were used to characterize 

the UTG samples directly on the suspended devices. The SEM measurements obtained the 

lateral dimension of each suspended segment, as summarized in Table I. The Raman excitation 

laser wavelength was 532 nm. Subsequently, a tungsten (W) tip attached to a micromanipulator 

under an optical microscope was used to transfer one suspended segment of sample NG 1-b 

onto a gold-coated Si substrate for scanning tunneling microscopy (STM) characterizations of 

the sample surface. The STM measurement was carried out inside the ultrahigh vacuum (UHV) 

chamber of an Omicron scanning tunneling microscope. The vacuum level was maintained 

below 9.0  10-10 torr. During the STM measurement, a sharp W tip prepared by 

electrochemical etching was scanned at a constant current of 50 pA under 0.1 V voltage applied 

between the tip and the sample. All surface characterizations were carried out on the top surface 

of the suspended UTG sample. 

 

Table 1 The dimension of suspended segments 

Sample Dimension of suspended segment 

NG 1-a 3.0 m  3.7 m  23 layers 

NG 1-b 5.0 m  3.7 m  23 layers 

NG 2 5.0 m  1.75 m  22 layers 

NG 3 5.0 m  3.4 m  13 layers 

HOPG 1 4.7 m  1.8 m  21 layers 

HOPG 2 4.7 m  1.75 m  23 layers 

 

The measured thermal conductivity of UTG samples peaks at a temperature near 275 

K with the value range from 500 to 706 W m-1 K-1, regardless of sample sources, in Fig. 5(b). 
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The obtained thermal conductivity values at room temperature are close to a quarter of the 

basal-plane value reported for high-quality pyrolytic graphite (PG), for which the peaks appear 

at a lower temperature near 100 K than that observed for the UTG samples.19,42 Expect for NG2 

that shows the lowest thermal conductivity in the six samples measured here, the thermal 

conductivity peak measured for the other UTG samples is slightly increased and shifted to a 

lower temperature compared to the reported 480  21 W m-1 K-1 peak value at near 300 K for 

a 7-layer FLG sample that was transferred onto a four-probe device without the use of the SiO2 

dry mask to separate the PMMA and the FLG sample.45 In comparison, a peak amplitude of 

about 1000 W m-1 K-1 appears at near 230 K for a reported 27-layer thick sample supported on 

SiO2.19 Both the peak magnitude and position reveal the dominance of extrinsic phonon 

scattering processes compared to intrinsic phonon-phonon scattering in the UTG samples. 

The UTG measurement results do not reveal a clear thickness dependence. However, 

both the magnitudes and temperature dependence of the UTG samples are similar to the MC 

calculation results for a 23-layer sample with the bulk phonon dispersion and diffuse top and 

bottom surfaces. As the MC calculation reveal that phonon scattering at the side edges and two 

ends are insufficient to cause the observed pronounced effect, defects on the surfaces or in the 

interior of the UTG samples need to be examined.  

The Raman spectra (Fig. 8) measured on the suspended UTG segment does not show 

clear D peak associated with defect-mediated Raman scattering. In comparison, AFM 

measurements performed directly on the top surface of the suspended segment reveals the 

presence of nanoparticles with a height over 3 nm on the top surface of NG 1-b, as shown in 

Fig. 9(a). The areal coverage of nanoparticles is about 6.5 % based on the AFM images. These 

nanoparticles are likely placed on both top and bottom surfaces during the sample suspension 

step, the only step where the top surface had not been protected by the SiO2 beam. The three-

dimensional height image of the selected area (Fig. 9(b)) showed a root-mean-square height 
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fluctuation of 464.4 pm without any evidence of kinks or steps. This height fluctuation is likely 

due to the vibration of the suspended segment during the AFM measurement. 

 

Figure 8 Raman spectra of the suspended segments of sample NG 1 and NG 2. 

 

 

Figure 9 (a) Atomic force microscopy (AFM) height image of a 2.05 × 0.9 μm2 suspended area of 

sample NG 1-b. A threshold height 3 nm is applied to show the area above and below the threshold as 

red and black, respectively. The areal coverage of nanoparticles shown by the red color is determined 

as 6.5 %. (b) Three-dimensional height image of the area inside the white box of (a), showing a root-

mean-square height fluctuation of 464.4 pm. 

 

In addition, the STM measurements of the UTG sample transferred to the Au-coated Si 

substrate can help to examine whether there exists a polymeric residue or atomic disorders on 

the sample surface. Figures 10(a) and 10(b) show the STM height and current response over a 

400 nm   nm scan area on the UTG sample. Some long-range modulation about 100 nm 
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with height variation less than 2 nm was observed in the STM images of the supported UTG. 

The modulation was likely caused due to the surface feature of Au-coated Si substrate since 

the AFM measurement results on the same original suspended UTG segment do not show 

similar modulation. Figure 10(c) shows the STM height image for a 2 nm   nm scan area. 

Although the spatial and height resolutions of the room-temperature STM measurements were 

limited by noise sources including vibration and thermal drift, most of the scanned area do not 

exhibit clear evidence of atomic disorder or point defect. Nevertheless, the scanned area shows 

several dark or bright spots, which are potentially caused by point defects based on the prior 

STM studies on point defects on graphite surfaces.47,48 The bottom surface of the UTG sample 

was not accessible for the STM and AFM measurements. Because the bottom surface was 

exposed to an acetone solution after the PMMA was dissolved in the solution, the bottom 

surface was likely contaminated by polymer residue. In addition to point defects on the surfaces, 

contamination of the sample surface by nanoparticles and polymer residue potentially results 

in partially diffuse surface scattering at the top and bottom surfaces, respectively. The lack of 

clear thickness dependence is attributed to a variation of the surface specularity parameter as 

well as interior defects that have not been clearly revealed by the Raman and STM 

measurement results.  

 

Figure 10 (a) Scanning tunneling microscopy (STM) height images and (b) the corresponding current 

image of the NG 1-b sample segment transferred onto an Au-coated Si substrate. (c) The STM height 

image of a 2 × 2 nm2 area. 
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IV. Conclusion 

 The presented deviational MC analysis has calculated the spatial dependent phonon 

heat flux in thin graphite as thick as 65 m and as thin as 3.35 nm for a 10-layer graphene. 

Based on the prior first principles calculation that shows a saturation to the graphite thermal 

conductivity for few layer graphene samples thicker than about 5 layers, bulk graphite phonon 

dispersion has been used in the MC calculation. For thin graphite samples with a thickness of 

8.5 m and above, the use of bulk graphite phonon dispersion should be accurate because the 

phonon coherent length is not expected to reach this rather large thickness to yield non-

propagating standing waves along the cross-plane direction, whereas a reduced Brillouin zone 

along the cross-plane direction may be achieved only in superlattice structures instead of a 

homogeneous thin film. With the bulk graphite phonon dispersion, thickness-dependent 

thermal conductivity can only be caused by diffuse scattering by surface defects, which 

decreases the basal-plane thermal conductivity with decreased thickness and produces an 

opposite trend as the recent thermocouple measurements.22 Based on the MC calculation, 

phonon Poiseuille flow occurs in finite-size graphite near 50 K when the thickness is around 

several micrometers and comparable to the normal scattering MFPs along the thickness 

direction. Remarkably, MC calculation with the bulk phonon dispersion and diffuse surface 

scattering yields results close to the measured thermal conductivity for UTG samples with a 

thickness close to 7.7 nm or 23 layers, where phonon scattering at the side edges of the 1.75 

m wide sample and two ends of the 5 m long UTG are insufficient to suppress the thermal 

conductivity to the measured value. While the observed contamination and potentially point 

defects on the surfaces may provide mechanisms for partially diffuse surface scattering, 

whether strain or a modified phonon dispersion contributes to the suppressed thermal 

conductivity in the suspended UTG samples provides an intriguing question for further 

theoretical studies. Instead of providing definite answers to these outstanding questions, this 
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reexamination serves to highlight the need of further experimental and theoretical studies to 

address the discrepancy between existing theoretical and experimental results in thin graphite 

and to minimize extrinsic defect-mediated processes to unmask the intrinsic low-dimensional 

phonon transport behaviors in ultrathin graphite and few-layer graphene samples.   
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