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The Heisenberg pyrochlore antiferromagnet Gd2Pt20O7 is one of a series of gadolinium pyrochlore
compounds with a variety of B-site cations. Despite the expected simplicity of a spin-only Gd3*
Heisenberg interaction model, the gadolinium pyrochlore series exhibits various complex magnetic
ground states at low temperature. Gd2Pt207 displays the highest temperature magnetic order of the
series with T = 1.6 K which has been attributed to enhanced superexchange pathways facilitated by
empty 5d ey Pt orbitals. In this study we use various neutron scattering techniques on an isotopically
enriched polycrystalline '°GdzPt207 sample to examine the magnetic structure and spin-wave
excitation spectrum below T in order to extract the dominant exchange interactions. We find that
the ground state magnetic structure is the Palmer-Chalker state previously seen in Gd2Sn2O7 with
an associated gapped excitation spectrum consistent with enhanced exchange interactions between
further near-neighbour Gd®' ions. We confirm this exchange model with analysis of the magnetic
diffuse scattering in the paramagnetic regime using polarized neutrons.

I. INTRODUCTION

The magnetic pyrochlore lattice— in which magnetic
ions sit on a lattice of corner-sharing tetrahedra (see
Fig. 1)—is commonly studied as an archetypal exam-
ple of three-dimensional geometrical magnetic frustra-
tion. The study of these so-called “highly frustrated
magnets” provides a route to access a large variety of
fascinating emergent low temperature magnetic states in-
cluding spin-liquids, spin-glasses and spin-ices [1-3] and
fragmented spin-structures [4, 5].

The Gd-pyrochlore series of compounds Gdz[B]2O7,
where [B] is the B-site cation, is expected to be rather
simple compared to other rare-earth pyrochlores since
the spin-only (85’7/2) Gd?* ground-state ion should, in
principle, display no magnetic anisotropy and therefore
exemplify a pure Heisenberg antiferromagnet (HAF) on
a pyrochlore lattice. The series crystallises in the face-
centred cubic Fid3m setting with a range of lattice con-
stants between 10 S a < 11 A. The magnetic rare-earth
A-site lattice is a network of corner—sharing tetrahedral
units as depicted in Fig. 1. In the absence of other mech-
anisms of magnetic exchange, the HAF pyrochlore lat-
tice is predicted to be “fully frustrated” hosting a spin-
liquid ground state at low temperatures [6]. In real-
ity, however, near-neighbour antiferromagnetic exchange
couplings, Ji, are generally weak in these systems (well
below 1 K), and dipolar field couplings, D, are of compa-
rable strength for near neighbours — see for example [7, §].
For ratios D}/.J; $ 5 (where D} is the dipolar interaction
strength at the first near neighbour) a 4-sublattice co-
planar k = (000) antiferromagnetic state, known as the
Palmer-Chalker (PC) state [9] (see depiction in Fig. 1)

is predicted with more complex incommensurate orders
predicted to appear for D}/J; 2 5. Additionally, in Gd-
pyrochlore systems it is found experimentally using elec-
tron spin resonance (ESR) that strong intra-shell spin-
orbit coupling mixes the 857/2 and 6P7/2 Gd?* levels
leading to significant crystal field splitting and single-ion
anisotropy [10]. Table I shows a summary of the proper-
ties of Gd-pyrochlore compounds with a variety of B-site
cations in order of increasing lattice constant. Common
to these materials are their low, negative Weiss tempera-
tures, 0, which slowly decrease in magnitude on increas-
ing lattice constant, and transitions to magnetically long-
range ordered states at temperatures close to 1 K (with
the exception of GdsIraO7 which has a magnetic B-site
cation and does not follow a Curie-Weiss temperature
dependence).

The PC state was first looked for by Champion and
co-workers [21] in GdyTizO7, which displays two mag-
netic transitions at 73 = 1.1 K and T, = 0.75 [7, 12].
They found, instead, that GdsTisO7 exhibits a complex
and fascinating partially ordered ground state below T;.
Only recently has the nature of this ground state been
revealed to be a complex 2k antiferromagnetic structure
with k = {111} [20] stabilised by a small ferromag-
netic second near-neighbour interaction, shown as Js in
Fig. 1. Later, neutron diffraction studies by Wills et al.
of GdaSnsO7 did find a PC magnetic ground state below
Tx =1 K. Additional diffuse and inelastic neutron scat-
tering investigations showed that the PC ground state
in GdSnyO7 is stabilised by a small ferromagnetic third
near-neighbour interaction [18], shown as J3; in Fig. 1. In
GdalIraO7 the presence of a strongly interacting magnetic
B-site sublattice results in a staggered molecular field



TABLE 1. Properties of Gd-pyrochlore compounds with various B-site cations (definition of symbols found in main text).
Values deduced from the current work are shown in red. Values are taken from; *Li (2016) [11], "Raju (1999) [7], Lefrangois
(2019) [5], “Bonville (2003) [12], *Durand (2008) [13], ‘Hallas (2015) [14], #Quilliam (2007) [15], "Hallas (2016) [16], ‘Stewart
(2008) [17], ‘Paddison (2017) [18], “Biswas (2011) [19], 'Glazkov (2005) [10] and ™Paddison (2021) [20].

B-site a (A) Tn (K) 6 (K) J1 (K) D} (K) Ds; (K) Agap (meV)
Ge® 0.998 1.4 111 0.056

TiP 10.18 1, 0.754 -9.6 -0.303 0.053 0.223' 0.06™

Pt® 10.26 1.6" -9.4b -0.312 0.052 0.286 0.245"%, 0.25
Ir° 10.29 120, 0.65 n/a -0.23 0.052 0.09 0.21

Snd 10.45 1 -8.6 -0.319 0.049 0.14! 0.128, 0.13
Hf 10.49 0.77 7.7 -0.212% 0.049

7r® 10.52 0.77 -7.3 -0.241% 0.048

Pbf 10.73 0.81 7.4 0.046

FIG. 1. The A-site rare-earth sublattice in pyrochlore mag-
nets. Principal exchange interaction pathways are shown
in red, demonstrating the difference between the two third-
nearest-neighbour interactions: the “through-Gd” Js, which
lies parallel to Ji, and the “cross-hexagon” Js;. The co—
planar Palmer—Chalker (PC) spin structure is depicted with
blue arrows, bottom left.

around the Gd sublattice which leads to “all-in-all-out”
(AIAO) type order at 120 K — a much higher temperature
than is commonly found in the series [5]. However, in this
system too, the PC state tends to order below 1 K [5].
For all the other Gd-pyrochlore species listed in Table I
the magnetic ground state structure remains unresolved.
This is chiefly due to the enormous difficulty of perform-
ing thermal neutron diffraction measurements on Gd con-
taining materials. Naturally occurring Gd metal is the
most absorbing element known for thermal neutrons (ab-

sorption cross-section, o,ns = 49700 barns for neutron
wavelength, A = 1.8 A) meaning that neutron scatter-
ing experiments must either be performed using the non-
absorbing (but expensive) °Gd isotope [17, 22, 23] or
using “hot” neutrons with X < 0.55 A [5, 20].

In this study, we present neutron diffraction and in-
elastic neutron scattering experiments to determine the
ground state magnetic structure and the magnetic inter-
actions in GdaPt2O7 recently studied by Li et al. [11]
and Hallas et al. [16]. Our sample is enriched with
the low neutron-absorbing '*°Gd isotope, allowing us
to use cold neutrons with wavelengths > 4.8 A (ener-
gies < 3.55 meV) — well suited to the low momentum
and energy transfer regimes necessary for studying mK
temperature magnetic structures. According to magneti-
sation and specific heat measurements, GdoPtoO7 or-
ders at 1.6 K, the highest transition temperature in the
series (except for GdalroO7). It is suggested by both
Li [11] and Hallas [16] that the presence of empty 5d
ey orbitals in Pt** (which are closed-shells in the other
B-site cations) provide an additional Gd-O-Pt-O-Gd
superexchange pathway, leading to the increased mag-
netic transition temperature. The magnetic susceptibil-
ity in GdyPt2O7 follows closely a Curie-Weiss temper-
ature dependence with a reported Weiss temperature,
6, of -8.8(1) K [11] (-9.4(1) K [16]) which is broadly
similar to other Gd-pyrochlores, indicating dominantly
antiferromagnetic interactions (see Table I). The Gd
magnetic moment is found to be 7.94(1) up [11] (7.83(1)
up [16]), close to the ideal value of 7.94 up for spin-only
S =7/2 Gd*". The temperature dependence of the spe-
cific heat capacity of GdsPt207 closely resembles that
of GdsSnsO7, with a large first order anomaly at the
magnetic ordering temperature. Below Ty, the mag-
netic specific heat of GdsPt2O~ has been modelled both
using a C,, o< T3 dependence - expected for a conven-
tional 3d antiferromagnet with an un-gapped spin-wave
spectrum [11] and with a Cy, o< exp(~Agap/kpT)/T? de-
pendence expected for a collinear antiferromagnet with
a spin-wave gap of Ag,p = 0.245(1) meV. [16]. In that
work, Hallas and co-workers noted that the presence of a
spin-gap in GdoSny;O7 — confirmed using inelastic neu-



tron scattering [17] — and the similarity of the magnetic
specific heat capacities of GdsPt2O7; and GdsSnyO-,
strongly suggest that the ordered magnetic structure in
these materials is the same: the PC state.

We present polarised neutron scattering experiments
in both the ordered (T = 50mK) and correlated param-
agnetic (T > 1.8K) regimes of GdaPt207, and inelastic
neutron scattering (INS) measurements of the spin-wave
spectrum at 250 mK. We find that the low temperature
magnetic structure of GdaPt207 is indeed the PC state.
INS indicates the presence of a gapped spin-wave spec-
trum at low temperatures, in accordance with the inter-
pretation of Hallas and co-workers [16]. We find from our
analysis of INS spectra in the ordered state and diffuse
scattering measurements above Ty that the first near-
neighbour exchange is of similar strength to other mem-
bers of the series (see Table I) but that there is also a
further near-neighbour Heisenberg exchange (either an
antiferromagnetic Jo or a ferromagnetic Js;, interaction)
which stabilises the PC state.

II. EXPERIMENTAL METHODS

The polycrystalline sample used in our neutron scat-
tering experiments was synthesised using high-pressure,
high-temperature (HPHT) techniques. A stoichiometric
amount of starting material was intimately ground and
filled into a gold capsule, and subsequently treated at
1100 C and 6 GPa in a DIA-type cubic anvil high pres-
sure apparatus.

160Gd,03 + 2Pt04 — GdyPt205.

HPHT synthesis was employed in order to prevent the de-
composition of PtOs at the temperatures required. The
mass of the sample used in each neutron experiment de-
scribed below was 0.21 g.

In order to determine phase purity, X-ray and neutron
diffraction data were collected at room temperature at
the I11 high resolution X-ray diffractometer [24], Dia-
mond Light Source, UK, and the Polaris neutron diffrac-
tometer [25], ISIS Neutron and Muon Source, UK. In
order to minimise absorption during our X-ray diffrac-
tion measurements, a portion of our sample was loaded
into a 0.1 mm capillary, and data were collected using a
multi-analyser crystal (MAC) detector and a wavelength
of A = 0.82658 A. Simultancous Rietveld refinement of
these data were carried out using the TOPAS-Academic
software package [26].

Investigation of the magnetic exchange interactions in
GdsPtoO7, was undertaken with measurements of the
spin-wave excitations in the ordered state using the cold
neutron spectrometer LET, at the ISIS Neutron and
Muon Source, an incident energy of 1.60 meV. The sam-
ple was mounted in an Oxford Instruments Heliox >He
sorption insert in a standard “orange” cryostat and held
at 250 mK for the duration of the experiment. Data re-
duction and normalisation to a vanadium standard was

performed using Mantid [27]. Linear spin-wave modelling
and fitting of the data was performed using SpinW [28].

Neutron diffraction data with XYZ neutron polariza-
tion analysis [29] was collected over a range of tempera-
tures between 50 mK and 200 K using a dilution insert in
a standard “orange” cryostat. These measurements were
performed on the D7 diffuse scattering spectrometer at
the Institut Laue-Langevin (ILL), using an incident neu-
tron wavelength of 4.86 A [30, 31]. The method of XYZ
polarization analysis enables the unambiguous separation
of magnetic scattering from nuclear coherent (structural)
scattering and nuclear-spin incoherent scattering contri-
butions. The data were corrected for detector and po-
larization efficiency using standard samples (vanadium
and amorphous silica, respectively), and were placed on
an absolute scale, [barns st™' Gd™!], by normalising the
paramagnetic scattering to the paramagnetic moment ex-
pected for Gd** (g\/S(S +1) = 7.94 up). For the ordered
magnetic and nuclear structures FULLPROF [32] was used
to perform Rietveld refinements, with an interpolated
background, and instrumental peak shape parameters
from ref. [31]. The scale factor derived from the nuclear
Bragg intensities was employed as an internal check of the
absolute normalisation of the data. We use Mean Field
Omnsager reaction field (MFO) theory [33, 34] in order to
estimate exchange interactions in the paramagnetic state.
Real-space atomistic models of the paramagnetic scatter-
ing are produced via direct Monte-Carlo simulations [18],
using the SCATTY program [35] to calculate the expected
single-crystal diffuse scattering.

IIT. RESULTS

A. Powder diffraction

Fig. 2 shows the neutron and X-ray powder diffraction
patterns for GdaPt2O7 at room temperature, together
with a simultaneous Rietveld refinement. Due to the
substantial degree of absorption present in these data,
a sequential approach to the Rietveld refinements was
adopted, exploiting the different sensitivities of X-rays
and neutrons in order to avoid the over-correlation of pa-
rameters when absorption coefficients were refined. We
refined and fixed the lattice constant using only the X-
ray data, followed by using the neutron data to fix the
position and the isotropic thermal displacement param-
eters, Big, = 8m%(u?), where (u?) is the mean-squared
displacement of the oxygen atoms. The X-ray data were
then used to determine Bjg, for platinum and gadolin-
ium. The occupancy factors for all the atomic posi-
tions were refined using both datasets simultaneously.
The refined Bragg R-factors are 4.87 for the 111 X-ray
histogram and between 1 and 3.8 for the 5 diffraction
bank histograms on Polaris. Refined structural param-
eters are given in Table II. All peaks can be indexed
using the F'd3m cubic space group; with lattice constant
a=10.26328(1) A at 298 K in close agreement with pre-
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FIG. 2. Neutron (POLARIS bank 5 — upper panel) and X-
ray (I11 — lower panel) diffraction data collected on powder
samples of Gd2Pt2O7 at room temperature. Red solid lines
show the Rietveld refinement of the data, with the difference
between the data and model shown in blue.

TABLE II. Atomic positions and occupancies from a simulta-
neous Rietveld refinement of the X-ray and neutron diffrac-
tion data for GdaPt2O7. In this setting of the F'd3m space
group, the only adjustable atomic coordinate is the x position
of O1. * indicates the value was extracted from X-ray diffrac-
tion data; t from neutron diffraction; and I from combined
X-ray and neutron diffraction.

Atom =z y z Biso Ocec.

Gd 05 05 05  0228(5)" 0.9999(70)F
Pt 0 0 0 0.027(3)*  0.9999(70)*
O1  0.33646(6)" 0.125 0.125 0.273(5)"  1.005(6)"
02 0375 0.375 0.375 0.296(17)"  0.994(2)*

vious results [11, 16, 36]. The single free O1 co-ordinate
was found to be z = 0.336 which is very similar to the
value of x = 0.335 for Gd2SnyO7 [37] - both larger than
the value of z = 0.326 found for GdsTizO7 [38]. There
was no appreciable site mixing of the atomic species with
the occupancy factors refining to 1 within experimental
uncertainty, indicating full occupancy.

The magnetic neutron diffraction pattern measured at
50 mK using XYZ neutron polarization analysis is shown

(111)

N
S

Gd")

(002)

(%)
(e

(113)
.

[\
o

(220)

3

(==

Magnetic 1(Q) (barns st
=

—
o

3

0.5 1.0 1.5 2.0 2
-1
0A)

(O

FIG. 3. Magnetic neutron diffraction data measured using
XYZ neutron polarization analysis on D7. The red solid line
shows the Rietveld refinement using the I'7 irreducible repre-
sentation (¢s basis function) which represents the co-planar
Palmer-Chalker antiferromagnet. The difference between the
refined model and the data is shown as an offset blue line.

in Fig. 3 along with the Rietveld refinement of the data.
The magnetic scattering is shown fully separated from
nuclear and incoherent scattering contributions. We ob-
serve four magnetic Bragg peaks at 50 mK indicating a
transition to a long-range ordered magnetic state. The
data are well modelled with the I'; irreducible represen-
tation (g basis function) following the Kovolev nota-
tion [39] used in the paper of Wills and co-workers [23]
in describing the PC state in GdaSnyO7. This represents
the co-planar Palmer-Chalker state. The lattice constant
of GdyPtyO7 at 50 mK is found to be a = 10.225(1) A and
the ordered Gd magnetic moment is 6.76(2) up close to
the expected ordered moment value of gS =7 upg.

B. Inelastic neutron scattering

Our analysis of the exchange interactions and corre-
sponding Hamiltonian for GdaPt2O7 begins with our in-
elastic neutron scattering data taken on LET at 250 mK.
Visual inspection of the data, shown for E; = 1.60 meV in
Fig. 4 (upper panel), reveals several excitation branches
— including an approximately flat band at an energy
transfer AF = 0.25 meV, gapped from the elastic line.
This closely corresponds to the value of the spin-wave
gap found by Hallas et al. from their modelling of the
magnetic heat capacity [16], and confirms that the ex-
citations are gapped. The observed excitation branches
are all absent from spectra taken at high temperatures
(> 20 K) demonstrating their magnetic origin.

In order to model the spin-wave excitations we employ
a Hamiltonian containing Heisenberg exchange dipolar
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FIG. 4. (upper panel) Inelastic neutron spectra of
Gd2Pt207 at 250 mK taken on LET with incident energy
E; = 1.6 meV. The intense region of scattering at zero en-
ergy transfer is the nuclear incoherent elastic signal. (lower
panel) SpinW calculation of the Ji—J2 model S(Q,w) with
the best-fit exchange and anisotropy values (see text). The
hollow circles show the positions of the spin-wave peaks, with
the vertical bars representing the FWHM of the peaks. The
flat mode at AFE ~ 0.47 meV is not reproduced by any of our
spin-wave models.

and single-ion anisotropy terms,

H=- Z J”SZ . Sj + DSI Z(S,Lz)2
>3 [
Si-8;-3(8i#y)(8; ;) (W

3 b
i>j Tij

+ Dér‘?

where we have used the convention that negative J-
values denote antiferromagnetic interactions. We fix
the magnitude of the dipolar energy scale with Dcll =
wo(guy)? /4mr3k, = 0.05275 K, with 7 = (a/4 a/4 0) and
a = 10.225 A. The single-ion anisotropy is of the easy-
plane type for positive Dgr, with the z-component of the
spin-vector S* lying along local (111) axes connecting

corners of the Gd tetrahdra to the centres [19, 40]. We
restrict the Heisenberg interactions to the first 3 near-
neighbour terms, Ji, Jo and J3, as depicted in Fig. 1.
We find that the inclusion of Js, (parallel to J;) does
not improve the spin-wave model fits in what follows.

The spin-wave model is generated from this Hamilto-
nian using SpinW with the PC state () ordered struc-
ture, shown in Fig. 1. In our model, dipolar terms are
included up to a range of 20 A. In order to calculate the
powder-averaged spectrum, the spin-wave cross-sections
are calculated for 200 randomly chosen directions of Q
and then averaged. The model calculation is then con-
voluted with the LET energy and wavevector resolutions
which are taken to be Gaussians of FWHM 30 peV and
0.01 A~! respectively at E; = 1.6 meV. This model de-
scribes the data well, with the exception of a flat mode
observed at AFE ~ 0.47 meV which we are unable to re-
produce (see Fig. 4 (lower panel)). In order to best fit
the exchange interactions and the single-ion anisotropy
term we have performed a least-squares fit of the SpinW
generated scattering cross-section to two representative
constant wavevector cuts of the inelastic spectrum at
02<Q<03A" and 0.35 < Q < 045 A™). These
cuts are shown in Fig. 5 with the best-fit SpinW models.
In both of these cuts, we have excluded the energy region
around the mode at AFE ~ 0.47 meV.

We find that we are able to fit the spin-wave data using
spin-wave models employing two different further near-
neighbour exchange constants; a J; — Jo model and a
J1 - J3p model, shown as blue and red solid lines in Fig. 5
respectively. The single ion anisotropy was found to be
close to a value of Dgr = 0.286 K in each of the spin-wave
models, and was fixed at this value. The fitted exchange
interactions and goodness-of-fit (x?/Ny where Ny is the
number of data points) are given in Table III. The spin-
wave model covering the entire measured (Q, AE) range,
calculated using the best-fit exchanges from the J; — J
model, is shown in Fig. 4 (lower panel) with the observed
spin-wave peak positions and widths (FWHM) plotted on
top. For both the J; — J5 and J; — J3; spin-wave models
we find J; = -0.312(2) K, with an antiferromagnetic 2nd
near neighbour exchange Js ~ 0.02J; in the J; —J> model,
or a ferromagnetic cross-hexagon 3rd near neighbour in-
teraction J3 ~ —0.02J; in the J; — J3, model. Inspection
of each model fit in Fig. 5 shows that the J; — Jo spin-
wave model better matches the position of the dispersing
excitation at AE ~ 0.73 meV at Q = 0.4 A~! and ex-
hibits a marginally lower goodness-of-fit value, as given
in Table III.

We also attempted to fit a model with Ji, Jy and Js3;
all included as free parameters. This did not improve on
the J; — J> model fit — and indeed, J3; refined to close to
zero within error.

The two spin-wave models describe the data well, apart
from the obvious lack of a flat mode at AE ~ 0.47 meV.
In order to try to reproduce this mode, we attempted
various more complex models, including anisotropic ex-
change (unlikely for spin-only Gd ions [41]) and a Jq
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FIG. 5. Constant wavevector cuts through the spin-wave

spectrum of GdzPt207 at Q = 0.25 At (upper panel) and
Q = 0.4 A™' (lower panel) at T' = 250 mK. The region be-
tween energy transfers of 0.43 < AFE < 0.5 meV has been
excluded from the fit. The solid lines show the calculated
spin-wave scattering using the Ji—J2 model (blue) and the
J1—J3p model (red) plus a linear background.

TABLE III. Fitted exchange interactions and reduced
goodness-of-fit (x?/N) values for each of the fitted spin-wave
(SW) and MFO models as described in the main text.

[SW J1 = J5[SW J1 - J3y [MFO Ji — J2[MFO Ji - Ja

J1 (K) | -0.312(2) | -0.312(2) | -0.315(3) -0.321(2)
Jo (K) | -0.0073(2) - -0.003(1) -
Jzp (K) - 0.0070(3) - 0.002(1)
X°/Na 1.39 1.49 1.81 1.84

Heisenberg interaction. Neither of these additions re-
sulted in any measurable improvement to the fit (reduc-
tion in x?). We investigated the possibility that this
mode was spurious — perhaps due to multiple scattering
between the sample and the sample environment (e.g.
cryostat). However, we found that the mode was present
in all the spectra taken at different incident energies, rul-
ing this out. Furthermore, this mode is not present in
the spectra taken at higher temperatures, making it cer-
tain that it is a real magnetic excitation, and not due
to background or structural (phonon) contributions. Of
particular interest is the fact that the SpinW model does
include a spin-wave branch at this energy, albeit with
zero intensity, when the single-crystal dispersions along

high-symmetry directions of reciprocal-space are calcu-
lated. It is possible that symmetry breaking structural
features—e.g. oxygen vacancies, site-mixing of gadolin-
ium and platinum—or magnetic interactions beyond lin-
ear spin-wave theory—e.g. two-magnon processes—could
be responsible for the observed intensity. However, our
structural analyses via neutron and X-ray powder diffrac-
tion show no evidence of such structural features, as
shown in Table II and Fig. 2. Finally, it is possible that
the extra flat mode is due to an excited state crystal field
transition associated with the single ion anisotropy and
admixed higher orbital ground-states. However, a full
RPA calculation of this mode is not available at the time
of writing.

C. Paramagnetic diffuse scattering

The magnetic exchange scheme deduced using inelas-
tic neutron scattering in the low temperature ordered
phase can be readily checked by measurement of the mag-
netic diffuse scattering in the paramagnetic regime above
Tpx. We do this using Mean-Field Onsager reaction field
(MFO) theory in order to calculate the expected mag-
netic diffuse scattering intensity, I(Q) for a given mag-
netic exchange scheme. This method has been shown
to work well for Heisenberg magnets - see for example
Refs. 33, 42 - and full details of the method are given in
Ref. 34.

The magnetic diffuse scattering measured using XYZ
polarization analysis on D7 at T = 1.8,4 and 200 K is
presented in Fig. 6 along with MFO fits using the interac-
tion model given by Eq. 1. These data are plotted on an
absolute scale in units of [barns st Gd™!]. At T =1.8 K,
just above Ty, the data show a broad peak centred at
Q ~ 1.1 A" along with a decrease in intensity as Q — 0,
indicating strong antiferromagnetic correlations persist-
ing over short distances (lower panel, Fig. 6). The peak
decreases in intensity and broadens at 4 K (2.5T ) while
at 200 K (125Ty) the data follow a squared Gd** mag-
netic form-factor dependence expected for a fully random
paramagnetic spin structure. The MFO fits shown were
found to be insensitive to the strength of the single ion
anisotropy, Dsy, and therefore this value was fixed to the
value, Dgr = 0.286 K found from our spin-wave fitting.
The MFO fits were performed using all three tempera-
tures simultaneously and were also constrained by the
susceptibility data of Hallas and co-workers [16]. The
@ = 0 magnetic cross-section at each temperature, cal-
culated from the bulk susceptibility using the procedure
outlined in the appendix, is plotted in Fig. 6 and the
MFO fit to the magnetic susceptibility is shown in Fig. 7.
The Weiss temperature extracted from the MFO J; — Jp
fit in Fig. 7 was found to be 6 = -9.62(2) K, very close
to the value of -9.4 K found by Hallas et al..

Similarly to the spin-wave case, we find that J; — Jo
and Ji — J3 MFO models both fit the data equally well
- only slight differences in the fit are apparent near the
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FIG. 6. Paramagnetic diffuse scattering measured using XYZ
neutron polarization analysis at 200 K (upper panel), 4 K
(middle panel) and 1.8 K (lower panel). The J; — J» MFO
model is shown as solid red lines, with the difference between
the data and the fit shown as solid blue lines. The inset in
the lower panel shows detail of the region of peak intensity at
Q@ ~ 1.1 A~ with both the J; — Jo (red) and J; — Jsp (green)
MFO model fits. The stars at @ = 0 are the values of the
bulk magnetic susceptibility converted to barns sr™ Gd™ (see
appendix).

peak in intensity at Q ~ 1.1 A~ at low temperatures
(see inset of Fig. 6 (lower panel)) — and, as in the spin-
wave models, the J; — Jy model is a marginally better
fit to the data. The best fit exchange interactions for
each model are given in Table III and are found to be in
good agreement with the values found via the spin-wave
fitting procedure, but with weaker Jo and Js;, values by
around a factor of 3. As seen from the high relative
uncertainties in Jo and Js, of ~ 33% the MFO fits are
less sensitive to this interaction than the spin-wave fits,
where the relative uncertainties in the further neighbour
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FIG. 7. The inverse magnetic susceptibility of

Gd2Pt207 taken from the paper of Hallas et al. [16]
(red points). The MFO J; - J; fit to the susceptibility (fitted
concurrently with the diffuse magnetic scattering shown in
Fig. 6) is shown as a solid blue line. Hollow circles show
the inverse susceptibility calculated from our DMC J; — J>
model.

interactions were found to be ~ 3%. Similarly to the spin-
wave fits, neither the addition of a 3rd near-neighbour J3,
exchange interaction, nor the simultaneous refinement of
Jo and J3p together, improved the quality of the MFO
fit.

In order to compare the spin-correlations predicted by
the two models, we use a classical (direct) Metropolis
Monte Carlo (DMC) simulation. The simulation was
made up of a box of 6 x 6 x 6 unit-cells (containing Gd
atoms) with periodic boundaries, interacting wvia Eq. 1.
Long-range dipolar interactions were calculated using
Ewald summation. Runs were performed for 5000 moves
per spin for equilibration, starting from randomly ini-
tialised spin-configurations. The spin autocorrelation
function was calculated from snapshots every ¢t = 500
moves, and was checked for correlation, with a value of
(S(0) - S(t)) < 0.05 indicating effective decorrelation of
the snapshots. 50 simulation runs were performed for the
purposes of averaging. The quality of the models gener-
ated using our DMC simulations is checked by compar-
ing the calculated 7(Q) from the DMC model using the
Blech-Averbach equation [43], to the data at 1.8 K. We
also calculate the magnetic scattering expected from a
single crystal plane of our choosing from our DMC model
with the SCATTY software, using the expressions given in
Ref. 35. This is possible from a 3D atomistic magnetic
model with the constraints of fixed atomic positions and
spin-lengths - and has been shown to work very success-
fully in practice [44]. This allows us to directly inspect re-
ciprocal space magnetic correlations alongside real-space
spin correlations.
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FIG. 8. DMC model of the paramagnetic diffuse scattering in
Gd2Pt207 at 1.8 K. (left column): Calculated magnetic I(Q)
(red) shown with the measured magnetic scattering (circles)
and the difference curve (blue), for the SW J; — Jo model
(upper panel) and the SW J; —J3, model (lower panel). (right
column): Calculated magnetic I(Qpn;) for the Ji — Jo and
J1 — J3p models.

Fig. 8 shows the calculated magnetic scattering from
the DMC models together with the magnetic scattering
data at 1.8 K (same data set as shown in the lower panel
of Fig. 6). These simulations were calculated at T =
1.8 K using the fitted exchanges from both the J; — J3
and J; — J3p spin-wave models. Both models match the
measured data well with x?/Nyg = 2.28 for the J; — J,
model and x?/N4 = 2.47 for the J; — J3, model. Once
again - slightly better agreement with the data is found
for the J; — Jy model. The magnetic I(Qpn;) patterns,
calculated for the (hhl) single crystal plane from these
simulations, shown in Fig. 8 are qualitatively identical,
showing rods of diffuse scattering along [111] directions.
Strong diffuse peaks are evident at the crossing points
of these rods of scattering at {002} and {111} positions
(where only one rod is visible in the plane) which are
the first two Bragg positions associated with the Palmer
Chalker state, as shown in Fig. 3. Rods of scattering in
reciprocal space are associated with planar correlations
in real space in the {111} planes.

The real space correlations extracted from the DMC
calculations are shown in Fig. 9. The correlations are
separated out according to the directions of the ex-
change interactions, Ji, Jo and J3p, — r1,r9 and rg;, respec-
tively. We find that there are strong spin-correlations
along r; and also significant correlations along rs, but
only weak correlations along r,. This resembles the
real-space correlations observed in GdsSnyO7 and is
consistant with planar spin-correlations in the {111}
plane [18]. The spin-correlation length, ¢, at 1.8 K can
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FIG. 9. Real-space correlations in Gd2Pt2O7 as a function
of distance along each direction parallel to Ji,J2 and Js, —
ri,r2 and rs; respectively. The hollow symbols denote nega-
tive (antiferromagnetic) correlations. The red symbols show
correlations taken from the J; — J» DMC calculation, while
black symbols show those extracted from the J; — J3, DMC
calculation. The solid red/black lines show Ornstein-Zernicke
fits to the correlations from each calculation along r1 and rs;.

be roughly estimated via an Ornstein—Zernicke form [45],
(S(0) - S(x))] ~ exp(-r/€)/r, giving & = 53.2(6) A and
€35, = 5.6(2) A (values extracted from the J; - J; model).

The temperature dependence of the magnetic suscepti-
bility can also be calculated from our DMC models using
the fluctuation—dissipation formula,

XT =1/N{(MZ) - (M)*},

where M, is the total magnetisation and the angle brack-
ets denote time averages. This proceeds by running con-
secutive DMC simulations at temperatures decreasing
from 300 K to just above T and performing 5000 pro-
posed rotations per spin to achieve equilibrium at each
temperature. At least 10° proposed moves are then used
in calculating the bulk magnetic susceptibility. x(7T') is
converted in to units of emu mol™*(Gd) by multiplying



by NAugffk:jgl (with kp = 1.38x 10716 erg K~!). Compar-
ison of the calculated x~*(T") with the data of Hallas et
al. [16] is shown in Fig. 7. Calculation of the Weiss tem-
perature from our simulation gives 6 = -11.6(5) K, close
to the value of § = -9.4(1) K as determined by Hallas et
al..

IV. CONCLUSIONS

We have investigated both the ordered magnetic and
the correlated paramagnetic regimes of a '69Gd en-
riched polycrystalline sample of Gd2Pt2O7 using neutron
diffraction and inelastic neutron scattering. Below Ty we
have demonstrated that GdaPtoO7 orders with the PC
state, also found in GdySnyO7. We find that two inter-
action models based on either an antiferromagnetic 2nd
near neighbour interaction (the J; — J; model) or a fer-
romagnetic cross-hexagon 3rd near neighbour interaction
(the J1 — J3, model) — both of which are consistent with
the k = (000) PC state — describe well both the inelas-
tic neutron scattering data in the ordered state at low
temperatures, and the magnetic diffuse scattering above
Tn. In each case the magnitude of the further neighbour
interaction is ~ 0.02J;. The J; — J2 model has a slightly
better goodness-of-fit value for the spin-wave and MFO
fits.

Further near neighbour interactions are also impor-
tant in deciding the magnetic ground states of both
GdQTiQO7 and GdQSH207. In GdgTigO7, a ferromag—
netic 2nd near neighbour interaction of J, ~ —0.04.J; sta-
bilises its k = {221} magnetic structure [20] while in
GdsSnsO7 a ferromagnetic 3rd neighbour interaction of
J3p ~ —0.005J1 was found. In GdyPtoO7 we find that the
magnitude of the further neighbour interaction from our
spin-wave fits (J or J3p) is ~ 0.02.J; — around 4 times that
of GdsSnsO7 — which may explain the increased ordering
temperature. From our MFO fits we find smaller further
neighbour interactions of around 0.007J7, very similar to
GdsSnyO7. However, we also find that the MFO fits were
much less sensitive to further near neighbour interactions.
As pointed out by Hallas et al. the empty 5d e, orbitals
associated with Pt** are most likely to provide enhanced
exchange pathways for both Js and J3;, - but not for Jy
where direct Gd-O-Gd pathways are available. This is in
accord with our observation of J; = —0.312 K, which is
very similar to both GdTisO7 and GdsSnsO7 as can be
seen in Table L.
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Appendix: @ =0 magnetic scattering and bulk
susceptibility

The following is the derivation of the @ = 0 scattering
intensity for magnetic neutron scattering in paramagnets
calculated from the bulk susceptibility. We start with the
expression for the magnetic cross-section of a paramagnet
at @ =0.

do 2 (77”0
dQlg-o 3

2
7) 9§S(S+ 1),

(A1)
where the factor (7—;")2 =0.07265 barns. The expression
for the magnetic susceptibility in SI is given by the Curie
Law,

2

HoHB o 1
= S(S+1)=. A2
Xs1 3k g:8(5+ )T (A.2)

Combining Eqgs. A.2 and A.1 we get,

do ro\? kT
— :2(L O) 32 XSI- (A.3)

ds2 Q=0 2 Mot

Note that both the cross-section and the susceptibility
are assumed to be normalised per spin. This equation is
(within a factor of g2) the same expression as the CGS
version given in [46]. It is equivalent to the expres-
sion derived wia the fluctuation-dissapation theorem and
the Kramers-Kronig relation. Generally, the magnetic
neutron scattering intensity (differential cross-section) is
normalised per magnetic ion (spin), which corresponds
to the SI susceptibility given by Eq. A.2 and which has
dimensions [m® spin™'].

Now, let’s face it, papers generally give susceptibility
in CGS units [emu mol™] or in [emu mol j; ], which are
related by,

- 1 _
Xcgs[emu molsgins] = rXCGS[emU mol™'], (A.4)
mag

where Nyag is the number of magnetic ions per formula
unit. The CGS expression for the Curie Law, with xcas

in [emu mol_}, ] is given by,
NA,LL% 2 1
= S(S+1)—, A5
XCGs 3%ip 9:5( )T (A.5)

where all the constants are now in CGS; pp = 9.274 x
1072t erg G, kp = 1.38x 10716 erg K™ and N4 = 6.022x
10%% mol™!. Gathering these constants together we can
write

Naph _6.022x10% x86.0 x 102 1 (4.6)
=2 ,

3kp 3x1.38 x 10716




where this approximation is good to 0.07%. From
Egs. A.2 and A.5, we can now write an expression for
converting xsr to xcas,

2
_ MHoMB
XSI s

x 83Xcas- (A7)

Finally we can substitute Eq. A.7 into Eq. A.3 to get the

10

expression for the @) = 0 cross-section of a paramagnet,

do ro\? kgT 2
- =2 (M) F 5 POy s (A.8)
dQg-o 2 topy  3kB
16 (yro\?
= — (%) TXCGS~ (Ag)
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