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I. ABSTRACT

We have assessed mechanical bending as a powerful controlling tool for the electronic

structure and optical properties of phosphorene nanoribbons. We use state-of-the-art density

functional approximations in our work. The overall performance of the recently developed

meta-generalized gradient approximation (meta-GGA) mTASK [Phys. Rev. Mater. 5,

063803 (2021)] functional establishes the method as a useful alternative to the screened

hybrid HSE06 for better band gaps of phosphorene nanoribbons. We present a detailed and

novel analysis to interpret the optical absorption of bent phosphorene nanoribbons using

the GW-Bethe-Salpeter approximation (GW-BSE). We demonstrate the important role of

the unoccupied in-gap state, and conclude that this in-gap state in armchair nanoribbons

introduced by bending can significantly affect the properties of low-energy excitons, and add

some useful opportunities for applications in optoelectronic device.

II. INTRODUCTION

Phosphorene monolayer has attracted attention due to its remarkable physical and chem-

ical properties.1{7. The electronic and optical properties of phosphorene can be modulated

by defect8,9, strain engineering10,11, electric field12,13, edge functionalization14,15, and adatom

adsorption16,17. Ezawa18 and Sisakht et al.19 studied the bare flat phosphorene nanoribbons

without hydrogen passivation by the tight-binding Hamiltonian method and explained the

emergence of the quasi-flat band, which can be controlled by applying an in-plane electric

field, suggesting the application for field-effect transistors. Sisakht et al.19 and Wu et al.20

studied the variation of band gaps with the width of flat nanoribbons. Although they both

found the monotonic decrease trend of gap with width, they presented slightly different scal-

ing laws of gap with width, mainly due to the different edge conditions of the phosphorene

nanoribbons they studied, i.e., passivation vs. non-passivation. Saroka et al.21 studied the

electro-optical properties of phosphorene quantum dots of various shapes by using the tight-

binding model and revealed the presence of the metallic edge states dispersed around the

Fermi level that can be tuned by an out-of-plane electric field and are independent of the edge

morphology and roughness, suggesting their optical applications, such as light polarizer and

electromagnetic shielding. Tensile strain in a single layer (1L) phosphorene is fascinating,
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affecting bandgap narrowing, anisotropic phonon response, topological phase transition,22{24

etc. Watts et al. have synthesized phosphorene nanoribbon (PNR) deposited on graphite by

using ionic scissoring of macroscopic black phosphorus crystals25. The electronic properties

of nanoribbons can be tuned with compressive and tensile strains. A tunable bandgap of

phosphorene with bending is favorable for allowing flexibility in device design and appli-

cations. Recent studies with the Perdew-Burke-Ernzerhof (PBE)26 functional suggest that

mechanical bending can be used to control the conductivity of phosphorene nanoribbons27,28.

Bending induces highly non-uniform local strain, resulting in changing electronic properties

such as density of states, band structure, local charge density, etc27{29, and in addition

resulting in unique phenomena not observed by homogeneous linear strain.

Accurate prediction of fundamental band gaps from semilocal density functional approx-

imations for any material, especially for low-dimensional materials is one of the critical

challenges in density functional theory (DFT)30. The mTASK meta-GGA31 is based on

the original form of the TASK32 meta-GGA, with enhanced nonlocality so that mTASK

has the screening appropriate for low-dimensional materials, competing with the accuracy

of the more expensive screened hybrid HSE06 method31,33. Quasiparticle excitations are

reliably captured by the GW approximation34,35, while neutral excitations and the corre-

sponding optical response are well described by GW plus Bethe-Salpeter equation (GW-

BSE)36{38. Excitonic effects are largely strengthened in low-dimensional materials with

reduced screening39,40.

Bending was found to induce unoccupied in-gap states in armchair phosphorene nanorib-

bon (APNR)28. A recent work on bending utilizing the GW-BSE approximation for armchair

phosphorene suggests that the in-gap (edge) state may affect the behavior of low-energy ex-

citons under strong inhomogeneous strain fields41. The bending scheme utilized in that

work mainly focuses on compressive-only or tensile-only strains in nanoribbons. Such bent

nanoribbons have to be placed on a supporting media in order to maintain the bending

configurations. We use the bending scheme similar to the bending of a thin plate as used

in Refs.28,29,31,42. In our bending scheme, which is different from that of Ref.41, the horizon-

tal distance between the two outmost phosphorus atoms along the width direction is fixed

and all other atoms are free to relax. Since phosphorene nanoribbons have already been

synthesized, the controllable bending of phosphorene nanoribbons can be realized from the

experiment of the two-point bending apparatus as explained in Refs.43,44 . The bent struc-
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ture is free of any supporting media except for the clamping of the two edges. Such �xed

width of nanoribbon includes strong inhomogeneous strain �elds at large curvature because

the inner and outer layers of bent phosphorene have compressive and tensile strains28,29,31,42,

respectively. In contrast, Sun et al.41 have revealed the excitonic funnel e�ect in PNRs by

tensile, and strong compressive strains only. In addition Ref.41, did not consider the sepa-

ration of edge state from bulk bands at large curvatures28. In our work, we mainly focus on

how the band structures and the optical absorption vary in PNR for a wide range of bending

curvatures. We �nd that the band gap of armchair PNR shows a nonmonotonic changing

trend with bending curvature, while the trend is monotonic for zigzag PNR. We report that

the edge state of armchair PNR (APNR) signi�cantly a�ects the behavior of low-energy

excitons at large curvatures. We demonstrate that the absorption peaks of APNR generally

shift toward the high energy direction (blue shift). In contrast, zigzag phosphorene nanorib-

bon's (ZPNR's) show that the absorption peaks shift toward the low energy region (red shift)

under mechanical bending. In addition, the tunable behavior of the energy splitting of the

singlet and triplet excitons with bending in the phosphorene nanoribbons is also revealed.

III. COMPUTATIONAL DETAILS

The PBE functional was used to optimize (or relax) the nanoribbon structures. We

utilized relaxed PBE structures to calculate the band structures, �xing ionic positions,

and using various density functional approximations. These calculations were performed

in the Vienna ab initio simulations package (VASP)45,46. The valence electrons of all el-

ements are treated by the projector augmented wave (PAW) pseudo-potential method47,

which is recommended in the VASP manual. The plane-wave energy cut-o� is set as 500

eV for all calculations, leading to converged results. The Brillouin zone is sampled by a

Gamma� centered mesh of 8� 1� 1 for nanoribbons. The self-consistent �eld (SCF) itera-

tions for the total energy are converged within 10� 5 eV. A vacuum layer of more than 15

�A was inserted along with both the width and thickness directions to prevent interactions

between the periodic images due to the long-range Coulomb interactions. The bent nanorib-

bons were constructed by �xing the distance between the two outermost edge atoms. One

hydrogen atom is attached to every edge atom in the nanoribbon. The edge atoms for the

bent nanoribbons were only allowed to relax in the periodic direction. The lattice parameter
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along the periodic direction of the nanoribbon was also relaxed. All other atoms were fully

relaxed until the force on each atom became less than 0.01 eV/�A. For the optical properties,

we have taken PBE structures from VASP and performed electronic relaxation to obtain

the ground-state eigenstates and eigenvalues using the Quantum Espresso (QE)48 package.

The BerkeleyGW code was used to perform the G0W0+BSE calculations. For Quantum

Espresso (QE)+BerkeleyGW, we use a coarse kgrid of 1� 1� 8(1� 1� 10) and empty bands

of 10 times more than the valence bands (for the G0W0 part) for APNR (ZPNR). We use 10

valence and 12 conduction bands, with dense k-point grids of 1� 1� 32 or 1� 1� 40 for APNR

or ZPNR respectively (for the BSE part). We use a dielectric cuto� of 20 Ry and Gaussian

smearing with a broadening constant of 50 meV in the optical absorption spectrum. To

evaluate the pure bending e�ects, we have neglected the electron-phonon coupling. We also

investigate the spin singlet-triplet splitting. Fig. 1 shows the 
at and bent structures of

PNRs. The bending curvature (� ) is the reciprocal of the radius of curvature (R) (� = 1
R ).

FIG. 1: Cross-sectional views of the (a) 
at APNR, (b) 
at ZPNR, (c) bent APNR, and

(d) bent ZPNR. The nanoribbon is periodic along the a axis (perpendicular to the page of

paper), and the vacuum layers are inserted along b- and c- axes. The width is along b and

the thickness is along c. The violet ball represents the P atom, and the white ball

represents the H atom.
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IV. ARMCHAIR PHOSPHORENE NANORIBBONS

A. Band gaps

Fig. 2(a) shows the variation of band gaps along � to X with respect to bending cur-

vature using various DFT approximations. The PBE functional underestimates the band

gaps of armchair phosphorene nanoribbons at di�erent curvatures, as it has the ingredi-

ent of density and the gradient of the density. The strongly constrained and appropriately

normed (SCAN)49 functional improves the band gaps compared to PBE by including some

nonlocal exchange e�ects through the orbital-dependent ingredient� . Due to the increased

nonlocality expressed by the derivative of exchange enhancement factor with� , the TASK

functional yields slight improvement compared to SCAN. The mTASK functional is designed

to perform better for low-dimensional materials by lifting the tight upper bound for one-

or two-electron systems (hX (0) ) and by switching the limit of the interpolation function

f X (� ! 1 ) of the TASK functional that interpolates the exchange enhancement factor

FX (s; � ) from � = 0 to 1. The band gaps of armchair nanoribbons from mTASK at di�er-

ent curvatures are improved and getting closer to G0W0@PBE. However, the contribution

of the edge states to the overall band structure from these semilocal and hybrid functionals

slightly di�ers from the G 0W0 results (See Fig. 2 and Fig. 4), which can a�ect the optical

spectra especially for larger bending curvature.

Fig. 2(a) displays a slight decrease in the band gap from the 
at APNR ( R =1 or � =0)

to curvature R = 15 �A ( � � 0.067�A � 1). Further increase in curvature from R = 15�A

(� � 0.067�A � 1) to R � 12.5�A ( � � 0.08�A � 1), results in band gap increase. The upshift of

the conduction band minimum (CBM) with bending from R = 15 �A to R � 12.5 �A is the

main reason for the band gap increase. We de�ne bands C1, C2, C3, V1, V2, V3, ... as in

Figures 2 and 4. From the 
at nanoribbon to R� 12.5 �A ( � � 0.08 �A � 1), all functionals

predict direct band gaps located at �. The upper edge state starts to separate from the

continuous conduction bands at R� 12.5 �A ( � � 0.08 �A � 1), forming indirect band gaps

and leading to a unique behavior of APNR. This edge state is unoccupied and behaves like

an acceptor. In the indirect band gap, the valence band maximum (VBM) is located at �

whereas the CBM is located at Xi (0.35,0,0). With further increase in the curvature from

R � 12.5 �A ( � � 0.08�A � 1) to R = 10 �A ( � = 0.10 �A � 1), the indirect band gap decreases
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FIG. 2: (a) The band gap of armchair phosphorene nanoribbons at di�erent bending

curvatures with di�erent density functional approximations. (b) to (g) represent the band

structure of armchair phosphorene nanoribbons at di�erent radii of curvature (R) in�A

from the mTASK density functional. Band energies are measured from the valence band

maximum (VBM). The edge state is indicated by a solid red line. The eigenvalues on the

y-axis are shifted such that the zero value represents the (VBM). Bending curvature� = 1
R

�A � 1.

monotonically with curvature. The relaxed structure of nanoribbons breaks down with the

curvature larger than R = 10 �A ( � = 0.10 �A � 1) 28. Figs. 2(b) to 2(g) display the variation

of band structure at the di�erent radii of curvature from the mTASK functional. Fig. 3

shows the partial charge densities of V1, V2, C1, and C2 states at �� point for di�erent radii

of curvature. Before the bending occurs, the partial charges on the top of the valence band

(i.e., V1) are distributed over the entire ribbon width. As the bending curvature increases

from in�nity to R � 12.5 �A ( � � 0.08 �A � 1), the partial charges on the top of the valence

band starts to localize at the edge and deplete in the middle ribbon region, giving the

opportunity to alter the conductivity. With further increase in the curvature from R = 12.5

�A ( � = 0.08 �A � 1) to R = 10 �A ( � = 0.10 �A � 1), the partial charge on V1 is localized at the
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FIG. 3: (a)-(c)Isosurfaces of partial charge densities of V1, V2, C1, and C2 states at �

(0,0,0) at the di�erent radii of curvature (R) from the mTASK density functional for

APNR. (d) Isosurfaces of partial charge densities of V1, V2, C1, and C2 states at Xi

(0.35,0,0) at the radius of curvature (R =10�A) from the mTASK density functional.

edge while the partial charge on the conduction band (C1) is localized in the middle region

of the nanoribbon at �. We have analyzed the partial charge distribution at Xi because C1

has the minimum value at this point. Both C1 and V1 have the partial charge concentrated

around the middle region of nanoribbon at Xi.

B. Optical spectra

In order to reveal excitonic properties of bent APNR, the Bethe-Salpeter equation is

solved on top of G0W0 calculations. Fig. 4 represents the absorption spectra, excitonic

energy levels, and quasiparticle band gaps (G0W0@PBE) of bent APNR. For the 
at APNR,

the �rst peak � 1 consists of a bright excitonic state of energy 1.31 eV, which is mainly formed

by a transition between V1 to C1 and V2 to C2 near � point. The second peak� 1 consists of

exciton states that come from the transition V1 to C3 and V2 to C3 near �. The third peak


 1 and the fourth peak � 1 consist of bright excitons involving transitions of many valence

and conduction bands that increase complexity for analysis. The top and side views of the

modulus square of the exciton wave function corresponding to peak� 1 are illustrated in
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FIG. 4: Absorption spectra and excitonic energy levels of armchair phosphorene at

di�erent radii of curvature (a) 
at, (b) R = 15 �A, (c) R = 12.5 �A, (d) R = 11 �A, and (e) R

= 10 �A (Upper panel). The vertical black dashed line denotes the direct quasiparticle gap

at �. � i , � i , 
 i , and � i represent the �rst, second, third, and fourth absorption peaks where

indices i=1, 2, 3, 4, and 5 represent R=1 (
at), 15 �A , 12.5 �A , 11 �A , and 10 �A APNRs,

respectively. Energy levels of optically bright exciton states are in red while those of dark

states in gray. G0W0 band structures of APNR at di�erent radii of curvature (Lower

panel). Band energies are measured from the VBM.

Fig. 5(a). The exciton probability distribution of � 1 spread over to the middle region. For

R = 15 �A , the main absorption peak is slightly shifted toward the low energy region (red

shift), and the number of bright excitons are increased. This red shift is related to a slight

decrease in the quasiparticle gap. Although the quasiparticle gap decreases compared to the


at structure's gap, the increased number of bright excitons near� 2 play a crucial role in

the overall increase of the height of the absorption peak. The properties of the peaks at R

= 15 �A are similar to the ones of the 
at nanoribbon. For R = 12.5�A, which is a critical
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