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Time-domain magneto-THz spectroscopy is utilized to study the frustrated magnet Averievite
Cu5−xZnxV2O10(CsCl). Pronounced THz resonances are observed in unsubstituted samples (x = 0)
when cooling below the onset of short-range magnetic correlations. The influence of external mag-
netic effects confirms the magnetic origin of these resonances. Increasing Zn substitution suppresses
the resonances, as frustration effects dominate, reflecting the non-magnetic phases for x > 0.25
compounds. The temperature evolution of the THz spectra is complemented with electrons spin
resonance spectroscopy. This comparison allows a direct probe of the different contributions from
magnetic order, frustration, and structural properties in the phase diagram of Averievite. Our
results illustrate the effect of magnetic interactions in THz spectra of frustrated magnets.

I. INTRODUCTION

The fascination for the elusive quantum-spin-liquid
state did not fade a bit albeit fifty years of research made
significant contributions to its understanding. In quan-
tum spin liquids (QSL) no long-range magnetic order
develops despite the presence of strong magnetic inter-
actions; besides disorder and quantum effects, the main
reason comes from geometrical frustration induced by the
crystallographic lattice [1–5]. For that reason, tuning
frustrated magnetic systems provides a versatile toolbox
for exploring the exotic ground states in the vicinity of a
QSL phase [1, 6].

Although extensive experimental [7–11] and theoretical
work [12–18] has been performed in this field, identify-
ing fingerprints of QSL states [19], a direct experimental
detection (smoking gun) remains elusive. To that end, if
we systematically tune the magnetic phase from a long-
range order to a highly frustrated non-magnetic state, we
expect useful insights on exotic magnetism [20].

Over the recent years, a plethora of candidate systems
with different frustrated lattice geometries and magnetic
interactions was successfully synthesized [1]. Among
them honeycomb materials (stripe/ zig-zag antiferromag-
nets) are close to the Kitaev spin liquid, for instance
α-RuCl3 [5]. Furthermore, the kagome lattice is sug-
gested to harbor rich magnetic phases: U(1)/ Z2 spin

liquid, Q = 0 or
√
3 ×

√
3 states [4, 7]. Especially

Herbertsmithite (ZnCu3(OH)6Cl2) [21] has been high-
lighted as a QSL candidate [7]. Recently, the inter-
est in distorted kagome systems has grown as well: Y-
kapellasite (Y3Cu9(OH)19Cl8, Q = (1/3, 1/3) magnetic
structure) [22, 23], Volborthite (Cu3V2O7(OH)2·2H2O,
spin trimer) [24], or Rb2Cu3SnF12 (pinwheel valence
bond solid) [25]. These systems could develop exotic
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(non-collinear) magnetic phases with an interplay of lat-
tice geometry, quantum- and thermal fluctuations and
offer great tunability in the proximity of QSL [23, 26].

Averievite, Cu5V2O10(CsCl) constitutes a very partic-
ular case [27–30] because a frustrated Cu3O2Cl kagome
layer is sandwiched between CuVO3 honeycomb sublat-
tices [see Fig. 1(a-c)]. The coexistence of a second dis-
tinct layer offers two distinguishable copper sites with
a square planar and a trigonal byparimidial coordina-
tion for the kagome and honeycomb layers, respectively.
Above T = 310 K, the trigonal P 3̄m1 structure features
an isotropic kagome network. However, upon cooling, the
system enters a monoclinic P21/c spacegroup, slightly
distorting the kagome geometry. The second transition
occurs, below TS = 127 K, to an unresolved structure
[29]. Susceptibility measurements reveal strong antifer-
romagnetic couplings with a Curie-Weiss temperature of
ΘCW = 185 K.

However, the compound freezes into long-range order
only below TN = 24 K, suggesting a moderate degree of
frustration and the onset of short-range magnetic correla-
tions well above TN [see Fig. 1(d)]. The magnetic entropy
assigned with this transition (∆Smag = 1.1 J/mol K),
represents only 3.8 % of the expected R ln(2), pointing
to remaining spin fluctuations even in the ordered phase.
Moreover, susceptibility measurements do not show any
dependence on the cooling protocol (field-cooled/ zero-
field-cooled data), excluding the possibility of a spin glass
transition [29]. Theoretical investigations suggest a her-
ringbone valence band solid [26, 31]. Magnetic nearest-
neighbor coupling was calculated to be the dominant
magnetic exchange of J1 = 227.8 K within the kagome
layer (in-plane) and one along the out-of-plane, between
kagome and honeycomb lattice, as J2 = 51.7 K [31], con-
sistent with the experimentally determined Curie-Weiss
temperature [29]. Further magnetic coupling between the
two kagome layers is sufficiently suppressed due to inter-
calated CsO2 sites.

An additional degree of freedom is provided by chem-
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FIG. 1. Crystal structure of the Averievite Cu 5� x Znx -
V2O10 (CsCl). The P �3m1 structure is found for x = 0 only
for T > 310 K while for x = 1 in the entire temperature
range. (a) A single unit cell representation. Two di�erent in-
plane (ab) sheets are stacked along thec-direction. One is the
kagome structure (b) comprised of Cu atoms and the other
is a honeycomb lattice (c) consisting of V and Cu. Overall,
Averievite crystallizes in alternating kagome and two hon-
eycomb lattices. (d) Structural and magnetic properties of
Averievite, TS = 127 K: structural transition, TSR � 60 K:
onset of short-range correlations, TN = 24 K: long-range or-
der. False-color plot is based on the integrated absorption
coe�cient

R
� (!; T ) d! obtained for di�erent Zn concentra-

tions (indicated by vertical arrows at the top). Dark green
points: Onset of magnetic THz resonances.

ical substitution; to that end di�erent strategies were
explored theoretically and experimentally [29, 31, 32].
Among them, exchanging Cu by non-magnetic Zn in
Cu5� x Znx V2O10(CsCl) was found to replace the cop-
per ions in the honeycomb layers. This substitution
reduces the magnetic interlayer coupling preserving the
highly frustrated S = 1=2 kagome physics with no indica-
tion of long-range order nor spin glass behavior down to
T = 2 K. Furthermore, in Cu 4Zn1V2O10(CsCl) (x = 1)
the monoclinic distortion upon cooling is absent, such
that the compound remains in the more symmetricP�3m1
structure with an undistorted kagome lattice down to the
lowest measured temperature [cf. Fig. 1(d)]. The speci�c
heat shows a gapless behavior with aCp=T � T2 temper-
ature dependence belowT = 10 K [29]. Such a behavior
might be expected for a U(1) QSL. This not only pro-
motes Zn-substituted Averievite as QSL candidate, but
the entire Averievite family can be taken as a platform
for investigating the magnetic ground state under frus-

tration.

In the present work, we explore the physics of
Cu5� x Znx V2O10(CsCl) by employing THz time-domain
spectroscopy (THz-TDS). This method is a powerful tool
to map out the electromagnetic response of a material
in the THz-frequency range. For insulators, magnetic
properties and phonon contributions are best visible at
low frequencies as the electronic background becomes di-
minished [33{39]. Of particular interest here are mag-
netic resonances [40, 41] that are induced by the mag-
netic �eld of the THz light over a Zeeman torque. When
probed by THz-TDS these excitations show up as a free
induction decay with a characteristic time scale [42{49].
For x = 0, Cu 5V2O10(CsCl), we observe multiple sharp
resonance modes that develop with the onset of short-
range magnetic interactions (TSR � 60 K) with pro-
nounced extended-time oscillations, a �ngerprint of mag-
netic THz resonances [43, 44]. Our magneto-THz inves-
tigation further clari�es the magnetic origin of these fea-
tures. As frustration disturbs the ordered ground state in
Zn-substituted Averievite, magnetic resonances get sup-
pressed, leaving a featureless response (other than the
electronic/phononic background) reminiscent of quan-
tum spin liquids [14, 50].

II. EXPERIMENTAL METHODS

Averievite powders of various substitution rates (x =
0, 0.25, 0.50, 0.75, 1, 1.25) were prepared and charac-
terized as described previously [29]. The THz measure-
ments were performed in transmission geometry. Pellets
with a typical thickness of 100 � m were pressed from
�ne powder. All specimens were measured with a time-
domain THz spectrometer (Teraview Terapulse 4000) at-
taching a homemade He-bath cryostat and a supercon-
ducting magnet (Oxford Instruments). The magneto-
THz experiments were performed in Faraday geome-
try (see [51] for further information). The recorded
time varying electric �elds were further analyzed by fast
Fourier transformation (FFT) to obtain the frequency-
domain spectra. From that we calculated the absorption
coe�cient � (! ) via the well-known Beer-Lambert law:
� (! ) = � lnf T r (! )g=d, where T r is the transmittance
and d the sample thickness [52]. The integration of� (! )
over frequency,

R
� (! ) d! , thus is proportional to the op-

tical spectral weight [53].

Furthermore, electron spin resonance (ESR) measure-
ments were conducted via a continuous-wave X-band
spectrometer (Bruker EMXplus) equipped with a He-
ow
cryostat (Oxford Instruments, ESR 900) at 9.8 GHz. The
spin susceptibility � e

s is obtained by double integration of
the derivative of the microwave power with respect to the
magnetic �eld, dP/d H , typically recorded as a function
of temperature T.



3

FIG. 2. (a,b) X-band ESR spectra of Averievite with x = 0
and x = 1 (derivative of the absorbed microwave power with
respect to the magnetic �eld) recorded at di�erent tempera-
tures as indicated. Upon cooling below 60 K, several strong
Lorentzian modes are observed forx = 0. The spectral weight
is signi�cantly suppressed for the x = 1 compound. Panel (c)
shows the electron-spin susceptibility � e

s (T ) for the x = 0
compound obtained from ESR measurements. Vertical black
dashed lines represent theTN = 24 K and TSR � 60 K. Col-
ored dashed line represents the change of trend under the
onset of short-range magnetic correlations.

III. RESULTS AND DISCUSSION

To characterize the magnetism of Averievite,
temperature-dependent ESR measurements in the
X-band frequency were performed forx = 0 and x = 1
powders. The results are presented in Fig. 2(a,b). In
the x = 0 sample, three distinct Lorentzian modes can
be clearly identi�ed at T � 60 K, and their intensity
strongly increase upon cooling. This splitting indicates
the di�erent magnetic contributions from kagome and
honeycomb copper sites. Substituting Cu by Zn (x = 1)
leads to an overall suppression of spectral weight, i.e.
a considerable change of magnetism for Zn-substituted
samples. This result is in accord with susceptibility
measurements [29], reporting a suppression of the mag-
netic order as the Zn concentration increases. Fig. 2 (c)
displays the temperature dependent electron-spin sus-
ceptibility � e

s for the x = 0 compound, extracted from
the ESR spectra. When T decreases,� e

s(T) starts to
rise around 60 K, indicating the onset of short-range
magnetic correlations/ short-range order. It further
ampli�es close to TN = 24 K as magnetic interactions
stabilize. These results yield two characteristic tempera-
tures for magnetic properties ofx = 0 Averievite, onset
of short-range correlations,TSR � 60 K, and long-range
order, TN = 24 K, see Fig. 1(d).

The frequency-dependent absorption coe�cient � (! ),
obtained by THz time-domain spectroscopy, is presented
in Fig. 3 for di�erent Zn substitutions x. Overall,

FIG. 3. (a-f) Absorption coe�cient, � (! ) spectra of a se-
ries of Cu5� x Znx V2O10 (CsCl) samples with varied Zn con-
tributions, obtained from THz-TDS. At room temperature,
all compounds contain similar peaks at around 15, 28, and
50 cm� 1 . Upon cooling through the structural transition,
the lower concentrations x < 0:75 show pronounced changes.
For x = 0 several sharp resonances develop below 60 K. (g)
Frequency-integrated absorption coe�cient (10 to 50 cm � 1)
as a function of temperature for representative substitution,
normalized by the 295 K data. Two vertical dashed lines rep-
resent TN and TS , respectively.

the spectra are characterized by an insulating response.
At elevated temperatures, three maxima are present at
around 15, 28, and 50 cm� 1 for the x = 0 compound
[Fig. 3(a)]. These features most likely stem from low-
energy phonon modes because at THz frequencies no
electronic contributions are expected due to the highly
insulating nature of Averievite [29]. Furthermore, these
phonon modes are a�ected by Zn substitution (see [51]).
Here, the center frequencies are slightly higher compared
to the unsubstituted compound. Especially, the 28 cm� 1

peak exhibits a slight blueshift, likely due to the com-
bined e�ect of Zn substitution on the lattice and di�er-
ent space groups of thex = 0 and x = 1 samples. The
blueshift is expected due to the reduced bonding length
(increased bonding force) of Zn compared to Cu. This
lets us speculate that the phonons involve honeycomb
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and kagome sites (out-of-plane vibrations) or are associ-
ated with the distortion of kagome lattice.

Let us �rst focus on the x = 0 spectra displayed in
Fig. 3(a), where we can see that the two latter peaks ex-
hibit a signi�cant temperature dependence when cooling
down to T � 100 K. While the 28 cm� 1 mode hardens,
the 50 cm� 1 feature moves to lower frequencies result-
ing in a broad contribution centered at around 40 cm� 1.
This broadening of the phonon modes upon cooling im-
plies a lattice instability in the vicinity of the structural
transition ( TS = 127 K). The broad phonon contribu-
tion sustains its frequency and its intensity continuously
grows with cooling down to 1.55 K.

Drastic changes are observed in� (! ) when the temper-
ature is reduced below 60 K, where short-range magnetic
correlations appear: multiple well pronounced and sharp
peaks emerge distributed over the entire THz range down
to 19 cm� 1. Given the spectral form and rather abrupt
temperature evolution of these features, a pure phononic
origin seems very unlikely. More details will be discussed
later. Interestingly, samples with intermediate substitu-
tion [x = 0 :25 and 0.5, presented in Fig. 3(b,c)] undergo
a comparable phonon evolution implying that the struc-
tural instability still resides in these samples, possibly
exhibiting a similar structural phase transition (weaker
but with the same trend as in x = 0). The sharp reso-
nances of thex = 0 sample, however, are totally absent
when Zn substitution exceedsx = 0 :25, cf. Fig. 3(b-d).
For high concentrations x = 1, and x = 1 :25 [Fig. 3(e,f)],
only a negligible temperature evolution of the phonon
modes is observed, suggesting that no structural tran-
sition occurs with cooling. This is in accordance with
the synchrotron powder di�raction [29]. These trends
can also be followed in the integrated absorption coe�-
cient,

R
� (!; T ) d!=

R
� (!; T = 295 K) d ! , displayed in

Fig. 3(g). Indeed, for the x = 0 sample the temperature
dependence clearly changes aroundTS = 127 K. Further-
more, the integrated absorption coe�cient increases be-
low TN = 24 K indicating a close connection to the sharp
peak-like features and the magnetic degree of freedom
observed in the unsubstituted sample. For higher substi-
tution rates, the absorption curves are rather monotonic
without any noticeable change. This also re
ects the fact
that Zn substitution suppresses the structural transition
as well as magnetic order.

In searching for the origin of the sharp low-temperature
features of thex = 0 sample, we analyze the electric �eld
of transmitted THz light in the time domain in more de-
tail, Fig. 4(a). At ambient temperature, the spectrum
consists of the main pulse of the THz electric �eld, cen-
tered at around 3 ps. Decreasing the temperature below
TSR � 60 K, additional oscillation features appear with
longer periods (about 30 ps). Cooling down further to
T = 1 :55 K, these oscillations become more prominent.
Especially belowTN = 24 K, an additional group of os-
cillations can be identi�ed between 30 to 35 ps, increas-
ing the sharpness of the peak-like features in Fig. 3(a).
The FFT analysis clearly shows that the phononic high-

FIG. 4. Time-domain THz electric �eld transmitted through
Averievite pellet. (a) and (b) represent the x = 0 and
x = 1 samples of Cu5� x Znx V2O10 (CsCl). The insets are
the magni�ed views of the main echo signals. Below 60 K
pronounced extended-time oscillations develop for the x = 0
sample [shaded area in (a)], well separated from the main
pulse. For the x = 1 sample these oscillations are absent. (c)
False-color plot of the absorption coe�cient, � (!; T ) spectra
for the x = 0 sample. Three lines are representing the struc-
tural transition at TS = 127 K, onset of short-range magnetic
correlations at TSR � 60 K, and magnetic long-range order at
TN = 24 K, respectively. The dashed lines trace the 28 and
50 cm� 1 modes.

temperature response, i.e. the 15, 28, and 50 cm� 1 fea-
tures, is rather con�ned to the main pulse. However, the
multiple sharp peaks in the low-temperature spectra cor-
respond to the pronounced extended-time oscillation of
the electric �eld. For the x = 1 sample these oscillations
are absent, Fig. 4(b), rendering a purely phonic response.

For the x = 0 compound, a three-dimensional false-


