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1. Introduction

Once considered as a scientific curiosity, 
hybrid halide perovskite (HHP) materials 
have attracted a lot of interest over the 
past decade thanks to their application in 
optoelectronic devices and more particu-
larly photovoltaics, with power conversion 
efficiencies (PCEs) readily comparable to 
those of crystalline silicon devices. Recently, 
microstructure engineering of the HHP 
layers, especially concerning the strain, has 
been at the forefront of device efficiency 
enhancement.[1] However, technological 
advances and the fundamental under-
standing of the processes at play during the 
perovskite thin film formation have evolved 
at different paces, and important questions 
are yet to be answered. Thus, apparent 
inconsistencies have been reported as halide 
perovskites systems exhibit either beneficial 
or detrimental effects of similar strain levels 
on different reports.[1–3] It is therefore essen-
tial to thoroughly understand the funda-
mentals of HHP layers strain intending to 
control it.[4–7] HHP are characterized by low 
values of their elastic constants,[8–10] more 
than one order of magnitude lower than 
the typical values of inorganic oxide perov-
skites,[11] which explains the high strain 
values that can be observed in thin films 

Controlling the microstructure of hybrid halide perovskite thin films is 
essential for optimizing their performance in optoelectronic devices. It is well 
established that the strain state of the perovskite layer affects its stability. 
Likewise, the orientation of the perovskite lattice is a determining parameter 
as these materials have shown pronounced anisotropies in their physical and 
mechanical properties. In this work, the authors focus on the understanding 
of the mechanisms that govern the strain and texture observed in MAPbI3 
thin films deposited on various oxide substrates. A thorough study of the 
evolution of the strain of the perovskite layer upon cooling down to room 
temperature from the crystallization temperature (100 °C) shows an essen-
tially relaxed behavior of the perovskite layers. This result contradicts the 
commonly accepted hypothesis according to which MAPbI3 layers synthe-
sized above ambient temperature are strained due to the large mismatch in 
the thermal expansion coefficients of the perovskite and its substrate. The 
texture in MAPbI3 layers is investigated by means of synchrotron full-field 
diffraction X-ray microscopy. This technique allows the direct observation of 
the [hh0] and [00l]-oriented domains at the origin of the observed textures, 
demonstrating both their twin and ferroelastic nature. The stability of the 
different domain orientations is investigated by DFT calculations, illustrating 
the determining role of the chemical environment at the film-substrate inter-
face. PbI2- terminated surfaces are found to favor the [hh0] orientations while 
for MAI-terminated ones, both [hh0] and [00l] domains are equally stabilized. 
The different results constitute an important step of clarification and under-
standing from the perspective of controlling the microstructure of perovskite 
layers.
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depending on the synthesis protocol.[12] Hybrid perovskites also 
exhibit large coefficients of thermal expansion (CTE). For instance, 
FAPbI3 and FASnI3 (FA = CH(NH2)2, formamidinium) show 
amongst the highest CTE values known for any 3D crystalline 
solids around room temperature (RT).[13–15] The large mismatch 
in CTE between the perovskite layer and the substrate, more 
than one order of magnitude, is commonly presented as deter-
mining the strain state of the layers when cooled down to RT after  
synthesis above 373 K,[3] although systematic and thorough inves-
tigations are lacking.

The texture is another important feature of the micro-
structure of hybrid metal halide perovskite layers. The  
perpendicular preferential orientations observed in MAPbI3 
layers are, in the majority of cases along the tetragonal [110] 
axis and occasionally along [001]. The co-existence of the two 
orientations (i.e., double texture) has also been reported in the 
literature but was rarely commented on.[16–19] The control of 
the perovskite lattice orientation is of paramount importance 
for applications since anisotropy in the physical properties of 
these materials is well-known.[10,20–22] In the case of MAPbI3 
thin films, identifying the origin of the texture requires  
rigorous consideration of the ferroelastic nature of the cubic-
tetragonal transition which occurs around 330 K. The charac-
teristic atomic arrangement of the perovskite structural family, 
in which a cation is located in the center of a cage formed 
by eight corner-sharing octahedra, is responsible for various 
and complex physical properties such as the multiferroism,  
observed in several perovskite compounds. In the case of 
MAPbI3, studies using local probes such as transmission elec-
tron microscopy (TEM), scanning electron microscopy (SEM), 
atomic force microscopy (AFM), and piezoresponse force 
microscopy (PFM), have demonstrated the presence of an 
intragrain stripped, needle-like structure in thin layers.[23–26] 
Using TEM and SAED (Selected Area Electron Diffraction), 
Rothmann et al. demonstrated that these striped structures 
in the layer arise from the existence of {112} twin domains.[23] 
The existence of these domains at room temperature has been 
explained by the phase transition experienced by the material 
after its synthesis. MAPbI3 thin layers are usually obtained 
by thermal annealing at 373 K, the temperature at which the 
perovskite crystalline phase adopts a cubic Pm3m structure. 
As the sample is cooled down, it experiences a structural phase 
transition around 330 K[27] to adopt the tetragonal structure 
I4/mcm, stable at RT. At this phase transition, the loss of the 
cubic threefold axis generates three possibilities for the orien-
tation of the tetragonal c-axis, leading to the formation of twin 
domains. Moreover, the Pm3m–I4/mcm phase transition is 

expected to be ferroelastic:[28] similar to what is observed with 
ferroelectric materials for which domains can be modulated 
using an electrical field, ferroelastic domains are sensitive 
to the application of external mechanical stress. By bending 
the sample with different radii and directions, Strelcov et al. 
showed the ferroelastic character of the domains observed in 
MAPbI3 films, which were switched by the stress generated by 
the bending deformation.[29] However, in a more recent study, 
twin domains have also been observed in MAPbI3 samples 
which have not experienced the cubic-tetragonal transition,[30] 
indicating the potential existence of intrinsic or “static” twin 
domains in the thin films in addition to the ferroelastic ones. 
The observed textures of the MAPbI3 layers depend, at least in 
part, on the presence and behavior of such domains.

This study focuses first of all on the understanding of the 
mechanisms at the origin of the strain and texture observed in 
MAPbI3 thin layers, the control of both allowing the optimiza-
tion of the optoelectronic properties, device performances and 
stability.[31,32] We do so by systematically comparing the strain 
evolution and preferential domain orientations on MAPbI3 
layers prepared with and without chlorine, on various types 
of inorganic oxide substrates. Despite being present in trace 
amounts in the final material,[33,34] the use of controlled amount 
of chlorine in the precursors solution is known to be benefi-
cial for photovoltaic applications of the material. In addition to 
improving for instance the charge carrier diffusion length,[35,36] 
it has been shown to strongly enhance the tendency of the perov-
skite lattice to grow with preferential orientations.[37] The evolu-
tion of the strain state of the perovskite films prepared in the 
presence of chlorine or not is carefully investigated by means of 
in situ laboratory XRD experiments across the cubic-tetragonal 
phase transition. As the layer is cooled down, the determined 
values of the lattice parameters evidence a mainly relaxed state 
of the film, despite the perovskite/substrate CTE mismatch. 
Below the cubic to tetragonal phase transition, MAPbI3 pre-
pared with Cl showed predominantly [hh0] oriented domains 
and occasionally [00l] oriented ones. With synchrotron full-field 
diffraction X-ray microscopy, we confirmed that the [00l] ori-
ented domains are in fact twins to the [hh0] oriented domains as 
they were spatially correlated. Additionally, we were able to con-
vert the [00l] domains into [hh0] through X-ray photon induced 
chemical stress, thus proving their ferroelastic character. Finally, 
we were able to explain the scarcity of the [00l] domains through 
DFT calculations. Depending on the chemical nature of inter-
face termination, the formation energy can be as much as 
50 meV lower for the [hh0] domains than for the [00l] ones.

2. Strain in MAPbI3 Thin Layers

In order to carry out a comprehensive study of the strain found 
in MAPbI3 thin films, we investigated two types of layers, 
obtained through protocols largely used in the literature.[36,38] 
Hereinafter for the sake of clarity, thin layers prepared without 
chlorine will be labelled MAPbI3 whereas those obtained with 
chlorine will be referred to as MAPbI3(Cl). The precursor solu-
tions were deposited on various substrates (glass/ITO/SnO2, 
glass/ITO, glass/ITO/TiO2) prepared as indicated in the experi-
mental section.
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The obtained chlorine-free MAPbI3 thin films deposited on 
glass/ITO/SnO2 are polycrystalline, in agreement with previous 
reports.[37] The pattern is coherent with tetragonal I4/mcm sym-
metry at RT and out-of-plane lattice parameters were extracted 
by LeBail refinement as aperp = 8.872(2) Å and cperp = 12.658(4) Å.  
On the other hand, MAPbI3(Cl) display a preferential orienta-
tion along [hh0] tetragonal direction, as expected when using 
chlorine in the precursor solution[37] and the out-of-plane lat-
tice parameter was calculated from the position of the (hh0) 
peaks as aperp = 8.868(4) Å. To evaluate the strain in these layers, 
bulk MAPbI3 powder was prepared and used as an unstrained 
reference. The RT diffractogram of the powder and its profile 
refinement is presented in Figure S1, Supporting Information; lat-
tice parameters of a = 8.876(2) Å and c = 12.667(2) Å were refined, 
in good agreement with previously reported values.[27] We calcu-
lated the linear CTE of the powder in the cubic phase at T = 80 °C  
as α = × − −3.8(2) 10 K5 1

L
cub , which is also in good agreement with 

values reported in the literature for MAPbI3 thin films[39] or 
single crystals;[40] it is significantly larger, by one order of mag-
nitude, than the linear CTE values of glass or ITO (αL between 
4 × 10–6 and 8 × 10–6 K–1 [3]). This large CTE difference is high-
lighted in Figure S2, Supporting Information. At RT, the out-
of-plane lattice parameters for MAPbI3(Cl) and MAPbI3 layers 
reveal weak out-of-plane compressive strain levels, between 

−0.09 and −0.04% (strain ε calculated as follows ε =
−sample bulk

bulk

a a

a
).

Attention has lately been dedicated to strain engineering in 
hybrid halide perovskite, as it is believed that the presence of 
strain weakens the material and decreases the performance 
of the devices. Since Zhao et al. work,[3] it is commonly con-
sidered that when the layer is synthesized around 100 °C, it 
is subjected, during cooling, to tensile in-plane stress due 
to the large mismatch of CTE between the perovskite and 
substrates such as glass/ITO and glass/ITO/SnO2. In order 
to deeply investigate this process, we followed by in situ 
XRD the evolution of the strain state in our perovskite layers 
from the crystallization of MAPbI3 and MAPbI3(Cl) at 100 °C 
down to RT.

After spin-coating the precursor solution on a glass/ITO 
substrate in a glove box, the as-cast thin layer is transported 
in a sealed box to the diffractometer equipped with an oven 
pre-heated at 100 °C, and the sample is kept under inert 
atmosphere. The crystallization of the perovskite is thereafter 
monitored through repetitive θ/2θ scans. Once the crystalliza-
tion is completed, the temperature of the sample is lowered in 
steps of 10 °C, and θ/2θ diffractograms are measured for each 
temperature between 100 and 30 °C. The evolution of the out-of-
plane lattice parameter of the perovskite during the first cooling 
ramp experienced by the layer, immediately after the crystalliza-
tion is thus carefully followed. The results obtained for MAPbI3 
and MAPbI3(Cl) thin layers are presented in Figure 1. The black 
hollow symbols point to the temperature-dependent lattice 
parameters of the bulk powder reference.

Figure 1 also shows the in-plane lattice parameter values of 
the MAPbI3 and MAPbI3(Cl) thin layers. Since they could not 
be measured with sufficient precision, the in-plane parameters 
were determined, in the cubic phase, from the out-of-plane 
strain values by applying Hooke’s law in the case of biaxial 
in-plane stress. Details of the calculation are provided in Sup-
plementary Materials. In the temperature range from 100 °C to 
60 °C, above the cubic-tetragonal phase transition, both MAPbI3 
and MAPbI3(Cl) layers evidence a mainly relaxed behavior, with 
their out-of-plane and in-plane lattice parameters being very 
close to those of the bulk material.

The same experiment was performed on thin layers deposited 
on various oxide substrates (glass/ITO/SnO2 and glass/FTO/
TiO2 in addition to the above-presented glass/ITO substrates, 
see Figure S3, Supporting Information), leading to the same 
results: the layers are mainly relaxed, with a thermal contraction 
following closely the one observed on bulk material. Moreover, 
MAPbI3(Cl) layers prepared in slightly different conditions were 
studied similarly, leading to the same thermal behavior (more 
details in the Supplementary Materials and Figure S4, Sup-
porting Information). Moreover, the temperature-dependent 
in-plane and out-of-plane strains (Figure S5a, Supporting Infor-
mation) and deduced bi-axial stress (Figure S5b, Supporting 

Figure 1.  Evolution of the measured out-of-plane and calculated in-plane lattice parameters during controlled cooling down from 100 °C to RT of 
MAPbI3 a) and MAPbI3(Cl) b) thin layers deposited on glass/ITO. For MAPbI3(Cl) (b), the sample displays a unique [hh0] texture in the tetragonal phase, 
hence only out-of-plane a lattice parameter could be extracted from θ/2θ scans. The open symbols display the lattice parameters of the unstrained, bulk 
reference sample and the dotted lines indicate the cubic-tetragonal phase transition temperature in the bulk material (57 °C).
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Information) were calculated, showing low and mainly constant 
values over the probed temperature range.

Our results evidence that our perovskite layers deposited 
on transparent conducting oxides (TCO) following commonly 
used protocols have a mainly free thermal behavior and are 
mainly relaxed. They show, at the very least, that the com-
monly accepted hypothesis according to which the large CTE 
mismatch between the HHP and the substrate systematically 
induces strain in the perovskite film upon cooling down[3] 
should be questioned. Following this hypothesis, cooling down 
a perovskite layer deposited on glass/ITO from 100 °C to RT 
should lead to an in-plane strain of ε  =  Δα (T − 100) = 10−3 at 
RT, and our experiments (Figure 1) and calculations (Figure S5, 
Supporting Information) clearly prove that it is not the case. 
The free thermal contraction was observed on various types of 
perovskite layers (MAPbI3 and MAPbI3(Cl)), deposited on var-
ious substrates.

These results lead us to further question the fact of con-
sidering the CTE mismatch as the main relevant parameter 
determining the film strain state. Several processes can be 
considered. The first one could be, considering the variety of pos-
sible chemical reactions at the substrate/perovskite interface,[36]  
the existence of weak coupling (pseudo-van der Waals type) 
between the perovskite and the oxide substrate. However, it 
seems more likely in the case of MAI-terminated interfaces 
rather than in the case of PbI2 ones. In the hypothesis of strong 
coupling between the film and the substrate (e.g., covalent 

type), the presence of dislocations beyond a critical thickness 
(as defined by Mattews and Blackslee in the case of epitaxial 
layers[41]) can lead to a relaxed film. Worth is noticing that in 
the case of soft materials such as MAPbI3 such a relaxation pro-
cess is rather unlikely as the perovskite lattice can accommo-
date a high level of strain[1,12]. Grain boundaries might play a 
key role in the strain relaxation,[42] more particularly combined 
with the high ion mobility observed in this material which has 
been shown to favor the mitigation of lattice defects.[43] Further 
investigations are required to clearly identify the mechanisms 
governing the strain behavior in MAPbI3 layers.

3. Texture in MAPbI3 Thin Layers

The second issue addressed in this work concerns the texture 
of the different MAPbI3 thin layers. A close inspection of 
the θ/2θ XRD patterns obtained with MAPbI3 layers reveals 
the absence of the (00l) diffraction lines, as can be seen in the 
enlarged view of the diffraction pattern in Figure 2a), in which 
an arrow points at the expected position for the (004) peak. 
Since a θ/2θ measurement only probes the direction normal 
to the surface plane, we performed complementary in-plane 
measurements on the same MAPbI3 thin layer. The result, 
shown in Figure S8, Supporting Information, confirms the 
presence of (00l) peaks in this configuration. This feature was 
systematically observed on various substrates (glass/FTO/TiO2, 

Figure 2.  Representative θ/2θ XRD patterns of the different thin layers studied. a) Polycrystalline MAPbI3 layer (no Cl in the precursors). The blue 
dashes point to the expected peak positions for the tetragonal I4/mcm MAPbI3 thin layer, obtained from profile refinement of the pattern with 
a = 8.872(1) Å and c = 12.658(3) Å. An enlarged view of the pattern in the range 2θ from 22 to 29 ° is shown in the inset, highlighting the good agreement 
between the calculated and observed diffraction lines, as well as the absence of the (004) Bragg peak at its expected position. b) Typical MAPbI3(Cl) 
layer with a [hh0] texture. c) Partial θ/2θ patterns for two MAPbI3(Cl) samples with two different textures: [hh0] only (black) and [00l]/[hh0] double 
texture (light blue). In all patterns, the #symbol denotes the position of the Bragg peaks of the FTO/TiO2 substrate. d) Schematic representation of 
a- and c-domains. The direction probed when performing θ/2θ measurements is perpendicular to the grey planes.
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glass/ITO/SnO2, glass/ITO) and across different synthetic 
protocols (fast crystallization[44] or solvent engineering[45] 
methods). Concerning MAPbI3(Cl) films, they mainly present a 
unique texture along [hh0], with a mosaicity of ≈5 ° (Figure S7,  
Supporting Information). However, some layers display a 
double texture [hh0]/[00l] (Figure  2b,c). The presence of this 
second orientation has already been reported but rarely com-
mented on.[16–19] For tetragonal (00l) diffraction peaks to 
appear on θ/2θ scans, the c-axis needs to be perpendicular to 
the surface plane. The fact that these peaks are not observed 
in MAPbI3 and rarely on MAPbI3(Cl) indicates that this ori-
entation of the crystallites is not energetically favorable. This 
observation is consistent with a previous report of Rothmann 
et  al. using TEM and SAED,[23] where most of the perovskite 
grains presented striped domains, identified as two distinct 
twins, both characterized by their c-axis lying in the layer 
plane. The study of the texture in our different HHP layers was 
thus driven by two problematics: understanding the nature 
of the double orientation which can arise in MAPbI3(Cl) and 
determining the origin of the preferred orientation character-
ized by the tetragonal c-axis rarely pointing perpendicularly to 
the sample’s plane.

To investigate the nature of the double [hh0]/[00l] texture, 
synchrotron Full-Field Diffraction X-ray Microscopy (FFDXM) 

was used. Synchrotron-based experiments previously proved 
to be highly beneficial and informative tools to study the 
properties of halide perovskites,[46] and FFDXM is a powerful 
technique allowing direct mapping of crystalline domains. 
Details about the unique FFDXM experimental setup on the 
ID01 beamline at the European Synchrotron Radiation Facility 
(ESRF) are found in the experimental section.[47–49] As shown 
in Figure 3a), the sample is illuminated by a quasi-parallel 
beam. A dark field image is formed on the 2D detector by a 
set of beryllium compound refractive lenses (Be CRLs) serving 
as the objective optics. The darkfield selectivity of the FFDXM 
can be used, for instance, to image separately the [hh0] and 
the [00l] domains. This is achieved by tuning the incident and 
diffraction angle to their respective θ and 2θ values.

For simplicity, we shall refer hereinafter to the [hh0]-ori-
ented crystallites as a-domains and to the [00l]-oriented ones 
as c-domains, as illustrated in Figure 2.d). A MAPbI3(Cl) thin 
layer is deposited on monocrystalline rutile TiO2. We previ-
ously demonstrated texture enhancement of perovskite layers 
using this type of substrate,[37] with a mosaicity reduced down 
to ≈1–2 ° (figure S10b). Investigating a sample presenting the 
double [hh0]/[00l] texture (figure S10, Supporting Information), 
a 5-point rocking curve was performed around the (004) and 
(220) reflections, respectively, to image domains of different 

Figure 3.  Rocking curve measurements with FFDXM at ESRF. Measurement configuration a), obtained rocking curves for both a- and c-domains and 
resulting summed micrographs showing all a and c-domains b). c) Correlation map of a and c-domains obtained from rocking curve measurements. 
d) Schematic of the presence or absence of spatial and tilting correlation in the grains, illustrating the results of the correlation map; purple and green 
colors respectively correspond to c- and a-domains.
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tilting angles from the normal. The number of points on 
the rocking curve was limited to minimize sample damage 
due to exposure to the X-ray beam. The integrated dark field 
intensities of the rocking curves are shown in Figure  3b). 
The right part of this figure shows the resulting two micro-
graphs obtained when stacking the 5 micrographs measured 
on each type of domain. We have calculated the cross-corre-
lation between the dark field images of the a- and c-domains, 
resulting in a (5 × 5) correlation map displayed in Figure 3c). 
Details about the procedure to extract this table are given in 
Supplementary Materials.

The result shows strong correlation along and near the diag-
onal, and almost no correlation away from it. This indicates 
that a- and c-domains with the same tilting angles are found on 
top of each other (figure 3b), and are thus twin domains origi-
nating from the same cubic grain at high temperature. We note 
that if the c-domains were randomly distributed, the correlation 
map would have ≈0 everywhere. In fact, the ≈0.5 spatial correla-
tion on the diagonal indicates that at least 50% of the observed 
grains are twinned, which is an impressive amount considering 
the scarcity of the c-domains.

As illustrated in Figure S13, Supporting Information 
and mentioned in the work of Kennard et  al. work,[2] a– and 
c-domains follow the same twin law as the one identified by 
TEM.[23] While previous studies attributed the double [hh0]/
[00l] texture to twin domains solely based on classical XRD 
measurements which average the signal over a large area on 
the sample and do not allow to probe the spatial correlation of 
the different domains,[2,12] we provide here a direct proof of the 
twin nature of these domains through local observations.

Having demonstrated that the observation of the double tex-
ture [hh0]/[00l] is related to the presence of twin domains in 
the perovskite layer, we now address the question of the nature 
of these twins, whether they are ferroelastic or not since both 
cases have been previously reported.[29,30] A specificity of ferroe-
lastic domains is the switching between different twin orienta-
tions under applied mechanical stress.[50] In the following, we 
select single domain a- and c-grains (without twins) and follow 
their behavior when exposed to the X-ray beam.

Exposure to intense X-rays typically accelerates the decom-
position of hybrid perovskites into Pb(0), I2, and organic 
degradation products.[51,52] This decomposition is character-
ized by a general but not immediate decrease of the overall 
intensity as well as broadening of the perovskite Bragg 
peaks. Stuckelberger et al. have shown that the interaction of 

MAPbI3 with 8 keV photons induces ionic diffusion,[53] which 
is most probably at the origin of the observed degradation 
upon increasing the radiation dose. The same ionic diffu-
sion can be reasonably hypothesized to be at the origin of the 
strain observed in the perovskite before its decomposition. In 
this study, we exploit this effect to test the ferroelastic nature 
of a- and c-domains. We note that the d-spacing we measured 
is not affected by the perovskite decomposition products as 
they do not diffract at these angles. Instead, we are meas-
uring the remaining perovskite strained by the beam induced 
ionic diffusion.
Figure 4 shows the evolution of the d-spacing under beam 

exposure. We were able to separately measure the d-spacing of 
the two types of domains thanks to the dark field sensitivity of 
FFDXM; the details of the data treatment are given in the Sup-
plementary Materials. The right-hand side of the figure shows 
the decomposition induced strain which scales linearly with the 
fluence, at about 5 × 10–4 per 1 million photons per µm2. The 
same strain per fluence was observed on the c-domains at the 
beginning of the beam exposure (left-hand side). Figure S12, 
Supporting Information, displays the evolution of a-domains 
peak area under a synchrotron X-ray beam, showing that the 
beam-induced degradation starts for doses around 4  × 106 
photons per µm2. A sudden jump in c-domains d-spacing was 
observed at 3 × 106 photons per um2. After this jump, the out-
of-plane lattice parameter of the c-domains matches that of the 
a-domains, indicating a transition has taken place that switched 
the former into the latter. The strain threshold for this transi-
tion is about −0.13%. Concerning the a-domains, the d-spacing 
is mainly constant up to 3 × 106  photons per µm2 before the 
appearance of compressive strain. Statistical analysis performed 
on different regions of the sample proved the reproducibility of 
this behavior. These observations strongly suggest a switching 
of c-domains into a-domains, most probably caused by the 
X-ray exposure induced chemical strain, illustrating the ferroe-
lastic nature of these domains.

Finally, we address the question of the origin of the textures 
observed in MAPbI3 and MAPbI3(Cl) thin films. As previously 
mentioned, all MAPbI3 and most MAPbI3(Cl) layers present a 
preferential orientation of the tetragonal c-axis in the sample’s 
plane, indicating that c-domains are energetically disfavored. 
We aim at identifying the origin of the raise of degeneracy in 
the stability of the different twin domains. One hypothesis 
could be the strain. However, from the in situ XRD study of 
different layers upon cooling down presented in the previous 
section (Figure 1), no correlation could be established between 
the strain state of the perovskite layer before the cubic-tetrag-
onal structural phase transition and the texture observed in the 
tetragonal phase. To identify the possible origin of the texture 
observed in the MAPbI3 layers, we conducted a numerical study 
to evaluate the relative stability of a- and c-domains for different 
possible terminated surfaces. The energy at zero Kelvin was cal-
culated for nine different configurations: for each of the three 
orientations ([hh0] and [hh0] a-domains and [00l] c-domains) 
two types of surfaces are considered, MAI- or PbI2-terminated. 
The calculations were done using Density Functional Theory 
using the PBE functional[54] and the VASP code.[55] In Figure 5, 
we present the case of a doubly PbI2-terminated slab, the two 
types of boxes containing 6 and 12 MA molecules respectively; 

Figure 4.  Evolution of the inter-reticular distance of initially a- and 
c-domains when exposed to increasing X-ray beam dose.
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the total energy needs to be normalized by the number of MA 
molecules to allow comparison.

The result shows that the energy of both types of a-domains 
are very close, the difference (18 meV per MA) being lower than 
the thermal energy at RT (26 meV). Both variants can thus be 
expected to be present in MAPbI3 layers, as confirmed by Roth-
mann et al.[23] The most striking result concerns the c-domains 
orientation which is predicted to be the less thermodynamically 
stable one by more than 50 meV when compared to the ground 
state of the series. Interestingly, if we consider mixed terminated 
surfaces as shown in Figure S14, Supporting Information, 
we note that the relative stability is reverted, the c-domain 
orientation being now the ground state for these stoichiometric 
configurations as also expected for 2D perovskites grown in 
MA-rich conditions. These results point to the role of the local 
chemical equilibrium close to the interface with the substrate. 
In the case of Pb-rich conditions, we predict that a-domains will 
be favored while the reverse is true for stoichiometric or MA-rich 
conditions. The perovskite-substrate interaction has been at the 
center of numerous studies generally applying substrate surface 
functionalization to improve the morphology and optoelectronic 
properties of the perovskite layer.[36] The DFT calculation results 
presented here evidence that the chemical environment at the 
interface with the substrate plays a key role in the origin of the 
preferential orientation of the domains, shedding new light on 
the complex perovskite-substrate interaction mechanisms.

4. Conclusion

This study focuses on the microstructure, namely texture and 
strain, in hybrid halide perovskite MAPbI3 and MAPbI3(Cl) 
thin films. Utilizing in-situ XRD experiments performed on 
perovskite layers deposited on different TCO substrates, we 
showed that MAPbI3 contracts mainly freely on the substrate 
when it is cooled down to RT after synthesis and annealing 

at 100 °C. Contrary to what has been commonly reported, 
our results prove that there is no direct correlation between 
the existence of a large CTE mismatch between the perov-
skite material and the substrate and the presence of strain in 
MAPbI3 layer. Synchrotron full-field diffraction X-ray micros-
copy was used to investigate the peculiar [hh0]/[00l] double 
texture sometimes observed in MAPbI3(Cl) layers instead of 
the more common [hh0] one. The high tilt and space resolu-
tions of the FFDXM technique provide clear evidence that the 
observed textures are related to the presence of twin domains. 
The ferroelastic nature of these twins is asserted by the obser-
vation of the switching of [00l] domains into [hh0] ones under 
X-ray beam exposure. Concerning the origin of the texture, the 
results of our DFT-based numerical study evidence the correla-
tion between the composition of the first perovskite plane at the 
interface with the substrate (MAI or PbI2 type) and the stability 
of the different twin orientations.

We believe that this comprehensive study constitutes an 
important contribution regarding the complex but crucial 
problem of the control of the microstructure of HHP layers. 
The scope of our results goes beyond the single case of MAPbI3 
as strain and texture control is required for a large number 
of HHP based applications. We thus believe that this work 
paves the way to reach better control of the microstructure of 
halide perovskite thin films, which is essential in the aim of 
improving the performance of HHP based solar cells and other 
types of devices.

5. Experimental Section
MAPbI3 Thin Film Deposition: All substrates (glass/ITO, glass/FTO 

and single-crystalline rutile TiO2) were pre-cleaned in an ultrasonic bath, 
subsequently, in deionized water, ethanol, and acetone for 10 min each, 
followed by drying under N2 flow and ultra-violet ozone cleaning for 
45 min at RT. Part of the precleaned ITO/glass substrates were used to 
deposit a ≈60 nm SnO2 thin layer prepared by spin-coating an aqueous 

Figure 5.  The three PbI2-terminated configurations considered in the DFT calculations corresponding to a) [110] b) [110] and c) [001] orientations. Both 
side and top views are represented. Pb, I, C, N, and H atoms are dark-grey, purple, brown, light blue, and white spheres respectively. The normalized 
total energy, as well as the relative energy to the ground state, are reported for each configuration.
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colloidal solution of nanoparticles (Alpha Aesar), followed by drying  
at 80 °C for 1 min and annealing at 220 °C for 20 min. TiO2 layers were 
also deposited on precleaned glass/FTO substrates by spin-coating 
a precursor solution of 1  ml of ethanol, 76  µl of acetyl acetonate and 
130 µl of Ti(IV) isopropoxide. 60 µl of the solution was spin-coated on 
1 × 1 cm substrates at 3000 rpm for 30 s. The substrates were afterwards 
annealed in the oven at 500 °C for 30 min.

MAPbI3 thin layers were prepared from a precursor solution of 
equimolar MAI (Dyesol, GreatCell Solar) and PbI2 (TCI, 99.99%) 
dissolved in anhydrous DMF (Sigma-Aldrich) to form a 0.8 M 
solution. MAPbI3(Cl) layers were obtained using a precursor solution 
containing MAI and PbCl2 (Sigma-Aldrich, 99.99%) in a 3:1 molar ratio 
dissolved in anhydrous DMF to respect the stoichiometry of the final 
compound. The 0.8 M precursors solution was stirred at RT until the 
full dissolution of the precursors. All solutions were spin-coated using 
the same protocol: 5000  rpm for 30 s with 75  µl of the anti-solvent 
chlorobenzene being dripped after 7 s. Subsequent annealing at 100 °C 
was performed for 10 min and 30 min for MAPbI3 and MAPbI3(Cl) thin 
layers, respectively.

For MAPbI3(Cl) thin layers with a higher precursor solution 
concentration, the 1.6 M solution was obtained again from MAI and 
PbCl2 in a 3:1 ratio in anhydrous DMF. The solution was stirred at 70 °C 
until the complete dissolution of the powders. The same spin-coating 
protocol as previously detailed was used and annealing was performed 
at 110 °C for 35 min.

Laboratory XRD: In-situ XRD measurements of MAPbI3(Cl) thin films 
were carried out using a Rigaku Smartlab X-ray diffractometer equipped 
with a copper rotating anode, a goniometer with a θ/θ configuration 
(horizontal sample), and a DHS 1100 Anton Paar domed hot stage. The 
sample was kept under a controlled atmosphere (N2 flux).

Temperature-dependent XRD measurement of powder sample was 
performed on a Bruker D8 advanced diffractometer, equipped with a 
copper anode and a 1D LynxEye detector. It was configured in Bragg-
Brentano geometry, with variable divergence slit on the primary beam 
path and a set of anti-scattering slits positioned before and after 
the sample. The diffractometer was equipped with an Anton Paar 
temperature chamber TTK600.

FFDXM at ID01 (ESRF): Full-field diffraction X-ray microscopy 
experiments were carried out on the ID01 beamline at the European 
synchrotron (ESRF).[47–49] The photon energy was 8  keV. A set of 
Beryllium Compound Refractive Lenses (CRLs) was put about 100 mm 
downstream of the sample, in the path of the diffracted beam. The Field 
of View was about 230 × 230 µm2. The dark field image was formed on 
an Andor sCMOS camera (6.5  µm pixel size) behind 15  µm of Gadox 
scintillator, also in the path of the diffracted beam. At 6.5 m lenses to 
detector distance, the magnification ratio is about 65× which results in 
an effective pixel size of 100 nm. The actual spatial resolution is about 
150  nm due to imperfections in the lenses. Both the lenses and the 
detector can rotate freely in the horizontal scattering plane, to image 
diffracted photons at specific 2θ angles. For a rocking scan, the lenses 
and detectors are fixed, while only the sample rotates.

DFT Calculations: The theoretical study was carried out by using 
first-principles calculations based on DFT. The exchange−correlation 
potential was treated within the generalized gradient approximation 
(GGA) with the PBEsol parametrization.[54] The projected augmented 
wave (PAW) method[56] was used to solve the Kohn−Sham equations 
as implemented in the Vienna ab Initio Simulation Package 
(VASP)[55] with a kinetic energy cutoff for the plane-wave expansion 
of 910 eV. The surfaces were cleaved from the bulk tetragonal MAPbI3 
phase where the crystal lattice parameters were first optimized 
(a  = 8.775Å and c  = 12.668Å). The optimization of atomic positions 
was performed using a conjugate gradient algorithm until the 
Hellmann−Feynman forces reached the threshold of 0.1 × 10−3 eV Å–1.  
A vacuum of at least 15 Å was employed to avoid undesired 
interactions between periodic layers. The Brillouin zone was sampled 
with a 6 × 6 × 1  and 4 × 4 × 1  k-point meshes for the <001>  and 
the <110>  slab configuration respectively which leads to similar 
≈0.02 k-points Å–1 sampling on all the slabs.

Supporting Information
Supporting Information is available from the Wiley Online Library or 
from the author.
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