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ABSTRACT
The failure of subsurface seals (i.e., wellbores, shaft and drift seals in a deep geologic nuclear waste 
repository) has important implications for US Energy Security.  The performance of these 
cementitious seals is controlled by a combination of chemical and mechanical forces, which are 
coupled processes that occur over multiple length scales.  The goal of this work is to improve 
fundamental understanding of cement-geomaterial interfaces and develop tools and methodologies 
to characterize and predict performance of subsurface seals.  This project utilized a combined 
experimental and modeling approach to better understand failure at cement-geomaterial interfaces.  
Cutting-edge experimental methods and characterization methods were used to understand 
evolution of the material properties during chemo-mechanical alteration of cement-geomaterial 
interfaces.  Software tools were developed to model chemo-mechanical coupling and predict the 
complex interplay between reactive transport and solid mechanics.  Novel, fit-for-purpose materials 
were developed and tested using fundamental understanding of failure processes at cement-
geomaterial interfaces. 
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ACRONYMS AND DEFINITIONS
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ANP aluminum nanoparticle
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DETA diethylenetriamine

DMA dynamic mechanical analysis

DOE Department of Energy

FE finite element

FTIR Fourier transform infrared

LCL lower control limit 

LDRD Laboratory Directed Research & Development

MAS magic angle spinning

MMA methyl methacrylate

MWCNT multiwalled carbon nanotube

NETL National Energy Technology Laboratory

NM-MMA nanomodified methyl methacrylate

NMR nuclear magnetic resonance

OWC oil well cement

PC polymer concrete

PCN polymer cement nanocomposite

PCNA PCN mixed with ANPs

PCNC PCN mixed with MWCNTs

PCNS PCN mixed with SNPs

PVC polyvinyl chloride

SBR styrene-butadiene rubber

SEM scanning electron microscope

SNP silica nanoparticle

TEM transmission electron microscope

TGA thermogravimetric analysis



16

Acronym Definition
UATR universal attenuated total reflectance

USB universal serial bus

w/c ratio water-to-cement ratio

XRD X-ray diffraction
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1. INTRODUCTION
Subsurface engineering applications place heavy reliance on reliability of cementitious materials 
as both structural components and for containment: geothermal, carbon storage, 
unconventional resources, deep borehole disposal, and geologic repositories. The interface 
between cementitious materials and host media represents vulnerability for ensuring structural 
and containment integrity.  Failure behavior of such interfaces is poorly understood, owing to 
coupled chemical and mechanical time-dependent processes.  Complexity of cement-
geomaterial interfaces necessitates a multi-scale approach to gain fundamental understanding 
of the evolution of interfacial bond.  The main premise of this project was that a fundamental 
understanding of failure mechanisms and detectability could be developed and subsequently used to 
design more robust seal materials to minimize interfacial failure and/or self-healing materials to repair 
failed interfaces. Our team engaged in experimental and modeling tasks focused on gaining 
fundamental understanding of cement-geomaterial interfaces under a range of high-
temperature, high-pressure conditions, and then used this knowledge to develop purpose-built 
seal materials.  Stakeholders in this research area, which includes oil and gas/geothermal 
operators and repository designers, are focused on utilization of established technologies for 
seal materials.  Our approach aimed to fill a critical knowledge-gap of failure behavior at 
cement-geomaterial interfaces, enhance predictive capabilities for subsurface engineering 
scenarios, and enable development of novel, fit-for-purpose seal materials with unprecedented 
robustness for harsh subsurface environments. 

The work contained in this report fills a knowledge gap in the area of coupled chemo-mechanical 
processes at cement-geomaterial interfaces.  Chemical processes for cement-geomaterial 
interfaces have been studied extensively focusing on cement degradation mechanisms in 
nuclear waste repositories (Berner 1992, Pabalan et al., 2009), geologic storage of CO2 (Kutchko 
et al. 2007, Matteo and Scherer 2012), as well as studies focused on the mechanical response in 
wellbores(Carey et al. 2013) and thermal-hydrologic-mechanical (THM) modeling of shaft seal 
systems(Hansen  and Knowles 2000, Blanco-Martín et al. 2016).  Work has also been completed 
that couples field-scale deformation during a CO2 injection operation to a 3D geomechanical 
wellbore model (Sobolik et al. 2015), but this, too, was a purely mechanical representation of the 
cement-geomaterial interfaces along the length of a wellbore.  Studies that address chemo-
mechanical coupling of geomaterials focus solely on micro-scale phenomenon(Gajo et al. 2015, 
Hu and Hueckel 2007), and fail to capture multi-scale processes that are needed to address 
realistic applications. Coupled chemo-mechanical modeling, as well as understanding of the 
relevant fundamental processes, of such systems is lacking.  Failure of cement-geomaterial 
interfaces in the Gulf of Mexico and in Aliso Canyon, CA demonstrated a pressing need to not 
only understand these phenomenon, but also a need for robust, purpose-built remediation 
solutions (i.e. seal repair materials).  

The objectives of this project were as follows: 
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(1) Characterize the chemistry and physics of a cement-geomaterial interfaces under relevant in 
situ chemical and geomechanical conditions to develop a conceptual understanding of failure 
modes, as well as to create a basis for validation, parameter input, and constitutive model 
development for chemo-mechanical simulation; (
2) Develop a modeling capability that includes coupling between solid mechanics (Albany)and 
reactive transport/flow(PFLOTRAN) that enables simulation of cement-geomaterial interfaces 
with predicative capability, and
(3) Develop and evaluate next-generation seal repair materials suitable for the expected 
shaft/wellbore environments that have the ability of the seal material to penetrate and 
effectively repair degraded cement-geomaterial interfaces at representative subsurface high-
temperature, high-pressure conditions. 

This project combined experimental and modeling tasks focused on cement-geomaterial 
interfaces under a range of high-temperature, high-pressure conditions including: recognition 
and interpretation of guided acoustic waves and attenuation for use in detection of interfacial 
changes; long-term “creep” experiments to examine corrodibility and elastic moduli (or 
velocity) degradation; and scale-dependent nucleation and propagation of flaws at interfaces.   
We used a multi-scale testing and analytical approach, including a battery of core scale 
mechanical testing to characterize interfacial mechanics, continuum scale and system scale 
modeling, and microscale characterization of failure surfaces (microCT, SEM-EDS, nano/micro-
indentation, optical/Laser Confocal profilometry). We developed capabilities at Sandia for 
triaxial testing with chemical alteration and utilized x-Ray tomographic imaging and 
acoustics/ultrasonics to track interfacial characteristics over time and  at elevated temperature, 
pressure, stress, and chemically corrosive environments. With this capability, baseline physico-
chemical properties of interfaces were measured, and were then evolved the interface during 
experiments while measuring the interface response to coupled chemical and mechanical 
stresses. Two Sandia codes with coupled multiphysics capability: Albany and PFLOTRAN were 
fully coupled to examine chemical-mechanical phenomena and this “new” code was  used to 
model simultaneous chemical-mechanical evolution.  Novel repair materials, including polymer 
nanocomposites with self-repair capabilities, which have been investigated in lower-T 
applications, will be developed and applied to interfacial repair and tested for flow properties, 
bond strength with both cement and host media, and material robustness.   

The report organization is a s follows: Ch. 2 through Ch.5 covers chemical and mechanical 
testing related to understanding cementitious interfaces.  Ch. 6 though Ch. 9 document the 
development of novel materials development for wellbore repair and/or other subsurface 
applications. Table 1-1 below documents the journal submissions directly funded by this 
project.  Conclusions appear at the end of each section.
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Table 1-1. Journal Articles Appearing as Sections in This Report

Title of Journal 
Article

Author Organization Journal Year of 
Publication

Joseph 
Mohagheghi

Materials Engineering 
Department, New Mexico 
Institute of Mining and 
Technology; Sandia

Thomas Dewers Sandia

Chaoyi Wang Earth Atmospheric and 
Planetary Sciences, 
Purdue University

Laura Pyrak-
Nolte

Earth Atmospheric and 
Planetary Sciences, 
Purdue University

Characterization of 
Chemo-mechanical 
Evolution of a 
Cement-Granite 
Interface

Ed Matteo Sandia

Still to be 
submitted

Not 
applicable

John C. 
Stormont

Department of Civil 
Engineering, University of 
New Mexico

Serafin Garcia 
Fernandez

Department of Civil 
Engineering, University of 
New Mexico

Mahmoud R. 
Taha

Department of Civil 
Engineering, University of 
New Mexico

Gas Flow through 
Cement-Casing 
Microannuli under 
Varying Stress 
Conditions

Edward N. 
Matteo

Sandia

Journal of 
Geomechanics 
for Energy and 
the 
Environment

2018

Serafin Garcia 
Fernandez

Department of Civil 
Engineering, University of 
New Mexico

Edward N. 
Matteo

Sandia

Mahmoud Reda 
Taha

Department of Civil 
Engineering, University of 
New Mexico

Characterization of 
Wellbore Microannuli

John C. 
Stormont

Department of Civil 
Engineering, University of 
New Mexico

Journal of 
Natural Gas 
Science and 
Engineering

2019

Albany-PFLOTRAN 
Coupling

Timothy Fuller

Carlos Jové-
Colón

Edward N. 
Matteo

Sandia Still to be 
submitted

Not 
applicable

A New Polymer 
Nanocomposite 
Repair Material for 

M. Genedy Department of Civil 
Engineering, University of 
New Mexico

International 
Journal of 
Greenhouse 

2017
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Title of Journal 
Article

Author Organization Journal Year of 
Publication

U.F. Kandil Egyptian Petroleum 
Research Institute

E. Matteo Sandia

J Stormont Department of Civil 
Engineering, University of 
New Mexico

Restoring Wellbore 
Seal Integrity

M.M. Reda Taha Department of Civil 
Engineering, University of 
New Mexico

Gas Control

A. Douba Department of Civil 
Engineering, University of 
New Mexico

M. Genedy Department of Civil 
Engineering, University of 
New Mexico

E. Matteo Sandia

U.F. Kandil Polymer Nanocomposite 
Center, Egyptian 
Petroleum Research 
Institute

J Stormont Department of Civil 
Engineering, University of 
New Mexico

The Significance of 
Nanoparticles on 
Bond Strength of 
Polymer Concrete to 
Steel

M.M. Reda Taha Department of Civil 
Engineering, University of 
New Mexico

International 
Journal of 
Adhesion and 
Adhesives

2017

Moneeb Genedy Department of Civil 
Engineering, University of 
New Mexico

Edward Matteo Sandia

Mike Stenko Transpo Industries, Inc.

John Stormont Department of Civil 
Engineering, University of 
New Mexico

Nanomodified Methyl 
Methacrylate 
Polymer for Sealing 
of Microscale Defects 
in Wellbore Systems

Mahmoud Reda 
Taha

Department of Civil 
Engineering, University of 
New Mexico

ASCE Journal 
of Materials in 
Civil 
Engineering 

2019

Engineering a Low 
Modulus Polymer-
Modified Calcium-
Silicate-Hydrate (C-
S-H) Binder for 
Wellbore 

J. Starr Department of Civil, 
Construction & 
Environmental 
Engineering, University of 
New Mexico

Cement and 
Concrete 
Composites

In Review
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Title of Journal 
Article

Author Organization Journal Year of 
Publication

E.E. Soliman Department of Civil, 
Construction & 
Environmental 
Engineering, University of 
New Mexico; Civil 
Engineering Department, 
Faculty of Engineering, 
Assiut University, Assiut, 
Egypt

E.N. Matteo Sandia

T. Dewers Sandia

J. Stormont Department of Civil, 
Construction & 
Environmental 
Engineering, University of 
New Mexico, University of 
New Mexico

Applications

M.M. Reda Taha Department of Civil, 
Construction & 
Environmental 
Engineering, University of 
New Mexico
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2. CHARACTERIZATION OF CHEMO-MECHANICAL EVOLUTION OF A 
CEMENT-GRANITE INTERFACE

2.1. Overview
A major leakage pathway in wellbore systems derives from interaction between cement and adjacent 
rock or well casing. These interactions arise from thermal, mechanical, hydrological, and chemical 
(THMC) processes during the lifetime of a wellbore, including cement emplacement, wellbore uses 
including injection and production, local deformation such associated with reservoir pressure 
changes, and post-closure aging. In this chapter we examine temporal and spatial modifications of a 
wellbore annulus following flow of acid solutions and show how ultrasonic methods can be used to 
detect such modifications.    Controlled triaxial benchtop experiments, monitor real-time cement-
granite interface degradation in situ by ultrasonic and chemical methods, and pre- and post-
experiment using nanoindentation and microCT imaging. Full waveform analysis shows a decrease 
in microannuli interface wave speed indicating a reduction in specific stiffness following portlandite 
dissolution from the surrounding cement matrix, followed by an increase stiffness as the experiment 
progresses. The sensitivity of the interface wave to microannuli conditions make these modes a 
potential tool for the detection of interface alteration in wellbores. Tomographic images show 
detailed development of three-dimensional leaching patterns involving reaction fronts migrating 
from the interface as well as wormhole development within the interface. Results are being used to 
validate a THMC computational fluid dynamics/mechanics code using COMSOL MultiphysicsTM. 
Future plans call for using the validated coupled chemo-mechanical model specifically in analyzing 
the spatio-temporal evolution of other types of interface alteration including carbonation and 
sulfonation, and in general as a predictive tool for assessment of cement barrier integrity. 

2.2. Introduction
Interest in wellbore integrity spans the oil and gas industries and includes recent concerns about 
geologic carbon storage (GCS; Carey et al. 2007; Crow et al. 2010; Jun et al. 2013; Kutchko et al. 
2007). GCS involves injecting super critical carbon dioxide (scCO2) into brine-bearing formations 
and depleted oil reservoirs, using wellbores as the injection pathway and as well as brine extraction 
for reservoir pressure management. A wellbore is constructed from first drilling a tubular hole in the 
ground, inserting the steel casing, flooding the casing with cement, and forcing the cement through 
the annulus of the casing in order to lock the casing in place.  This process is repeated with depth 
with consecutively smaller and smaller drill bits, narrowing the size of the wellbore, until the desired 
depth for operation is achieved. We can simplify GCS scenarios to involve an overburden region, a 
caprock, and a reservoir, with all three possessing different requirements for wellbore integrity and 
different possibilities for wellbore leakage pathway development.  The overburden region can 
include aquifers with drinking water resources that should be protected for future foreseeable use.  
The caprock seal layer (Matteo and Scherer 2012) prevents the buoyant scCO2 and CO2-acidified 
aqueous solutions from migrating to overlying aquifers and the earth’s surface. The last region is the 
reservoir, which consists of porous rock materials where the CO2 is stored. To interact with 
reservoirs, wellbores intersect the overlying two regions and as such create possibilities for leakage 
of CO2 and any associated contaminants into overlying aquifers (Jun et al. 2013; Matteo and Scherer 
2012; Shao et al. 2010; Kutchko et al. 2011; Shao et al. 2010; Allahverdi and Skvara 2000; Bullard et 
al. 2011; Duguid 2009; Scherer et al. 2005; Li et al. 2015).). This paper examines potential leakage 
pathway development associated with flow of acidified aqueous solutions in simulated cement-rock 
interfaces, or what is referred to as micro-annular regions, referring to the annular interfaces created 
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by cement emplacement during wellbore engineering. Our purpose in this section is to examine in 
detail the evolution of a micro-annulus between Type G cement and Westerly granite subject to flow 
of acidic solutions. We limit our discussion to degradation or leaching of calcium that attends 
reaction with hydrochloric acid (HCl), and how this degradation could be monitored remotely via 
ultrasonic methods. 

2.3. Background

2.3.1. Previous Studies of Cement Alteration Exposed to Acidic Conditions
Wellbore cement chemical alteration can be broadly placed into three classes including cement 
degradation or leaching, sulfonation (precipitation of gypsum and other sulfate minerals within the 
cement) and carbonation, or precipitation of calcite or other carbonate minerals within the cement 
(Jacques, 2009). Of these, both carbonation and degradation are relevant to GCS, and we review 
how scCO2 and associated products affects Portland cement over time. 

Degradation experiments involving cement interacting with CO2, as both a supercritical phase and 
as a component dissolved in brine, generally involve small cores of cement with flow-through of a 
reactive fluid phase (Jun et al. 2013; Kutchko et al. 2007; Matteo and Scherer 2012; Kutchko et al. 
2011; Shao et al. 2010; Allahverdi and Skvara 2000; Scherer et al. 2005). Overall, these studies show 
reaction is initially very fast and then quickly slows down as calcium is leached out, mainly from 
Portlandite (Ca(OH)2(s))dissolution, at advancing reacting fronts. This means that if the acid is 
contacting Portlandite, the reaction is very aggressive. However, after the initial quick and aggressive 
reaction, a layer of amorphous silica gel derived from calcium-silica hydrates (CSH) is residual that 
serves as a protective coating slowing overall reaction progress (Jun et al. 2013; Kutchko et al. 2007; 
Matteo and Scherer 2012; Kutchko et al. 2011; Shao et al. 2010; Allahverdi and Skvara 2000; Scherer 
et al. 2005).

Small-scale experimental studies can only reveal so much about the real-world cement acid reaction 
progression. There are two examples of large-scale and long term-exposure of acid to wellbore 
cement. The first is the study of a 55-year-old well at the SACROC field in west Texas, USA, that 
was exposed to carbon dioxide 22 years into its use (Carey et al. 2007) and the second is a study of a 
30-year-old well exposed to carbon dioxide from the start of its life (Crow et al. 2010). In the Carey 
et al. study, CO2 migration along the cement-rock and cement-steel casing microannuli induced 
alteration in the cement that progressed inward into the cement as a reaction front, leaving behind 
reaction zones consistent with both degradation and carbonation of the cement. Both studies show 
that after initially corroding the cement at the microannulus interface, carbonation with calcium 
carbonate precipitation commences and spreads inward away from the locations of CO2 ingress. 
Both authors agreed that as long as the wellbore was constructed carefully and up to code it would 
serve as an effective geological barrier against acidic brine migration (Carey et al. 2007; Crow et al. 
2010; Jun et al. 2013; Kutchko et al. 2007; Matteo and Scherer 2012; Kutchko et al. 2011; Shao et al. 
2010; Allahverdi and Skvara 2000; Scherer et al. 2005). The combination of both small- and large-
scale studies have shown that cement does corrode, but with time the reaction front decreases with 
reaction products armoring or protecting unaltered cement from damage. Research has shown that 
corroding the entire mechanical barrier via acidification and calcium leaching by exposure to CO2 
could take geological time meaning several of thousands of years (Carey et al. 2007; Crow et al. 2010; 
Matteo and Scherer 2012).

To examine only effects associated with degradation or calcium leaching, in this study we examine 
the alteration of a cement-rock micro-annulus subject to hydrochloric acid attack. Figure 2-1 and 
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chemical reactions listed in Equation 2-1, Equation 2-2, Equation 2-3, and Equation 2-4 show the 
proposed reaction progression between Portland cement and hydrochloric acid (Jun et al. 2013; 
Kutchko et al. 2007; Matteo and Scherer 2012; Shao et al. 2010; Allahverdi and Skvara 2000; Bullard 
et al. 2011; Li et al. 2015).  

Figure 2-1. Proposed mechanism for the degradation of Portland cement in a HCl Environment 

𝐻𝐶𝑙→𝐻 + + 𝐶𝑙 ‒ Equation 2-1

𝐶𝑎2 + + 𝐻𝐶𝑙 + 𝑂𝐻 ‒ →𝐶𝑎𝐶𝑙2 +  𝐻2𝑂 Equation 2-2

𝐻 + +  𝐶𝑎𝐶𝑙2→𝐶𝑎2 + +  𝐻𝐶𝑙 Equation 2-3

𝐶𝑆𝐻→𝐶𝑎2 + + 𝑂𝐻 ‒ + 𝑆𝑖𝑂2 Equation 2-4

In the presence of water, hydrochloric acid will self-dissociate into its hydrogen and chlorine atoms 
(Equation 2-1). Cement, largely being an alkaline material, is extremely susceptible to corrosive 
attacks from acidic solutions. At the cement-surface-reservoir interface, free hydrogen atoms will 
initiate a reaction propagation front with the calcium hydroxide within the Portland cement. This 
acidic attack will cause the calcium hydroxide in the Portland cement to dissociate into its calcium 
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and hydroxide atoms (Equation 2-2). The free calcium then bonds with the free chlorine atoms 
forming the highly soluble compound, calcium chloride (Equation 2-2).

The solid precipitant of calcium chlorine reacts with free hydrogen atoms, further dissociating into 
free calcium and chlorine (Equation 2-3). This reaction causes an orange calcium leached layer to 
form cement surface. Eventually, Calcium Silica Hydrate in the Portland cement (CSH) will degrade 
leaving behind a residual silica gel layer (Equation 2-4). After the calcium is leached from the surface, 
the amorphous silica gel has been shown to act as a temporary barrier against further corrosion from 
the acid (Carey et al. 2007; Crow et al. 2010; Kutchko et al. 2007; Kutchko et al. 2011). 

2.3.2. Ultrasonic Applications
Ultrasonic testing of materials uses high frequency elastic waves for imaging, detection of flaws, and 
to characterize properties of materials through which they propagate. For this study we are 
interested in monitoring changes in material properties at a micro-annuls existing between cement 
and other materials as the cement degrades. As such, this involves both changes in so-called body 
waves (waves that propagate through the material volume), and surface (or guided) waves, that 
propagate along interfaces or along surfaces. Material elastic properties such as the bulk modulus, 
shear modulus, and the hardness of the cement can all be monitored by how the ultrasonic p 
(primary) and s (shear) waves change over time. Monitoring the degradation of cement will provide 
initial estimates of how much structural integrity the cement loses and how fast the cement will 
corrode, making this technique an effective way of monitoring wellbore integrity. P and S waves are 
body waves, meaing they travel through the body of a medium. These waves can be used to 
determine shear and bulk moduli, or alternatively Young’s modulus, and Poisson’s ratio, of a 
material. The following equations are used to calculate the material properties by determining the 
wave speed , or velocity, of wave propagation. 

 laboratory measurements
o density of the cement (ρ in kg/m3)
o length of cement sample (L in m)
o arrival time of the primary waves (p in seconds)
o arrival time of the secondary waves (s in seconds)

 primary and secondary velocities

  
𝑝𝑟𝑖𝑚𝑎𝑟𝑦 𝑣𝑒𝑙𝑜𝑐𝑖𝑡𝑦 ( 𝑚

𝑠𝑒𝑐) =  𝑉𝑝 =
𝐿 (𝑚)
𝑠(𝑠𝑒𝑐)

Equation 2-5

  
𝑠𝑒𝑐𝑜𝑛𝑑𝑎𝑟𝑦 𝑣𝑒𝑙𝑜𝑐𝑖𝑡𝑦 ( 𝑚

𝑠𝑒𝑐) =  𝑉𝑠 =
𝐿 (𝑚)
𝑠(𝑠𝑒𝑐)

Equation 2-6

 shear modulus

shear modulus = μ (Pa) = 
 ( 𝑘𝑔

𝑚𝑠𝑒𝑐2) 
(𝜌)(𝑉𝑠)2 Equation 2-7
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 bulk modulus

 = K (Pa) = 
𝑏𝑢𝑙𝑘 𝑚𝑜𝑑𝑢𝑙𝑢𝑠 ( 𝑘𝑔

𝑚𝑠𝑒𝑐2) (𝑉𝑝)2(𝜌) ‒ 𝜇
4
3

Equation 2-8

 Young’s modulus

Young’s modulus  = E (Pa) = 
( 𝑘𝑔

𝑚𝑠𝑒𝑐2) 9𝐾𝜇
3𝐾 + 𝜇

Equation 2-9

 Poisson's ratio

Poisson's ratio  = ν = (𝑃𝑎
𝑃𝑎) 3𝐾 ‒ 2𝜇

2(3𝐾 + 𝜇) Equation 2-10

Ultrasonic monitoring is a common practice in non-destructive detection of corrosion in steel 
pipelines and monitoring fracture propagation in bridges and roads, for example. The ultrasonic 
testing process works by either a pulse-receiver or pulse-echo method, whereby ultrasonic waves 
traveling through a material are attenuated and/or reflected back by changes in material properties 
such as attend degradation or by the presence of flaws or are transmitted through the material and 
received by a separate transducer (Zhen et al. 2017).
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2.4 METHODS

2.4.1 Sample Fabrication
Type G cement samples were prepared from cement powder provided by Professor Mahmoud Taha 
from the University of New Mexico. There were several steps taken to ensure that the cement cores 
used in these experiments were made with precision and integrity. The first step to this process was 
safety. Powdered cement was handled exclusively with in a Labconco Precise® HEPA-Filtered 
Glove Box to ensure operator safety. In order to make a homogenous batch of cement, the 
American Petroleum Institute Recommended Practice 10B was used as a guideline for making of 
Type G Wellbore Cement. This guideline defines Type G cement slurries as “100 parts dry cement 
by weight to 44 parts mixing water by weight” or 2.27 parts cement to every one-part water. Using 
the ratio defined by the API guidelines, the cement and water was added to the mixing device inside 
the glove box. After being taken out of the glove box, the slurry was mixed at a rate of four 
rotations per second for one minute using a KitchenAidTM mixer. The consistency of the slurry was 
checked and then mixed for another minute at eight rotations per second. A 3D printed mold held 
four PTFE tubes (three and a half inches long with an inner diameter of one inch) at a 90° angle. 
The slurry was then poured into the PTFE tubes and placed onto a vibration table and vibrated at 
60 Hz for 15 minutes to get rid of any void spaces in the cement slurry. After vibration the cement 
molds were allowed to dry for 24 hours before being cut out of their PTFE molds. The cement 
cores were then placed into a room temperature water bath to cure for 28 days under 100% 
humidity conditions to reach 97% ultimate compression strength. After the cores cured, they were 
dried for 24 hours and cut down into 2-in.-long cores. 

A core of 1” diameter Westerly Granite supplied by the Geomechanics Department at Sandia was 
sectioned into several 2” length cores. Both the two-inch cores of cement and westerly granite were 
sectioned in half horizontally to make half cylinders of both materials using a diamond saw. Once 
the cement and granite halves where cut, the two equal halves were matched and held together in 
place by Teflon tape. A small mismatch in the diameters of the two cores was ameliorated by 
applying a small dab of epoxy to the sides of the cement/granite sample. This was to prevent fluid 
flow from localizing along the mismatched surface. Once this was done, the sample was ready to be 
inserted into a cylindrical viton which served to separate the confining fluid (used to impose a 
confining pressure on the sample) from the solutions within the sample pore space. 

2.4.2 Triaxial Core Holder Set Up
A CoreLabs Model HCHT 10,000 psi triaxial coreholder is used to place the vessel under stress, 
pressure, and temperature conditions and allows transmission of ultrasonic waves across a 
1”diameter by 2” in length sample as well as pore pressure control and pore fluid metering (Figure 
2-2). The rock/cement core sample is held within a viton rubber sleeve by confining and/or radial 
pressure, with the radial pressure simulating overburden pressures and the axial pressure simulating 
maximum principle compressive stress. All wetted parts exposed to rock core are composed of 
either Hastelloy C276 or titanium for corrosion resistance when exposed to chloride solutions. For 
this series of experiments, two Teledyne-ISCOTM 100DX high pressure pumps are used for pressure 
control of the axial and confining fluid lines. An ELDEXTM Optos pump (not shown in the 
schematic) is used to meter fluid into the sample at low flow rates via the upstream fluid port, 
whereas the downstream fluid port is connected to a nalgene reservoir for fluid collection. Two 
OmegaTM pressure transducers are connected to the upstream fluid pressure ports and the confining 
pressure plumbing, used to monitor pressure via a data acquisition system.  All components are 
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rated to a maximum allowable working temperature of 150oC or higher. A port on the coreholder 
vessel is fitted with an Inconel sheathed thermocouple which is wired to the DAS. A separate 
thermocouple is attached to the surface, used along with an Omega heater controller to power two 
Omega silicon sheet heaters wrapped around the coreholder. 

The aqueous HCl solution is pumped into the cement/granite microannulus at a rate of .4 mL per 
minute using the Optos pump and PEEK tubing (with Hastelloy fittings for attaching to the 
Coreholder upstream pore fluid port).  Pore solutions are metered at a constant rate, and 
conductivity is determined from knowledge of the flow rate, upstream and downstream pressures, 
and fluid viscosity. On the way to the waste collection bin, the effluent solution passes through an 
inline pH probe measuring the pH of the solution as it reacts with the surface of the cement. Each 
of these individual components is electronically wired to a data collector where the outputs of each 
component are stored internally as a voltage. At the end of the experiment, all of the voltage data 
was collected and converted into meaningful measurements by using their respective calibration 
data. In this experiment, we use an axial pressure of 16.8 MPa, a confining pressure of 13.3 MPa, 
and a temperature of 65.6 degrees Celsius to replicate real world wellbore conditions. 

In addition to the before and after comparison of the flow through experiment, a falling head 
permeability test is done by displacing an isopropyl alcohol solution through the cement. This 
composition was used so as not to react within the phases lining the microannulus. The following 
equation is used to calculate hydraulic conductivity from the falling head data (Fetter 2014):

𝐾 =  (𝑑2

𝐷2)(𝐿
𝑡)(𝑙𝑛(ℎ𝑜

ℎ )) Equation 2-11

where K is the hydraulic conductivity and L is the length of the cement sample. ho is the initial head 
in the falling tube, h is the final head in the falling tube, t is the time it takes to go from ho to h, d is 
the inside diameter of the falling head tube, and D is the diameter of the cement/granite sample. 
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Figure 2-2. Schematic representation of the flow system piping and core holder used in the 
experimental design. 

2.4.3 Physical Measurements

2.4.3.1 Acoustics
One goal of this section is to correlate the chemical-material degradation of cement micro-annulus 
to a measurable change in the response of a secondary surface waveform. We investigate this by 
using the pulsing and receiving acoustics transducers within the Corelabs core holder. The acoustic 
crystals sit on either end of the axial piston, which is composed of titanium. After confirming with 
CoreLabsTM we established the crystal layout in Figure 2-3. Additionally, the acoustic crystals sit 1.63 
inches from cement-granite interfaces, transmitting and receiving energy through the upstream 
titanium end piece, through the cement-granite sample both as body and surface waves, and then 
through the titanium downstream end-piece to the receiving transducer. 



30

Figure 2-3. Location of the P, S1, and S2 Crystals and the location of the cement and granite

With the layout of the crystals, orientation of the cement-granite core, and distance between the 
interfaces known, we used a stand-along Olympus acoustic pulser-receiver to calibrating the acoustic 
signals against a known aluminum cylinder standard. Additionally, the acoustics of the westerly 
granite and the cement were taken independently to measure their primary and secondary velocities. 
After verifying the primary and secondary velocities of the system, the cement-granite sample was 
loaded into the Tri Axial Core Holder, raised to the desired experimental conditions, removed from 
the vessel for imaging (described below) and then reloaded into the vessel for the flow-through 
experiment. During the course of the experiment the compressional, shear, and polarized shear 
waveforms were be captured and recorded using a pulsing frequency of 1500KHz frequency. 

2.4.4 Solution Chemistry
An HCl solution was prepared to pH 3 using reagent grade HCl supplied by Alpha-Aesar and 
Millipore deionized water. Once the solution is reacted with the sample, it is directed to an in line 
pH probe which was connected to the system DAS. Periodically samples were taken for Ca and Si 
analysis with inductively couple plasma-optical emission spectrophotometry. 

2.4.5 Imaging and Modeling

2.4.5.1 X-ray CT Imaging and Analysis
X-ray micro-computed tomography (X-ray μCT) imaging was performed on the cement-granite 
samples using a Zeiss Xradia 520 Versa 3D X-ray microscope. This microscope combines geometric 
and optical magnification to produce tomographic reconstructions of sample core. This method 
provided tomographic reconstructions in the form of stacks of registered tiff images with a voxel 
size of 65e3 μm3 (40.3 μm × 40.3 μm × 40.3 μm). Image analysis of the reconstructed image sets 
utilized FIJITM software (Schindelin et al. 2012) to perform a cylindrical crop which provided clean 
right-circular cylindrical boundaries, and to equalize grey levels via a histogram-matching algorithm. 
The modified image stacks were then examined via the Thermo PERGEOSTM v1.7 software. A 
median filter algorithm applied to the image stacks improved delineation of phase boundaries. A 
segmentation algorithm was then applied to determine, label, and extract STL surfaces for export to 
a computational fluid dynamics software.
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2.4.5.2 Computational Fluid Dynamics (CFD) Modeling
Computational fluid dynamics involves solving equations or motion, or Navier-Stokes equations, 
using finite element methods (FEM). While we do not present results at this time, on-going work 
involves utilizing the imaged before- and after micro-annuli and using the falling head hydraulic 
conductivity measurements to validate the modeling. These results were presented at the American 
Geophysical Union Conference in December, 2018, utilizing the FEM code COMSOL 
MultiphysicsTM. A parallel effort involves using COMSOL to model elastic compression of the 
microannuli, and comparing CFD results to hydraulic conductivity measurements utilizing pressure 
and flow rate measurements during the flow-through experiments. The experimental results will be 
used to validate the compression numerical experiments. COMSOL also allows the modeling of 
elastic wave propagation, and we are considering using this capability to compare to ultrasonic 
measurements presented later in this section. Linking the guided wave speed attenuation to the 
chemical alteration/measured changes in elastic moduli via coupled modeling would be an ideal 
approach to advancing use of guided waves to assess presence and degradation of microannuli for 
wellbore integrity. 

Finally, we are applying a new coupled modeling approach advanced by the consulting company 
AMPHOS21 (2018; Nardi et al., 2014) that combines the Multiphysics capability of COMSOL with 
the chemical modeling capability of PHREEQC (a USGS code developed by D. Parkhurst and 
others; Parkhurst and Appelo, 1999), applying a THMC modeling approach to micro-annuli 
degradation. A new chemical database for cement/concrete was released earlier this year that has 
been adopted into the PHREEQC code formatting (Lothenbach et al., 2019). We have applied this 
coupled modeling approach to the calcium leaching observed within the micro-annuli in our 
experiments, and a two-dimensional approach has shown promising results.  

2.5 Results

2.5.1 Imaging Results from Tests 1 and 2
CT imaging results of micro-annuli degradation for the Test 1 and Test 2 experiments are shown in 
Figures 2-4 through 2-6. Figure 2-4 shows the “before” (Fig. 2-4A and C) and “after” (Fig. 2-4B and 
D) tomographic reconstructions for the Test 1 and Test 2. The labels ‘C’ and ‘G’ refer to cement 
and granite constituents; in particular the cement phases are recognizable by the large black dots, 
which are air bubbles in the cement, while the granite is delineated by the white dots which are iron 
oxide phases. The dark shaded portions are the micro-annuli, and it is observed that the “after” 
results show quasi-linear traces of heightened void space (shown by the dark shading) that emanate 
from the inlet (in Figure 2-4B, this is at the bottom of the sample, while in 2-4D, it is at the top). 
The plane of the imaging intersects the approximate plane of the micro-annuli, and thus the 
intersection shows as a broad shaded patch in the images.  The leaching of cement by the HCl has 
led to the development of so-called “wormholes”, an example of flow-self focusing. It is evident 
that initial scratches on the surfaces of the cement from saw preparation have been used to initiate 
the wormhole localization. In Test 2, the worm hole initiation occurs near the inlet but advances to 
the edge of the sample, taking advantage of the initial mismatch between the granite and cement 
half-cylinders. 
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Figure 2-4. CT imaging of micro-annuli degradation in Test 1 and Test 2. The HCl leaching of 
cement phases has led to the development of localized pathways, or so-called ‘wormholes’. 
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Figure 2-5. CT imaging of micro-annuli degradation in Test 1 and Test 2. 

Figure 2-5 shows the differences between the “before” (left side of figures) and “after” (right side of 
figures) cement-granite samples from an alternative perspective from Figure 2-4. For these images, 
the sample inlet is away from the viewer and the outlet is near the viewer. The position of the 
interface is approximated by the position of the green line, and as is particularly evident for Test 2, 
the degradation is evident not only in the form of dissolved cave-like pathways, but also as grey solid 
regions likely signifying the leaching of portlandite leaving behind residual CSH phases.  

Figure 2-6 shows segmented CT images of the connected pore space within the micro-annuli, as 
‘before’ and ‘after” images for Test 1 and Test 2. A widening of the entire micro-annulus, as well as 
the localized wormholes, are evident by comparison of the ‘before’ and ‘after’ images. Although it is 
observed here only in patches, such as the lower right near-corner of the Test 1 ‘after’ image, we 
observe regions where the micro-annulus has closed, shown by the absence of blue void space in the 
segmented volume. We believe that these regions are locations of heightened creep closure of the 
micro-annuli, accelerated by the degradation. While not discussed further here, the image sets also 
show micro-fracturing localization in regions associated with the degradation, suggesting a large 
degree of mechanical-chemical coupling during the micro-annuli evolution. 
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Figure 2-6. Segmented regions of void volume associated with the micro-annuli evolution in Test 1 
and Test 2. Comparison of the ‘before’ and ‘after” image sets show enlargement of void space 
associated with localized leaching, but also closure (absence of voidage) of the microannuli, 
particularly near the inlet. 

2.5.2 Evolution of Effluent Chemistry in Tests 1 and 2
The pH and calcium and silicon concentration were monitored the duration of Test 2. The results 
from the chemical analysis are in line with the cement-acid chemical reaction results from other 
studies. The pH quickly spiked upwards from 3.1 to 7 as the acid started to react with the cement. 
The pH reached a peak of 8 about 90 hours into the experiment and then dropped to a resting pH 
of about 3.5 over the next 110 hours of the experiment. This data is extremely significant because it 
gives insight to when the reaction transitioned from a fast surface-controlled reaction to a slower 
diffusion based reaction. Over the first 120 hours of the experiment, the acidic solution reacted 
heavily with the cement, creating a preferential pathway through the cement-granite interface. The 
drop in calcium being leached out signals that a layer of less reactive amorphous silica gel has been 
formed in the preferential channel. While the amorphous silica gel is still reactive it is much less so 
than the cement which is suggested by the monitoring of the effluent solution chemistry.
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Figure 2-7. The effluent out calcium and silicon concentration compared against with the change 
in pH.  

Not only does the chemical data give us insight to how quickly the reaction reaches steady state. It 
also gives us confidence that a quantifiable change happened in the cement over time as seen in 
calcium being continuously leached out from the cement throughout the experiment. This will help 
correlate a change in the acoustic waveforms to a chemical change taking place in system, examined 
in the next section. 

2.5.3 Changes in Acoustic Response in Test 2
The Test 2 experiment was used to monitor the evolution of acoustic waves associated with the 
degradation of the micro-annuli. Figures 2-8 – 2-10 shows the measurements over 8 days. 

Figure 2-8. P-wave data during 8 days of Test 2 showing small measured changes associated with 
micro-annuli degradation. 
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Figure 2-9. S1-wave data during 8 days of Test 2 showing small measured changes associated 
with micro-annuli degradation. 

Figure 2-10. S2- wave data during 8 days of Test 2 showing small measured changes associated 
with micro-annuli degradation.
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Interpretation of the full waveforms were conducted by Professor Laura Pyrak-Nolte and Dr. 
Chaoyi Wang of Purdue University and they contributed to the text in this paragraph. In Figure 2-8, 
the first arriving P wave appears to be associated with the cement (yellow region in the figure), and 
the second arrival (rose region) also is consistent with measured responses from solid cement 
samples. The plots on the right are from measurements taken outside the core holder system by 
Pyrak-Nolte. In Figure 2-9, the yellow region is consistent with the Rayleigh phases (the interface or 
guided waves through the cement-granite micro-annuli in the compressed system) for granite 
measured outside the core-holder system shown on the right. The first arriving S1 is dominated by 
the granite system until the fifth waveform (shown by red arrow), showing an inflection which might 
indicate a coupling between the two surfaces of cement and granite in the compressed state. The 
rose region in the figure to the right, taken for the uncompressed micro-annuli measured outside the 
core-holder system, indicates a waveform only present in the uncompressed system and was not 
observed for the Test 2 sample under compression. For the polarized S2 waveforms plotted in 
Figure 2-10, the yellow demarcated region can be either granite, cement, or a combination of both. 
The rose region is consistent with wave components from the cement phases. A closer examination 
of the rose region shows that the signal here widens with time for the Test 2 results, and thus is 
perhaps an indicator of the associated degradation.   

Figure 2-11. S2- wave data during 8 days of Test 2 showing small measured changes associated 
with micro-annuli degradation.

Figure 2-11 plots interface wave speeds calculated by Dr. Wang. These are based on the P- and S- 
arrival times measured outside the core-holder system for cement and granite separately, assuming a 
density of 2500 kg/m3 for both cement and granite. During the course of Test 2, the interface wave 
velocity is observed to greatly decrease in the first three days of the test, but then shows a slight 
recovery. These results suggest that an ultrasonic interface wave can be measured for the micro-
annuli in this system, and shows attenuation associated with the cement leaching that occurred most 
strongly during the first three days of Test 2, consistent with the chemical results. The remaining 
portion of Test 2, which showed a lessened degradation evident from the chemistry, probably shows 
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a creep consolidation of portions of the micro-annuli interfacial region (consistent with the imaging 
results) that results in the slight speed-up of interfacial waves. 

2.6 Conclusions
Two cement leaching tests were conducted in a pressurized core-holder at 70oC and roughly 2000 
psi confining pressure. HCl solutions with initial pH of 3 were flowed though a cement-granite 
micro-annulus over the course of 8 days (Test 2) and 10 days (Test 1). CT imaging of the ‘before” 
and ‘after” cores show that the micro-annulus experiences widening, and in particular a flow-self-
focusing (much like in the development of caves in limestone), leading to the development of a 
localized channel flow. This serves to lessen the degradation rate over the whole surface area of the 
micro-annuli, but greatly increases the hydraulic conductivity of the micro-annuli region. Cement 
leaching results in this void creation, but also leaves behind a residual CSH and/or silica gel region, 
that also armors the unaltered cement from contact with the bulk HCl reactive solution and slows 
the overall rate of degradation. Ultrasonic measurements taken during the cement degradation in 
Test 2 show a slight attenuation in body waves during the course of the test, but also show 
propagation of an interfacial wave that we believe could be useful in monitoring wellbore micro-
annuli evolution.  The interface wave velocity shows an attenuation associated with the leaching, 
abut also shows a slight recovery that is believed to be associated with creep closure of the micro-
annuli during the later stages of the Test 2 following the bulk of the degradation. Together with 
observed zones of micro-fracturing that occur syn- or post-leaching, these results show that the 
evolution of a cement-rock micro-annulus is a coupled chemical and mechanical phenomena. Near-
future measurements are begin taken, including SEM-EDS and micro-indentation of altered and 
unaltered zones, that will augment the data set presented here.  

Current work associated with this experimental and imaging project are parallel modeling studies 
examining the chemical, mechanical, and acoustic evolution of the micro-annulus, and the data set 
presented here will be used in a validation exercise for the models.
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3. GAS FLOW THROUGH CEMENT-CASING MICROANNULI UNDER 
VARYING STRESS CONDITIONS

3.1. Overview
The cement-casing interface, or microannulus, has been identified as a common pathway within 
wellbores for leakage of fluids yet little is known about its size or character. We conducted 
laboratory measurements of gas flow through microannuli under varying confining, casing and pore 
pressures to provide insight into how microannuli respond to a range of stress conditions. Wellbore 
specimens consisting of a cement sheath cast on steel casing were produced with microannuli 
between the steel casing and the cement. Gas flow through these specimens was measured under 
varying confining, casing and pore pressures. After accounting for nonlinear flow, we interpreted the 
measured gas flow as providing the effective wellbore permeability from which the hydraulic 
aperture of the microannulus was calculated using the cubic law. Results are presented as hydraulic 
aperture as a function of confining, casing and pore pressure for wellbore specimens with different 
microannuli. We found that microannuli are fracture-like in how they deform in response to stress 
changes. Even when loaded to large external pressures, microannuli remain open and capable of 
conveying significant flow. The microannuli response was less sensitive to casing pressure changes 
compared to confining pressure. We also demonstrated that the hydraulic aperture of the 
microannulus is sensitive to temperature changes within the casing. We made measurements of the 
actual (mechanical) aperture around the entire circumference after injecting epoxy into a 
microannulus and sectioning the specimen. These results indicate that the microannulus is not a 
uniform annular gap but is highly variable around the circumference. In addition to testing 
specimens with discrete microannuli, we also found that specimens with corroded casing were many 
orders of magnitude more permeable than intact specimens presumably due to flow through the 
corrosion product.

3.2. Introduction
The integrity of wellbore systems—consisting of the wellhead, casing, cement sheath and adjacent 
rock formation—is of critical importance to many subsurface operations including CO2 
sequestration (Zhang and Bachu 2011), oil and gas exploration and production (Davies et al. 2014), 
geothermal energy development (Shadravan et al. 2015), and fluid storage (Miyazaki 2009). As a 
wellbore is being advanced, drilling operations are periodically stopped and steel casing is placed in 
the wellbore and cemented in place. Cement slurry is pumped down the casing and up into the 
annular space behind the casing, displacing the drilling fluid and creating a cement sheath intended 
to fully fill the annular space. The principal function of the cement is to seal the annular space 
between the host rock and casing, thereby impeding fluid communication between the different 
strata penetrated by the wellbore. In addition, wellbore cement protects the casing from corrosion 
and provides structural support for the casing. Although intact wellbore cement has low 
permeability1 (typically <10−17 m2; Nogues et al. 2011), the effective permeability of the wellbore 
system can be dramatically increased by the presence of various flaws, including poor cement-
formation and cement-casing bonds, fractures within the cement, and channels from poorly 
emplaced cement (Bonett and Pafitis 1996; Gasda et al. 2004; Viswanathan et al. 2008; Dusseault et 
al. 2014; Watson and Bachu 2008). Effective wellbore permeabilities interpreted from gas leakage 
and pressure build-up records (Kang et al. 2015; Checkai et al. 2013) or from specialized wellbore 

1 Permeabilities are given here with units of m2; to convert to units of Darcy multiply by 1.013×1012. 
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permeability measurements (Crow et al. 2010; Gasda et al. 2013) range from <10−18 m2 to 10−12 m2 
(Kang et al. 2015; Checkai et al. 2013; Crow et al. 2009; Gasda et al. 2013), indicating that flaws can 
dominate the permeability of a wellbore system. Estimates of the frequency and impact of leaky 
wellbores can vary widely depending on the type and age of the wells considered as well as the data 
used and assumptions underlying these estimates (Davies et al. 2014; King and King 2013; Ingraffea 
et al. 2014; Vidic et al. 2013; Jackson 2014). Regardless of the exact number of wells that are 
affected, the common occurrence of gas present in the cemented annulus at the surface of many oil 
and gas wells highlights that gas flow through cemented wellbores is a widespread issue that requires 
more understanding (Dusseault et al. 2000; Rusch et al. 2004). 

The environmental and economic consequences of leaky wellbores are large. Wellbore integrity is 
considered to be the greatest environmental risk factor for hydrofracturing and other 
nonconventional energy extraction (Jackson 2014). In gas wells, wellbore leakage can lead to 
methane migration into groundwater supplies and/or to the surface (Ingraffea et al. 2014; Vidic et al. 
2013) where it is an explosive hazard and a powerful greenhouse gas in the atmosphere. Wellbore 
integrity issues can be severe enough to require expensive well remediation (Rusch et al. 2004) or 
even force abandonment of the well (Rocha-Valadez et al. 2014). Gas pressure behind casing can 
become great enough to fail the casing, and result in catastrophic well failure (Bourgoyne et al. 
1999). Loss of wellbore integrity in geothermal wells can result in lost production and catastrophic 
well failure with associated risks from high pressure water or steam (Southon 2005). 

The cement-casing interface, herein referred to as the microannulus, has been identified as a 
common wellbore leakage pathway (Zhang and Bachu 2011; Gasda et al. 2004; Dusseault et al. 2014; 
Duguid et al. 2013). Sonic logging within wellbores often detects the presence of microannuli at the 
casing-cement interface (Brufatto et al. 2003; Bellabarba et al. 2008; DeBruiin et al. 2009). 
Microannuli can be formed from thermal stresses from cement hydration or wellbore operations, or 
from mechanical stresses which arise from fluid pressure changes within the casing due wellbore 
operations (Bonett and Pafitis 1996). An additional mechanism may be fluid (pore) pressures 
sufficient to de-bond the cement from the casing (Lecampion et al. 2013; Feng et al. 2017). 
Conditions that produce microannuli have been evaluated in laboratory investigations that used test 
systems consisting of a central casing surrounded by cement (Boukhelifa et al. 2004; Jackson and 
Murphey 1993; Goodwin and Crook 1992). Conditions related to various wellbore operations were 
simulated by changing casing pressures or temperatures, and microannuli formation was detected by 
measuring flow along the wellbore axis. A principal conclusion from these studies was that large 
stresses in the casing can plastically deform the cement; when these stresses are reduced, a 
microannulus may be created. Bois et al. (2011) analyzed various conditions for microannulus 
formation, and suggested that the stiffness of the cement and formation may be important 
considerations in the location and magnitude of microannulus formation. They concluded that 
cement hydration along with wellbore pressure and temperature cycling are the most important 
mechanisms for microannulus formation. 

Because microannuli are considered discrete, fracture-like flaws, they can be described in terms of 
their aperture, similar to how rock fractures are characterized (National Academies of Sciences 2015; 
Berkowitz 2002). The mechanical aperture (d) is the distance across the opening of the 
microannulus. The hydraulic aperture (h) is the spacing between smooth-walled parallel plates that 
produces the equivalent steady-state flow as the microannulus. The hydraulic aperture of a 
microannulus that corresponds to the effective permeability (k) of a wellbore system can be 
approximated by the so-called cubic law (Witherspoon et al. 1980) if it is assumed that all of the flow 
occurs through the microannulus (Dusseault et al. 2015; Seidel and Greene 1985): 
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w
kAh 123  Equation 3-1

where A is the wellbore annular area and w  is the length of the hydraulic aperture which, if flow is 
assumed to occur through the cement-casing microannulus, can be approximated by the 
circumference of the outside of the casing. As shown in Section 3.7, although the cubic law was 
derived for flow between planar parallel plates, it provides a very close approximation for flow 
through an annulus for geometries typical for a wellbore microannulus. The relationship between 
the effective wellbore permeability and the corresponding microannulus hydraulic aperture for a 
typical wellbore configuration given in Figure 3-1 reveals that the effective wellbore permeability can 
be greatly increased by the presence of a microannulus with a relatively small hydraulic aperture, 
consistent with the observations of others. Seidel and Greene (1985) state that a microannulus of 
25 μm is sufficiently problematic for gas flow along a well, whereas Dusseault et al. (2014) indicated 
that microannuli as small as 10 to 15 μm will provide a pathway for gas movement. Bachu and 
Bennion (2009) cast steel rods in cement cores, and created annular gaps between the cement and 
steel to simulate microannuli. They reported that annular gaps that were 10 to 30 μm wide increased 
the permeability of the cement-steel system to approximately 10−15 m2, many orders of magnitude 
above that for an intact or perfectly bonded system. While hydraulic aperture is a convenient term to 
describe a microannulus and reflects its impact on the leakage potential of a wellbore, it does not 
describe the mechanical aperture around the casing circumference or how the mechanical aperture 
may behave under different operational and in situ stress conditions. 
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NOTE: Relationship is calculated using the cubic law (Equation 3-1) and assumes all of the wellbore permeability can be attributed 
to the microannulus. The wellbore diameter is assumed to be 0.23 m, and the outer casing diameter is assumed to be 0.18 m.

Figure 3-1. Hydraulic aperture of microannulus as a function of effective wellbore permeability 

Stresses acting on the wellbore system, either from the formation or from within the casing, may 
significantly affect wellbore integrity as these stresses can tend to open or close wellbore flaws 
including microannuli (Dusseault et al. 2014; Manceau et al. 2015; Carroll et al. 2017). The casing will 
expand or contract based on changes in the fluid density, pressure and temperature within the 
casing, and this expansion or contraction may affect the microannulus. Sonic logs conducted first 
with no casing pressure and then repeated with casing pressure indicate that casing pressure tends to 
close microannuli (Brufatto et al. 2003). In laboratory tests, Jackson and Murphey (1993) found that 
re-pressurizing the casing after a microannulus had been formed could eliminate flow, presumably 
due to the microannulus closing. Temperature changes in the casing fluids may also induce casing 
expansion and contraction, imposing stresses on the cement-casing interface (Lavrov et al. 2015). 
Microannuli may also deform in response to changes in the external stresses that act on the wellbore 
system. These stresses are a function of many factors, including the overburden pressure, the 
tendency of the host rock to creep, deformations due to reservoir compaction or expansion, changes 
in formation pore pressure, and expansion/contraction of the cement (Hawkes et a. 2005; Orlic 
2009). In spite of the many ways that stress conditions may affect the microannulus, there have been 
no studies that have quantified the response of microannuli to stress. 

Understanding how microannuli respond to stress will improve our ability to estimate wellbore 
leakage and the resulting environmental consequence. Currently, estimates of flow through leaky 
wellbores are used to assess the environmental risk and performance of subsurface operations 
including CO2 sequestration (Celia et al. 2011), disposal of hazardous materials by deep underground 
injection (LeNeveu 2011), abandonment of oil and gas wellbores (Lavasani et al. 2015), and storage 
of fluids in caverns (van Thienen-Visser et al. 2014). However, these calculations do not include the 
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significant influence that the stress conditions may have on the effective wellbore permeability. 
Thus, estimates of flow through wellbore systems with a microannulus will be improved if the effect 
of stress acting on the microannulus was known and accounted for. Additionally, the impact of well 
operations on wellbore integrity could be better understood and perhaps managed if the 
microannulus response to stress was accounted for (Bois et al. 2011; Manceau et al. 2015; Carroll et 
al. 2017; Zhang et al. 2017). This knowledge would also inform efforts to repair leaky wellbores that 
often involve attempts to “squeeze” repair materials into the microannulus under pressure in order 
to restore the functionality of the wellbore (Saponja 1999). Pressurizing repair material in the casing 
to force it out through perforations into the cemented wellbore annulus may tend to close 
microannuli; once this pressure inside the casing is relieved at the end of the repair effort, the 
microannuli may re-open. An improved understanding of microannuli response to stress will lead to 
better repair efforts, which in turn results in less potential contamination from leaky wells and 
increased efficiency of wellbores used for energy production. 

Models of wellbore system behavior have been developed which include the effects of formation 
stresses, cement shrinkage and expansion, hardening, and microannulus formation through 
interfacial debonding (Zhang et al. 2017; Gray et al. 2009; Schreppers 2015). These models can be 
used to investigate the conditions that produce microannuli during wellbore construction and 
subsequent operations. However, these models represent the microannulus as a uniform, smooth-
walled, annular gap in contrast to a typical fracture in a brittle material that has a variable aperture 
that produces a rough surface and partial contact that controls its response to stress changes 
(Zimmerman and Bodvarsson 1996). There have been no direct measurements of aperture size 
(mechanical aperture) around the cement-casing interface to characterize the roughness of a 
microannulus. Measurements using X-ray computed tomography of wellbore systems of cement, 
rock and casing (Vrålstad et al. 2015; Roy et al. 2017; Kjøller et al. 2016) suggest that defects that 
develop at the cement-casing microannulus are nonuniform; however, these measurements have a 
resolution of >100 μm which is an order of magnitude greater than the size of apertures that can 
have a large impact on the effective wellbore permeability (refer to Figure 3-1). 

We report on laboratory measurements of gas flow through wellbore specimens that contain 
microannuli under various combinations of confining, casing and pore pressures to provide insight 
how microannuli respond to a range of stress conditions. We interpreted the gas flow data as 
providing the hydraulic aperture of the microannulus. We also measured the microannulus size 
(mechanical aperture) around the circumference of a casing on one specimen. These measurements 
are directed at determining whether the microannulus response and character is similar to that of 
fractures in rock and other brittle materials, or whether the microannulus behaves as a uniform 
annular gap. Understanding the microannulus response to changing stress conditions is important 
for energy production and storage applications as wellbore leakage through the microannulus can 
reduce the efficacy of engineered systems as well as result in environmental impacts such as 
contamination of potable groundwater. 

3.3. Materials and Methods

3.3.1. Specimen Preparation

3.3.1.1. Cement Preparation
Wellbore system specimens were created by casting a sheath of conventional oil well cement (OWC) 
onto a steel casing. The casing was a thin-walled (2.35-mm thick) mild carbon steel (A36) cylinder 
with an inner diameter of 53 mm. The diameter to thickness ratio of the casing, which controls 
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stresses and strains in the casing, is consistent with the range used in many oil and gas wells (Gatlin 
1960). The casing was fixed in the center of a mold with a cap and plug, and cement was poured into 
the mold. The cement was American Petroleum Institute (API) Class G with a water/cement ratio 
of 0.33 and was mixed following American Society for Testing and Materials (ASTM) C305-14 
(ASTM 2014). Specimens were cured in a 55°C hot water bath for 7 days, and stored in a 100% 
humidity curing room until tested. The specimens had nominal cured dimensions of 203-mm length, 
outer diameter of 96 mm, and inner diameter of 53 mm. The 19-mm thickness of the cement sheath 
is within the range of cemented annuli in many oil and gas wells (Gatlin 1960). A cured specimen is 
shown in Figure 3-2. 

 
Figure 3-2. Wellbore specimen consisting of cement sheath cast on steel casing

3.3.1.2. Microannuli
Two methods were used to create microannuli within specimens. One method involves first 
wrapping the casing with release film (25-μm thick) prior to casting the specimen. After 24 hours of 
curing, the casing was removed from the cement sheath and the release film was discarded. The 
specimen was then reassembled and allowed to continue to cure. At the end of curing, the steel 
casing could be moved by hand within the cement sheath. This method produced a relatively large 
microannulus. The other method to produce microannuli within specimens was to thermally de-
bond the casing from the cement. After curing, the casing was cooled with dry ice for 5 minutes so 
that it contracted and de-bonded from the adjacent cement. This method produced a relatively tight 
interface between the casing and cement with a relatively small microannulus. 

Specimens were also produced with corroded casing (Figure 3-3). The casing was corroded by 
placing it in a concrete curing room with 100% humidity for 5 days prior to casting the specimen. 
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Figure 3-3. Casing with (left) and without (right) corrosion

3.3.2. Experimental System
The pressure vessel used to test the wellbore specimens, shown in Figure 3-4a and Figure 3-4, is 
capable of applying independent confining pressures up to 35 MPa, internal casing pressures up to 
20 MPa, and pore pressures within the specimen up to 15 MPa. A hydraulic pump connected to a 
port in the sidewall of the vessel was used to introduce and control the confining pressure. The end 
caps of the pressure vessel include ported bosses that were designed to fit inside the casing of the 
wellbore specimens to allow the interior space of the casing to be isolated. In some tests, gas was 
used to pressurize the casing. Access to the casing was also used to circulate heated or cooled water 
through the casing. The annular surface of the specimen top and bottom are accessible from ports 
on both end caps, and were connected to the permeameter to establish a gas pore pressure within 
the specimen and induce and measure gas flow through the specimen. 
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Figure 3-4. (a) Cross-section of empty pressure vessel with top end cap detached and bottom end 
cap attached, (b) cross-section of assembled pressure vessel containing wellbore specimen, and 

(c) schematic of permeameter and components

The permeameter system (Figure 3-4c) is the series of valves, tubing and measurement devices used 
to supply and measure gas pressure and flow through the wellbore specimens while in the pressure 
vessel. All tests reported here were conducted with nitrogen. To cover the wide range of possible 
wellbore specimen permeabilities, the system can utilize three different permeability measurement 
methods. Steady-state flow rates in the range of 5 to 150 standard cm3/s were made with flow 
meters with an accuracy of 1% of full-scale. The regulator was adjusted to provide a constant 
pressure to the upstream side of the permeameter. The flow meter could be connected to either the 
upstream or downstream side of the specimen to measure the flow that passes through the 
specimen. Most tests vented the downstream to atmosphere. For some tests, it was desirable to 
maintain a backpressure above atmospheric so that larger pore pressures could be developed within 
the specimen. The backpressure system consists of a valve that was adjusted to maintain the desired 
downstream pressure (typically within  7 kPa). Pressure differences across the specimen were 
usually less than 100 kPa. The pressure on the upstream side (on the side with the gas supply) and 
downstream side were measured with pressure gauges with an accuracy of 1% of full-scale. 

For flow rates between 0.02 to 5 standard cm3/s, a quasi-steady method was used. With the 
downstream at a constant pressure (either atmospheric or with a backpressure), the upstream 
pressure was increased and then isolated from the pressure supply. The flowrate from the upstream 
volume, Q ,  can be found from the rate of change of the pressure in the upstream volume (dP/dt )  
for an isothermal process from (Jannot and Lasseux 2012) 

𝑄 =
𝑉
𝑃

𝑑𝑃
𝑑𝑡 Equation 3-2
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where V and P are the volume and pressure of the upstream, respectively. The upstream volume of 
158 cm3 can be increased by including a 1-L reservoir to change the sensitivity of the pressure 
response to volumetric flow. Pressure differences across the specimen were usually less than 1 MPa. 
A soap-film flowmeter was used to calibrate the pressure fall-off method for flows less than 5 
standard cm3/s. The pressure fall-off method was found to be within 2% of the measurements taken 
with the soap-film flowmeter. For lower flow rates, transient measurements can be made using pulse 
decay methods. Because of the relatively large flow rates through the microannuli, no transient 
measurements were made on these specimens.

The system was tested with an empty pressure vessel to test for the effective upper bound of 
permeability that the system can measure. At 14-kPa inlet pressure and no backpressure, the flow 
rate was 125 standard cm3/s and the equivalent system permeability was calculated to be 
1.5×10−11 m2.

3.3.3. Interpretation of Flow Measurements
Large flow rates may include both viscous (Darcy) flow as well as nonlinear (inertial) flow and can 
be described by Forchheimer’s equation (Forchheimer 1901) 

‒ ∇𝑃 =
𝜇

𝑘𝐴
𝑄 +

𝛽𝜌

𝐴2
𝑄2 Equation 3-3

where ∇P is the gradient, Q is the volumetric flowrate, k is the permeability, A is the cross-sectional 
area involved in the flow, µ is fluid viscosity, β  is the inertial coefficient and ρ is the fluid density. 
For steady-state isothermal gas flow, Equation 3-3 can be rewritten as (Bellabarba et al. 2008) 

 

𝑀𝐴(𝑃2
𝑢 ‒ 𝑃2

𝑑)

2𝑧𝑅𝑇𝜇𝐿𝜌𝑄
=

1
𝑘

+ (
𝜌𝑄
𝜇𝐴

)𝛽 Equation 3-4

 

where M is the molecular weight of the gas, L is the is the specimen length, z is the gas 
compressibility factor, R is the universal gas constant, T  is temperature, and the subscripts u and d 
stand for upstream and downstream, respectively. This equation can be rewritten as y = (1/k) + xβ, 
where y is the left-side of Equation 3-4 and x is the term in parentheses on the right-hand side of 
Equation 3-4. Flow measurements made at different pressures will generate (x,y ) pairs, which can be 
plotted. The plotted data should produce a straight line with a slope that is a function of the inertial 
coefficient β and an intercept inversely proportional to permeability. In the case of linear, viscous 
flow, the slope will be zero and Equation 3-4 reduces to Darcy’s Law. The Forchheimer equation 
has been effectively used to interpret flow through discrete fractures in addition to more uniform 
porous media (Zhang and Nemcik 2013; Nowamooz et al. 2009; Javadi et al. 2014). 

Data from two series of measurements are given in Figure 3-5 to illustrate the data interpretation 
method. Each measurement series consisted of seven (x,y ) pairs which were generated by varying 
the pressure conditions to produce different flow rates. The permeability for each measurement 
series is the inverse of the intercept of the straight line fit to these data. This corrected permeability 
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is greater than the permeability interpreted from individual measurements assuming only viscous 
flow; the correction for nonlinear flow can increase the interpreted value of permeability by more 
than 100%. For typical pressure conditions used in our measurements, nonlinear flow was not 
detectable for flow rates less than approximately 0.1 standard cm3/s. 

NOTE: In both measurement series, upstream pressures were varied over the range of 98 to 139 kPa while the downstream 
pressure was held constant (atmospheric); the resulting flow rates ranged from 18 to 58 standard cm3/s for series A and 37 to 
111 standard cm3/s for series B.

Figure 3-5. Results from two measurement series with different confining pressures 
conducted on specimen R1 

The permeabilities determined from the above analyses were then used to determine the hydraulic 
aperture of the microannulus. The permeability of the specimens with microannuli were mostly in 
the range of 10−12 to 10−15 m2. In contrast, the intact specimen’s permeabilities were on the order of 
10−18 m2. It was therefore assumed that flow occurred exclusively through the microannulus, and the 
permeability was interpreted as the hydraulic aperture (h )  using the cubic law (Equation 3-1). From 
uncertainties in measured quantities, the error in the reported hydraulic aperture is  5% for each 
series of measurements. 

Gas slip effects were evaluated from data collected at different mean gas pressures and from data 
collected with different gases. In the tests reported here, the flow paths were sufficiently large that 
gas slip effects were not observed. 
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3.3.4. Post-test Observations of Microannulus
After testing in the pressure vessel, epoxy was injected into the microannulus of one specimen and 
subsequently used to physically measure the microannulus size or mechanical aperture. To aid in the 
visual observation, the epoxy was mixed with Rhodamine B (Sigma R6626), a bright pink dye which 
is also fluorescent, to provide contrast in both visible and ultraviolet light. The epoxy was injected 
into the specimen by placing the specimen in a tight-fitting, thick-walled, polyvinyl chloride (PVC) 
pipe which was capped at both ends. Epoxy was placed on top of the specimen after the casing was 
plugged. A port on the top cap allowed the epoxy to be pressurized with air (up to 100 kPa) for 15 
minutes to force epoxy into the microannulus. After the epoxy cured, the specimen was wet cut with 
a masonry saw to expose an interior surface. Microphotographs of the cement-steel interface were 
taken every 1° along the circumference of the casing and merged together using Photoshop™. The 
size of the microannulus around the casing circumference was interpreted using image processing 
software (ImageJ). The resolution of the imaging method was 3 μm. 

3.4. Results and Discussion
Gas flow measurements were made on twelve wellbore system specimens. Table 3-1 provides a 
summary of the specimen label, the type of microannulus, and the confining pressure and casing 
pressures used in the measurements. The range of hydraulic apertures interpreted from the flow 
measurements is given for each specimen. In addition, the principal parameter varied when testing 
each specimen is given. Results from testing these specimens are subsequently presented and 
discussed. 

Table 3-1. Summary of specimens, test conditions and range of permeabilities and hydraulic 
apertures interpreted from flow measurements.

Specimen 
Label

Method to 
Create 

Microannulus

Confining 
Pressure

(MPa)

Casing 
Pressure

(MPa)

Range of 
Permeabilities

(m2)

Range of 
Hydraulic 
Apertures

(µm)

Principal 
Parameter 

Varied

I1 N/A 0.7–34.5 0 < 1×10−18 <0.6 Confining 
pressure

I2 N/A 0.7–34.5 0 < 1×10−18 <0.6 Confining 
pressure

R1 Release film 0.7–34.5 0 6.9×10−13 – 
3.1×10−12

58–95 Confining 
pressure

R2 Release film 4.1–17.9 0 1.1×10−13 – 
5.2×10−13

32–53 Confining 
pressure

R3 Release film 5.5–13.8 0–13.8 3.0×10−13 – 
8.4×10−13

44–62 Casing 
pressure

R4 Release film 6.9 0 4.6×10−12 – 
5.8×10−12

109–118 Casing fluid 
temperature

R5 Release film 0.7–34.5 0 7.5×10−14 – 
4.9×10−13

28–52 Effective stress

R6 Release film 0.1 0 1.9×10−11 175 Post-test 
observations

T1 Thermally 4.1–29.0 0 5.9×10−16 – 5–12 Confining 
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Specimen 
Label

Method to 
Create 

Microannulus

Confining 
Pressure

(MPa)

Casing 
Pressure

(MPa)

Range of 
Permeabilities

(m2)

Range of 
Hydraulic 
Apertures

(µm)

Principal 
Parameter 

Varied

de-bond 6.7×10−15 pressure

T2 Thermally 
de-bond 4.1–12.4 0–21.0 6.5×10−16 – 

9.6×10−15
5–14 Casing 

pressure

C1 Corroded 
casing 2.1–9.7 0 3.2×10−15 – 

6.0×10−15
10–12 Confining 

pressure

C2 Corroded 
casing 0.7–20.7 0 1.6×10−16 – 

4.3×10−15
4–11 Confining 

pressure

3.4.1. Intact Specimens
Two intact wellbore system specimens were tested. These specimens were prepared in the same 
manner as other specimens in Table 3-1 but without a microannulus. The effective permeability of 
these specimens was < 1×10−18 m2, which is given as an upper bound as steady flow was not 
confirmed in these measurements. The effective permeability of the intact wellbore specimens is 
consistent with permeability of intact cement, and corresponds to a hydraulic aperture of <0.6 μm 
from Equation 3-1; this value is for comparative purposes only as there was no indication of a 
discrete flow path through the intact specimens for which the concept of a hydraulic aperture would 
apply. Testing of specimens with microannuli (described subsequently) resulted in orders of 
magnitude greater gas flows at comparable conditions and consequently much greater hydraulic 
apertures and effective permeabilities (Table 3-1). These results confirm the assumption that, for 
specimens with a microannulus, essentially all of the flow occurred through the microannulus and 
that it is reasonable to use the cubic law (Equation 3-1) to interpret the hydraulic aperture of these 
specimens. 

3.4.2. Microannuli Response to Confining Pressure
Effective wellbore permeability and hydraulic aperture as a function of confining pressure are given 
in Figure 3-6 for three different specimens with a microannulus. The results reveal that the presence 
of microannuli had a significant effect on the flow characteristics of the wellbore specimens. 
Although there is considerable variability between specimens, all specimens had an effective 
permeability more than three orders of magnitude greater than that of the intact specimens. 

Subsequent discussions in this paper will largely focus on hydraulic aperture rather than effective 
permeability because the term is widely used to describe fractures in rock and cement, it conveys a 
sense of the discrete nature of the microannulus, and it serves as a first order estimate of the actual 
or mechanical aperture (Zimmerman and Bodvarsson 1996). Further, hydraulic aperture is 
independent of the dimensions of the wellbore specimens and therefore can be readily applied to 
different configurations. We reiterate that the hydraulic apertures were calculated from the effective 
wellbore permeabilities using the cubic law (Equation 3-1) assuming all flow is through the 
microannulus. Effective wellbore permeabilities can be found from the reported hydraulic apertures 
by rearranging Equation 3-1 and solving for effective wellbore permeability. 

Specimen R1 was subjected to confining pressure cycles with progressively greater confining 
pressures to a maximum of 35 MPa. The hydraulic aperture decreased with an increased confining 
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pressure; at confining pressures above approximately 20 MPa, the rate of change of the hydraulic 
aperture with confining pressure (i.e., the slope in Figure 3-6a) decreased by approximately an order 
of magnitude. Unloading largely followed the loading path, with hysteresis of variable strength 
observed. Between the first and last loading-unloading cycle, the hydraulic aperture decreased by 
10 μm. During the initial loading of specimen R2, the hydraulic aperture decreases in a nonlinear 
manner. The first loading-unloading cycle induced a nonrecoverable change in the hydraulic aperture 
of 15 μm. The second loading-unloading cycle indicates no appreciable hysteresis. Although both 
specimens R1 and R2 had a microannulus created using the release film method, their effective 
permeability and hydraulic aperture are significantly different. These results indicate that there may 
be considerable variability between specimens with the same type of microannulus. For specimen 
T1, the hydraulic aperture changed less with confining pressure compared to the results from the 
other specimens. Upon unloading, the hydraulic aperture increases only slightly and is smaller than 
that on the loading path. These hydraulic apertures for specimen T1 are approximately one order of 
magnitude smaller than those measured for specimen R1 at comparable confining pressures. In 
terms of permeability (Figure 3-6b), changes with confining pressure are more evident for specimens 
with smaller hydraulic apertures. 
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NOTE: In both figures, loading (increasing confining pressure) is shown with the solid lines and circles; unloading is denoted 
by the dashed lines and open circles.

Figure 3-6. (a) Effective permeability and (b) hydraulic aperture as a function 
of confining pressure for three specimens with microannuli



53

The three specimens, which included hydraulic apertures which varied by approximately an order of 
magnitude, exhibited similar behavior. The hydraulic aperture decreased with increased confining 
pressure; yet even under the largest confining pressures applied, the hydraulic apertures remained a 
significant fraction of their initial value and were much greater than that for intact cement-casing 
specimens. For the specimens with the larger microannuli (R1 and R2), the change in hydraulic 
aperture with confining pressure was noticeably nonlinear. At larger values of confining pressure, 
the rate of change in hydraulic aperture with confining pressure was nearly the same for all three 
specimens. 

The response of microannuli to external stress is consistent with their surfaces having some degree 
of roughness with a distribution of asperity sizes. The behavior of microannuli to stress is similar to 
that of fractures in rock and cementitious materials (Bandis et al. 1983; Baghbanan and Jing 2008; 
Lange et al. 1993). Increased normal stress across a microannulus results in more contact between 
the two surfaces with a corresponding increase in stiffness, resulting in a nonlinear fracture closure 
and consequently nonlinear hydraulic aperture and permeability decrease with stress. Microannuli 
could not be completely closed even at relatively large normal stresses because asperities along the 
microannuli would not allow the cement and casing to perfectly mate together. These results 
indicate de-bonding cement from casing generates a surface that is sufficiently rough to remain 
conductive under large normal stresses. Hysteresis in the response of microannuli is consistent with 
plastic deformation of asperities in contact along the cement-casing interface. Plastic deformation of 
asperities would give rise to an increased stiffness after the initial loading as was clearly observed in 
the response of specimen R2. Further, plastic deformation of asperities would produce the 
nonrecoverable reduction in the hydraulic aperture as observed in these results. The results given in 
Figure 3-6 are consistent with microannuli having a rough surface that will govern their mechanical 
and hydraulic response to stress. 

3.4.3. Specimens with Corroded Casing
In Figure 3-7, the hydraulic aperture is given as a function of confining pressure for two specimens 
that were created with corroded casing but otherwise were intact. Both specimens had a hydraulic 
aperture significantly larger than would have been interpreted for an intact specimen created with 
noncorroded casing (much less than 1 μm). The hydraulic aperture decreased upon the initial 
loading for both specimens, although the rate of change of the hydraulic aperture for confining 
pressures less than 10 MPa is noticeably different for the two specimens. The initial loading of 
specimen C1 is slightly concave in contrast to that for specimen C2 and the specimens given in 
Figure 3-6. It is not obvious that the response of C1 is fundamentally different than C2 beyond the 
variability between specimens. The initial loading of C2 had a nonlinear response. Upon unloading, 
the hydraulic aperture did not recover to its initial value. Subsequent loading followed the unloading 
path. The response of these specimens with corroded casing was approximately comparable to 
thermally de-bonded specimen (T1 in Figure 3-6a), and implies that the corrosion product deforms 
significantly under initial loading. 
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NOTE: Loading (increasing confining pressure) is shown with the solid lines and circles; 
unloading is denoted by the dashed lines and open circles.

Figure 3-7. Hydraulic aperture as a function of confining pressure 
for two specimens (C1 and C2) with corroded casing

3.4.4. Response of Microannuli to Casing Pressure
The response to variations in casing pressure was measured for a number of specimens with 
different hydraulic apertures. Compared to changes in confining pressure, the hydraulic aperture was 
much less sensitive to changes in casing pressure largely because of the relative stiffness of the steel 
compared to that of the cement. Moreover, the response of hydraulic aperture to variations in casing 
pressure was found to be a strong function of the confining pressure. When the confining pressure 
was large (>15 MPa), the hydraulic aperture changed only slightly (often less than 1 μm) with casing 
pressure variations of more than 20 MPa. The hydraulic aperture was more responsive to casing 
pressure when the confining pressure was lower. The hydraulic aperture of R3 is given in Figure 3-8 
as a function of casing pressure for two different values of confining pressures (5.5 MPa and 
13.8 MPa). At a lower confining pressure, the hydraulic aperture changed more with changes in the 
internal casing pressure. 
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NOTE: Loading (increasing casing pressure) is shown with the solid lines and circles; unloading is denoted 
by the dashed lines and open circles. C.P. denotes confining pressure.

Figure 3-8. Hydraulic aperture as a function of casing pressure for R3 
at two different confining pressures

Results from another specimen (T2) tested under variable casing pressure is shown in Figure 3-9. 
For the tests at both confining pressures, the casing pressure was increased above that of the 
confining pressure. At the larger value of confining stress, the hydraulic aperture did not significantly 
change with casing pressure. However, at the lower value of confining pressure, the hydraulic 
aperture increased. This behavior is attributed to the development of tensile stresses in the cement 
sufficient to fail the cement. An elastic solution for a bi-material hollow cylinder (Bois et al. 2011) 
applied to these test conditions indicates that the circumferential stress becomes negative at a casing 
pressure of approximately 10 MPa, consistent with the cement having failed in tension. Indeed, a 
fracture in the cement was observed upon removing the specimen from the pressure vessel. Thus, 
the apparent increase in hydraulic aperture is not due to increased flow in the microannulus but 
rather from flow through a newly created fracture in the cement. 
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NOTE: Loading (increasing casing pressure) is shown with the solid lines and circles; 
unloading is denoted by the dashed lines and open circles. C.P. denotes confining pressure.

Figure 3-9. Hydraulic aperture as a function of casing pressure at 
two values of confining pressure for T2

3.4.5. Response of Microannuli to Casing Temperature
In Figure 3-10, the hydraulic aperture of specimen R4 is given a function of the temperature of the 
fluid within the casing. After an initial measurement of the hydraulic aperture at ambient conditions, 
hot water was circulated through the casing with a peristaltic pump (10 mL/min) at ambient 
pressure. The temperature of the influent and effluent water was measured, along with the influent 
and effluent gas temperatures. After the mean temperature of the influent and effluent fluid 
stabilized at its maximum value (78°C), the hydraulic aperture was again measured. Cold water was 
then circulated through the casing, and the hydraulic aperture was measured after the mean 
temperature stabilized at its minimum value (8°C). An increasing hydraulic aperture with decreasing 
casing fluid temperature is consistent with the thermal contraction of the casing enlarging the 
microannulus. The radial contraction of the casing calculated from linear thermoelastic theory 
(Tipler and Mosca 2007) from the hot to cold condition was 3 μm, less than the measured change in 
hydraulic aperture. 
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NOTE: Solid squares denote measured hydraulic apertures.

Figure 3-10. Hydraulic aperture measured as a function of 
casing fluid temperature for specimen R4 

3.4.6. Response of Microannuli to Pore Pressure
In Figure 3-11, the hydraulic aperture is given as a function of effective stress (defined here as 
confining pressure minus pore pressure) from the test on specimen R5. Backpressure was used to 
control the pore pressure. Effective stress was changed in three different stages during this test. 
During the initial stage, the confining pressure was progressively increased to 3.4 MPa with a pore 
pressure near zero. Confining pressure and pore pressure were then simultaneously increased to 
6.9 MPa and 3.5 MPa, respectively, to maintain a constant effective stress of 3.5 MPa. During the 
second stage, the effective stress was changed by progressively reducing the pore pressure to near 
zero while maintaining a constant confining pressure. During this stage, the hydraulic aperture 
decreased in a response to a decrease in the pore pressure. In the final stage, the confining pressure 
was reduced with a pore pressure of near zero. Taken together, these results indicated that the 
hydraulic aperture can change in response to varying the pore pressure. Further, the changes in 
hydraulic aperture from changes in pore pressure are consistent with those induced by changes in 
confining pressure. 
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NOTE: Effective stress is defined as confining pressure minus pore pressure. First stage (solid circles): effective stress 
increased by changes in confining pressure. Second stage (solid squares): effective stress increased by decreasing pore 
pressure. Third stage (open circles): effective stress decreased by reducing confining pressure.

Figure 3-11. Hydraulic aperture as a function of effective stress acting on specimen R5 

3.4.7. Post-test Measurement of Aperture at Cement-Casing Interface 
After flow testing, specimen R6 was injected with epoxy, sliced and microphotographs were taken at 
the cement-steel interface at equal 1° intervals around the casing circumference. A typical 
microphotograph is shown in Figure 3-12. The microannulus aperture was measured in each 
microphotograph; the measured apertures are given as a function of the distance around 
circumference of the cement-casing interface in Figure 3-13. The data clearly reveal that the 
microannulus is not a uniform annular gap but is highly variable around the circumference. The 
measured apertures ranged from 0 (no aperture) to 560 μm. The cement and steel were in contact 
18.6% of the circumference. The mean mechanical aperture was 132 μm if measurements of zero 
aperture are included and 163 μm if only nonzero apertures are considered. Forty eight percent of 
the measured apertures were less than 100 μm. The gas flow measurements made on specimen R6 at 
a 0.1 MPa confining pressure yielded a hydraulic aperture for the entire specimen of 175 μm. 
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Figure 3-12. Photomicrograph of microannulus of specimen R6 injected with dyed epoxy

 

NOTE: Measurements (solid circles) were made at equal arc angle intervals of 1°.

Figure 3-13. Aperture vs. circumference distance expressed as 
arc angle on slice from specimen R6 

The method of epoxy injection and microphotographs allows for detailed and high-resolution 
measurements of the microannulus. However, this is a destructive method and only provides 
information at discrete sections where the specimen has been sliced. Further, injecting epoxy under 
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pressure could potentially propagate fractures within the specimen. It would be useful to compare 
results from this method with those from nondestructive methods, such as nonlinear acoustic 
imaging and X-ray computed tomography, to determine the relative attributes of the various 
methods. 

3.4.8. Implications for Well Integrity
Microannuli at the cement-casing interface are a challenge for wellbore integrity. The continuous 
cement-casing contact along the length of a wellbore provides a potential connection from gas-
bearing zones to overlying strata and the surface. Hydraulic apertures of cement-casing microannuli 
measured under varying stress conditions are in a range that can account for flow observed through 
leaky wellbores (refer to Figure 3-1). Corroded casing in contact with cement can also permit 
significant gas flow. These measurements suggest microannuli can permit sufficient flow to have a 
significant environmental impact by allowing contamination of water-bearing strata or by releasing 
gas to the surface. 

While microannuli may permit undesirable gas flows in wellbores, their apertures can be small 
enough to be difficult to detect except by the presence of flow. In reviewing the current state of 
acoustic logging in wellbores, Wang et al. (2016) noted that detecting microannuli less than 100 μm 
is a challenge. Thus, there is a need to improve technologies to identify the presence of microannuli 
that are below current detection limits but are large enough to allow significant flow in wellbore 
systems. 

Microannuli deform in response to casing pressure and temperature changes that will occur as a 
result of wellbore operations. Cycles of stress, as would be expected for many operations, may 
alternatively increase and decrease the hydraulic aperture of the microannuli. We found that 
microannuli never completely closed and remained capable of conveying significant flow under the 
range of stresses applied in this study. Thus, even when conditions in the wellbore system produce 
large compressive stresses across the cement-casing interface, the microannulus will likely remain 
conductive and a potential pathway for wellbore leakage. 

Furthermore, it may be difficult to inject conventional cementitious-based materials to repair these 
very small leakage pathways. The penetration of cementitious materials into fractures is a function of 
the particle size of the cement (Axelsson et al. 2009; Jorne and Henriques 2016; Mirza et al. 2013). A 
common criterion for cement-based grout fracture penetration is that the aperture to be filled must 
be at least three times the maximum particle size of the cement (Eklund and Stille 2008). Using this 
criterion, a typical microfine cement with a maximum particle size of about 30 μm (Hansen et al. 
2003) would not be expected to be an effective material for sealing the microannuli tested in this 
study. Microfine cement would not penetrate more than 30% of the mechanical apertures of 
specimen R6 (see Figure 3-13), which had the largest hydraulic aperture of all microannuli tested in 
this study. These results suggest that alternative repair materials such as polymers may be required to 
effectively penetrate microannuli and restore wellbore integrity. 

Models of wellbore systems are being used to estimate the impact of design and operations on 
wellbore integrity (Zhang et al. 2017; Gray et al. 2009; Schreppers 2015), including microannuli 
formation and behavior. The usefulness of such models depends in part on how realistically they 
describe the behavior of components of the wellbore system. Results from this study suggest that 
these models should represent microannuli similar to a fracture with a rough surface that controls its 
response to stress changes and not as a uniform, smooth-walled annular gap. Models of microannuli 
should include the nonlinear and hysteretic response of the hydraulic aperture with stress. 



61

3.5. Conclusions
We used a specially designed pressure vessel to obtain a unique data set of gas flow measurements 
through cement-casing microannuli as a function of external confining pressure, internal casing 
pressure and temperature, and pore pressure. Because the specimens were relatively permeable, the 
measured gas flow often included both viscous and inertial components. The flow was well 
described by the Forchheimer equation, which reduces to Darcy’s equation when the inertial flow is 
negligible. Permeabilities derived from the Forchheimer equation yielded values that were often 
significantly larger (>100%) than would be interpreted if inertial flow was ignored. 

Our results indicated that wellbore specimens with microannuli generated relatively large effective 
wellbore permeabilities compared to intact specimens, and consequently are capable of transmitting 
large amounts of flow. The flow rate through specimens with microannuli was approximately 103 to 
105 times the flow rate of intact wellbore cement under comparable conditions. The interpreted 
hydraulic aperture of the microannuli ranged from less than 10 μm to more than 100 μm which is in 
the range of hydraulic apertures interpreted for some leaky wellbores (Checkai et al. 2013). We 
found there can be considerable variability between specimens that have a microannulus created in 
the same manner, such as those formed by release film or with corroded casing. 

We found that microannuli are fracture-like in how they deform in response to stress changes. 
Increased normal stress across a microannulus results in more contact between the two surfaces 
with a corresponding increase in stiffness, resulting in a nonlinear fracture closure and consequently 
a nonlinear hydraulic aperture and permeability decrease with stress. Hysteresis in the response of 
microannuli is consistent with plastic deformation of asperities.in contact along the cement-casing 
interface. Plastic deformation of asperities would give rise to an increased stiffness after the initial 
loading and would produce the nonrecoverable reduction in the hydraulic aperture often observed 
after the initial loading. The hydraulic aperture changes from subsequent loading and unloading 
tended to be largely recoverable. Even when loaded to large external pressures, the hydraulic 
apertures remained open and capable of conveying significant flow. Once de-bonded, the 
microannuli remained significantly more permeable than the wellbore cement and application of 
stresses across the microannuli did not completely close the microannuli. 

The lower the external confining pressure, the more effect casing pressure had on the hydraulic 
aperture of the microannulus. The microannuli response was less sensitive to casing pressure 
changes compared to confining pressure changes due to stiffness and geometric differences between 
loading the exterior of the cement sheath and loading the interior of the casing. In one instance, the 
cement sheath failed when the casing pressure was increased significantly above the confining 
pressure, consistent with tensile stresses being induced in the cement sheath from casing pressures. 
We also demonstrated that the microannulus was sensitive to temperature changes within the casing; 
the hydraulic aperture of the microannulus increased in response to a temperature decrease inside 
the casing. We found that the hydraulic aperture of the microannulus was affected by changes in the 
pore pressure within the specimen. The hydraulic aperture decreased as pore pressure was decreased 
and confining pressure was held constant, consistent with the microannulus deformation responding 
to an effective stress. We also found that specimens created with corroded casing had flow rates that 
were much greater than that for intact specimens, implying that the corrosion at the contact between 
the cement and casing created a flow path comparable to a microannulus from de-bonding. 

Microphotographs of the cement-casing interface at one cross-section were used to provide 
measurements of the actual (mechanical) aperture around the entire circumference. These data 
reveal that the aperture was highly variable along the circumference, and over some portion of the 



62

circumference there was a tight contact between the cement and casing; that is, at that location there 
was no discernable microannulus. These results indicate that the microannulus is not a uniform 
annular gap but is highly variable around the circumference. 

The measurements and observations reported here only apply to the types of microannuli and the 
range of stress conditions used in this study. Some wellbores may be subjected to greater external 
confining pressures, internal casing pressures and temperatures than those used herein. Further, 
microannuli may be formed by mechanisms different than used in this study, such as cement 
shrinkage. Additional wellbore testing that incorporates other realistic conditions and configurations 
including curing under downhole conditions is suggested. A numerical model of wellbore behavior 
that includes the behavior observed in this study would allow extrapolating these results to other 
geometries and conditions. 
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3.7. Supplemental Material
An expression analogous to the cubic law for flow between parallel plates is derived for flow 
through an annular gap between two concentric cylinders. This derivation follows directly from the 
derivation of the cubic law for flow between parallel plates given by Zimmerman and Bodvarsson 
(1996). The problem geometry is illustrated in Figure 3-14. 

Figure 3-14. (a) Cross-section of concentric cylinders in r-θ plane; (b) perspective view of 
concentric cylinders identifying constant pressure boundary conditions and showing flow in 

annular gap; and (c) profile of flow velocity in annular gap

Flow is modeled using the steady-form of the Navier-Stokes equation and laminar flow is assumed. 
Constant pressures are assumed at x=0 and x=L ,  and a uniform pressure gradient ( parallel to ∇𝑃) 
the x-axis is assumed within the annular gap. In this case, the flow velocity exists only in the x-
direction, and the Navier-Stokes equation reduces to 

∇2𝑢𝑥(𝑟) =  
∇𝑃
𝜇

Equation 3-5
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Using no-slip boundary conditions at r1 and r2 ,  the velocity profile within the annular gap is 

𝑢𝑥(𝑟) =  
∇𝑃
2𝜇

 (𝑟2 ‒  (𝑟2 + 𝑟1)𝑟 + 𝑟1𝑟2) Equation 3-6

The flow rate (Qx) through the annular gap is found by integrating this velocity over the area of the 
annular gap

𝑄𝑥 = 2𝜋

𝑟2

∫
𝑟1

𝑢𝑥(𝑟) 𝑟 𝑑𝑟 =  ‒
∇𝑃
12𝜇

 𝜋(𝑟4
2 ‒  𝑟4

1 + 2 𝑟3
1 𝑟2 ‒ 2𝑟3

2𝑟1) Equation 3-7

The flow rate through the annular gap using the cubic law approximation is given by 

𝑄𝑥 =‒
 ∇𝑃
12𝜇

𝑤 ℎ3 ≈‒
 ∇𝑃
6𝜇

𝜋 𝑟1(𝑟2 ‒ 𝑟1)3 Equation 3-8

where the hydraulic aperture h is (r2−r1) and the length w is 2π r1. The error in using the cubic law 
approximation is given in Figure 3-15 as a function of the casing radius (r1) for 3 different annular 
gap sizes. This error is considerably less than 1% for the casing dimensions and microannuli sizes 
for typical field conditions as well as the laboratory tests reported here. 

Figure 3-15. Error from using cubic law approximation as a function
 of casing radius and annular gap size
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4. CHARACTERIZATION OF WELLBORE MICROANNULI

4.1. Overview
Wellbores are comprised by a steel casing surrounded by a cement sheath. The microannulus is the 
typically very small annular or degraded space that may develop between cement and casing that has 
been identified as a common leakage pathway in wellbore systems. Although data regarding the 
actual size and character of wellbore microannuli are limited, the hydraulic aperture of the 
microannulus can be estimated from pressure build up or flow measurements at the wellhead. Such 
information can be misleading, however, as it represents microannuli as uniform annular gaps along 
the wellbore. This study aims to provide a quantitative measure of the variability of the microannuli. 
We generated wellbore-based samples with microannuli between the steel casing and cement, and 
calculated their hydraulic aperture and permeability by flowing gas through the microannuli. We then 
injected dyed epoxy into the microannuli, cut the specimens into five circumferential sections per 
sample, and used microphotographs to measure microannulus aperture size and contact between the 
steel and the cement to generate microannulus profiles for each section. These measurements are 
unique as they provide a quantitative measure of the variability of the microannulus with a resolution 
as low as 3 µm. Aperture sizes were fitted to different statistical distributions, most frequently 
lognormal and gamma. Capillary entry pressure (CEP )  for gas displacing brine in the microannulus 
was estimated from measured aperture size. CEP estimated from actual aperture size was generally 
much greater than that estimated from the hydraulic aperture of the entire specimen, resulting in a 
wide range of values. Measured aperture sizes were used to evaluate possible microannulus repair by 
estimating the penetration of cementitious materials. The data showed that the repair using 
cementitious materials is unlikely to be effective for microannuli with a hydraulic aperture <50 µm.

4.2. Nomenclature
α fitting criteria

z̄ arithmetic mean (L)

β inertial coefficient

χ2 statistical value Γ(A) gamma function

γ continuous location parameter

λ interfacial tension between phases (MT−2)

µ fluid viscosity (ML−1T −1 )

∇ gradient

ρ density (ML−3)

σ standard deviation (L)

σ2 variance of the mechanical aperture (L2)

θ contact angle (degrees)

A cross-sectional area involved in the flow (L2 )
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a aperture size (L)

B continuous scale parameter

C continuous shape parameter

CEP capillary entry pressure (ML−1T−2 )

CEPh capillary entry pressure from hydraulic aperture (ML−1 T−2 )

CEPi capillary entry pressure from individual aperture measurements (ML−1T−2 )

Ei expected aperture value for a given distribution (L)

h aperture measurement in image processing (L)

ha hydraulic aperture (L)

i hydraulic gradient (MT−2L−2)

K continuous shape parameter

k permeability (L2)

l length of the specimen (L)

M molecular weight (M/mol)

Oi discrete value (L)

P pressure (ML−1T−1 )

p1 upstream pressure (ML−1 T−2)

p2 downstream pressure (ML−1T−2)

Q volumetric flow rate (L3 /T)

R universal gas constant (ML2T−2K−1 mol−1)

T temperature (K)

tw width of the flaw (L)

w width of each measurement in the image processing (L)

x nonlinear term (L−1)

y left-hand side of Forchheimer’s equation (L−2)

z discrete value (L)

4.3. Introduction
Wellbores are constructed for access to the subsurface for a wide variety of purposes, including gas 
and hydrocarbon storage, energy production and waste disposal. In the United States alone, over 
2.6 million wellbores have been drilled since 1947 (Davies et al. 2014). The most common wellbore 
configurations comprise a steel casing surrounded by an annular cement sheath. A main function of 
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the cement is to seal the annular space between the casing and the host rock formation, preventing 
any fluid flow along the wellbore. The cement also protects the casing from corrosion and makes 
the wellbore more structurally sound.

The sealed annular spaces within many wellbores leak; leakage is often detected through pressure 
building behind the casing (i.e., sustained casing pressure) and surface casing vent flow (Checkai et 
al. 2013). The percentage of leaky wellbores varies with the type of wellbore (e.g., onshore-offshore) 
and age, but several studies have reported rates of barrier failure higher than 30% (Peng et al. 2007; 
Brufatto et al. 2003; Chilingar and Endres 2005; Vignes 2011; Yuan et al. 2013).

Gas leakage can create hazardous surface conditions (Bielicki et al. 2014; Gasda et al. 2004). 
Wellbore leakage may also serve as a pathway for contamination of groundwater resources by fluids 
from hydrofracturing operations in underlying gas-bearing strata. Several studies (Jackson et al. 2013; 
Osborn et al. 2011) found gas contamination in drinking water near hydrofracturing operations, and 
suggested wellbore leakage was one of the likely causes. Geologic CO2 sequestration, a strategy for 
reducing greenhouse gases in the atmosphere, also relies on wellbore integrity. Confinement of CO2 
within the intended host formation is a fundamental requirement for successful CO2 sequestration 
which depends in large part on the hydraulic seal of wellbores associated with these facilities (Bachu 
and Bennion 2009; Carey et al. 2007; Zhang and Bachu 2011). Poor wellbore integrity can also 
compromise the function of facilities for the underground storage of fluids (LeNeveu 2011; Berest 
et al. 2007) and the production of geothermal energy (Southon et al. 2005).

Potential leakage pathways in a wellbore system include the interfaces along casing-cement and 
cement-rock contacts, fractures and voids within the cement sheath and failed casing (Gasda et al. 
2004). There are many possible mechanisms for creating these leakage pathways in wellbore systems. 
Thermal stresses that arise from cement hydration or wellbore operations could debond interfaces 
or affect the integrity of the cement (Bois et al. 2011; Kjller et al. 2016; Lavrov et al. 2015; 
Viswanathan et al. 2008; Vralstad et al. 2015). Flaws introduced during construction, such as mud 
channels, could also be leakage pathways (Lecampion et al. 2013). Excessive fluid pore pressures can 
debond the cement-casing interface (Feng et al. 2017; Lecampion et al. 2013). Additionally, stresses 
from the adjacent host rock acting on the cement-casing system can change (e.g., creep) and create 
fractures or debond interfaces.

The microannulus is the typically very small annular or degraded space that may develop between 
cement and casing (Gasda et al. 2004) that has been identified as a common leakage pathway in 
wellbore systems (Gasda et al. 2004; Bellabarba et al. 2008; Huerta et al. 2009). The presence of 
microannuli is widely referred to in the literature (Gasda et al. 2004; Bellabarba et al. 2008; Huerta et 
al. 2009; Dusseault et al. 2014), although there is little direct information about their nature and size. 
Cement bond logs are commonly used in wells to evaluate the quality of the cement behind the 
casing (Gasda et al. 2004; Bellabarba et al. 2008; Dusseault et al. 2014; Duguid et al. 2014), including 
inferring the presence of microannuli. These logging methods do not provide a direct measure of 
the microannulus and generally will not be able to detect microannuli less than about 100 µm (Wang 
et al. 2016). Specific mechanisms for the formation of microannuli include cement shrinkage and/or 
from temperature and pressure changes within the casing (Bois et al. 2011; Gray et al. 2009). 
Laboratory tests on samples of casing set in a cement sheath demonstrated that microannuli can be 
formed by pressure cycling (Goodwin and Crook 1992; Boukhelifa et al. 2004) and thermal cycling 
within the casing (Vralstad et al. 2015; Andrade et al. 2015). Stormont et. al. (2018) measured gas 
flow through microannulli under different confining and casing pressures. They found that 
microannuli are fracture-like in how they deform in response to stress changes. Even when loaded 
to large external stresses, microannuli remain open and able to convey significant flow.
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Numerical models of wellbore systems that include microannuli formation demonstrate that cycles 
of casing pressure can induce plastic behavior in the cement sufficient to produce a microannulus 
(Bois et al. 2011; Gray et al. 2009; Zhang et al. 2017). All these models assumed the microannulus 
was a smooth gap around the steel casing and did not characterize the likely fracture-like nature of 
the microannulus. Regarding hydraulic fracturing, Wang and Dahi Taleghani (2017) presented a 
cohesive zone model to evaluate the cement sheath integrity, which will likely result in a nonuniform 
microannulus geometry.

Microannulus size can be estimated from leakage observed through the wellbore. If all of the flow is 
assumed to occur through the microannulus and it is assumed to be a smooth, open fracture, then 
the hydraulic aperture of the microannulus is given by the so-called cubic law (Witherspoon et al. 
1980):

ℎ3
𝑎 =

12𝑄𝜇
𝑡𝑤𝑖 Equation 4-1

where ha is the hydraulic aperture, Q is the volumetric flowrate, i is the hydraulic gradient, µ is the 
fluid viscosity and tw  is the width of the flaw which is assumed to be the outer circumference of the 
casing. Using this approach, Checkai et al. (2013) interpreted surface-casing vent flow data from 238 
wells as microannulus hydraulic apertures. They found 85% of the apertures ranged from 5 to 
100 µm.

The hydraulic aperture is generally not equivalent to the measured or actual average aperture in 
fractured cement and rocks (Akhavan et al. 2012; Hakami and Larsson 1996; Renshaw 1995), 
presumably due to the roughness and tortuosity of the fracture. These studies highlight that the 
hydraulic aperture derived from flow measurements does not provide a direct measure of the actual 
(or mechanical) aperture of a microannulus and offers no information about its spatial variability.

A detailed understanding of the nature of the micoannulus formed at the cement-casing interface is 
important for a number of reasons. The size of the apertures comprising the microannuli is a 
fundamental factor in understanding flow through the microannulus (single phase or multiphase) of 
the different possible fluids present (gas, hydrocarbons, brine). For example, the pressure at which 
gas will displace brine or some other fluid from the microannulus will depend on the aperture size. 
Repair of microannuli, which is sometimes attempted to restore the integrity of the wellbore, 
depends on the ability of the repair material to penetrate the apertures that comprise the 
microannulus. In addition, the response of the microannuli to different stresses (i.e. thermal, 
operational) will be a function of the contact between the cement and steel surfaces that form the 
microannuli similar to how fractures in rock and cement behave in response to stress changes.

In order to develop a better understanding of microannuli, wellbore specimens consisting of a steel 
casing surrounded by a cement sheath were created and tested. Microannuli of different sizes were 
included in these specimens. Flow through the microannuli was measured, which allowed to 
calculate the hydraulic aperture. Inviscid epoxy was then injected into the microannuli, and the 
specimens were sliced to allow microphotographs to be taken continuously around the cement-steel 
interface. From the high-resolution images aperture as a function of position along the microannuli 
was measured. The principal advantage of this technique is the resolution (as low as 3 µm); in 
contrast, X-ray computed tomography measurements have a resolution for samples of comparable 
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size of >100 µm (Crandall et al. 2010), which is an order of magnitude greater than the size of 
apertures that can have a large impact on the effective wellbore permeability (Stormont et al. 2018).

4.4. Materials and Methods
Specimens of a hollow steel casing surrounding a cement sheath were constructed to simulate a 
wellbore configuration (Figure 4-1). The casing was carbon steel with an outer diameter of 60 mm 
and a thickness of 2.35 mm. The ratio between the diameter and the thickness is consistent with the 
range used in many oil gas wells (Gatlin 1960). The cement was prepared following the American 
Society of Testing and Materials (ASTM) (ASTM 2014).

American Petroleum Institute (API) Class G cement was mixed with silica fume at a ratio of 0.1 to 
provide additional strength to the relatively thin sheath. The water/binder ratio was 0.3 and 
superplasticizer (2% by weight of water) was added. Typically, the water to binder ratio used for 
wellbore cement is 0.45 (API 2009) and no additives are required. A relatively low water/binder ratio 
was used to avoid bleeding. The use of different water/binder ratios or different additives could 
affect the results as they alter the flowability, composition and porosity of the cement. The cement 
was cast around the steel casing in polyvinyl chloride (PVC) molds. After 24 hours, specimens were 
unmolded and placed in a curing room for 28 days (100% humidity, 24°C). Specimens were 185-mm 
long and the cement sheath was 30-mm thick.

Microannuli between the steel casing and cement were created in the wellbore specimens using two 
different techniques. To create relatively large microannuli, the steel casing was wrapped with a thin 
(25 µm) plastic release film and the cement was cast around it. After 24 hours, the casing was pulled 
from the cement sheath, the film removed, the casing reinserted into the cement sheath, and the 
specimen was cured for an additional 28 days. Subsequent gas flow testing of specimen with 
microannuli formed by this method indicated hydraulic apertures were greater than 50 µm.

To create microannuli with smaller apertures (hydraulic apertures less than 50 µm), the steel casing 
was thermally debonded from the cement. Dry ice (−79°C) was placed inside the casing of a cured 
specimen and both ends of the steel casing were tapped with a rubber plug to preserve the 
temperature. After 5 minutes, the dry ice was removed and warm water (40°C) was added for 
another 5 minutes. The low temperature contracts the casing, pulling it apart from the cement, and 
the elevated temperature expands the casing. The process was repeated 4 times to ensure debonding. 
Subsequent gas flow testing of specimens with microannuli formed by this method indicated 
hydraulic apertures were less than 50 µm. Both methods to create the microannuli are summarized 
in Figure 4-2.

Three wellbore specimens were included in this study (A, B, and C). Wellbore Specimens A and B 
apertures were generated with the release film method, and the thermal debonding method was used 
to generate the aperture of Specimen C.
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Figure 4-1. Wellbore specimen, comprised of a steel casing and a cement sheath
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Figure 4-2. Steps to create the microannuli

4.4.1. Gas Flow Measurements
Specimens were placed in a pressure vessel and subjected to hydrostatic stress conditions. Gas 
flow measurements were made along the axis of the specimens and thus included the 
microannulus. The test system is shown in Figure 4-3.

The pressure vessel was capable of applying independent confining and casing stress up to 35 MPa 
and 20 MPa, respectively. Confining stress was regulated through a port on the side of the pressure 
vessel. Hydraulic oil was pumped, changing the stress applied to a flexible membrane that was in 
contact with the cement sheath. All gas flow measurements reported here were made with a 
minimum confining stress (<1 MPa) in order to have a comparable stress condition to that in the 
subsequent epoxy injection. An additional port in the end caps was used to perform gas flow 
experiments. Gas was introduced into the pressure vessel using the upstream port and flowed 
through the cement sheath and the steel-cement interface. Steady-state flow rates were measured 
using flowmeters (from 5 to 150 standard cm3/s, full-scale of the flowmeter) with an accuracy of 1% 
of full-scale connected to the downstream port. The gas pressure applied was read using a pressure 
gauge before the upstream port.
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(a)

(b)

Figure 4-3. (a) Schematic of the pressure vessel system used to test gas permeability 
of the wellbore specimens and (b) picture of the pressure vessel used
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Permeability was interpreted from the gas flow measurements using Darcy’s law.

𝑘 =
𝑄𝜇

∇𝑃𝐴 Equation 4-2

where k  is the permeability, Q  the volumetric flow rate, A  the cross-sectional area involved in the 
flow, ∇P  the pressure gradient and µ the fluid viscosity.

Darcy’s law states that the flux changes linearly with the change in pressure difference. With the test 
conditions used, nonlinear or inertial flow often occurred. In these conditions, the flux varied 
nonlinearly with the pressure gradient and the flow could be described by the Forchheimer equation 
(Forchheimer 1901):

∇𝑃 =
𝜇

𝑘𝐴
𝑄 +

𝛽𝜌

𝐴2
𝑄2 Equation 4-3

which is Darcy’s law plus a term to account for the nonlinearity. β is the inertial coefficient and ρ is 
the density of the gas. Assuming an ideal gas, this equation can be rewritten as (Zeng and Grigg 
2006)

𝑀𝐴(𝑝2
1 ‒ 𝑝2

2)
2𝑅𝑇𝜇𝑙𝜌𝑄

=‒
1
𝑘

+ 𝛽
𝑄𝜌
𝜇𝐴

Equation 4-4

where M  is the molecular weight of the gas, R  the universal gas constant, T  is the temperature, p1 
the upstream pressure, p2 the downstream pressure, and l the length of the specimen. The terms in 
Equation 4-4 could be grouped; referring to the left part of the equation y and the nonlinear term x. 
Equation 4-4 can be expressed as

𝑦 =‒
1
𝑘

+ 𝛽𝑥 Equation 4-5

which defines a linear relation between x and y. Plotting the x and y terms for a series of 
measurements allow obtaining the inertial coefficient β as the slope of the straight line and the 
inverse of k  as the intersection of the straight line with the y axis. To obtain the data necessary to 
determine k  and β, a series of flow rates were measured as a function of the gradient. The gradient 
was changed by adjusting pressures on the upstream and downstream sides of the specimen. Once 
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the permeability value is obtained at the specific stress state, the cubic law (Equation 4-6) is used to 
interpret this permeability as a hydraulic aperture of the microannulus.

ℎ3
𝑎 =

12𝑘𝐴
𝑡𝑤

Equation 4-6

where ha is the hydraulic aperture, k  is the permeability of the wellbore system estimated from the 
observed leakage using Forchheimer’s correction, A  is the cross-sectional area of the entire 
specimen and w  is the width of the microannulus. In this case, w  is the circumference of the outer 
diameter of the steel casing. Use of Equation 4-6 implies that all of the flow passes through the 
microannuli. This assumption is based on our experimental data; microannuli have a transmissivity 
many orders of magnitude higher than the intact cement. Another assumption is that the flow 
between two parallel plates is equivalent to the flow between two concentric cylinders; this 
assumption produces negligible error (Stormont et al. 2018).

4.4.2. Specimen Preparation for Image Analysis
At the conclusion of the gas flow measurements, the specimen was removed from the pressure 
vessel and Novolac epoxy was injected in the microannulus and allowed to harden. Novolac epoxy 
was used for its excellent flowability. The injection was conducted outside of the pressure vessel to 
avoid the epoxy hardening withing the access tubing of the pressure vessel. Novolac is a two-
component epoxy mixed at a 2.2:1 resin-hardener ratio. The resin is a mixture of Novolac 
backbones with epichlorohydrin epoxy resin including silane. The hardener is diethylenetriamine 
(DETA), phenol, 4,4-(1-methylethylidene)bis-, and tetraethylene-pentamine. Rhodamine B was 
added (0.1% of the epoxy weight) to epoxy to yield bright pink fluorescence color, which aided 
microannulus characterization by improving the epoxy contrast with the cement and the steel.

To prepare for the epoxy injection, samples were placed into 101.6-mm diameter PVC molds and 
epoxy was poured to surround the sample to ensure the sealing between the specimen and the PVC 
mold and assuring the integrity of the specimen during the subsequent cutting. Rubber caps were 
placed inside the hollow steel casing, thus the only flow path available for epoxy with rhodamine B 
was the microannulus along the cement-steel interface (Figure 4-4).

The epoxy-rhodamine B preparation was poured over the top surface of the sample, which was 
placed in the injection setup. Air pressure (65 kPa) was applied through the top endcap to squeeze 
the epoxy into the microannulus.

After injection, some epoxy was visible on the bottom of the specimen, which indicated that epoxy 
travelled through the length of the specimen along the microannulus. Once injected, the epoxy 
cured for a week and then specimens were sectioned horizontally and polished to remove 
imperfections. A brick saw (MK Diamond Products, Inc.), equipped with a 355.6-mm diameter, 
3.5-mm-thick concrete blade was used to section the specimens which were held in a vise. The 
sectioned specimens were polished with a belt sander. Progressively finer sandpaper was used (grit 
sizes from 50 to 120). It was necessary to polish the specimen from the casing outward to preserve 
the microannuli and so that the cement was not smeared over the microannulus.

For the nomenclature of the sectioned specimens, the first letter refers to the Specimen (A, B or C), 
followed by a digit that indicates the position of the specific circumferential section in the specimen 
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(1, top, to 5, bottom). This is followed by a letter that defines the face of the piece (a, top face; b, 
bottom). For instance, A.3.a is the top face of the cross section labeled as 3 of wellbore Specimen A

Figure 4-4. Specimen in the PVC mold with surrounding epoxy, ready to be injected

4.4.3. Image Analysis
Microphotographs were taken along the circumference of the steel casing to describe the aperture 
size and distribution. Photographs of wellbore Specimens A and B were taken with a universal serial 
bus (USB) camera with 5 MegaPixels (MP) using 100× magnification and 3-µm resolution. 
Microphotographs of Specimen C were taken with an USB 5-MP camera and 220× magnification, 
which results in a (0.4 µm resolution). The higher magnification was needed to accurately measure 
the small apertures in this specimen. For Specimen C, an automated rotating photography system 
setup (Figure 4-5) was constructed. A servo motor was attached to a mount that fit into the steel 
casing of the sectioned specimen and, controlled by an Arduino Uno R3 Microcontroller, was set to 
rotate 1.5° and stop for 5 seconds. The camera automatically acquired an image while the specimen 
was not moving.

The series of images taken along the circumferential section were merged using the built-in Adobe 
Photoshop 2014 photomerge function (Figure 4-6). This function becomes more computationally 
expensive as the number of photographs increases, since it gathers all photographs simultaneously 
and attempts to find matching parts. The function worked efficiently with circumferential sections 
of Specimens A and B, but for the Specimen C (with twenty times as many images per 
circumferential section), computational time increased substantially and unsuccessful merges were 
more frequent.
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Figure 4-5. Automated rotating photographic system, comprised by a servo motor.
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(a) (b)

(c)

Figure 4-6. Example showing two consecutive images ([a] and [b]) and the merged image (c) 
done using Photoshop function photomerge

4.4.4. Aperture Measurement
After the photograph merger, ImageJ software version 1.51r (National Institutes of Health, 
Bethesda, MD) was used for the remainder of the processing. The merge was split into smaller 
sections of equal width (represented as w in Figure 4-7). The fluorescent rhodamine B in the epoxy 
served as a tracer of the filled microannulus, which allowed us to establish a color threshold to select 
the microannulus color. The ImageJ function,“Analyze particle”, was used to measure the area (in 
pixels) within the threshold, which provided a precise measurement of the microannulus area. 
Dividing this area by the width of the split (w) yielded an average height of the microannulus for 
each section.

The width size was selected to be small enough to capture variability of the aperture yet as long as 
possible to minimize computational cost. Wellbore Specimens A and B were split in 360 equal 
sections (each 510 µm) and C was split in 7200 equal sections of width w (25 µm). Wellbore 
Specimen C was split in smaller w than Specimens A and B because the aperture size was 
considerably smaller and less continuous.
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(a)

(b)

NOTE: The areas measured (a) over constant widths w (A1, A2, A3...) are divided by the total width to obtain height 
measurements (h1, h2, h3...) (b). The aperture is interpreted as different heights, spaced at constant w.

Figure 4-7: Interpretation of the apertures

4.4.5. Information Obtained from This Analysis
Aperture size as a function of circumferential distance was obtained using the method indicated 
above. To describe each circumferential section, contact percentage, average mechanical aperture 
with and without zeros, geometric mean, hydraulic aperture calculated from the cubic law 
(Equation 4-6), and the modification of the cubic law that accommodate surface roughness 
(Equation 4-8), developed by Renshaw et al. (Renshaw 1995). Contact is defined as the absence of 
an observable aperture. Contact percentage is the number of splits with no area divided by the 
number of measurements made (360 for Specimen A and B, 7200 for Specimen C). Mechanical 
mean with and without zeros is presented here to show a meaningful conceptual difference; that is, 
to define whether we refer to the microannulus alone or to the cement-casing interface. When 
referring to the microannulus only, the zero values should not be included. By definition, the 
microannulus is the space between the cement and the steel casing; if there is no aperture, there is 
no microannulus. If the entire cross-section was discussed, the zero values should be included. 
Piggot and Elsworth (1993) showed that the hydraulic aperture could be represented by the 
geometric mean and Dagan (1993) proved that it could be accurate for lognormal aperture 
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distributions, which is a reasonable approximation of the distributions that were found (refer to 
section “Fitting aperture data to distributions” for more information). The hydraulic aperture is 
obtained from the cubic law using the equation:

ℎ𝑎 =

𝑛

∑
𝑖 = 1

3 𝑤𝑖 ∗ ℎ3
𝑖

𝑛

∑
𝑖 = 1

𝑤𝑖

Equation 4-7

where wi is the width of the measurement, which is constant in all measurements, h is the measure 
of aperture, and casing circumference length is the sum of all wi .  Renshaw’s modification of the 
cubic law was developed under the assumption that apertures follow a lognormal distribution, which 
seems reasonable from what was observed in our experimental data (refer to section “Fitting 
aperture data to distributions” for more information). The equation is

ℎ𝑎 = 𝑥̅ ∗ (1 +
𝜎2

𝑥̅ )
‒ 1
2 Equation 4-8

where ¯ is the arithmetic mean of the mechanical aperture and σ2 is variance of the mechanical 
aperture.

4.5. Results and Discussion
Microphotographs of cement-steel interfaces in sliced circumferential sections revealed a wide range 
of geometric characteristics for microannuli (sizes and shapes); Figure 4-8 shows microphotographs 
illustrating typical characteristics. The observed aperture size varied from a few microns 
(Figure 4-8(a)) to nearly 1 mm (Figure 4-8(b)). The aperture could be uniform over the 
circumferential arc of a microphotograph (Figure 4-8(c)) or could show significant variability 
(Figure 4-8(d)) such as isolated channels. A portion of every circumferential section had perfect 
contact, that is, there was no detectable aperture and therefore no microannulus (Figure 4-8(e)).

The measured aperture size around the circumference of two representative circumferential sections 
from Specimens A and B are given in Figure 4-9. The circumferential distance starts at an arbitrary 
point and goes completely around the circumference along the cement- steel interface. The section 
from Specimen A has a wide range of apertures that can vary significantly over small distances. The 
section from Specimen B reveals more contact compared with Specimen A and discrete regions or 
channels with relatively large, nonuniform apertures. There is no figure presented from Specimen C 
because the large number of measurements would require to partition the graph in several pieces to 
be able to observe the size of the apertures.

The aperture data are shown as cumulative distribution functions in Figure 4-10 to provide an 
indication of the spatial variability of the aperture size for each section as well as differences between 
samples.
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(a) (b)

(c) (d)

(e)

NOTE: (a) Small continuous aperture (35 µm) in wellbore specimen C. (b) Variability in the aperture size found in wellbore 
specimen A, where the aperture changes from 203 to 760 µm and then back to 196 µm over a distance of 2 mm. (c) Uniform and 
continuous aperture 185 µm in wellbore specimen B. (d) Big channel (865 µm), preceded and followed by perfect contact in 
wellbore specimen B. (e) Perfect contact between the steel and the cement, which indicates the absence of microannulus 
(wellbore specimen C).

Figure 4-8. Examples of different geometries observed in the microannuli
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(a)

(b)

Figure 4-9. Microannulus size as a function of circumferential distance 
for two sections: (a) section (A.2.b), (b) section (B.2.b)
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(a)

(b)

Figure 4-10. (a) Cumulative distribution function (F(x)) of the aperture size of wellbore 
specimens A, B and C, and (b) Cumulative distribution function of the aperture size of the 
wellbore specimens A, B and C zoomed at the range 0–50 µm to show in detail wellbore 

specimen C
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4.5.1. Fitting Aperture Data to Distributions
To describe the measured apertures, some of the distributions used to describe aperture sizes in rock 
fractures were considered, including lognormal (Bianch 1968; Gale 1987; Johns et al. 1993; Sanei et 
al. 2015), power law (Barton and Hsieh 1989; Gale et al. 2007), normal (Asadollahi 2009) and gamma 
(Gentier 1987; Tsang and Tsang 1987). The distributions used for describing rock fracture aperture 
typically consist of two fitting parameters. In addition to these, modifications of these distributions 
with additional parameters were used. To fit the data, the software Easyfit, created by MathWave, 
was used. The parameters of all the distributions used are explained in Section 4.8.

The Chi-square goodness-of-fit test was used to evaluate the fit of the aperture data to different 
distributions. Every aperture measurement is considered a discrete value (Oi)  and the statistical value 
(χ2)  is obtained from the following equation

𝜒2 =
𝑘

∑
𝑖 = 1

(𝑂𝑖 ‒ 𝐸𝑖)2

𝐸𝑖
Equation 4-9

where Ei is the expected aperture value for a given distribution. The null hypothesis is that the data 
are consistent with a particular distribution. If the χ obtained from Equation 4-9 is smaller than the 
threshold χ defined by an assumed significance value (α), it can be confirmed with specific 
significance that the data fit the distribution. The fitting criteria used was α= 0.01. The greater the α 
value is, the better the data fit the particular statistical distribution

There was not a unique statistical distribution that fit all the data, but it was found that lognormal 3P 
and generalized gamma 4P were the most successful. Figure 4-11 shows the aperture data fitting to 
these distributions.
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(a)

(b)

(c)

NOTE: X axis is the aperture size in µm and the Y axis is the percentage of apertures in the specified range over 1.

Figure 4-11. Histograms of aperture size of wellbore specimens (a) A, (b) B, and (c) C, 
with the fitting of generalized gamma 4P and lognormal 3P
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4.5.2. Convergence Study
If the aperture distributions were constant along the axis of the wellbore, a single section would 
provide a complete description of the microannuli. However, it was found that the aperture 
distributions varied axially. The convergence study evaluated how the measured apertures and the 
parameters calculated from the measured apertures varies with the number of sections considered.

Circumferential sections that were as equally spaced as possible were selected. For example, when 
just one surface was used, it was located at the middle of the specimen and when two surfaces were 
selected, they were located at 1/3 and 2/3 of the sample length. Results of the convergence study 
are shown in Table 4-1. In general, it was observed that all parameters were within 100% of the 
value based on the most sections (8). On average for all parameters there was a 65% error between 
using just one circumferential section and using eight. Intuitively, it can be postulated that an 
increase in the number of circumferential sections will result in a more accurate wellbore 
representation. That said, this convergence study shows that, while there is variability of the 
parameters used to characterize the circumferential sections as more sections are analyzed, by just 
analyzing one it is possible to obtain a good first approximation.

Table 4-1. Convergence study of the number of circumferential sections needed 
to represent and characterize the microannuli of a specimen. Units in µm.

Specimen Property 1 
Surface

2 
Surfaces

3 
Surfaces

4 
Surfaces

8 
Surfaces

Mechanical Mean 200.5 179.0 190.0 193.7 191.5

Mean with 0s 166.5 143.0 168.10 167.8 161.3

LCL 257.8 235.0 260.9 262.7 260.4

Renshaw 240.5 220.1 231.9 237.4 236.9

A

Geometric Mean 141.9 125.6 140.8 139.4 134.0

Mechanical Mean 31.2 60.3 70.6 62.7 59.7

Mean with 0s 8.2 13.4 27.5 21.1 19.7

LCL 71.2 85.9 144.7 114.9 117.8

Renshaw 71.8 99.3 132.4 112.0 109.8

B

Geometric Mean 9.2 28.6 28.1 26.8 26.0

Mechanical Mean 5.3 8.7 7.0 7.5 6.8

Mean with 0s 0.6 1.3 1.4 1.5 1.2

LCL 12.5 20.0 17.8 19.1 17.3

Renshaw 7.3 10.9 9.0 9.6 8.9

C

Geometric Mean 3.6 6.8 4.9 5.6 4.9
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4.5.3. Comparison of Interpreted Parameters to Hydraulic Aperture
Parameters calculated from the measured apertures were compared to the hydraulic aperture 
interpreted from flow measurements (hi) ; the parameters were averaged from each specimen. 
Results are shown in Table 4-2.

The mean mechanical aperture with and without zeros were the closest values to the interpreted 
hydraulic aperture (8% lower and 9% higher, respectively) for wellbore specimen A. LCL 
overestimated the aperture by 56%, and the geometric mean underestimated it by 24%. For wellbore 
Specimen B, the mean mechanical aperture is the closest value found compared to the hydraulic 
aperture interpreted from the flow test-derived value (19% more the calculated than the interpreted). 
The mechanical mean including the zeros was far from the flow test (19.7 vs. 50 µm), because the 
percent of contact in this sample was higher than in Specimen A. LCL and Renshaw’s equation 
yielded hydraulic apertures more than twice as large as that interpreted from the flow measurement. 
The geometric mean underestimated the aperture by 48%. The complicated geometry of the 
microannuli makes it difficult to define definitive relationships between hydraulic aperture and 
parameters derived from the mechanical aperture. In the case of wellbore Specimen C, a radial crack 
was found after testing that might have affected the hydraulic aperture measured in the flow test.

The post-test crack found in Specimen C makes the comparison between flow-derived data and the 
parameters obtained from the mechanical apertures more difficult. That said, all the information 
obtained from the mechanical apertures (statistical distribution, CEP, repair effectivity and 
parameters interpreted from the mechanical apertures) are still valid results.

Table 4-2. Averaged parameters of wellbore specimens A, B, and C compared to hi . Units in µm.

Wellbore 
Specimen

Contact
%

Mechanical
Mean

Mean 
with 
0s

LCL
(Equation 4-6)

Renshaw
(Equation 4-8)

Geometric
Mean

Hydraulic
Aperture

(hi)

A 0.17 191.5 161.3 272.3 236.9 133.6 175.0

B 0.67 59.7 19.7 117.8 109.8 26.0 50.0

C 0.81 6.8 1.2 17.3 8.9 4.9 32.0

4.5.4. Capillary Entry Pressure
Gas must exceed a displacement or entry pressure in order to displace a wetting fluid (e.g. brine) 
from a fracture. The CEP  is inversely related to the fracture aperture size. The CEP in a fracture is 
given by the equation (Pruess and Tsang 1990):

𝐶𝐸𝑃 =
2𝜆𝑐𝑜𝑠𝜃

𝑎
Equation 4-10

where CEP  is in Pascals, λ is the interfacial tension between gas and brine (66.73 mN/m), θ is the 
contact angle of the brine and the gas (43°), and a  is the aperture size. The values used were 
obtained by Khishvand et al. (2016) in two-phase flow laboratory experiments at underground 
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conditions using N2 and brine. N2 was used instead of natural gas because it is safer to work with 
and the pore-scale capillary interactions are similar for both types of gases.

We calculated the CEP  using two different approaches. First, we used the hydraulic aperture as the 
aperture size in Equation 4-10 to calculate a single capillary entry pressure (CEPh)  for each specimen. 
Secondly, we calculated the capillary entry pressure for every measured aperture along each 
circumferential section (CEPi )  of each specimen.

In Figure 4-12 the cumulative distribution function for CEPi  are given for each specimen along with 
its CEPh. These data are summarized by the percent of the CEPi  values that are greater than CEPh 
(Table 4-3).

The results show that a large percentage of the microannulus can have a local CEPi that is much 
greater than the CEPh estimated from the hydraulic aperture. Thus, a single capillary entry pressure 
does not accurately represent the range of capillary entry pressures within the microannulus. It is 
important to note that the percentages presented in Table 4-3 are calculated on the assumption that 
the apertures are perfectly connected.
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Figure 4-12: CEPi  in all circumferential sections of wellbore specimens: (a) Specimen A, 
(b) Specimen B and (c) Specimen C
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Table 4-3. Hydraulic aperture, CEPh , and percent of the microannulus 
with CEPi  greater than the CEPh 

Specimen A Specimen B Specimen C

ha (µm) 175 50 32

CEPh (MPa) 0.56 1.95 3.05

% microannuli with 
CEPi > CEPh

36–64 48–87 >99

4.5.5. Repair Material Penetrability of Microannuli
Cementitious materials are typically used to repair or enhance the properties of cement, rocks and 
soils. The purpose of repair is primarily to fill voids so as to reduce the permeability of the host 
material. For an ideal repair, the cementitious material should penetrate and fill all fractures and 
voids. From a practical standpoint, simply filling interconnected apertures would be sufficient. 
Penetrability of the repair material in the host material is therefore a critical issue. Several factors 
affecting the penetrability of the cement, the most relevant of which are the water/cement ratio and 
the ratio between the opening size and the grain size of the cement (Jorne and Henriques 2016; 
Mirza et al. 2013; Axelsson et al. 2009). With regard to the latter, the generally accepted rule of 
thumb is that the aperture to be filled must be at least three times the grain size of the cement 
(Mitchell 1981); this is claimed as a general rule in several reviews (Tolppanen and Syrjanen 2003; 
Exelsson et al. 2009). Recent laboratory tests have supported the rule of thumb and have added that, 
in specific cases under favorable conditions, could be from two to three times smaller than the 
aperture (Eklund and Stille 2008).

Microannuli apertures are variable and nonuniform, which could complicate the attempt to seal 
them. If the microannulus is not filled completely, a permeable path may remain that enables fluid 
migration. The actual repair could be compromised by a low conductivity section. Both problems 
have been described in detail by Jorne et al. (2016).

The criterion presented above was used to evaluate the repair of the microannuli using different 
cementitious materials. On the assumption of perfect connectivity and no plugging nor blockage, 
the aperture size distribution in all three wellbore specimens were analyzed and the extent to which a 
microannulus could be repaired was estimated. To evaluate the penetrability, the maximum grain 
size of the cementitious materials is required. Four different cementitious materials with distinctly 
different grain sizes were evaluated; three of them were provided by Mirza et al. (2013) and De Neef 
MC-500 was also considered since it provided a finer granulometry. The d99 of the cementitious 
materials along with the smallest aperture that they could fill following Mitchell’s criterion is 
presented in Table 4-4, representing a range of granulometries from Portland cement to ultrafine 
cement.

The results of this analysis, given in Table 4-5, indicate that Portland cement is not suitable for 
repairing microannuli and that microfine cement could leave most of the microannulus unfilled. The 
variability in aperture size affects the possible repair of microannuli. An example is Specimen B, 
which had a hydraulic aperture of 50 µm. If a uniform aperture is assumed, it could be considered 
that both UFCs would penetrate the microannulus, whereas the measured apertures indicate that, in 
the best of cases, only 50% of the microannulus would be filled. Penetrability would be further 
hindered by the variability of the aperture size as small apertures will likely restrict access to some 
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larger apertures. Changes in the water/cement ratio would improve the penetrability, but this factor 
is not considered in this study.

Table 4-4. Particle size (µm) of the cementitious materials

d99
(µm)

Minimum Aperture Size That Could Be 
Filled 
(µm)

Portland cement 100 300

Microfine cement 32 96

Ultrafine cement 1 15 45

Ultrafine cement 2 11 33

Table 4-5. Percentage of apertures not filled by the sealing materials using Mitchell’s criterion

Specimen A % Specimen B % Specimen C %
Portland cement 79.5 96.9 100.0

Microfine cement 30.7 83.1 100.0

Ultrafine cement 1 14.0 64.5 99.9

Ultrafine cement 2 10.2 56.2 99.6

4.6. Conclusion
Microannuli are often described as a hydraulic aperture, which is a single-valued parameter derived 
from a flow test. In contrast to this conventional description, we measured the microannuli 
apertures with a resolution as low as 3 µm and found them to be highly variable. Microannuli 
produced in laboratory wellbore specimens were found to have apertures that vary orders of 
magnitude in a single circumferential section. Even in specimens with relatively large hydraulic 
apertures interpreted from flow measurements, perfect contact (no aperture) exists over portions of 
the steel-cement interface. This complex geometry produces tortuous flow paths through the 
microannulus, far from the assumption of flow between parallel plates used to interpret the 
hydraulic aperture of the microannulus. This result suggests that, while the hydraulic aperture 
provides a useful parameter to characterize flow, describing the microannulus with this single-valued 
parameter may be inappropriate for some applications. For example, because of the variable 
aperture sizes within a microannulus, we estimated that cementitious materials will not effectively 
penetrate and repair microannuli with hydraulic apertures less than about 50 µm.

Lognormal 3P and generalized gamma 4P statistical distributions provided a good representation of 
the microannuli’s apertures. Implementing these statistical distributions (plus contact areas) in 
computational models when dealing with the microannuli would provide a more physically realistic 
representation compared to assume a uniform gap, hence facilitating matching stresses in the 
wellbore with the change in the microannuli’s aperture size and the flow through it.
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4.8. Supplemental Material
The statistical distributions were obtained from Easyfit manual. The normal distribution has 
two parameters: the mean value ( z̄)  and the standard deviation (σ). The probability density 
function is

𝑓(𝑧) =
𝑒𝑥𝑝( ‒ 1

2 (𝑧 ‒ 𝑧̅
𝜎 )2)

𝜎 2𝜋
Equation 4-11

Lognormal distribution has two or three parameters: the mean value ( z̄) and the standard 
deviation (σ) and the continuous location parameter (γ). γ=0 yields the two parameter (2P) 
lognormal. The probability density function is

𝑓(𝑧) =
𝑒𝑥𝑝( ‒ 1

2 (𝑙𝑛(𝑧 ‒ 𝑧̅)
𝜎 )2)

(𝑧 ‒ 𝛾)𝜎 2𝜋
Equation 4-12

The gamma distribution has two or three parameters: continuous shape parameter (C > 0), 
continuous scale parameter (B > 0) and continuous location parameter (γ = 0 yields the 
gamma 2P). The probability density function is

𝑓(𝑧) =
(𝑧 ‒ 𝛾)𝐶 ‒ 1

Γ(𝐶)𝐵𝐶
𝑒𝑥𝑝( ‒ (𝑧 ‒ 𝛾

𝐵 )) Equation 4-13

The generalized gamma distribution has three or four parameters: continuous shape parameters 
(C > 0 and K > 0), continuous scale parameter B (B > 0) and continuous location parameter γ (γ = 0 
yields the generalized gamma 3P). The probability density function is

𝑓(𝑧) =
𝑘(𝑧 ‒ 𝛾)𝐶 ‒ 1

Γ(𝐶)𝐵𝐾𝐶
𝑒𝑥𝑝( ‒ (𝑧 ‒ 𝛾

𝐵 )𝐾) Equation 4-14
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5. ALBANY-PFLOTRAN COUPLING

5.1. Introduction
In this chapter, we describe the Albotran application code that was developed as part of this LDRD 
effort. Albotran is a multiphysics solver that couples the thermal subsurface hydrological flow and 
reactive transport (THC) code PFLOTRAN (Hammond et al. 2014) and the implicit, unstructured 
grid finite element code Albany (Salinger et al. 2016). Albotran imbeds PFLOTRAN in Albany as a 
pore pressure evaluator. The split-stress (Kim 2010) coupling scheme is employed to combine 
results from each code and the Data Transfer Kit (Slattery et al. 2013) is used to transfer data from 
one code to another.

5.2. Background and Motivation
The problem of coupling mechanical compaction and fluid transport in porous media where 
hydrological interactions between fluid-saturated pores and the bulk solid results in complex 
poromechanical responses is relevant to many natural and engineered problems in soil mechanics, 
oil/gas reservoir evaluation, and the assessment of clay barrier performance. This type of coupling 
has been theoretically assessed to various levels of complexity through the development of 
mathematical and computational approaches in the last few decades (Karrech 2013; Sun 2015). Sun 
(2015) discusses the highlights of some of the various theoretical approaches and their numerical 
implementations whether these couplings are monolithic (fully coupled multiphysics) or sequential 
(decoupled multiphysics). Both types of approaches have their advantages and disadvantages when 
applied to poromechanical problems. For example, in the monolithic approach the physics of 
interest is tightly coupled in a single application library, but tends to suffer from numerical stability 
issues (Sun 2015). On the other hand, sequential approaches combine two or more existing 
application libraries, bringing with them specialized domain expertise, but require complex data 
transfer mechanisms between the libraries; this is in addition to the potentially prohibitive 
computational expense of running and combining results from multiple simulations (Kim 2010; Sun 
2015).

Coupled multiphysics modeling, such as thermal-hydrological-mechanical-chemical (THMC) can 
result in highly complex phenomena that is very challenging to handle numerically often requiring 
treating model components separately to allow for their rigorous numerical treatment. The last 
several decades have seen significant advances in the simulation of coupled THC processes through 
geochemical modeling of fluid/mineral interactions with hydrological transport in porous media 
(Lichtner, 1996; Lichtner et al. 2018). Poromechanical modeling have also seen advances in the 
simulation of coupled processes relevant to soil consolidation and compaction of clay-bearing 
materials (Alonso and Olivella, 2006; Alonso et al. 1990; Collin et al. 2006; Guimarães et al. 2006; 
Olivella et al. 1996; Sanchez et al. 2010). An example of such type of code coupling is 
TOUGHREACT-FLAC (Rutqvist et al. 2011). One key drawback of these code couplings are the 
expected computational inefficiencies due to code communication in the coupling scheme but also 
the lack of leveraging high performance computing (HPC) resources exploited by massively-parallel 
computer codes. Also, the numerical implementation of key aspects of the mechanics and/or 
chemistry are often suitably treated in sequentially coupled codes. As described in the previous 
section, here we combine the use of two open-source HPC codes (Albany and PFLOTRAN) to 
simulate isothermal consolidation phenomena in a porous solid. This code coupling problem will be 
later extended to include reactive transport by simulating leaching in cementitious material.
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5.3. Background and Theory
The solution of the coupled stress-diffusion equation that describes the behavior of fluid-saturated 
solid media is approximated by the effective stress principle. Accordingly, the total stress at a 
material point is assumed to be the sum of an “effective stress” carried by the solid skeleton and the 
pressure in the fluid occupying pore space within the solid. The stress-displacement behavior of the 
solid skeleton is governed by the balance of linear momentum along with the constitutive 
assumption of linear elasticity. The motion of the fluid through pore space is governed by the 
balance of mass along with the constitutive assumption that flow velocity is proportional to 
gradients in the fluid pressure as described by Darcy's law.

The computational model described herein assumes a two-phase porous medium with constituents 
, where  and  represent the solid matrix and fluid phases, respectively. A representative 𝛼 = {𝑠,𝑓} 𝑠 𝑓

volume element (RVE) of material with volume  and mass  is composed of each constituent 𝑑𝑉 𝑑𝑚
such that

𝑑𝑉 = 𝑑𝑉𝑠 + 𝑑𝑉𝑓  𝑎𝑛𝑑  𝑑𝑚 = 𝑑𝑚𝑠 + 𝑑𝑚𝑓 Equation 5-1

The volume fraction of each constituent is defined in the usual way,

𝑓𝛼 =
𝑑𝑉𝛼

𝑑𝑉 Equation 5-2

so that .∑𝑓𝛼 = 1

For the two-phase medium, the volume fraction of the solid constituent is

𝑓𝑠 = 1 ‒ 𝜙 Equation 5-3

where  is the porosity𝜙

𝜙 =
𝑑𝑉𝑠

𝑑𝑉
Equation 5-4

5.3.1. Balance of Mass
The behavior of the fluid constituent is governed by the conservation of mass for single-phase flow 
through porous media
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∂(𝜌𝑓𝜙)
∂𝑡

+ ∇ ⋅ (𝜌𝑓𝜙𝑣 ) = 0 Equation 5-5

where  is the density of the fluid and  is the Darcy superficial velocity𝜌𝑓 𝑣

𝑣 =
𝑘
𝜇

(∇𝑝 ‒ 𝜌𝑓𝑔) Equation 5-6

Here,  is the permeability,  is the viscosity of the single-phase fluid,  is the pore pressure, and  is 𝑘 𝜇 𝑝 𝑔
the gravity vector. The porosity of the solid matrix varies according to

Δ𝜙 = 𝛼Δ𝜖𝑣 +
1
𝑁

Δ𝑝 Equation 5-7

where  is the Biot coefficient and  is the volumetric strain. The Biot coefficient, which is a 𝛼 𝜖𝑣

measure of the sensitivity of the elastic response to porosity, is defined as

𝛼 = 1 ‒
𝐾
𝐾̂

Equation 5-8

 is the drained bulk modulus of the porous solid and  is the bulk modulus of the solid matrix 𝐾 𝐾̂
(typically ). The quantity  in Equation 5-7 is defined as𝐾̂ ≫ 𝐾 1/𝑁

1
𝑁

=
1

𝛼 ‒ 𝜅𝜙0
=

𝛼 ‒ 𝜙0

𝐾̂
Equation 5-9

where  is the fluid compressibility.𝜅

5.3.2. Balance of Momentum
The behavior of the solid constituent is governed by the conservation of linear momentum

∇ ⋅ 𝜎 + 𝜌𝑠𝑔 = 0 Equation 5-10
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where  is the Cauchy stress tensor and  is the density of the solid matrix. In the following, we 𝜎 𝜌𝑠

assume that the response of the solid matrix to deformation is that of an ideal isotropic-poroelastic 
solid wherein the incremental stress tensor  is related to the incremental strain tensor  and pore Δ𝜎 𝜖
pressure by

Δ𝜎 = 𝐶:Δ𝜖 ‒ 𝛼Δ𝑝𝐼 Equation 5-11

where  and  are the fourth-order elasticity and second-order identity tensors, respectively.𝐶 𝐼

The porosity in the idealized poroelastic solid evolves according to Kim (2010)

Δ𝜙 = 𝛼Δ𝜖𝑣 +
𝛼 ‒ 𝜙

𝐾̂
Δ𝑝 Equation 5-12

5.3.3. Coupling Mass and Momentum Conservation
The goal of the coupled poromechanics problem is to determine the flow of fluid through pore 
space and deformation of the solid matrix such that the governing equations of each phase 
(Equation 5-5 and Equation 5-9, respectively) are satisfied. The implementation, however, is far 
from trivial. The difficulty in implementing a coupled poromechanics solver arises from several 
sources. Firstly, the solution of even a single phase requires a significant computational 
infrastructure and complex constitutive routines requiring a high level of domain expertise in several 
areas of computation sciences. Developing a fully implicit monolithic solver for the coupled system 
requires writing a new solver, or making significant modifications to existing solvers. Either option 
would adopt all of the risks and costs of each single-phase solver, plus the additional costs associated 
with their coupling. (Sun et al. 2013a; Sun et al. 2013b).

Alternatively, existing solvers can be coupled in a sequential fashion. Sequentially coupled solvers 
have the advantage of being able to leverage existing solvers and domain expertise, at the expense of 
having to develop methods for the individual solvers to communicate results and data. Sequentially 
coupled solvers come in several variations. The simplest, a loosely coupled staggered solve, has the 
mass and momentum conservation solved in sequence one time step after another until the final 
time is reached. A modified version of this technique that conserves computational resources has 
the momentum solver called periodically during the solution procedure instead of after each mass 
conservation evaluation. Contrast that with the more complicated iterative-sequential solve wherein 
a new time step is not started until the momentum and mass conservation solves have converged in 
some sense. Figure 5-1 depicts the idea of iterative-sequential.
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Figure 5-1. Graphical depiction of the iterative-sequential code coupling algorithm 

Four iterative-sequential coupling methods have emerged in the literature: drained, undrained, fixed-
strain, and fixed-stress operator splits (Figure 5-1). In the drained and undrained splits, the solution 
to the stress-displacement problem is obtained first, after which the solution to fluid flow problem is 
found. The drained split holds the pore pressure constant during the solution of the fluid problem 
while the undrained split holds the fluid mass constant. Kim (2010) showed that the drained 
operator split results in solutions that are only conditionally stable, while the undrained operator 
split produces unconditionally stable solutions.

In the fixed-strain and fixed-stress operator splitting methods, the solution to fluid flow problem is 
found and then the solution to stress-displacement problem. The fixed-strain operator split holds 
the solid matrix deformation fixed during the flow solution while the fixed-stress operator split 
holds the stress fixed. Like the drained split, the fixed-strain split is only conditionally stable, while 
the fixed-stress operator split is unconditionally stable (Kim 2010). In addition to unconditional 
stability, Mikelić et al. (2014) demonstrated superior convergence characteristics of the split-stress 
split over the undrained split under certain conditions.

In this work, we adopt the fixed-stress operator split. The fixed-stress operator split is achieved by 
fixing the mechanical stress during each flow solution. Under this condition, Equation 5-10 gives for 
the increment of volume strain during the flow solve as

Δ𝜖𝑣 =
𝛼Δ𝑝

𝐾 Equation 5-13

so that the increment in porosity during the fluid solved in Equation 5-7 can be expressed as

Δ𝜙𝑓 = (𝛼2

𝐾
+

1
𝑁)Δ𝑝 Equation 5-14
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Here we use the superscript  to distinguish the porosity tracked by the flow solver from the 𝑓

porosity tracked by the stress-displacement solver .𝜙𝑠

Thus, the updated porosities are

𝜙 𝑓
𝑘 + 1 = 𝜙𝑠

𝑘 + Δ𝜙 𝑓
𝑘 + 1 = 𝜙𝑠

𝑘 + (𝛼2

𝐾
+

1
𝑁)Δ𝑝𝑘 + 1 Equation 5-15

𝜙 𝑠
𝑘 + 1 = 𝜙𝑠

𝑘 + Δ𝜙 𝑠
𝑘 + 1 = 𝜙𝑠

𝑘 + 𝛼𝜖𝑣𝑘 + 1 +
1
𝑁

Δ𝑝𝑘 + 1 Equation 5-16

and the criterion for convergence can be chosen to be

|𝜙 𝑓
𝑘 + 1 ‒ 𝜙 𝑠

𝑘 + 1|
𝜙 𝑠

𝑘 + 1

< 𝜀 Equation 5-17

where  is an appropriate convergence tolerance.𝜀

5.4. Numerical Implementation
The implementation of the fixed-stress operator split is achieved by coupling the responses of the 
flow simulator PFLOTRAN (Hammond et al. 2014) with the abstract finite element code Albany 
(Salinger et al. 2016). The responses from each simulator are communicated to each other using the 
Data Transfer Kit (Slattery et al. 2013).

5.4.1. PFLOTRAN
PFLOTRAN is a massively parallel reactive multiphase flow and transport code employed to 
simulate physical and chemical processes in the Earth’s subsurface (Hammond et al. 2014). The 
(GNU LGPL) open source code is founded upon data structures and solvers from the PETSc 
library with parallel IO through HDF5. PFLOTRAN is written in object-oriented Fortran 
2003/2008, leveraging modern Fortran’s modularity, inheritance and polymorphism extensively. 
PFLOTRAN has been executed on up to 218 processor cores on problems composed of several 
billion degrees of freedom.

At each time step, the porosity computed in PFLOTRAN is computing according to Equation 5-7 
as

𝜙 𝑓
𝑘 + 1 = 𝜙𝑠

0 + 𝛼𝜖𝑣𝑘 +
1
𝑁

(𝑝𝑘 ‒ 𝑝0) + (𝛼2

𝐾
+

1
𝑁)(𝑝𝑘 + 1 ‒ 𝑝𝑘) Equation 5-18
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were  is the volume strain computed by Albany.𝜖𝑣

5.4.2. Albany
Albany is a highly abstracted C++ framework using template based generic programming practices. 
In Albany, necessary physical quantities such as the deformation gradient, stress, porosity, etc., are 
implemented as “evaluators”, with each evaluator specifying well-defined dependencies. During a 
simulation, a directed acyclic graph (DAG) representing the collection of evaluators making up the 
simulation is built, traversed, and evaluated during the computation of finite element residuals and 
Jacobians. Albany leverages nonlinear solvers, distributed linear algebra, automatic differentiation, 
and other sophisticated components from the Trilinos library (Heroux et al. 2005). In this 
framework, PFLOTRAN is implemented as an evaluator that depends on the deformation and 
material properties from which the pore pressure is evaluated. A simplified DAG for the code 
coupling performed in this work is shown in Figure 5-2.

Balance of Linear Momentum First Piola-Kirchhoff Stress

Biot Coeff cient

Material Parameters

Deformation Gradient

Displacements

Figure 5-2. Simplified DAG of the Albany-PFLOTRAN code coupling

Unlike typical evaluators, which only compute the quantity of interest over a collection of elements, 
the PFLOTRAN evaluator first runs the flow simulation to the end of the current time step and 
then transfers pore pressure from PFLOTRAN to Albany. Implemented in this way, we take 
advantage of Albany's use of automatic differentiation (AD) in the computation of the Jacobian. 
Computing the Jacobian, or, sensitivities of the residual to the indepedent variables (the degrees of 
freedom), is simply the result of computing the residual by using AD types. See Bartlett et al. 2006 
for more information on Albany's use of AD and the implementation of AD in Trilinos.

The coupled poromechanics formulation discussed in the present work can be viewed as a hybrid of 
a fully coupled monolithic system and an iterative-sequential system. On the one hand, standalone 
solvers for each solution phase are employed (flow and mechanics) while on the other, tight 
integration of the flow solution in to Albany's graph-based assembly produces solutions comparable 
to fully-coupled systems. Managed dependencies, graph-based assembly, and embedded AD proves 
a powerful framework for finding solutions to strongly coupled physical systems.

5.4.3. Data Migration
Unifying the PFLOTRAN flow response in to Albany's residual minimization is made possible by 
employing the Data Transfer Kit (DTK) (Slattery et al. 2013) to communicate necessary data 
between the two codes' meshes. DTK transfers data between arbitrary physics components by 
repartitioning the domains such that they have a common geometric domain on each parallel 
process. Parallel maps from each physics' domain to the common geometric domain are used to 



98

efficiently transfer data between the two solvers. In Albotran, volume strain is transferred from 
Albany to PFLOTRAN and pore pressure is transferred from PFLOTRAN to Albany.

5.5. Verification
In the following sections, we demonstrate the correctness of the code coupling strategy by 
comparing solutions with analytic solutions.

5.5.1. Data Transfer
Verification of proper data transfer between PFLOTRAN and Albany was performed by a 
simplified simulation performed on 4 cores. Each code partitioned its mesh using its default 
approach. In the simulation, a block of material is injected on its top and left-hand sides at a 
constant injection rate. Dirichlet boundary conditions in Albany hold the block fixed in time. 
Neumann boundary conditions in PFLOTRAN on the bottom and right-hand sides do not permit 
flux of pressure through those boundaries. The pore pressure in the block is initially at atmospheric 
pressure.  Figure 5-3 and Figure 5-4 show that pressure is transferred correctly from PFLOTRAN to 
Albany for the case of matching (Figure 5-3) and nonmatching (Figure 5-4) meshes. The results 
demonstrate that data is transferred correctly between the two meshes (matching and nonmatching) 
by DTK.
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NOTE: (Left) Pressure distribution in the PFLOTRAN (top) and Albany meshes at time t=0. (Right) Pressure distribution in the 
PFLOTRAN (top) and Albany meshes at the end of the simulation.

Figure 5-3. Data transfer verification simulation consisting of a solid skeleton with 30% porosity 
permeated by fluid with atmospheric pore pressure at time t=0
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NOTE: In this verification test, meshes are nonmatching. (Left) Pressure distribution in the PFLOTRAN (top) and Albany meshes at 
time t=0. (Right) Pressure distribution in the PFLOTRAN (top) and Albany meshes at the end of the simulation.

Figure 5-4. Data transfer verification simulation consisting of a solid skeleton with 30% porosity 
permeated by fluid with atmospheric pore pressure at time t=0 

5.5.2. Terzaghi Consolidation
The Terzaghi consolidation problem (Terzaghi et al. 1996) is a one dimensional consolidation 
problem wherein a column with height  of saturated soil with initial pressure  is loaded suddenly ℎ 𝑝0

by load . The sudden loading causes an abrupt increase in fluid pressure. As fluid escapes through 𝑞
the column's permeable top surface, fluid pressure decays and the soil consolidates as load is 
transferred from the fluid to the solid skeleton. The Terzhagi consolidation problem is depicted in 
Figure 5-5.
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5.5.3. Results
The results of the Terzhagi consolidation simulation are summarized in Figure 5-6 and Figure 5-7. 
Figure 5-6 shows pore pressure profiles at various stages of the simulation. The value of 

 at  is known as the Skempton coefficient and is an important quantity in 𝑝/𝑞 ≈ 0.85 𝑡 = 0
poromechanics. As we expect, the simulation shows a sudden increase in pore pressure at  𝑡 = 0
followed by rapid drainage from the top (permeable) surface until a total loss of pore pressure in the 
entire column is obtained. At equilibrium, load is transferred entirely to the effective stress carried by 
the solid skeleton. Figure 5-7 shows the rapid decrease in pore pressure at the top of the column as 
calculated in both PFLOTRAN and Albany.

5.5.4. Input files
Input files for the Terzhagi consolidation simulation can be found in Section 5.9.

Figure 5-5. Schematic of the one-dimension Terzaghi consolidation problem
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Figure 5-6. Pore pressure profiles at various simulation times
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Figure 5-7 Pore pressure at the top of the column vs time

5.6. Obtaining and Installing Albotran
Albotran is a hybrid application combining modified versions of PFLOTRAN and Albany. As such, 
these versions of PFLOTRAN and Albany must be built and linked to create the Albotran 
application (binary releases of Albotran do not currently exist). The modified versions of 
PFLOTRAN and Albany are hosted on a git repository at www.gitlab-ex.sandia.gov/albotran from 
which each can be downloaded or cloned.

Building Albotran is complicated by the fact that both PFLOTRAN and Albany use their own build 
systems, require a large number of third-party libraries (TPLs), and custom build instructions are 
needed for each so that PFLOTRAN and Albany can be linked. For convenience, and repeatability, 
spack (https://www.github.com/spack) is used to build and install Albotran. spack is the “Super 
computer PACKage manager” and is actively developed at Lawrence Livermore National 
Laboratory. spack is similar to other package managers such as Homebrew (https://brew.sh) in that 
it manages and builds software packages and all of their dependencies. spack has several unique 
capabilities making it particularly useful for scientific applications and high performance computers.

http://www.gitlab-ex.sandia.gov/albotran
https://www.github.com/spack
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5.6.1. Installing Albotran
Sandia users on a cee-lan machine or Skybridge, see the following section for instruction specific to 
those machines.

Step 1. Clone both spack and Albotran

At the command line, execute the following

Step 2. Register Albotran with spack as an external repository.

Create file ~/.spack/repos.yaml with the following contents

Here, <path to Albotran> is the directory where Albotran was cloned in Step 1.

Step 3. Build and install Albotran

At the command line, execute the following

Warning: the build process can take multiple hours depending on the machine.

5.6.1.1. Sandia CEE LAN or Skybridge Users
spack environments have been created that reduce the build time by using software already installed 
on various cee-lan machines and on Skybridge.

Step 1. Clone Albotran

At the command line, execute the following

Step 2: Activate the appropriate spack environment

At the command line, execute the following

Here, <path to Albotran> is the directory where Albotran was cloned in Step 1.

and <build-name> is an appropriate name for the machine you are on. See <path to 
Albotran>/share/albotran/setup-env.sh -h for a list of preconfigured 
build names.

repos:
- <path to Albotran>/var/albotran/spack-repo

$ git clone https://www.github.com/spack/spack
$ git clone git@gitlab-ex.sandia.gov:albotran/Albotran 

$ spack install albotran 

$ source <path to Albotran>/share/albotran/setup-env.sh <build-name>

$ git clone git@gitlab-ex.sandia.gov:albotran/Albotran 

https://www.github.com/spack/spack
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Step 3:
Build and install Albotran

At the command line, execute the following

Warning: the build process can take multiple hours depending on the machine.

Note: if setup-env.sh will clone spack to <path to Albotran>/opt . If you are 
executing the script behind a company firewall, you may need to set http proxy appropriately. If you 
have a spack instance that you would like to use, symolically link it to <path to 
Albotran>/opt/spack.

5.7. Running Albotran
Run Albotran using the AlbanyT executable.

where <filename> is the name of an Albany input file with a PFLOTRAN specification. See 
Section 5.7 for how to format Albany and PFLOTRAN input files for Albotran.

5.8. Albotran Input Files
Albotran input files are the same as standalone Albany and PFLOTRAN input files, with blocks 
describing the interaction between the two codes.

5.8.1. Albany
The Flow Coupling input section is used to describe the coupling of Albany to PFLOTRAN. 
Additionally, the Poro Elastic material model must be used in the coupled region. Problem and 
material inputs for the Albotran specification, along with default values (when applicable) are shown 
in Figure 5-7 and Figure 5-9.

5.9. Supplemental Material
In the PFLOTRAN input file, the SIMULATION, PROCESS_MODELS, and 
MATERIAL_PROPERTY input decks must be augmented to specify the coupled Albotran 
problem, as shown in Figure 5-10.

$ spack install albotran 

$ mpiexec -np <N> <Albotran prefix>/AlbanyT <filename> 
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ANONYMOUS:
  Problem:
    Name: Mechanics 3D
    MaterialDB Filename: Materials.yaml
    ...
    Flow Coupling:
      Pore Pressure Evaluator:
        Verbosity: 0
      Manager:
        Verbosity: 0
      BlackBox:
        Verbosity: 0
      PFLOTRAN:
        Verbosity: 0
        Input Filename: pflotran.in
      DataTransferKit:
        Map Type: Point Cloud
        Point Cloud:
          Map Type: Spline Interpolation
          Basis Type: Wu
          Basis Order: 4
          Spatial Dimension: 3
          Type of Search: Nearest Neighbor
          Num Neighbors: 4
        L2 Projection:
          Integration Order: 2
        Consistent Interpolation:
          Range Entity Dimension: 3
        Search:
          Track Missed Range Entities: false

Figure 5-8. Flow coupling input section used to describe the coupling of Albany and PFLOTRAN
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Materials:
  <material name>:
    Material Model:
      Model Name: Poro Elastic
      Reference Pore Pressure: <P0>
      Reference Porosity: <PHI0>
      Biot Coefficient: 1
      Verbose: false
      PFLOTRAN Evaluation Mode: 1
    Elastic Modulus:
      Elastic Modulus Type: Constant
      Value: <E>
    Poissons Ratio:
      Poissons Ratio Type: Constant
      Value: <Nu>

Figure 5-9. In regions where Albany is coupled with PFLOTRAN, 
the Poro Elastic model must be defined

SIMULATION
  SIMULATION_TYPE COUPLED_GEOMECHANICS
  PROCESS_MODELS
    MECHANICS
      SOLVER Albany
      COUPLING_TYPE TWO_WAY_COUPLED
    END
  END
END

MATERIAL_PROPERTY <NAME>
  ...
  COUPLED_GEOMECHANICS
    BIOT_COEFF <ALPHA>
    DRAINED_BULK_MODULUS <K>
  END
END

NOTE: Text in bold denotes Albotran specific input blocks and cards.

Figure 5-10. Modifications to the PFLOTRAN input file needed 
to run the coupled Albotran problem 



108

6. A NEW POLYMER NANOCOMPOSITE REPAIR MATERIAL FOR 
RESTORING WELLBORE SEAL INTEGRITY

6.1. Overview
Seal integrity of functional oil wells and abandoned wellbores used for CO2 subsequent storage has 
become of significant interest with the oil and gas leaks worldwide. This is attributed to the fact that 
wellbores intersecting geographical formations contain potential leakage pathways. One of the 
critical leakage pathways is the cement-shale interface. In this paper, we examine the efficiency of a 
new polymer nanocomposite repair material that can be injected for sealing micro annulus in 
wellbores. The bond strength and microstructure of the interface of Type G oil well cement (OWC), 
microfine cement, Novolac epoxy incorporating Neat, 0.25%, 0.5%, and 1.0% aluminum 
nanoparticles (ANPs) with shale is investigated. Interfacial bond strength testing shows that injected 
microfine cement repair has considerably low bond strength, while ANPs-epoxy nanocomposites 
have a bond strength that is an order of magnitude higher than cement. Microscopic investigations 
of the interface show that micro annulus interfacial cracks with widths up to 40 µm were observed 
at the cement-shale interface while these cracks were absent at the cement-epoxy-shale interface. 
Fourier transform infrared (FTIR) and dynamic mechanical analysis (DMA) measurements showed 
that ANPs improve interfacial bond by limiting epoxy crosslinking, and therefore allowing epoxy to 
form robust bonds with cement and shale.

6.2. Introduction
Seal integrity of both production wells and abandoned wells is critical to a variety of subsurface 
applications, including geologic storage of CO2. Loss of zonal isolation is a serious issue and is 
integral to ensuring protection of human health and the environment. Wellbores intersecting 
geological formations contain potential leakage pathways that exist due to either well-completion 
process or degradation of the cement and steel casing (Zhang and Bachu 2011). Among the 
potential leakage pathways in wellbores as summarized schematically in Figure 6-1 (Celia et al. 2005), 
the steel-cement and rock-cement interfaces are two of the most critical leakage pathways (Carey et 
al. 2007). While considerable attention has been given to the steel-cement interface (Baldan, 2004; 
Nakayama and Beaudoin 1987; Zhai et al. 2006), little effort has been focused on studying the rock-
cement interface. This article focuses on repair of the rock-, specifically shale, cement interface for 
seal integrity. Due to their low permeability, shale layers often serve as cap rocks for underlying 
hydrocarbon reservoirs. Ensuring the integrity of wellbores at locations where they penetrate these 
layers is important for the containment and control of reservoir fluids. 
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Source: (Celia et al. 2005)

Figure 6-1. Schematic representation of zonal isolation and potential leakage pathways 

Prior investigations have shown that the cement-shale bond is affected by both cement and shale. 
Cement shrinkage and growth of the calcium hydroxide crystals at the interfacial zone of cement-
bonded surfaces are well-known reasons to weaken cement bond with most interfaces including the 
cement-shale interface (Nakayama and Beaudoin 1987; Mehta and Monteiro 2013). Moreover, the 
swelling coefficient of the shale formation has a significant impact on interfacial bond between the 
cement and shale. The higher the swelling coefficient, the weaker the bond-strength is between the 
cement and shale (Ladva et al. 2005). The morphology of the rock surface also significantly affects 
the bond strength of the cement-shale interface. Shale formation with higher surface roughness 
would tend to have higher bond strength with cement compared with smooth shale formations 
(Nasir and Fall 2008). The presence of carbonated brine can significantly deteriorate cement and 
affect the wellbore seal integrity (Carey et al. 2007; Duguid and Scherer 2010; Huet et al. 2010; 
Kutchko et al. 2077; Kutchko et al. 2008; Liteanu et al. 2009; Matteo and Scherer 2012; Rimmelé et 
al. 2008). The above factors favor debonding between cement and shale over the long-term. 

Repair of the cement-shale bond requires injecting a repair material that can fill the interfacial 
contact and improve seal integrity. A repair material should have a relatively low viscosity so it can 
flow during injection to penetrate microannulus cracks (micro cracks along a cement-shale contact 
interface). Such material should have minimal shrinkage to reduce the likelihood that a new flow 
path will develop between the repair material and the cement and/or shale. Furthermore, the repair 
material should also be flexible to prevent debonding due to further cement shrinkage, shale 
swelling, temperature changes and/or shock waves. 

We suggest that polymer-based materials are optimal repair materials to achieve these requirements. 
Polymers have shown very high bond strength with metallic surfaces (Baldan 2004). Thermoset 
polymers, specifically Novolac-based epoxies, show very high bond strength with different surfaces. 
Moreover, incorporating nanomaterials such as ANPs in polymers was able to improve their 
mechanical properties and durability (Pocius 2012; Salemi and Behfarnia 2013; Shokrieh et al. 2012; 
Wetzel et al. 2006). Zhai et al. (2006) reported improved bond between polymer matrices and 
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metallic surfaces when nanomaterials were dispersed in the polymer matrix. Our prior investigations 
showed that Novolac epoxy incorporating ANPs significantly improved the bond strength of the 
cement-steel interface (Genedy et al. 2014). 

In this study, we investigate the efficiency of using Novolac epoxy incorporating ANPs as a repair 
material for sealing cement-shale microannulus. The bond strength of ANPs-epoxy nanocomposites 
incorporating different content of ANPs is investigated using push-out tests. In these tests, ANPs-
epoxy nanocomposites were injected into an 800 µm artificial gap created between an inner shale 
cylinder and an outer cured cement socket. The ANPs-epoxy nanocomposites were compared to a 
standard microfine cement repair material, typically used in the industry, which was injected to fill 
the same above gap. The bond strengths of ANPs-epoxy polymer nanocomposites as well as the 
microfine cement repair materials were compared with the bond strength of a reference case where 
Type-G OWC was cast around shale and fully cured to achieve the highest possible bond strength. 
Microstructural analysis including DMA and FTIR analysis as well as light microscope investigations 
were conducted to understand the significance of nanomaterials on epoxy behavior.

6.3. Experimental Methods

6.3.1. Materials
The shale used in this investigation was Mancos Shale. Type G (American Petroleum Institute [API] 
Class G) OWC was used as the reference cement material. Microfine cement, generally used to 
repair cracks in oil wells, provided by the manufacturer was used. The microfine cement has a 
composition that is comparable to high sulfate-resistant cements and grain size (d95) of 9.5 µm. The 
mix used for the microfine cement has water-to-cement (w/c)  ratio of 0.7 and 2.0% of the dry 
cement weight super plasticizer (recommended by the manufacturer). Novolac epoxy was selected as 
the repair material due to its high chemical resistance, relatively high thermal performance and good 
flowability. Novolac epoxy system is a low viscosity cycloaliphatic polyamine blend with low 
viscosity hardener. Researchers showed water, acids (such as carbonated water) and saline solutions 
to have negligible effect on hardened Novolac epoxy (Atta et al. 2008, Tchoquessi Doidjo et al. 
2013, Soares-Pozzi et al. 2016). ANPs were used to modify the epoxy matrix. ANPs are aluminum 
oxide (Al2O3) with maximum particle size of 50 nm were obtained from Sigma Aldrich, Inc. 
Microscopic image of ANPs using transmission electron microscope (TEM) is shown in Figure 6-2. 
Three weight contents of ANPs were examined in addition to neat epoxy being 0.25%, 0.50% and 
1.0% by weight of the epoxy resin. 

6.3.2. Polymer Nanocomposite Preparation
To prepare the polymer nanocomposite, the ANPs were added to the required amount of the resin, 
and the mix was stirred for 2 hours at 110ºC using magnetic stirring. This relatively high mixing 
temperature was used to reduce the resin viscosity and improve the dispersion of ANPs. The mix 
was then sonicated for 2 additional hours at 65ºC using an ultrasonic homogenizer. The polymer 
resin nanocomposite was left to cool and reach room temperature and then mixed with the hardener 
with mixing ratio 2.2:1 (Resin:Hardener) for 3 minutes using low speed mixer until a uniform mix 
was obtained. It is important that the nanomaterials are very well dispersed in the mixture to prevent 
gravity settling. This was achieved by the interaction of ANPs with the polar groups of the epoxy 
resin. 
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Figure 6-2. TEM micrograph showing ANPs and their size

6.3.3. Viscosity of Repair Materials
Viscosity test was conducted using rotational Viscometer following AASHTO T316 (AASHTO 
2013). The viscosity was measured for all material at room temperature (22ºC). SC4-21 needle 
spindles, rotating at 20 rpm, were used for viscosity measurements. The spindles were allowed to 
rotate for 1 minute, after which three readings were taken at 15-second intervals. The test was 
performed as per the AASHTO standard.

6.3.4. Interfacial Bond Strength Testing (Push-out Test)
Two sets of specimens were prepared for push-out tests (Figure 6-3). The first set was used to 
measure the bond strength between the shale and Type G cement. A shale core of 25.4-mm 
diameter and a length greater than 30 mm was fixed in the center of a steel cylinder with an outer 
diameter of 100 mm and thickness of 3.2 mm; cement paste was then cast around the shale to 
produce cylindrical specimens with a diameter of 101.4 mm and height of 50.8 mm. The second set 
of specimens was prepared to investigate the bond strength of the repair materials injected in an 
artificial microannulus between cement and shale. Hollow Type G cement cylindrical specimens 
confined with steel cylinders with inner diameter of 27 mm, total outer diameter of 101.4 mm and 
height of 50.8 mm were cast first. These specimens were cured at 100% humidity environment at 
room temperature for 28 days. After the cement cylinder was cured, the shale core with a diameter 
of 25.4 mm was placed in the center of the hole, which produced a gap or microannulus between 
the cement and shale of nominally 800 µm. Repair material was then supplied along the top shale-
cement contact and allowed to flow by gravity into the microannulus (Figure 6-4). The repair 
material was added into the crack until the repair material no longer flowed into the crack. Five 
repair materials were tested in this investigation: standard microfine cement, Novolac epoxy, and 
Novolac epoxy with 3 different contents of ANPs (0.25 wt.%, 0.5 wt.%, and 1.0 w.%). ANPs were 
added as a weight percentage of the epoxy total weight. 


