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Nonlinear Material Model Calibration Flow
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Example of hardening function calibration

tf)

2.5

2

1

0.5

o

Guess hardening
function

to reproduce test data

1 1

0 0.5 1 1.5

Strain



Examples of ductile failure tests orl
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