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Objective
Develop an efficient framework for estimating £=0 v=l x=ltl,  xel L+l
parameters of lithium-ion batteries.
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* Novel Tanks-in-Series approach adopted to model the cell behavior at different discharge rates (0.5C, 1C, and 3C)
* Sequential optimization approach utilized to estimate the parameters required for the model with <12mV error
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